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Abstract  

A The optical absorption spectra of manganese-promoted sulfated zirconia, a highly active alkane isomerization catalyst, were found to be cha-

racterized by oxygen-to-manganese charge transfer transitions at 300320 nm and d-d transitions of manganese ions at 580 nm and 680 nm. The 

latter were attributed to Mn4+ and Mn3+ ions, which are known to be incorporated in the zirconia lattice. The oxygen surroundings of these ions 

were modeled assuming a substitutional solid solution. The crystal field splittings, vibronic coupling constants and oscillator strengths for the 

manganese ions were calculated on the basis of a cluster model that considers the manganese center as a complex with the adjacent ions of the 

lattice as ligands. The ratio of Mn3+ to Mn4+ ions was identified using the spectra and the model; and the relative concentrations of Mn2+, Mn3+ 

and Mn4+ ions were determined with the help of the average valence known from X-ray absorption data in the literature. The redox behavior of 

the manganese-promoted sulfated zirconia in oxidizing and inert atmosphere was elucidated at temperatures ranging from 323 to 773 K.  
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1. Introduction  

 

Manganese is a component in a variety of solid cata-

lysts. Mixed coppermanganese oxides serve as CO oxida-

tion catalysts in breathing apparatus [1,2], and MnO2 is 

used as a catalyst for the hydration of nitriles to amides [3]. 

The addition of manganese and copper to titania results in 

catalysts for oxidation of ammonia to N2 [4], and addition 

of manganese to zirconia produces materials active in the 

total oxidation of hydrocarbons [5,6]. Manganese also 

functions as a promoter in sulfated zirconia catalysts, which 

are highly active for the skeletal isomerization of n-butane 

at low temperatures [7,8]. 

Many manganese oxidation states are stable, and 

mixed valence manganese oxides such as Mn3O4 (haus-

mannite) exist. Thus, manganese in catalysts (and other 

materials) can assume various and also multiple valences. 

The valence may change with activation of the catalyst and 

with exposure to reaction conditions. In fact, in oxidation 

catalysis the ability of the active metal species to change 

valence is essential. The catalytic cycle then consists of 

reduction and reoxidation steps, and a mixture of valences 

may be encountered in an operating oxidation catalyst. 

Skeletal isomerization of alkanes is typified as an 

acid-catalyzed reaction; and when the promoting effect of 

manganese on sulfated zirconia materials was discovered, 
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no attention was paid to the valence of manganese. The 

increase in activity [7] was ascribed to stronger acidity of 

the material [7,9]. However, Wan et al. [10] and later also 

Song and Kydd [11] proposed that promoters of sulfated 

zirconia such as iron are redox initiators in n-butane isom-

erization, after detecting a beneficial effect of an oxidative 

pre-treatment on mixed ironmanganese promoted sulfated 

zirconia catalysts. If manganese activated n-butane via 

oxidation, it would have to be reduced during the isomeri-

zation reaction, but Jentoft et al. [12] found that reduction 

during operation did not always occur. Klose et al. [13] 

demonstrated that the presence of manganese or iron in-

creases the oxidation potential of the sulfate, which had 

previously been shown to activate butane in an oxidative 

dehydrogenation step [14,15]. This result suggests indeed a 

more indirect role of manganese but leaves the question 

about its most active oxidation state as a promoter of sul-

fated zirconia unanswered. The maximum isomerization 

activity of manganese-promoted sulfated zirconia was 

found to increase with increasing average manganese va-

lence after activation [12]. The valence is typically a non-

integer number between 2 and 3 [12]; thus, multiple man-

ganese species must be present in manganese-containing 

zirconia, as also detected by Valigi et al. [16]. 

Information on the manganese valence can be ob-

tained by several means, for example through dissolution of 

the sample and titration; however, digestion is not always 

possible without altering the oxidation state and cannot be 

applied in situ. The manganese oxidation state can be de-

termined by X-ray absorption spectroscopy. The position of 

the Mn K edge was shown to linearly depend on the aver-

age manganese oxidation state [17], and this method was 

applied by Jentoft et al. [12]; however, the fractions of the 

individual oxidation states in a mixed valence sample can-

not be extracted. Electron paramagnetic resonance is a suit-

able method to identify some of the paramagnetic states of 

manganese such as Mn2+ [18], but conventional EPR fails 

with low spin complexes of Mn3+ [19] and sometimes even 

with Mn4+ complexes. X-ray photoelectron spectroscopy is 

another possibility to identify various manganese oxidation 

states if a high enough concentration of surface species is 

present. Unfortunately, the position of the Mn 2p signal 

depends on the valence and on the coordination of the 

cation, and some oxidation states may not be distinguish-

able [4,20,21]. UVvisible spectroscopy has also been 

applied to identify the manganese valence in pure and 

mixed manganese oxides [22,23,24] and in supported moie-

ties [25], but many transitions of various manganese 

cations fall into the same spectral region, and assignments 

presented in the literature are not unambiguous (Table 1). 

The goals of this work are the following: to establish 

a consistent assignment of the transitions in the optical 

spectra of manganese-containing materials with the help of 

a structural model of manganese ions in zirconia and calcu-

lation of their electronic transitions, and to apply these 

assignments to the interpretation of spectra of manganese-

promoted sulfated zirconia during treatment in various 

Table 1: Reported assignments of electronic transitions of manga-

nese species 

 
 

 

conditions. A key for the development of the model is the 

fact that manganese forms solid solutions with zirco-

nia [16,33-36]. Earlier work showed that manganese-

promoted sulfated zirconia catalysts contain such 

solid solutions [36], and we assume that the manga-

nese ions are in a defined geometry in the zirconia 

lattice. 

 

 

2. Experimental 

 

2. 1. Sample preparation 

 

Manganese-promoted sulfated zirconia “MnSZ” with 

a manganese content of 0.5 or 2.0 wt% (metal) was pre-

pared according to the incipient wetness method as previ-

ously described [37]. Sulfated hydrous zirconia (XZO 

682/01, MEL Chemicals) was dried at 383 K for 21 h and 

cooled in a desiccator. A solution of Mn(NO3)2 (Merck) 

was added drop-wise to the powder under vigorous stirring. 

After drying at room temperature the raw material was 

calcined in portions of 2025 g in a quartz boat, which was 

placed in a 29 mm I.D. quartz tube. The tube was purged 
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with 200 mL min-1 synthetic air and heated in an oven at 3 

K min-1 to 923 K, held at this temperature for 3 h, and 

cooled. 

 

 

2.2. UV-vis-NIR spectroscopy 

 

A PerkinElmer Lambda 950 spectrometer equipped 

with a Harrick Praying MantisTM DRP-P72 diffuse 

reflectance accessory and a HVC-VUV reaction chamber 

was used to record UVvisNIR spectra of MnSZ during 

various treatments. The spectroscopic measurements were 

carried out in the range of 2502500 nm with a scan speed 

of 225 nm min-1. The slit width was 2.5 nm in the UVvis 

and 2 nm in the NIR range, the response time was 0.2 s, 

and the reference beam was attenuated to 10%. The reflec-

tance ρ(λ) of the sample was measured relative to a white 

standard, Spectralon® (Labsphere). A background correc-

tion (“Autozero”) was performed with a small disk of this 

standard in the reaction chamber. 

Approximately 200 mg of catalyst were loaded into 

the reaction chamber. The powder was placed on a wire 

mesh and the gases were streamed through this fixed bed in 

down-flow operation. Pure helium or O2 (both 99.999 % 

purity from Westfalen) were used for treatments in inert or 

oxidizing atmosphere, at flows of 20 mL min-1 (He) or 40 

mL min-1 (O2). A spectrum was recorded at 323 K and then 

the temperature was raised to 773 K (He) or 823 K (O2) at a 

rate of 5 K min-1 while spectra were continuously acquired. 

To present and analyze the spectra, the KubelkaMunk 

function F(ρ) = (1 ρ)2/(2 ρ) was calculated from the 

reflectance ρ. 

 

 

3. Results and qualitative interpretation of 

spectra 

 

Spectra were recorded during a typical activation 

procedure as it would be applied prior to isomerization 

catalysis. MnSZ (2wt% Mn) was heated in helium flow 

from a temperature of 323 K to 773 K and then held at 773 

K for 30 min. The apparent absorption spectra of this mate-

rial, obtained by converting the reflectance into the 

KubelkaMunk function, are shown in Fig. 1. Interpreta-

tion of these spectra is facilitated by the knowledge that the 

average valence of manganese in the calcined catalysts is 

about 2.700.05 [12]. Moreover, Zr4+ is not easily reduced, 

and no significant contributions from Zr3+ d-d transitions 

are expected. The band gap of ZrO2 has been reported to be 

between 250285 nm [38-40] and accounts for the increas-

ing absorbance below 300 nm. Absorptions of sulfur(VI)–

oxygen surface species can be excluded; electronic transi-

tions in SO3 and H2SO4 occur at wavelengths shorter than 

200 nm [41]. The three observed bands in the range 

3001000 nm are thus likely to be associated with manga-

nese species. Two bands are located in the visible range at 

580 and 680 nm, and their positions did not change as a 

function of temperature, which is typical of intracenter d-d 

transitions. The intensity of both bands decreased with 

increasing temperature; however, not in a parallel manner, 

indicating the presence of two different manganese species. 

The intensity of d-d transitions decreases with increasing 

temperature, but this effect alone may not explain why the 

band at 680 nm almost completely disappeared. The num-

ber of manganese species responsible for this band must 

have significantly decreased during heating in inert gas.  

The most intense feature in the spectra was observed 

in the UV region, with a maximum in the 300400 nm 

range. This band originates from ligand-to-metal, specifi-

cally, oxygen-to-manganese, charge transfer transitions. 

With time on stream and rising temperature, the intensity of 

the band in the 300400 nm range decreases, and the 

maximum of the band shifts to higher energy (Fig. 1). Spe-

cifically, at a temperature of 323 K (at the beginning of the 

activation treatment) the maximum was located at 325 nm, 

whereas at 773 K the maximum was at 300 nm. The ob-

served shift of the maximum was accompanied by a de-

crease of the overall width of the absorption feature. 

Charge transfer to manganese at a higher oxidation state 

(characterized by lower energy and higher intensity), is 

replaced by charge transfer to manganese at a lower oxida-

tion state (characterized by higher energy and lower inten-

sity). The overall spectral changes, including the 

disappearance of d-d transitions thus indicate reduction of 

manganese, most likely to a valence of +II, because the d-d 

transitions of Mn2+ are spin-forbidden. This interpretation 

is consistent with the previous XANES results, which show 

that the average valence of manganese decreases by about 

0.2 to a value of 2.50.05 during heating in inert gas [12]. 

The bands at 580 and 680 nm have been ascribed to 

d-d transitions of Mn2+ or Mn3+ [25]. The transition of 

Mn2+ in octahedral cubic surrounding that is lowest in en-

ergy, 1
4

1
6 TA  , falls into the range of 400600 nm (Ta-

ble 1), but it is spin forbidden and should not reach an 

intensity of the same order of magnitude as ligand-to-metal 

charge transfer bands. These considerations allow the con-

clusion that the bands at 580 and 680 nm do not belong to 

Mn2+ species.  

The spectral changes observed during heating of 

MnSZ (2wt% Mn) in a flow of O2 are shown in Fig. 2. The 

charge transfer transition at 320 nm and the band at 580 nm 

increased noticeably in intensity as the temperature was 

raised, the band at 680 nm increased marginally, if at all. 

The position of the maximum of the charge transfer band 

remained unchanged. When a sample of MnSZ (0.5 wt% 

Mn) was cooled to below room temperature in vacuum 

(Fig. 3), the band at 590 nm did not change position and 

decreased in intensity, as is characteristic of d-d transitions. 

The band at 680 nm also did not shift as a function of tem-

perature. 

The bands at 580 and 680 nm cannot both be as-

signed to d-d transitions of Mn3+ ions [23] because the 

bands do not behave similarly as a function of temperature,  
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Fig. 1: Diffuse reflectance UVvis spectra of manganese-

promoted sulfated zirconia (2.0 wt% Mn) in 20 mL/min helium in 

the temperature range 323773 K. Asterisks denote artifacts. 
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Fig. 2:Diffuse reflectance UVvis spectra of manganese-promoted 

sulfated zirconia (2.0 wt% Mn) in 40 mL/min O2 in the tempera-

ture range 323773 K. Asterisks denote artifacts. 
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Fig. 3: Diffuse reflectance UV-vis spectra of MnSZ (0.5 wt% Mn) 

at low temperatures under roughing vacuum (1 mbar). The same 

two spectra are shown twice, on two different scales (left and right 

y-axis). 

 

 

independent of the atmosphere (Figs. 1, 2, and 3). We ex-

clude d-d transitions of Zr3+ because they fall into the range 

of 320380 nm [42,43]. 

With Mn2+ d-d transitions excluded and oxidation of 

the initial Mn(II) beyond a valence of +IV during calcina-

tion unlikely, we consider d-d transitions of Mn3+ and Mn4+ 

species. The crystal field is stronger for the Mn4+ ion than 

that for the Mn3+ ion; for example in the cubic crystal field, 

the parameter Dq for Mn4+ ions [44] exceeds significantly 

that for Mn3+ ions. Thus, we ascribe the band at 680 nm to 

Mn3+ and the band at 580 nm to Mn4+ species. 

 

 

4. Model of manganese ions in the zirconia 

lattice 

 

4.1. Hamiltonian of the system 

 

We employ the quasimolecular (cluster) model that 

considers a complex formed by the central ion, in this case 

manganese, and ligands, in this case the adjacent oxygen 

ions of the lattice. The displacements of the ligands are 

assumed to be a result of the modulation of the crystal field 

acting on the manganese ion by lattice vibrations.  

 The total Hamiltonian for a manganese ion is repre-

sented as 

 

 ee HHHH            (1) 

 

where eH  is the electronic Hamiltonian determining 

the wave functions and the eigenvalues of a manganese ion 

in a fixed nuclear configuration, this Hamiltonian includes 

the kinetic energy of the electrons in the d-shell as well as 

their interaction with the ligand surrounding. H  is the 

Hamiltonian of free lattice vibrations. We account only for 

the interaction of the manganese ions with the fully sym-

metric breathing mode of the nearest surrounding because 

this mode produces the maximum change of the potential 

energy per displacement unit. In this case the Hamiltonian 

H takes on the form: 

 




















2

2
2

2 q
qH





          (2) 

 

here q  is the symmetry-adapted vibrational coordi-

nate corresponding to the full-symmetric (breathing) vibra-

tion, and  is the frequency of this vibration. 
eH  is the 

vibronic interaction of the manganese ion with the fully 

symmetric vibration. In our model this interaction is sup-

posed to be linear with respect to atomic displacements and 

can be represented in the following form: 
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qvHe )(r              (3) 

 

where r  represents the set of electronic coordinates. 

The function )(r  (having the dimension of energy) is 

determined as the derivative of the electron-nuclear poten-

tial energy )( Rr W at the point 0q : 

                                

0

)(1
)(

 



RR
R

Rr
r



 


















W

n
v                          (4) 

 

here R  are the coordinates of the ligand surround-

ing of a manganese ion and 
0
R  are their equilibrium val-

ues in the absence of electrons in the d-shell,   numbers 

the ligands in the first coordination sphere, and n  is the 

total number of these ligands. The energy 

)( Rr W appears as a term in the Hamiltonian eH . 

 

 

4.2. Crystal field model 

 

Our next step is the choice of the model of the crystal 

field and the electron-vibrational interaction for all manga-

nese species. We employ the exchange-charge model of the 

crystal field [45-50] that takes into account two contribu-

tions to the energy of the manganese ions in the crystal 

field, namely, the contribution arising from the interaction 

of the electrons in the d-shell of the manganese ions with 

the point charges (pc) of the surrounding ligands and the 

contribution coming from the overlap of the 3d orbital with 

the ligand orbitals. The latter is referred to as the contribu-

tion of exchange charges (ec). In this model the parameters 

m
lB  of the crystal field operator  

                                            

  ),(

,






m
l

ml

m
lic YBRrWV  


         (5) 

 

are represented as  

 

)()( ecm
l

pcm
l

m
l BBB                            (6) 

 

where the component  

 

 
 

 


,
)(12

4 *

1

2
)( m

ll

l
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l Y
R

reZ

l
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            (7) 

 

is determined in the usual manner [47-51] and de-

pends on the positions of the ligands, their effective charges 

and radial integrals calculated with the radial wave-

functions specified in Ref. 51 for the manganese ions. The 

component 
)(ecm

lB  

 

 
 

 


,
)(

5

8 *
2

)( m
l

lecm
l Y

R

RS
G

e
B              (8) 

 

is proportional to a linear combination of squares of 

different type overlap integrals of the 3d functions of the 

manganese ions and 2s,2p wave functions of the oxygen 

ligands [51] 

222 ))(())(())(()(   RSRSRSRS psp 

 ,3/4,1 42    ,20,3)(  smdRSs   

,0,20,3)(  mpmdRS 

 1,21,3)( mpmdRS   are overlap 

integrals of the 3d wave functions of manganese ions and 

2s, 2p wave functions of the oxygen ligands, G is the phe-

nomenological parameter of the model,  ,pmY  are 

normalized spherical harmonics. The operator )(r  of 

interaction with the fully symmetric (breathing) mode can 

be obtained by substitution of the crystal field potential (5) 

into Eq. (4) and differentiation of the parameters 
)( pcm

lB  

and 
)(ecm

lB  over the radii R . 

 

 

4.3. Form-function of the optical d-d transition in the 

semi-classical approximation 

 

In the subsequent sections the calculation of the crys-

tal field splittings and vibronic coupling constants deter-

mining the profiles of the absorption bands of Mn3+ and 

Mn4+ will be performed in the exchange charge model of 

the crystal field with the aid of the relations listed above. 

We will employ the adiabatic approximation, neglecting the 

nuclear kinetic energy in the Hamiltonian H  (Eq. 2). 

The validity of this approximation for the optical band 

problem is restricted to the case of strong vibronic coupling 

or high temperatures [52]. Since the optical spectra under 

examination were measured in the temperature range 

373723 K this approximation proves to be applicable. In 

the adiabatic approximation the energies of the ground 

states i and the excited states f of the manganese ions repre-

sent the adiabatic potentials 

 


2

)(
2q

qUi


Qi ,  

2
)(

2Q
QQU fff





    (9) 
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here  ivii )(r  and fvff )(r   are the 

matrix elements of the operator of electron-vibrational in-

teraction (Eq. 4) in the ground and excited states, respec-

tively. In the adiabatic approximation the form function 

)(F  that allows for all intracenter optical transitions 

from the ground state  i  to the excited states  f  looks as 

follows: 

 

  











f

if
B

i
eff dqqUqU

Tk

qU
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Z
F ))()((

)(
f

1
)(

2
ud

       (10) 

 

where  effd  and u are the dipole moment and po-

larization vectors, respectively,   is the frequency of 

light, the symbol 
2|...|  means averaging over light polari-

zation, and  
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is the partition function, f is the crystal field gap 

between the excited (f) and ground (i) state. Carrying out 

the integration in Eq. 10 for the form-function )(ddF  

that allows for intracenter optical transitions between the 

ground i  and the excited f states of manganese ions we 

obtain 
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The energy of the maximum of the d-d band arising 

on the transition fi   

 








)( fii
f

if 
                                         (13) 

 

should be attributed to the observed gap between the 

d-levels involved in the optical transition. The gap f  is 

re-determined as a result of the d-electron shifting the 

ligands to new equilibrium positions. 

In the subsequent sections we calculate the apparent 

absorption spectra with the aid of the relation 

).(~)(  FK  We describe how we evaluate the energy 

spectrum, the vibronic coupling constants and the apparent 

absorption spectra of the Mn(III) and Mn(IV) ions in man-

ganese-promoted sulfated zirconia. 

 

 

 

 

5. Crystal field splittings and vibronic inte-

raction of Mn(III) ions 

 

One consequence of the incorporation of promoter 

ions into the zirconia lattice is the generation of oxygen 

vacancies for charge compensation (resulting from the 

lower valence of promoter ions in comparison to Zr4+). The 

vacancies provoke atomic displacements of the nearest or 

next nearest neighbors, and, in consequence, increase of the 

impurity concentration leads to a change of the spatial 

symmetry of the whole doped crystal. Much research has 

already been done to understand the changes in the struc-

ture of zirconia upon doping [53,54], but agreement regard-

ing the magnitude and direction of the displacements of the 

oxygen and metal ions from their lattice positions is lack-

ing. Such a situation arises because of the variety of com-

positions examined and different thermal histories of the 

samples. However, the main reason for the absence of de-

tailed information on crystal rearrangement is the limited 

ability of experimental methods. Single-crystal studies 

using integrated intensities of Bragg reflections can only 

provide information about “the average structure” in which 

all unit cells are superimposed. Because of this superposi-

tion it is sometimes difficult to detect subtle atomic dis-

placements occurring randomly throughout the crystal. 

Another experimental difficulty consists in resolving the 

displacements of zirconium and dopant cations. Therefore, 

in the present work, complementary methods are applied to 

provide insight into the structure of promoted zirconia ox-

ide. This study is based on the combination of modeling the 

dopantvacancy clusters and experimental optical absorp-

tion spectra. 

A literature review shows that on the basis of the ex-

perimental data (X-ray absorption spectroscopy, X-ray and 

neutron diffraction, electron paramagnetic resonance) it is 

possible to predict the number of vacancies in the nearest 

surroundings of the impurity ion, the number of its nearest 

neighbor oxygen ions, the directions of the oxygen ions 

displacements and the symmetry of the nearest surrounding 

of the impurity ion [42,42,55,56]. Neutron-diffraction 

measurements [55] indicate that the presence of oxygen 

vacancies causes oxygen ion displacements along the 

<100> direction towards the vacancies (Fig. 4). On the 

basis of data from single-crystal X-ray diffraction using 

synchrotron radiation and EXAFS obtained for yttria-doped 

cubic stabilized zirconia it was proposed that in the nearest 

8-fold surrounding of the Y3+ ion two oxygen ions posi-

tioned along the body diagonal of the cube are missing 

(Fig. 5) so that the Y3+ ion has only six oxygen ligands 

[56]. EPR and optical spectra of Zr3+ in cubic stabilized 

zirconia were also successfully explained using a model 

that considers six-fold coordinated Zr3+ ions [42,43]. Elec-

tron energy loss spectroscopy fine structure analysis of the 

Mn L23 edge provided evidence that in manganese-

stabilized cubic zirconia manganese is octahedrally coordi-

nated [57].  
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Fig. 4: Oxygen ion displacements towards the vacancy along the 

100 direction 

 

 

 

 

Fig. 5: Structural model of a M3+ metal center in zirconia showing 

the different displacements  ,  of the two terns of oxygen 

atoms towards the oxygen vacancies; a is the cube edge 

 

 

 

 

Fig. 6: Top view of the Mn3+ complex 

 

 

We assume that introduction of Mn3+ ions instead of 

Zr4+ ions into the zirconia lattice induces oxygen vacancies 

for charge compensation, and the nearest surrounding of 

Mn3+ ions in MnSZ consists of 6 oxygen ions, which are 

shifted towards the two oxygen vacancies (Fig. 5). This 

assumption is in line with the results obtained in the exami-

nation of yttria–doped cubic stabilized zirconia [42,43,56]. 

To maintain an overall neutral state of the solid, oxygen 

vacancies and Mn3+ would have to exist in a ratio of 1:2; 

however, there is always a significant fraction of Mn2+ and 

vacancies in the model may be shared with adjacent metal 

ions with a valence lower than +IV. In Fig. 6, the top view 

of the Mn3+ complex is given. Following [42,43,55], we 

model the local rearrangements of the oxygen anions as 

<100> displacements 1  and 2  of the two terns of oxy-

gens towards each of the two vacancies within a cube (Fig. 

5). In this approximation, the spherical angles i of the six 

oxygens and the distances between the central Mn3+ ion and 

the two terns of oxygen ions are expressed as  

 

22
2
1 344 aaR iii    













 
 

i

ii
i

R

a
ArcCosi

32

2
)1( 1 

 (i=1,2),     (14) 

 

where a is the cube edge and 1  and 2 are the dis-

placements of the oxygen ions shown in Fig. 5. 

The spherical coordinates of the ligand surrounding 

of the Mn3+ ions are listed in Table 2.  

 

 

Table2: Spherical coordinates of the ligand surrounding of the 

Mn3+ ions 

 

 

 

 

Table 3:Crystal field parameters 
m

lB  (in cm-1) for Mn3+ calcu-

lated with 17.01   Å, 23.02   Å, 65.3G  

 
 

 

 

The dopant ions represent centers of small radii, and 

it is sufficient to account for interaction of these ions with 

ions of their first coordination sphere [45-50]. Further on 

we calculate in this approximation the operators of the 

crystal field and electron-vibrational interaction assuming 

that the point charge of the oxygen ligands is equal to 2e. 

For Mn3+ species, the crystal field operator of C3v 

symmetry written in the frame of reference related to the C3 

axis (z-axis) shown in Fig. 5 is  
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Fig. 7: Crystal field splittings of the Mn3+ ion calculated with the 

parameters 17.01   Å, 23.02   Å, 65.3G  
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where m
l

B  are the parameters of the crystal field. 

The numerical values of these parameters estimated in the 

exchange-charge model of the crystal field with the aid of 

Eq. 68 are quoted in Table 3, which also identifies the 

partial contributions of the exchange and point charges. 

In calculations of the crystal field the values 

17.0,65.3 1  G Å, 2 0.23 Å were taken for the 

phenomenological parameters of the model, G (Eq. 8) and 

)2,1( ii  (Eq. 14). These values were obtained from 

comparison of the calculated and observed band maxima. 

As an illustration, the analytical expressions for the pa-

rameters m
l

B  for the Mn3+ complex are given in Appendix 

1 (Eqs. A.1-A.3). 

In the trigonal crystal field the ground state of the 

Mn3+ ion is a doublet )1(5E  (Fig. 7), while the excited 

cubic term of this ion 2
5T is split into two levels 1

5 A and 

)2(5E . The wave functions of these levels have the form: 

 

11111
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)2(5 uuxxCuxxxCuE      (16) 

 

The numerical values of the coefficients 

9881.0
)1(

11
C , 1536.0

)1(
12

C , 1536.0
)2(

11
C , 

9881.0
)2(

12
C  of the wave functions (Eq. 16) were ob-

tained by diagonalization of the crystal field potential (Eq. 

15). The trigonal one-electron states (complex trigonal 

basis) relevant to the trigonal coordinate system (Figs.5,6) 

are expressed in terms of the d-functions 

    gg eyxrzutxyxzyz 2222
2 3,3,,,  

 defined in the tetragonal basis as follows: 
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The energy gaps 

1)1(5
1

5 13880)()(  cmEEAEA  and 

1)1(5)2(5 11420)()(  cmEEEEE  were calcu-

lated using the crystal field potential (Eq. 15), the wave 

functions (Eq. 16) and the crystal field parameters given in 

Table 3. Thus, the absorption band originating from the 

Mn3+ species can be assigned to the optical transitions 

)2(5)1(5 EE  , 1
5)1(5 AE  . To obtain the scheme of the 

adiabatic potential sheets and to calculate the shape of the 

absorption band arising from the Mn3+ species with the aid 

of Eqs. 58 we estimated the corresponding vibronic cou-

pling constants )( 1

5A , )( )2(5E , )( )1(5E . In Table 

4, the vibronic constants for various states of the Mn3+ ion 

are given and broken down into the contributions from the 

electrostatic field of point ligand charges and the exchange 

charge field. It is seen that the main contribution to the 

vibronic coupling constants comes from the exchange 

charge field.  

The positions of the d-d bands that form the total ab-

sorption spectrum of the Mn3+ ions can be illustrated by the 

scheme of the adiabatic potentials as shown in Fig. 8, 

where q is the full-symmetric coordinate (the breathing 

mode) of the local surrounding of the Mn3+ ions in sulfated 

zirconia. The pattern of the adiabatic potentials  
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depends on the energy gaps A  and E  between 

the electronic states in the crystal field and the vibronic 

coupling constants. In Fig. 8, the maxima of the absorption 

bands arising from the transitions from the ground adiabatic 

potential sheet to the excited ones are indicated. It is seen 

that Mn3+ species contribute to the visible and NIR part of 

the spectra. 
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Fig. 8:Adiabatic potentials for the Mn3+ ions calculated with the 

parameters: 17.01   Å, 23.02   Å, 65.3G , 

1615  cm [58]. The wavelengths 
i
 indicate the maxima of 

the absorption bands arising on the transitions from the ground 

adiabatic potential sheet to the excited ones 

 

 

 

6. Oscillator strengths for the transitions of 

Mn3+ ions 

 

To calculate the shape of the absorption band arising 

from the Mn3+ ions we consider the intensities of the opti-

cal transitions of these ions. The states of the Mn3+ ion 

belong to even parity. The parity-forbidden electric-dipole 

transitions between these states become allowed because of 

the presence of the static odd-parity potential oddV  for the 

Mn3+ complexes in sulfated zirconia that have no inversion 

center. The effective dipole moment deff   can be presented 

as [44]  

 



d
d odd

eff

V2
~  ,           (19) 

 

where   is the effective energy gap between the 3d 

and odd-parity levels in the energy spectrum, d  is the 

electric dipole moment expressed as  
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and )(ˆ
2

1 jik i
, )(ˆ

2

1 jik i
, kk ˆˆ0  .  

 

Finally,  i,  j and k are the unit vectors in the directions  x, y 

and z of the trigonal coordinate axes (Figs. 5,6), respec-

tively. To estimate the oscillator strengths of the transitions 

)2(5)1(5 EE   and 1

5)1(5 AE   with the aid of Eq. 19 

we use the odd-parity crystal field potential oddV  that 

corresponds to the trigonal symmetry of the MnO6 com-

plex. The general form of this operator in a first approxima-

tion looks as follows 

 

),()( 0,1 YraVodd   ,                                        (21) 

 

where )(ra  represents the radial part of the potential 

oddV . In fact, in the point charge model of the crystal 

field, this term represents the main contribution to the oscil-

lator strengths. Using Eqs. 1921, the matrix elements of 

the effective dipole moment for all optical transitions in 

Mn3+ ions were calculated. Omitting the details of the cal-

culations we quote only the normalized values  

 













 










 







,

2
)1(5

1

5
2

)1(5)2(5

,

2
)1( /)1(5

EdAEdE

Edf

effeff

effE                  (22) 

 

of the matrix elements of the dipole moment for dif-

ferent optical transitions in Mn3+ species: 

97.0)2(5)1(5 
 EE

f , 03.0
1

5)1(5 
 AE

f . It is worth 

noting that the oscillator strength of the 1
5)1(5

AE   transi-

tion is small compared with that of the 
)2(5)1(5

EE   tran-

sition. The simulation of the absorption coefficient was 

performed using the relation 

)(~)( 333   MnMnMn
FxK  (where 

3Mn
x  is the rela-

tive concentration of 
3Mn  ions) and Eqs. 11 and 12. In 

the calculations, the parameters given in Table 4, the values 

)1(5E
f  and the energy splittings shown in Fig. 7 were 

employed. The total calculated and experimental spectra 

arising from Mn3+ and Mn4+ species will be discussed in 

Section 8. 
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Table 4: Vibronic coupling constants (in cm-1) for Mn3+in the case 

of 17.01   Å,  23.02   Å, 65.3G  

 
 

 

 

 

 

 

Fig. 9: Geometrical structure of the Mn4+ center:  - Mn4+,   - 

oxygen 

 

 

 

7. Crystal field splittings, vibronic interaction 

and intensities of optical transitions of 

Mn(IV) ions 

 

When Mn4+ substitutes Zr4+, the number of oxygen 

ligands surrounding the metal cation is assumed to remain 

unchanged at eight (Fig. 9). Modeling of the O2- ions sur-

rounding the Mn4+ ions is performed in the following way: 

(i) The distances between 8 oxygen ions and the Zr4+ ion in 

tetragonal stabilized zirconia were calculated from the 

structural data in [58]. These radii take on the following 

values:  O1: 1R = 2.366 Å, O2: 2R = 2.083 Å, O3: 

3R =2.366 Å, O4: 4R = 2.083 Å, O5: 5R = 2.083 Å,   O6: 

6R = 2.366 Å, O7: 7R =2.083 Å, O8: 8R =2.366 Å. (ii) 

The radius of the Zr4+ ion is equal to RZr4+ = 0.82 Å, and the 

radius of the O2- ion is 1.36 Å. Thus, the mean distance 

between these ions is 2.18 Å. The radius of the Mn4+ ion is 

RMn4+= 0.52 Å, resulting in a mean distance Mn4+– O2- of 

1.88 Å. (iii) Assuming that the substitution of Zr4+ by Mn4+ 

only changes the distances between the metal ion and the 

oxygen ligands, the following approximate relations, where 

the radii are given in Å, 

 

Table 5: Distances between the Mn4+ Ion and the Nearest-

Neighbor Oxygen Ions and Spherical Angles of the Oxygen Ions58 

 

 

 

 

1.88 / 2.18 = x / 2.366, 

1.88 / 2.18 = y / 2.083,      (23) 

 

were used to determine the Mn-O distances in the complex 

Mn(IV)O8. The resulting numerical values for the eight 

Mn-O bonds iR  are given in Table 5. The values of the  

spherical angles i  and i  for the oxygen ligands (Table 

5) were taken to be the same as for the complex Zr(IV)O8 

[58]. 

 

The crystal field potential for the Mn4+ ions is 
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As in Section 5, the parameters of the crystal field potential 

for the Mn4+ ion were estimated in the exchange-charge 

model of the crystal field using Eqs. 68. The phenome-

nological parameter 3.6G  that enters in the exchange 

charge part of the crystal field (Eq. 8) was determined from 

comparison of the calculated and observed maximum of the 

band arising from Mn4+ species. The numerical values of 

the parameters m
l

B and m
l

C and the contributions of the 

exchange and point charges to these parameters are given 

in Table 6. 

The crystal field potential (Eq. 24) mixes the ground 

 etT 2
21

4 , first excited  etT 2
22

4  and the second excited 

 3
22

4 tA  cubic terms of the Mn4+ ion  and splits them into 

seven nondegenerate levels with wavefunctions 

Mn
4+

 

x 

y 

z 

5 

6 7 

8 

1 

2 3 

4 



Redox Properties of Manganese-Containing Zirconia Solid Solution Catalysts Analyzed by In Situ UV–Vis Spectroscopy and Crystal Field Theory,  

S. I. Klokishner et al.., J. Phys. Chem. A 115 (2011) 8100-8112 

 

 

Preprint of the Department of Inorganic Chemistry, Fritz-Haber-Institute of the MPG (for personal use only) (www.fhi-berlin.mpg.de/ac) 

11 

 

 

Table 6: Crystal Field Parameters (in cm-1) for the Mn4+ Species 

 
 

 

Table 7: Numerical Values of the Expansion Coefficients 
)(i

kC  of 

the Wave Functions of the Mn4+ Ion 

 
 

 

 

 
 

Fig. 10: Crystal field levels of the Mn4+ ion in sulfated zirconia 
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where  
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, 
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24 SMSTet
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42
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, 

2/)3(2/3,2/3,, 1
42

26 uMSTet S  

, 

uMSTet S   2/3,2/3,, 1
42

27   

                         (26) 

 

S  is the total spin, 
S

M is the spin projection and the 

conventional notation ...  is used for the Slater determi-

nants. The coefficients 
)(i

k
C  of the wave functions (Eq. 25) 

are given in Table 7, and the crystal field levels of the Mn4+ 

ions and their energies are illustrated in Fig. 10. The num-

bering of levels in Fig. 10 corresponds to that of the wave-

functions in Table 7. While diagonalizing the crystal field 

matrix in the basis of states (Eq. 26) the energy difference 

~ B12 (with B the Racah parameter) between the cubic 

states  3
22

4 tA  and  etT 2
21

4  ,  etT 2
22

4  provided by Cou-

lomb interaction [44] was also taken into account. The 

shapes of the adiabatic potential sheets for Mn4+ ions (Fig. 

11) can be easily calculated with the aid of an equation 

similar to Eq. 18 and the numerical values of the vibronic 

coupling constants, given in Table 8 for the states of the 

Mn4+ ions participating in optical transitions. As for the 

Mn3+ ion, the vibronic coupling constants for the Mn4+ ion 

were calculated using Eqs. 48. For each Mn4+ level par-

ticipating in optical transitions, the vibronic coupling con-

stant is represented as a sum of contributions arising from 

the point charge and exchange charge crystal field (Table 

8).  

 

Table 8: Vibronic Coupling Constants iVi Ai 1

ˆ (in cm-1) 

for Mn4+ Species 
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Table 9: Normalized Oscillator Strengths f1fi for the transitions 

i1  (i = 2-7) in Mn4+ Species 
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Fig. 12: Adiabatic potentials of the Mn4+ species in the single-

mode model, calculated with 3.6G , 1070B cm-1, 

6651  cm-1. The wavelengths i  indicate the maxima of the 

absorption bands arising on the transitions from the ground adia-

batic potential sheet to the excited ones. 

 

 

 

The pattern of adiabatic potentials (Fig. 11) shows that the 

optical transitions of the Mn4+ ions may take place in a 

wide spectral range from near infrared to violet. At the 

same time the estimation of the normalized oscillator 

strengths 

k

oddoddi 1Vk1Vif
2

)1(
2

)1(

1
ˆ/ˆ dd  

with the aid of Eq. 18 and the following expression for the 

odd parity crystal field potential (written in the same ap-

proximation as Eq. 21) 

 

      ,,, 1,11,10,10,11,111

4




 YAYAYAV Mn

odd
     (27) 

 

show that the optical transitions from the ground 

adiabatic potential sheet to the sheets 5 and 6 are most pro-

nounced (Table 9, Fig.11). Thus, the apparent absorption 

band arising from Mn4+ species is formed mainly by the 

optical transitions 51  and 61 . The absorption 

band arising from Mn4+ species was calculated using the 

relation )(~)( 444   MnMnMn
FxK , where 

4Mn
x  is the relative concentration of 

4Mn  ions and 

the form-function )(4 Mn
F  is determined by Eq. 12. 

 

Table 10: x
 34 /

MnMn
xx  Ratios during Activation of MnSZ (2% 

Mn) in O2 Determined Using Diffuse Reflectance UV-Vis Spectra 

(Figure 2) and Calculated Apparent Absorption Spectra in the 

Visible Range 

 
 

 

8. Determination of the relative concentra-

tions of Mn2+, Mn3+ and Mn4+ ions in man-

ganese-promoted sulfated zirconia 

 

Following the considerations presented in Section 2 

we simulated the apparent absorption spectra of manganese 

promoted sulfated zirconia in the wavelength range of 

nmnm 780450    using the relation 

)()(~)( 4433   MnMnMnMn
FxFxK

. The simulation consisted of two steps. In the first step we 

calculated the form-functions )(3 Mn
F  and  

)(4 Mn
F  using Eqs. 11 and 12, and data listed in the 

tables. In the second step, we determined the ratio 

 34 /
MnMn

xx for a variety of conditions by fitting cal-

culated to experimental spectra. Such fits are shown in Fig. 

12 for spectra obtained during activation of manganese-

promoted sulfated zirconia in helium flow. At 373 K, the 

ratio  34 /
MnMn

xx  was 1.30, at 523 K it was 1.35, and 

at 723 K it reached 1.54 (Table 10). In flowing O2 (Fig. 

13), the same trend was observed: in the temperature range 

373723 K the ratio  34 /
MnMn

xx  increased from 1.33 

to 1.60 (Table 11). The  34 /
MnMn

xx  values obtained 

for different temperatures were further used to determine 

the relative concentrations 2Mn
x , 3Mn

x  , 4Mn
x  of 

Mn2+,Mn3+ and Mn4+ ions, respectively, in the catalyst at 

various temperatures. For this purpose the following system 

of three equations was solved: 

 

  432 432
MnMnMn

xxx , 

,1432   MnMnMn
xxx  

 34 /
MnMn

xx                         (28) 

 

The first equation determines the mean valence   

of manganese ions in the catalyst. The second equation 

represents the normalization condition, and the third equa 
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Fig.12: Apparent absorption spectra of MnSZ (2 wt% Mn) in flow of helium (normalized). Circles – experimental data, black line – total calcu-

lated spectra, dashed line – contribution from the Mn3+ species to the total band, dot-dashed line – contribution from the Mn4+ species to the total 

band   

T=373 K: 30.1/ 34  MnMn
xx ; b) T=523 K: 35.1/ 34  MnMn

xx ; 

T=623 K: 40.1/ 34  MnMn
xx ; d)  T=723 K: 54.1/ 34  MnMn

xx . 

 

 

 
 

Fig.13: Apparent absorption spectra of the MnSZ (2 wt% Mn) in flow of O2 (normalized). Circles – experimental data, black line – total calcu-

lated spectra, dashed line – contribution from the Mn3+ species to the total band, dot-dashed line – contribution from the Mn4+ species to the total 

band 

a) T=373 K: 33.1/ 34  MnMn
xx ; b) T=523 K: 47.1/ 34  MnMn

xx ; 

c) T=623 K: 50.1/ 34  MnMn
xx ; d)  T=723 K: 60.1/ 34  MnMn

xx . 
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tion characterizes the ratio of 3Mn
x  and 4Mn

x ions. 

To determine the values 2Mn
x , 3Mn

x  , 4Mn
x  from 

the system of equations (28), the mean valence   at vari-

ous temperatures was taken from our preceding work [12], 

in which equivalently prepared samples were analyzed by 

XAS under conditions similar to those applied here. The 

value   varied with the experimental conditions. The 

determined values 2Mn
x , 3Mn

x  , 4Mn
x  are given in 

Table 10. 

From the data in Table 10 it follows that the relative 

concentration of Mn2+ ions increases from 0.54 to 0.67 

during heating in helium flow, which is in accordance with 

the temperature behavior of the charge transfer band. The 

edge of the charge transfer band shifts to shorter wave-

lengths (or higher energy), indicating an increase in the 

number of Mn2+ ions. The fraction of Mn3+ ions decreased 

from 0.20 to 0.13, which is also in agreement with the CT 

band behavior. Mn3+ species seem more prone to reduction 

than Mn4+ species.  

XAS data indicate that during heating in 50% O2 a 

net reduction occurs [12]. No XAS data and thus no aver-

age valence were available for heating in 100% O2. How-

ever, the data in Table 11 indicate that the relative 

concentration of Mn4+ increases, and the spectra in Fig. 2 

demonstrate that also the absolute concentration of Mn4+ 

increases while that of Mn3+ remains constant, indicating 

that in 100% O2, a net oxidation occurs. 

 

 

 

9. Conclusions 

 

UVVis spectra of manganese-doped zirconia were 

interpreted. Bands at 300320 nm were assigned to charge 

transfer from O2- to Mn2+, to Mn3+, and to Mn4+ ions, with 

the wavelength becoming shorter as the manganese valence 

decreases. The band at 580 nm mainly arises from the 

15, 16 transitions in 8-coordinated Mn4+ ions, while 

the band at  680 nm was assigned  to Mn3+ species in 

trigonally distorted octahedral symmetry. These findings 

make it possible to re-evaluate contradictory interpretations 

in the literature. 

The crystal field splitting, vibronic interaction and 

oscillator strength of Mn3+ and Mn4+ ions in their respective 

environments of O2- ions were modelled, and the experi-

mental spectra could be well described, using a single phe-

nomenological parameter. With the help of the model, the 

ratio of Mn3+ to Mn4+ ions in manganese-doped zirconia 

could be determined from the UVvis spectra, and with 

additional knowledge of the average valence from XAS 

data, the fractions of Mn2+, Mn3+ and Mn4+ ions could be 

calculated. Mn3+ is the most redox-active valence inside the 

zirconia lattice, it is more easily reduced than Mn4+, and 

Mn2+ is more easily oxidized to Mn4+ than to Mn3+. 
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