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ABSTRACT 
 
The microstructure and texture of a strip cast, cold rolled and annealed austenitic steel 
with 18% Cr and 8.5% Ni (%=mass%) was studied. The microstructure of the cast strip 
showed globular grains with martensite in the center layer and blocks of austenitic den-
drites in the other layers. The cast sample had a weak {001}<uvw> texture which was 
attributed to growth selection. During rolling the volume fraction of martensite increased 
up to ~50 vol.% (ε=80%). The rolling texture of the austenite was characterized by 
{011}<211> and {011}<100>. It was simulated by means of a Taylor model considering 
grain interaction and the card glide mechanism. The texture was only weakly changed 
during annealing. 
 
 
 

INTRODUCTION 
 
Stainless steel sheets are manufac-
tured by continuous casting, hot roll-
ing, cold rolling and annealing. 
However, recent progress in produc-
ing steel sheets in pilot-scale un-
equal-diameter twin roll strip casters 
(Fig. 1) has stimu-lated efforts to 
convert such devices to commercial 
pro-duction [1-3]. Strip casting pro-
vides some improvements compared 
to conventional methods. First, it 
supplies a band with the same ge-
ometry as produced by hot rolling [1-
3]. This permits to bypass hot rolling. 
Second, the weak texture of the cast strip reduces anisotropy [4,5]. Third, the high solidi-
fication rate leads to refined microstructures when compared to ordinary casting. Fourth, 
it is possible to directly cast steel sheets which are not endowed with a sufficient intrinsic 
ductility for rolling, such as transformer steels with a high Si content [6]. Fifth, it is not 
economical to produce small quantities of high grade steels by continuous casting and hot 
rolling. 

Tundish

Molten Steel
Cast Steel 
Strip

Upper Casting Roll

Lower Casting Roll

Ladle

 
 
 
Fig. 1 Unequal-diameter twin roll strip caster. 
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EXPERIMENTAL 
 
The sample contained 0.05% C, 0.76% Si, 1.37% Mn, 18.1% Cr, 0.24% Mo, and 8.54% 
Ni (%=mass%). The strip cast specimen was produced on a pilot-scale unequal-diameter 
twin roll caster [1,2]. In this machine liquid steel was cast into a preheated tundish which 
contacted two rotating water cooled steel rolls. The steel solidified as a thin film on the 
roll surfaces just before reaching the bite of the rolls. The process was conducted in such 
a way, that the contact length between the liquid metal and the roll surface was equal for 
both rolls. In the roll gap the films impinged and were hot compressed, receiving a 
thickness reduction of about 15%. The strip left the gap with a temperature of about 
1370 K and a thickness of 2.4 mm. Prior to cold rolling the sample was annealed (1370 
K, 20 minutes) and descaled. Cold rolling was carried out to ε=80% (ε : thickness reduc-
tion ∆d/d0). 
 
 The textures were examined by measuring the pole figures {111}, {200}, {220} and 
{113} of the austenitic phase and {110}, {200}, {211} and {103} of the martensitic phase 
using MoKα radiation. However, the {111} Bragg angle of the austenite overlapped the 
{110} Bragg angle of the martensite. For avoiding ambiguities thus both the {110} pole 
figures of the martensite and the {111} pole figures of the austenite were ignored for 
computing the respective orientation distribution functions (ODF) (lmax=22) [7,8]. The 
results obtained by using non overlapping pole figures were confirmed by using corrected 
overlapping pole figures. For this purpose the ODFs of the martensite the volume fraction 
of which increased from 22 vol.% (ε=20%) up to 52 vol.% (ε=80%) during rolling were 
computed using the non overlapping {200}, {211} and {103} pole figures. Subsequently, 
the {110} projection was recalculated and subtracted from the experimental {111}fcc + 
{110}bcc pole figure. The subtraction was weighted by the metallographically determined 
volume fraction of the martensite. After correction and normalization the ODFs of the 
austenitic phase were finally recalculated [7,8]. Indeed, the results were identical to the 
ODFs computed from the three non-overlapping pole figures. However, this analysis gave 
an idea of possible errors (up to 18% in case of Goss) in former texture studies on austen-
itic steels which used overlapping pole figures. 
 
 Relevant fibers for austenite textures are the αfcc-fiber (<011> parallel to the normal 
direction (ND)), the β-fiber (less symmetric fiber comprising {211}<111>, ~{123}<634> 
and {011}<211>), and the cube fibers showing rotations of {001}<100> about rolling 
(RD), transverse (TD) and ND. Frequent texture components are indicated by names, 
such as the ‘Brass’ or ‘B’, {011}<211>, the ‘Copper’ or ‘C’ {211}<111>, the ‘S’ 
~{123}<634>, the ‘Goss’ {011}<100>, and the ‘Cube’ component, {001}<100>. 
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RESULTS AND DISCUSSION 
 
Between the surface and the near-center layers (0.4≤s≤1.0) the microstructure of the strip 
cast austenite showed uniformly oriented blocks of primary dendrites. The parameter s 
indicates the ratio between the distance of the actual layer from the center layer and the 
half thickness. The blocks had an average diameter of 140 µm and a length of up to 500 
µm parallel to their respective growth direction. The microsegregated interdendritic re-
gions appeared dark whilst the austenite appeared bright. Siegel et al. [9] showed that 
both Ni and Cr are enrich whilst Fe is depleted between the dendrites. Close to the center 
layers (0.1≤s≤0.3) a more blocky and nearly equiaxed austenite morphology with some 
martensite was observed. In the center layer (0.0≤s≤0.1) a globular austenitic grain struc-
ture with martensite platelets appeared. During cold rolling the blocks flattened and re-
vealed partial strain induced phase transfor-mation from austenite to martensite. 

 
 The texture of the 
strip cast material 
showed in all layers a 
weak {001}<uvw> 
texture fiber (Fig. 2) 
which was attributed 
to growth selection. 
From directional so-
lidification experi-
ments on Al it is 
known that 
{100}<uvw> has a 
larger growth rate than 
other orientations 
[10]. The cold rolling 
texture was charac-
terized by the fibers β 
and αfcc (Fig. 3), the 

former one being dominated by the B component which indicates a resemblance to brass 
and stable austenite [11,12]. However, the latter fiber shows that at large strains the tex-
ture deviates from that of single phase brass (70/40, 63/37) and two phase brass (60/40, 
20 vol.% bcc phase) [13,14]. For 50<ε<70% the B orientation is no longer the dominant 
component but accompanied by a Goss orientation of similar orientation density. After 
strong thickness reduction (ε=80%) the orientation density of the Goss even exceeds that 
of the B component. 
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Fig. 2 Experimental texture of the strip cast austenitic steel. 
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 For explaining the strong B component the approach of Kocks and Necker [15] is 
adopted which suggests a re-interpretation of the card glide process. This mechanism 
which was originally proposed by Hu [16], is based on a fixed {111} glide plane in which 
slip can operate with arbitrary Burgers vectors. Both the activation of <110> and partial 
<211> glide vectors is conceivable. However, plastic flow through single <211> 
Shockley type slip vectors is not likely since it would imply excessive faulting. For this 
reason, Kocks and Necker [15] pointed out that net <211> slip can as well be achieved by 
simultaneous glide employing two conventional <110> translation vectors which simi-
larly contribute to shear and add up to a net <211> vector. Such a situation is possible at 
least in the vicinity of polyslip vertices of the yield surface. For checking this approach 
the rolling textures were simulated using a modified Taylor model which considers grain 
interaction [17] and the card glide mechanism, where the net <211> slip vectors are not 

interpreted as partial 
slip vectors but as si-
multaneously contrib-
uting <110> vectors. 
In the simulation the 
ratio between the criti-
cal resolved shear 
stress (CRSS) for slip 
in the net <211> and 
<110> directions, α= τ
<211>/τ<111>, was 
varied between 2/√3 
and 0.96 [15]. In all 
simulations an ideal 
plane strain state was 
prescribed. The tex-
tures were computed 
up to ε=80%, starting 
from a random texture 
consisting of 936 ori-
entations. The ODFs 
were calculated using 

Gauss functions with a scatter width of 11°. For α values between 2/√3 and 0.98 a weak 
agreement with experiment was observed. However, for α=0.96 the prediction was in bet-
ter accord with experiment except for one main deviation, namely the strong occurrence 
of Goss (Figs. 3, 4). Later, it will be shown that the dominance of Goss can be explained 
in terms of the transformation behavior, rather than in terms of card glide. Provided that 
the card glide mechanism has a physical basis at least for orientations in the vicinity of 
polyslip vertices of the yield surface, it is concluded that the corresponding (pseudo) 
CRSS ratio has a value slightly below 1. 
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Fig. 3 Experimental texture of the strip cast austenitic steel. 
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 It is worth to emphasize 
that both the experimental 
and simulated (α=0.96) 
data are very similar to 90° 
about the TD rotated tex-
tures of bcc materials. In a 
former study [18] which 
focused on the similarity of 
fcc and bcc rolling textures 
it was shown that an iden-
tity of both texture types 
indeed results under par-
ticular strain constraints. 
Further deviations which 
became apparent especially 
on the respective α-fibers 
were attributed to the fact 
that in bcc two or even 
three rather than only one 
type of slip system are 
typically active. This ar-
gument does obviously no 
longer hold for fcc alloys 
which deform via 
{111}<110> and net 
{111}<211> glide sys-
tems since they corre-
spond to the 90° about the 
TD rotated bcc 
{110}<111> and 
{112}<111> glide sys-
tems. As mentioned ear-
lier [15] the card glide 
mechanism in fcc thus 
corresponds to the 90° 
about the TD rotated pen-
cil glide mechanism in 
bcc. 

 
 The second main observation, i.e. the dominance of Goss already at intermediate 
strains (Fig. 3) is not typical of fcc metals with a low SFE, e.g. brass. However, besides 
the various similarities such as SFE there is one main difference between the present 
stainless steel and comparable dual phase brasses [13,14], namely the fact that in the pre-
sent alloy a strain induced and strictly crystallographic phase transformation from austen-
ite to martensite occurs during cold rolling.  

0o 30o 60o 90o

-fibre
1

0

5

10

15

{ 011}
<100>

{ 011}
<211>

{ 011}
<111>

{ 011}
<011>

 
=45o

2
= 0 o

f(g)

45o 60o 75o 90o

-fibre (max. density)a)
2

0

5

10

15

~{ 112}
<111>

~{ 123}
<634>

~{ 011}
<211>

f(g)

G00     
G500    
G600    
G700    
G800    

simulation

00%
50%
60%
70%
80%

 
 

Fig. 4 Taylor simulation, card glide, α=0.96.
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Fig. 5 Annealing, 80% cold rolled, annealed at 850°C. 
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 Goodchild et al. [19] investigated the martensitic phase transformation at various tem-
peratures in two austenitic stainless steels with 17.36% Cr, 7.2% Ni and 17.36% Cr, 7.2% 
Ni, respectively (%=mass%). They observed that after tensile deformation in the unstable 
temperature region martensite was formed in all grains except in those extended along 
<001>. Conversely, compressive deformation caused transformation in grains compressed 
along <001> but not in grains in which the compression axis was close to <011>. This 
observation is of substantial relevance to the interpretation of the present textures. Pre-
scribing a Tucker type stress state [20] any orientation which has a <011> direction paral-
lel to the compression axis (ND) and a <100> direction parallel to the tensile axis (RD) 
will be stable with respect to strain induced phase transformation. This criterion is ful-
filled for {011}<100> (Goss). The B orientation, {011}<211>, reveals likewise a <011> 
direction parallel to the ND, but no <100> direction parallel to the RD. It is thus conceiv-
able that the B orientation is less stable with respect to martensitic phase transformation 
than the Goss component. In analogy to variant selection, where particular martensite 
variants prevail due to external or internal constraints, the present phenomenon will here-
after be referred to as transformation selection. 
 
 If the B component would indeed undergo selective martensitic phase transforma-tion 
during cold rolling one would expect two characteristic texture changes. First, the pre-
ferred transformation of B should lead to a degradation or at least a stagnation of its orien-
tation density in the fcc texture. Second, its selective transformation should entail a new 
texture component in the martensite characterized by a strict crystallographic relation-ship 
to the B component. The first conclusion is indeed co-vered by the textures shown in Fig. 
5. The second prediction was found as well and will be discussed in a subsequent report 
[21].  
 
 Fig 5 shows the annealing textures (T=850°C, salt bath) of the 60% rolled sample. Al-
though the defor-mation microstructure is gradually removed during the anneal the tex-
ture shows only weak chan-ges compared to the rolling textures. The microstructure sub-
stantiates that the segregated deformation microstructure (striped areas) is homogenized 
during annealing (bright areas). This beneficial effect could be due to the diffusion coeffi-
cient which is larger in the moving large grain boundary than in the bulk, provided that 
primary recrystallization is the leading mechanism. The weak change of the cold rolling 
texture during annealing was also observed in previous investigations [11,12]. However, 
the discussion of the present annealing textures is complicated by the fact that the initial 
microstructure of the cast material was less homogeneous than that of a conventional hot 
band sample. Thus, some additional effects must be con-sidered, such as the influence of 
segregation and of the deformation martensite which becomes instable upon annealing. 
Details of the recrystallization textures will be discussed in a subsequent report [21]. 
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SUMMARY AND CONCLUSIONS 
 
The development of the microstructure and crystallographic texture of a strip cast austen-
itic stainless steel (18 mass% Cr, 8.5 mass% Ni) during cold rolling and annealing has 
been studied. The main observations and conclusions are : 
 The strip cast sample revealed a weak texture fiber close to {100}<uvw>, which was 
attributed to growth selection. 
 During cold rolling the sample revealed a strong B and an even stronger Goss compo-
nent (ε=80%). This phenomenon was explained in terms of transformation selection. 
Based on the results of Goodchild et al. [19] it was suggested that the Goss component 
remained stable whilst the B orientation was unstable with respect to strain induced mart-
ensitic transformation.  
 The cold rolling texture, especially the pronunciation of the B orientation, was simu-
lated by using the card glide mechanisms suggested by Hu [16] but in the re-interpretation 
of Kocks and Necker [15]. The best agreement between experiment and prediction was 
achieved for simulations in which the ratio between the critical resolved shear stress 
(CRSS) for slip in the <211> and <110> directions was equal to 0.96. The strong Goss 
component was not covered by the model. This deviation was attributed to the influence 
of the martensite. 
 The annealing textures did only weakly deviate from the cold rolling textures. 
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