
 Figure S1. (A) Schematic illustration for structures of the COF series. (B) 

High-pressure H2 isotherms for COFs measured at 77 K. (C) Comparison of stored H2 

per mass and per volume for COFs, MOFs and other materials. Reprinted with 

permission from the ref. 34. Copyright (2008) American Chemical Society. 


