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We study the emergence of a magnetic resonance in the superconducting state of the electron-
doped cuprate superconductors. We show that the recently observed resonance peak in the electron-
doped superconductor Pr0.88LaCe0.12CuO4−δ is consistent with an overdamped spin exciton located
near the particle-hole continuum. We present predictions for the magnetic-field dependence of the
resonance mode as well as its temperature evolution in those parts of the phase diagram where
dx2−y2 -wave superconductivity may coexist with an antiferromagnetic spin-density wave.
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Recently, inelastic neutron scattering (INS) experi-
ments on the electron-doped high-temperature super-
conductors (HTSC) Pr1−xLaCexCuO4−δ with x = 0.12
(PLC0.12CO) [1] observed a resonance peak in the su-
perconducting (SC) state, a phenomenon similar to that
observed in the hole-doped cuprates [2–4]. While the res-
onance frequency in PLC0.12CO, ωres ≈ 11 meV, obeys
the same scaling with Tc as that in the hole-doped HTSC,
there exist two significant differences. First, the reso-
nance is confined to a small momentum region around
Q = (π, π), where it is almost dispersionless. Second,
angle-resolved photoemission (ARPES) experiments on
PLC0.11CO [5] estimated, based on measurements of the
leading edge gap, a maximum SC gap located at the “hot
spots” [the Fermi surface (FS) points connected by Q] of
∆hs ≈ 5 meV. Assuming the same SC gap in PLC0.12CO,
this would suggest that the resonance is located slightly
above the onset of the particle-hole (ph) continuum given
by 2∆hs, a result which would challenge the interpreta-
tion of the resonance as a spin exciton [4, 6–8]. How-
ever, the uncertainties in ARPES and INS experiments
are currently such that it is not possible to determine the
relative magnitude of ωres and 2∆hs and thus ascertain
the validity of the spin exciton scenario.

In this Letter we address this issue and study the emer-
gence of a resonance mode in the SC state of electron-
doped HTSC. We show that the experimental features
of the resonance in PLC0.12CO can be explained within
a spin exciton scenario. In particular, we demonstrate
that the position of the hot spots close to the Brillouin
zone (BZ) diagonal [9, 10] combined with the momentum
dependence of the fermionic interaction leads to an al-
most dispersionless resonance that is confined to a small
momentum region around Q. Moreover, while the reso-
nance is always located below the ph continuum in sys-
tems with a quasi-particle lifetime, 1/Γ → ∞, we show
that the maximum of the resonance’s intensity can be
shifted to frequencies above the ph continuum when 1/Γ
is sufficiently small. In this case, the form of the spin sus-

ceptibility is more reminiscent of the magnetic coherence
effect in La2−xSrxCuO4 [11, 12] than of the resonance
observed in the hole-doped HTSC. We present two pre-
dictions for further experimental tests of the spin exciton
scenario. First, we show that a magnetic field in the ab-
plane leads to an energy splitting of the resonance which
for typical fields is sufficiently large to be experimentally
observed in the electron-doped HTSC. Second, we pre-
dict that in those parts of the phase diagram, where
dx2−y2-wave superconductivity (dSC) coexists with an
antiferromagnetic spin density wave (SDW) [13–15] and
TN < Tc, the resonance evolves into the Goldstone mode
of the SDW state as TN is approached.

Starting point for our study of the resonance mode in
the electron-doped cuprates is the Hamiltonian

H =
∑

kσ

εkc†k,σck,σ +
∑

k

∆kc†k,↑c
†
−k,↓ + h.c. , (1)

where c†k,σ creates an electron with spin σ and momen-
tum k, and ∆k is the SC gap with dx2−y2 -wave symmetry.
The normal state tight binding dispersion

εk = −2t (cos kx + cos ky)− 4t′ cos kx cos ky

−2t′′ (cos 2kx + cos 2ky)− µ (2)

with t = 250 meV, t′/t = −0.4, t′′/t = 0.1 and µ/t =
−0.2 reproduces the position of the hot spots and the
underlying FS [Fig. 1(a)] as inferred from ARPES [5].

Despite the same FS topology in the electron-doped
and hole-doped cuprates, the angular dependence of the
superconducting gap along the FS is qualitatively dif-
ferent in these systems. Based on a scenario in which
superconductivity arises from the exchange of antiferro-
magnetic spin fluctuations, it was argued that the maxi-
mum SC gap is achieved near the hot spots [10, 16, 17]. In
the hole-doped cuprates, the hot spots are located close
to q = (±π, 0) and (0,±π), resulting in a SC dx2−y2-wave
gap that varies monotonically along the FS, as shown in
Fig. 1(b). In contrast, in the electron-doped cuprates,
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the hot spots are located much closer to the zone diag-
onal [Fig. 1(a)], leading to a non-monotonic behavior of
the SC gap [10, 17], in agreement with ARPES experi-
ments [5]. A good fit of ∆k to the experimental data is
achieved via the inclusion of a higher harmonic, such that
∆k = ∆0

2 (cos kx − cos ky)+ ∆1
2 (cos 2kx − cos 2ky) where

∆1/∆0 = 0.63 ensures that the maximum of |∆k| along
the FS is located at the hot-spots, as shown in Fig. 1(b).
Since the magnitude of the SC gap in PLC0.12CO is still
unknown, we use ∆0 = 10 meV which yields ∆hs = 5
meV thus reproducing the ARPES estimate of the SC
gap at the hot spots of PLC0.11CO.

FIG. 1: (color online) (a) Fermi surface in optimally electron-
doped cuprates. The arrow indicates the scattering of qua-
siparticles by Q. (b) Angular dependence of the SC gap for
electron and hole-doped HTSC.

Similar to the hole-doped HTSC [4, 6–8] the resonance
peak in the SC state of the electron-doped cuprates can
be understood by considering the dynamical spin suscep-
tibility within the random phase approximation (RPA)

χ(q, ω) =
χ0(q, ω)

1− U(q)χ0(q, ω)
(3)

where U(q) is the fermionic four-point vertex, and
χ0(q, ω) is the free-fermion susceptibility given by the
sum of two single bubble diagrams consisting of either
normal or anomalous Greens functions. While momen-
tum independent and strongly momentum dependent
forms of U(q) were used in the hole-doped cuprates [4, 6–
8], the close proximity of the (commensurate) antiferro-
magnetic and SC phases in the electron-doped HTSC
suggests that U(q) is momentum dependent, with a
maximum at Q = (π, π) [18]. Here, we use Uq =
−U0

2 (cos qx + cos qy) which reproduces a nearly disper-
sionless resonance mode around Q. The form of χ0 in
the hole-doped and electron-doped HTSC is qualitatively
similar, and has been extensively discussed for the for-
mer [4, 6–8]. For momenta q near Q and Γ = 0+,
Imχ0 is zero at low frequencies, and exhibits a discon-
tinuous jump at the onset frequency of the ph contin-
uum Ωc(q) = |∆k|+ |∆k+q|, where both k and k + q lie
on the FS. For q = Q one has Ωc(Q) = 2∆hs. The
discontinuity in Imχ0 leads to a logarithmic singular-
ity in Reχ0. As a result, the resonance conditions (I)

UQReχ0(Q, ωres) = 1 and (II) Imχ0(Q, ωres) = 0 can
be fulfilled simultaneously at ωres < Ωc for any UQ > 0,
leading to the emergence of a resonance peak as a spin
exciton. Note that for finite Γ, condition (I) can only be
satisfied if UQ exceeds a critical value, and condition (II)
is replaced by UQImχ0(Q, ωres) ¿ 1.

q[(π,π)]

ω 
[∆

h
s
]

(c)

FIG. 2: (color online) Imχ(Q, ω) for U0 = 0.854 eV and (a)
Γ = 0.5 meV, and (b) Γ = 3 meV. (c) Contour plot of Imχ
in the (ω,q) plane for the parameters in (a), together with
Ωc(q) (dashed white line).

In Figs. 2(a) and (b), we present Imχ(Q, ω) for two
different values of Γ. Since the INS data suggest that the
resonance is located close to the ph continuum, we have
chosen U0 = 0.854 eV such that for Γ → 0 (not shown),
the resonance is located at ωres = 9.8meV = 0.98Ωc. For
small Γ = 0.5 meV [Fig. 2(a)], the resonance broadens
but only exhibits a negligible frequency shift. However,
for larger Γ = 3 meV [Fig. 2(b)], the resonance has not
only become much broader but its peak intensity has also
shifted to ωres ≈ 11meV = 1.1Ωc well above the onset
of the ph continuum. In this case, neither of the reso-
nance conditions is satisfied, and Imχ is more reminis-
cent of the magnetic coherence effect in La2−xSrxCuO4

[11, 12] than of the resonance in the hole-doped HTSC.
Note that the observed spectral weight in Imχ at frequen-
cies much below Ωc is consistent with a shorter lifetime
1/Γ, arising, for example, from the interaction with col-
lective modes or disorder effects. Whether the INS data
are better described by the results shown in Fig. 2(a)
[albeit with a larger ∆hs such that the experimentally
determined ωres = 11 meV corresponds to 0.98Ωc)], or
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in Fig. 2(b), is presently unclear, mainly due to experi-
mental resolution effects which are in general difficult to
account for. Moreover, since the resonance’s maximum
intensity is affected by its distance to the ph continuum,
the band structure, the magnitude of the SC gap, and
1/Γ, we expect it to be smaller in the electron-doped
HTSC than in the hole-doped cuprates.

In Fig. 2(c) we present a contour plot of Imχ for
Γ = 0.5 meV along q = η(π, π) together with the momen-
tum dependence of the ph continuum. The resonance is
almost dispersionless and exists only in a small momen-
tum region (0.96Q . q . 1.04Q) around Q, in agree-
ment with experiment [1]. This effect arises from the
momentum dependence of U(q), combined with the fact
that the resonance at Q is located only slightly below the

ph continuum, which leads to a “merging” of the reso-
nance with the ph continuum at small deviations from Q.
The momentum connecting the nodal points, qn ≈ 0.9Q,
where Ωc(q) reaches zero, is much closer to Q than in the
hole-doped systems where qn ≈ 0.8Q, leading to an ad-
ditional narrowing of the dispersion.

The phase diagram of the electron-doped HTSC, and
a SC gap that is much smaller than in the holed-doped
cuprates, provide further opportunities for testing the na-
ture of the resonance peak. Consider, for example, the
effects of a magnetic field H in the ab-plane, which enters
the calculation of χ only through the Zeeman-splitting of
the electronic bands, while orbital effects are absent [19].
This lifts the degeneracy of the transverse and longitudi-
nal components of χ0 which are given by

χ±∓0 (q, ω) =
∑

k

{
c+

f±k+q − f∓k
iω − ξ∓k + ξ±k+q

+ c−
1− f∓k+q − f∓k
iω − ξ∓k − ξ∓k+q

+ c−
f±k+q + f±k − 1

iω + ξ±k + ξ±k+q

}

χ
uu
dd
0 (q, ω) =

∑

k

{
c+

f±k+q − f±k
iω − Ek + Ek+q

+ c−
1− f−k+q − f+

k

iω − Ek − Ek+q
+ c−

f+
k+q + f−k − 1

iω + Ek + Ek+q

}
(4)

where χzz
0 = χuu

0 + χdd
0 , ξ±k = Ek ± H, f±k = f(ξ±k ) is

the Fermi-function, c± = 1
2

(
1± εkεk+q+∆k∆k+q

EkEk+q

)
, and

Ek =
√

ε2
k + ∆2

k (we set gµBS = 1). The RPA result for
the full susceptibility is

χ =
1
2

(
χ±0

1− Uqχ±0
+

χ∓0
1− Uqχ∓0

)
+

χzz
0 + 1

2Uqχuu
0 χdd

0

1− U2
qχuu

0 χdd
0

.(5)

The Zeeman term in the denominators of χ0 shifts Ωc(q)
in χ∓0 (χ±0 ) by +2H ≈ 1 meV (−2H), while Ωc(q) re-
mains unaffected in χzz

0 [20]. This effect leads to a split-
ting of the resonance into three peaks [21], as shown in
Fig. 3 for H = 8T ¿ Hab

c2 (T = 0) ≈ 30 T [22] (for the
results in Fig. 2(b), the magnetic field effects are negli-
gible). If the resonance is located close to the ph con-

FIG. 3: (color online) Imχ(Q, ω) for H = 0 T (dashed black
curve) and H = 8 T (solid red curve) at T = 2 K.

tinuum [Fig. 3(a)], the splitting results in an asymmetric

resonance, while for a resonance located well below Ωc,
Imχ exhibits a symmetric splitting [Fig. 3(b)]. Hence,
the resonance’s asymmetry is an indication for the prox-
imity of the ph continuum. Since the experimental res-
olution worsens with increasing frequency, the magnetic
field splitting of the resonance might be more easily re-
solved in the electron than in the hole doped HTSC.

One of the most important questions regarding the na-
ture of the resonance mode in the hole-doped cuprates
is whether with decreasing doping, the resonance mode
transforms into the Goldstone mode of the antiferro-
magnetic parent compounds. Important insight into
this question can be provided by those electron-doped
cuprates, in which superconductivity coexists with a
commensurate SDW [13–15]. Extending the spin-exciton
scenario to such a coexistence phase [23], we find that the
spin response at (π, π) only possesses a Goldstone mode
at zero energy but no additional resonance at higher en-
ergies. Since the existence of a Goldstone mode requires
the condition UQReχ0(Q, ω) = 1 to be satisfied at ω = 0,
and since Reχ0(Q, ω) increases monotonically with fre-
quency up to Ωc, the resonance conditions can only be
satisfied once, namely at ω = 0. In contrast, in a “pure”
SC state, the resonance is necessarily located at ωres 6= 0.
Moreover, recent experiments [15, 24] suggest that there
exist electron-doped HTSC with TN < Tc. For these
materials, it follows from the above discussion that the
resonance of the pure SC state shifts downward in en-
ergy with decreasing temperature, until it reaches zero
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energy at TN and forms the Goldstone mode. Within
the spin exciton scenario, this requires that U(q) in-
creases with decreasing temperature (the detailed cal-
culation of this temperature dependence is beyond the
scope of the present work). In order to exemplify the
resonance’s temperature evolution, we consider a system
with TN < Tc (for concreteness we chose TN = Tc/6).
We assume (somewhat arbitrarily) that U0 varies linearly
with temperature while the momentum dependence of
U(q) remains unchanged, such that the resonance at Q
and T = 0.75Tc is located at ωres ≈ 0.92Ωc, while for
T = TN , we have ωres = 0. In Fig. 4, we present the con-
tour plots of Imχ for four different temperatures. While

FIG. 4: (color online) Contour plots of Imχ (in units of 1/eV)
for Γ = 0.5 meV at four different temperatures and U0(T ) =
0.8784eV − 0.0014eV/K · T . The white dashed line in (d)
represents the dispersion of the Goldstone mode.

the resonance shifts downwards with decreasing temper-
ature, it remains nearly dispersionless over some temper-
ature range below Tc [see Figs. 4(a) and (b)]. However,
upon decreasing temperature even further [Fig. 4(c)], the
“flat” dispersion evolves continuously into an upward dis-
persion whose minimum is located at Q. Finally, at TN

[Fig. 4(d)], the minimum of the dispersion at Q reaches
zero energy and the resonance becomes the Goldstone
mode of the SDW state. The qualitative features of this
evolution are independent of the specific temperature de-
pendence of U0, as long as U(q) decreases sufficiently fast
with deviation from (π, π).

In summary, we studied the emergence of a magnetic
resonance mode in the SC state of the electron-doped
HTSC. We show that the recently observed resonance
peak in PLC0.12CO is likely an overdamped spin exciton
located near the ph continuum. We discuss the magnetic-
field dependence of the resonance as well as its tempera-
ture evolution in those parts of the phase diagram where
dSC may coexist with a antiferromagnetic SDW.
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