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We report on the observation that low-energy positrons incident on a phosphor screen produce
significantly more luminescence than electrons do. For two different wide-bandgap semiconductor
phosphors (ZnS:Ag and ZnO:Zn), we compared the luminescent response to a positron beam with
the response to an electron beam. For both phosphors, the positron response is significantly brighter
than the electron response, by a factor that depends strongly on incident energy (0–5 keV). Positrons
with just a few tens of eV of energy (for ZnS:Ag) or less (for ZnO:Zn) produce as much luminescence
as is produced by electrons with several keV. We attribute this effect to valence band holes and
excited electrons produced by positron annihilation and subsequent Auger processes. These results
demonstrate a valuable approach for addressing longstanding questions about luminescent materials.

Cathodoluminescent materials, in addition to being
widespread in consumer devices, are important scien-
tific tools for diagnosing charged particle beams, short
wavelength photons, and non-neutral plasmas. Despite
decades of use, however, some important aspects of the
physics of phosphors remain topics of debate and inves-
tigation [1–3]. Depending on the material, this may in-
clude the structure of luminescence centers [3, 4], the
excitation and relaxation pathways [1, 5], and/or the ori-
gin of the dead voltage [2, 6]. (For most phosphors, no
luminescence is observed when incident electrons’ kinetic
energy is below some threshold, which is usually orders
of magnitude larger than the material’s band gap. The
transition to the linear regime, in which an increase in
electron beam energy produces a proportional increase
in the number of photons produced, may not occur un-
til the energy exceeds several keV.) Yet another ques-
tion involving phosphors is a practical one; although they
are routinely used for diagnosing both matter and anti-
matter systems [7], comparisons between the two seem
to be scarce. Quantitative studies of positron lumines-
cence with higher-energy beams (≥ 30 keV) have been
performed on two different materials (C14H10 and (ZnS,
CdS):Ag), in which no significant differences from the
electron response were observed [8, 9], as has a qualita-
tive study at lower energies in a polymer solution [10].
However, we were unable to find in the electronically
searchable literature a quantitative comparison of the lu-
minescence produced by low-energy (0–5 keV) positrons
and electrons incident on a phosphor, despite this being
highly relevant for diagnosing non-neutral plasmas and
positron beams used in surface science.

In this letter, for two different phosphors (ZnS:Ag and
ZnO:Zn, which have notably large and notably small
dead voltages, respectively), we quantitatively compare
the luminescence excited by a positron beam to that
excited by an electron beam with a comparable parti-
cle flux, for incident energies ranging from 0–5 keV. In

this regime, penetration depths into solid matter range
from less than a single atomic layer [11] up to few hun-
dred nanometers [12], and surface studies with positrons
have produced a wealth of new findings through a vari-
ety of methods [13–15]. Our results put the widespread
use of phosphors for diagnosis in antimatter physics on
a sounder footing, while at the same time offering in-
sights into the properties of phosphors and mechanisms
of cathodoluminescence.
The luminescent efficiency of electron beams has been

studied for a number of materials and beam properties [6,
16–18]. Luminescence can be expressed by the product of
independent functions of the electron beam energy and
beam current, with a linear dependence on current up
to current densities far higher than pertains to our work
[6, 19]. We assert that positron response can be described
by an expression of the same form and therefore write

L± = g1±(I) g2±(V ) (1)

= I g±(V ) (2)

where the subscript +(−) refers to positrons (electrons),
L is luminescence, and g1 and g2 are independent func-
tions of the unsigned, single-species beam current I
and the attractive phosphor screen bias V , respectively.
(For electrons, V = Vscreen, while for positrons, V =
−Vscreen.) In Eq. 2, we have used g1(I) = kI, and the
constant k has been incorporated into g. Naively, one
would also expect dg/dV to be constant as soon as e V
(where e is the elementary charge) exceeds the band gap
of the material (e.g., 3.5 or 3.9 eV for ZnS, depending on
the polymorph; 3.3 for ZnO). For electrons at energies
of 10-30 keV (typical of cathode ray tubes), this is in-
deed the case; an increase in V results in a proportional
increase in the number of electron-hole pairs, which in
turn generate photons at luminescence centers. At lower
voltages, however, it is not; 1-2 kV may need to be ap-
plied to produce any detectable luminescence at all, and
the transition to linearity may require several more kV.
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FIG. 1. Dependence of ZnS:Ag luminescence on attractive
screen bias for positrons (blue diamonds, left-y axis), and
electrons (red squares, right y-axis). Each data set is inde-
pendently normalized to the 5 kV value; uncertainties are on
the order of the symbol size or smaller. To facilitate compar-
isons of absolute luminescence at a glance, the relative scaling
of the two vertical axes is chosen to match measurements of lu-
minescence yield; this interspecies comparison, however, has
a larger uncertainty. For example, at V = 5 kV, positrons
produce L+/L− = 1.29± 0.08 (6%) as much luminescence as
electrons. The gray box indicates the region shown in greater
detail in Fig. 5.

The value of the “dead voltage”, the V -intercept of the
linear part of g−(V ), varies with the type of phosphor
and its preparation [6]. Electron data exhibiting typical
screen bias dependence are shown in Fig. 1. The corre-
sponding positron data plotted alongside illustrate that
not only is positron luminescence brighter than electron
luminescence, but it also has a distinct functional depen-
dence on incident particle energy.

Experiments were conducted with two different phos-
phor screens. The first was commercially produced (Kim-
ball Physics) and uses ZnS:Ag Type 1330 (P-22 Blue).
The phosphor layer, applied to a conductive glass plate in
a stainless steel holder, is 50–70 µm thick, corresponding
10–20 layers of ∼5-µm phosphor particles. The second
screen uses an identical plate and holder, to which we ap-
plied the phosphor ZnO:Zn (Leuchtstoff GMBH Heidel-
berg), which is known for its responsiveness to low-energy
electrons (implying an unusually low dead voltage), via
an ethanol suspension and a standard issue paintbrush.
Neither screen had an aluminum layer nor a bonding
agent (two frequent additions to phosphor screens), so
that incident charged particles interacted directly with
the phosphor. Each screen could be biased positively
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FIG. 2. Illustration of typical electrostatic bias voltages used
for positron (top) and electron (bottom) experiments, plus an
example image of each beam.

or negatively to about 5 kV. Luminescence produced by
charged particles was measured by photographing the
phosphor layer through the glass plate with a cooled CCD
camera (Apogee), subtracting a background image, then
summing the pixel counts over a region larger than the
beam size. Exposure lengths ranged from 30 to 300 s.
Example data can be found in the supplemental infor-
mation [20].

The positron beam system (First Point Scientific) uses
positrons from a 22Na source (2–4 mCi) that are moder-
ated in a thick layer of solid neon; the beam current was
< 0.15 pA. In order to produce an electron beam for com-
parison with the positron beam, the moderator was neg-
atively biased to repel secondary electrons produced by
the moderation process; the resulting electron beam was
then attenuated with a more negative retarding poten-
tial to produce beam currents of 0.02–2 pA. Each beam
was adiabatically magnetically guided (B = 120–800 G)
around a line-of-sight shield (filtering away unmoderated
positrons), then through two sets of cylindrical electrodes
en route to the phosphor screen in ultra-high vacuum
(10−10 mbar). Select electrodes could be used to attenu-
ate the beam or to measure the beams’ longitudinal en-
ergy distributions (Fig. 2); all others were grounded. A
typical energy distribution measurement for each species
can be found in the supplemental information [21]. The
parallel temperature is on the order of some eV (2 eV
for the electron beam, 6 eV for the positron beam); the
perpendicular temperature is expected to be of the same
order or less. Thus, the energy spread is small compared
to the particles’ incident energy for typical (kV-scale)
values of V .

As expressed in Eq. 1-2, precise measurements of I are
needed to make absolute comparisons between positron
and electron luminescence; for the ∼ 0.1-pA positron
beam, the current had to be determined to an accuracy
of few thousandths of a pA. These were performed with
the screen connected to ground through a picoammeter
(Keithley). Corresponding luminescence measurements
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FIG. 3. Dependence of ZnO:Zn luminescence on attractive
screen bias is plotted for positrons and electrons in the same
fashion as in Fig. 1. The relative luminescence yield L+/L−
at V = 5 kV is 1.37± 0.15 (11%).

for each beam current were taken at an attractive screen
bias of several kV. In all four cases (for both species and
both phosphors), this yielded as expected a linear re-
lationship betwen L and I (Eq. 2); additional details
and plots can be found in the supplemental information
[22]. The assumption that L depends on V and I inde-
pendently was also observed experimentally. For a given
species and phosphor, so long as eV >> the beam en-
ergy, varying the phosphor screen bias always produces
the same g(V ) = L(V )/I curve. This curve is different,
however, for each pairing of species and phosphor. Both
species’ curves are plotted in Fig. 1 for ZnS:Ag and in
Fig. 3 for ZnO:Zn.

For ZnS:Ag (Fig. 1), the electron curve g−(V ) ex-
hibits the standard non-responsiveness at low voltages
and transitions to linear behavior for V ≥ 4.6 kV. A
fit to points in the linear regime yields a dead voltage
of 3.82±0.02 kV for a 50-eV beam. The positron curve
g+(V ) also exhibits linear dependence for V ≥ 4.6 kV
but has a somewhat lower dead voltage (3.60±0.02 kV
for a 45-eV beam). Most strikingly, g+(V ) does not go
to zero as V → 0+ but rather plateaus. The phosphor
screen responds to positrons at attractive screen biases
well below the threshold for significant electron response,
persists even for a positively biased screen, and only dis-
appears when the screen is biased repulsively to within
about 10 eV of the beam energy. The small remaining lu-
minescence beyond the cut-off (V < −40 V) constitutes
a little less than 2% of the total luminescence at V = 5
keV and can be attributed to a small population of high-
energy positrons (>150 eV) also seen in the beam energy
distribution measurement [23].

For ZnO:Zn (Fig. 3), no dead voltage is identifiable for
either species; both positrons and electrons produce lu-
minescence as soon as they have enough kinetic energy to
reach the screen — i.e., the V threshold for detection of
luminescence from a repulsively biased screen is located

precisely at the beam energy. The g−(V ) and g+(V )
curves are nevertheless highly distinct for this phosphor
as well. Whereas g−(V ) is almost perfectly linear over
the entire range of our measurements, g+(V ) initially
rises orders of magnitude faster, with the same width
in V as the beam’s energy distribution measurement. In
other words, as soon as positrons can reach the screen
electrostatically, they produce as much luminescence as
electrons with ∼2.5 keV of kinetic energy.

Comparisons such as this (of the absolute luminescence
of one species to the other) follow from the current cali-
bration — i.e., how many image counts are generated per
pA of positrons or electrons. Results indicate that for
the same I, 5-keV positrons produce more luminescence
than 5-keV electrons by a factor of (L+/L−)|5 kV = g+(5
kV)/g−(5 kV) = 1.29 ± 0.08 for ZnS:Ag and 1.37 ± 0.15
for ZnO:Zn. This information was used to set the rela-
tive scaling of the left and right y-axes in Figs. 1 and 3.
Clearly, both the electron luminescence fraction L−/L+

and the excess positron luminescence L+ − L− depend
on particles’ incident kinetic energy. These values and
their uncertainty have been calculated for both phos-
phors for the entire energy range of the experiment, and
plots are provided in the supplemental information [24].
Of particular note is the monotonic increase of the elec-
tron luminescence fraction; in the limit of high incident
particle energies, the difference between positron-induced
and electron-induced luminescence is expected to become
negligible compared to the total amount of luminescence
produced by either species, consistent with the two pre-
vious quantitative comparisons of positron and electron
luminescence that we found in the literature, both done
with higher-energy beams (≥ 30-keV) [8, 9].

It is clear that kinetic energy is not the only means by
which positrons produce luminescence; they also do so
through annihilation with electrons. Annihilation pro-
duces at least one hole per positron; it can also initiate
the Auger process (in which a second electron from a
higher energy level falls into the hole produced by annihi-
lation with the first, and the difference in energy between
the two levels is imparted to a third electron), resulting
in two holes and one excited electron [25–28] (or more,
in the event of an Auger cascade [29–32]). Annihilation
with core electrons is relatively unlikely; when it does
occur, an excited electron can have a kinetic energy sig-
nificantly larger than the original incident positron and
thereby excite additional electron/hole pairs through col-
lisions, but this is still only in the tens or hundreds of eV
[26, 33]. (Thus, this particular pathway is not expected
to contribute significantly to the large effect we observe,
in which positrons with a few eV or tens of eV of energy
produce as much luminescence as keV-scale electrons.)
Annihilation with valence electrons is much more proba-
ble, and recent studies in graphene found that 80–100%
of deep valence-band holes were filled via an Auger tran-
sition [28]. When the valence band is wide enough (e.g.,
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FIG. 4. a.) Illustration of a surface-bound electron layer,
stabilized by a sub-surface population of holes. The result-
ing electrostatic potential ϕ (dashed line) prevents low-energy
electrons (but not positrons) from reaching the surface of the
material. b.) There are many different mechanisms by which
positrons interact with the phosphor surface (gray) and/or,
if present, a sub-surface electrostatic potential (dashed line).
These include electrostatic reflection (trajectories A,B,C), in-
elastic collisions (C,D,E), annihilation with a core electron
(C), annihilation with valence electrons (D,E), and backscat-
tering (F). Blue arrows represent positrons, the red arrow rep-
resents an electron excited by Auger processes following core
annihilation, and black arrows represent both conduction-
band electrons and valence-band holes, which then lead to
luminescence.

20 eV in graphene), electrons excited by these “VVV
transitions” have sufficient energy to overcome the work
function, escape the material, and be observed in the
positron annihilation-induced Auger electron spectrum
(PAES); in materials with narrower valence bands, VVV
transitions may instead excite electrons merely into the
conduction band, where they cannot be detected with
PAES. In luminescent materials, however, conduction-
band electrons can then travel to luminescence centers
and there combine with valence-band holes to produce
photons. Additionally, if luminescence centers involve
defects that act as positron traps — e.g., certain types of
vacancies [3, 5, 15] — positrons will preferentially annihi-
late there, creating holes directly at those locations in the
crystal structure. Thus, there is significant potential for
positron luminescence to provide new information about
open questions regarding luminescent materials, which
may include the structure of luminescence centers [3, 4],
the excitation and relaxation pathways [1, 5], and/or the
origin of the dead voltage [2, 6].

Several mechanisms for the dead voltage have been
proposed over the decades. One explanation is a non-
luminescent surface layer (formed during the phosphor
production process), through which electrons must pene-
trate in order to reach the phosphor and excite electron-
hole pairs [17]. A second explanation is an enhanced
propensity for non-radiative recombination of electrons
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FIG. 5. The ZnS:Ag positron luminescence cut-off is plot-
ted on the right y-axis as a function of screen bias (diamond
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tion of the beam (solid green line), and the transformation of
this curve (dotted green line), as discussed in the text, that
provides the best match to the cut-off (a = 3, b = −103).
Horizontal dashed lines indicate normalized beam fractions
of 0% and 100%.

and holes near the surface due to surface states and/or
band-bending [2]. A third explanation proposes that if a
phosphor particle is coated with any insulating contami-
nant, however thin, a “surface bound electron layer” (Fig.
4a) will form, extending several µm into the vacuum from
the surface; stabilized by a layer of sub-surface holes, this
creates a region of negative electrostatic potential, akin
to those seen on insulators in scanning electron micro-
scopes (SEMs) [34], that incident electrons must have
enough energy to penetrate [1, 6]. Because positrons and
electrons are oppositely charged but have similar charac-
teristics with respect to penetration into solids [12, 13]
and secondary electron production [35], comparing g+(V )
to g−(V ) can help to discriminate among these possibil-
ities.
That positrons in ZnS:Ag produce significant lumi-

nescence well below the dead voltage is consistent with
the third model, as the others would be expected to in-
hibit positron-induced luminescence in a similar fashion
as electron-induced luminescence. (Note that there are
not known to be Auger processes capable of producing
electrons with energies above the dead voltage with non-
vanishing probabilities [26].) Whereas the negative elec-
trostatic potential of the surface bound electron layer pre-
vents low-energy electrons from accessing the phosphor
surface entirely, low-energy positrons can reach the sur-
face and then undergo various elastic and inelastic pro-
cesses (Fig. 4b). Furthermore, Fig. 5 shows that the
relationship between the ZnS:Ag positron luminescence
cut-off and the positron beam’s cumulative energy dis-
tribution F (Vatten) is consistent with the presence of a
sub-surface electrostatic potential ϕ that increases lin-
early with depth (Fig. 4b). In this picture, the likelihood
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that positrons with just enough kinetic energy to access
the surface (B, C) will undergo inelastic scattering —
ultimately leading to luminescence — is proportional to
path length in the material. Path length (restricted by
ϕ) rises linearly with incident energy. As a result, instead
of occurring at the beam energy — as one would expect
and as is observed for ZnO:Zn — the L(V ) cut-off is off-
set and stretched by constants relating to the potential
at the surface and the length scale over which it rises.

In summary, we have performed quantitative com-
parisons of the luminescence produced by 0- to 5-keV
positron and electron beams incident on phosphors and
found that positrons produce more brightness than elec-
trons over the entire energy range. Of particular note
is that positrons with an incident energy of just a few
eV (in the case of ZnO:Zn) or a few tens of eV (in the
case of ZnS:Ag) produce as much luminescence as 2.5-
to 3.5-keV electrons. These findings are expected to
have significant utility for non-perturbatively diagnosing
low-energy positron beams and plasmas (relevant to elec-
tron/positron pair plasma creation, anti-hydrogen exper-
iments, slow positron scattering processes, and positron-
ium ionization studies, among other applications). They
also represent compelling evidence for the excitation of
luminescence via annihiliation and Auger processes, as
well as a new way of addressing decades-old questions in
cathodoluminescence.
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