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become one of the major challenges in the 
field of electrocatalysis.

Carbon materials featuring transition 
metal–Nx sites have recently been shown 
to be active in various electrocatalytic reac-
tions.[12–14] It was reported that in these 
materials, metal species interact synergis-
tically with nitrogen atoms to modify the 
local electronic structure of the catalyst 
and consequently optimize the surface 
adsorption of intermediates.[15,16] There-
fore, the activity of transition metal–Nx 

catalysts is often comparable to noble metal catalysts in var-
ious electrocatalytic reactions.[12–16] Consequently, the design 
of electrocatalysts with abundant and well-dispersed metal–Nx 
active sites is a promising approach toward high-performance 
noble-metal-free electrocatalysts. However, in such metal–Nx–C 
systems, the amount, dispersion, and type of the nitrogen 
dopant in the carbon matrix is relatively difficult to identify and 
control.[17]

In this respect, carbon nitrides are intriguing candidates as 
supporting materials for transition metal–Nx catalysts, as their 
abundant and structurally defined nitrogens provide a high 
amount of coupling sites.[18,19] However, because of the rela-
tively low conductivity and electrochemical stability of carbon 
nitrides, for electrocatalytic applications these materials have 
to be mostly mixed with carbon materials.[20] Indeed the few 
attempts to apply metal-doped carbon nitrides directly for 
photoelectro- or electrocatalysis have not yet obtained competi-
tive activities.[21]

Poly(heptazine imide) (PHI) is a new member of the carbon 
nitride family.[22,23] Unlike polymeric carbon nitride condensed 
by heating, e.g., urea or cyanamide,[18,24–26] PHI is prepared 
by salt-melt-assisted condensation of more acidic precur-
sors, such as triazole or tetrazole.[22,27] While in the former 
heptazine units are connected by amine bridges, in PHI the 
heptazine units are linked by deprotonated imides, whose 
charge is counterbalanced by metal cations introduced by the 
salt template.[22] The negatively charged nitrogen sites not only 
remarkably enhance the conductivity of the material, but also 
efficiently host various metals as countercations, yielding an 
excellent dispersion and periodicity within the structure.[23,27–30]  
Furthermore, PHI can host different metal ions in its structure, 
introduced during PHI formation or via post modification, i.e., 
ion exchange,[23,27,28] and is therefore a promising material for 
developing novel transition metal–Nx catalysts.

In this work, cobalt poly(heptazine imides) (PHI-Co) were 
synthesized based on a reported method,[28] with a Co salt 
(CoCl2) additionally introduced to the eutectic KCl–LiCl melt 

Poly(heptazine imides) hosting cobalt ions as countercations are presented 
as promising electrocatalysts for the oxygen evolution reaction (OER). A 
facile mixed-salt melt-assisted condensation is developed to prepare such 
cobalt poly(heptazine imides) (PHI-Co). The Co ions can be introduced in 
well-controlled amounts using this method, and are shown to be atomically 
dispersed within the imide-linked heptazine matrix. When applied to electro-
catalytic OER, PHI-Co shows a remarkable activity with an overpotential of 
324 mV and Tafel slope of 44 mV dec−1 in 1 m KOH.

Water splitting is a sustainable and low-cost method to gain 
clean energy.[1–3] In this process, the oxygen evolution reaction 
(OER) is the more challenging half-reaction, due to its slow 
kinetics, which stems from a four-electron oxidation process. 
Indeed, the slow progress in optimizing this half-reaction has 
largely hindered the development of overall water splitting 
devices.[4–6] In addition, the so far best-performing OER cata-
lysts are based on noble metals (e.g., Ir and Ru),[7–9] for which 
the high cost and scarcity limit their utilization especially in 
large-scale applications.[5,10,11] Hence, the exploration of high-
performance noble-metal-free electrocatalysts for OER has 
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during PHI preparation. Various amounts of cobalt ions can be 
intercalated into the PHI structure using this method, without 
causing structural rearrangement as was observed when an 
ion-exchange method is applied.[27] The PHI-Co electrocatalyst 
shows enhanced OER activity compared to a cobalt-doped poly-
meric carbon nitride with an overpotential of 324 mV in 1 m 
KOH, well comparable to state-of-the-art OER electrocatalysts 
under similar conditions.[31,34]

In a typical PHI preparation, the precursor 5-aminotetrazole 
was first mixed with an eutectic KCl–LiCl mixture. The mixture 
was then heated in argon flow at 550 °C for 8 h to obtain the 
yellowish-brown PHI. To introduce cobalt ions into the PHI 
structure, different amounts of CoCl2 (0.5–5 wt%) were added 
to the KCl–LiCl mixture and then 5-aminotetrazole was added. 
These mixtures were as well heated in argon at 550 °C for 8 h 
to obtain greenish-brown PHI-Co (for the detailed synthesis 
protocol, see the Supporting Information).

The content of cobalt in the as-prepared PHI-Co’s was 
evaluated by inductively coupled plasma optical emission 
spectro metry (Table 1) and varied from 0.17 to 2.61 wt%, when 
0.5–5.0 wt% of CoCl2 was added to the eutectic KCl/LiCl mix-
ture. As the cobalt content in PHI-Co’s increases proportionally 
with respect to the CoCl2 amount in the salt template, it can be 
concluded that the amount of Co ions can be varied continu-
ously using this method. As expected, the potassium amount 
within the PHIs is decreasing with increasing Co content 
(Table S1, Supporting Information), suggesting that the cobalt 
ions are partially replacing the potassium ions in the PHI struc-
ture. However, especially for samples with higher cobalt content, 
more Co2+ ions are introduced in PHI than K+ ions are removed 
from the system. In PHI-K, not all bridging nitrogen sites are 
counterbalanced by K+, as there are still considerable amounts of 
protons left in the structure. Therefore, it is not prerequisite that 
K+ is replaced stoichiometrically by Co2+, but Co can also occupy 
newly formed imide sites during synthesis, which seems to be 
particular the case at higher Co content. X-ray photo electron 
spectroscopy (XPS) measurements were conducted to detect  
Li and Cl within the materials (Figure S1, Supporting Infor-
mation). However, no contribution of these elements could be 
observed, indicating that Li has not been intercalated in the PHI 
structure and the salt template could be completely removed.  
If not noted otherwise, the PHI-Co described below refers to 
PHI-Co-0.5, which contains 0.45 wt% cobalt.

X-ray powder diffraction (XRD) measurements of the 
PHI-Co samples with different cobalt content and the 

cobalt-free potassium poly(heptazine) imide (PHI) were carried 
out (Figure 1 and Figure S2, Supporting Information). In the 
XRD pattern of PHI, the diffraction peak at 8° can be ascribed 
to the periodicity of heptazine units within the layers while the 
diffraction peak at 27° corresponds to interplanar stacking of 
the layers.[22] Both peaks can also be observed in all PHI-Co 
samples, showing that the structure of poly(heptazine) imide 
backbone is well preserved in PHI-Co, despite the intercalated 
ions are partially changed from K+ to Co2+.

The chemical structure of PHI-Co is schematically shown in 
Figure 2a. XPS (Figure 2b–d), solid-state nuclear magnetic reso-
nance (NMR) spectroscopy (Figure S3, Supporting Information), 
Fourier transform infrared (FT-IR) spectroscopy (Figure 2e), 
and electron paramagnetic resonance (EPR) (Figure 2f and 
Figure S4, Supporting Information) measurements of PHI-Co 
were compared with PHI. As observed in Figure 2b, the doublet  
peak in the XPS Co 2p spectrum centered at 780.4 eV with 
strong satellite features at 785.4 eV indicates cobalt in an 
oxidation state of Co(II) in the material. At the same time, 
no contribution of cobalt oxide can be observed in the  
O 1s spectrum of PHI-Co, nor any hint of CoCl2 remaining in 
the sample (Figures S1 and S5, Supporting Information). Thus, 
it can be concluded that the cobalt in PHI-Co is mainly bound 
within the structure as counterion to the anionic imide sites 
of the PHI.[32] In the N 1s and C 1s XPS spectra (Figure 2c,d), 
PHI-Co shows very similar nitrogen and carbon species as PHI, 
indicating that the intercalation of cobalt has not changed the 
original structure of PHI. The peaks at 398.5 and 400.9 eV in the 
PHI-Co N 1s spectrum can be addressed to the CNC (ring 
N in heptazine unit), NC3 (central N in heptazine unit), while 
the contribution at 399.6 eV corresponds to the NHx groups. 
The major contribution in the C 1s spectrum at 288.1 eV can 
be assigned to NCN in the heptazine unit.[33] A small peak 
shift and change in intensity between PHI-Co and PHI indi-
cate a slight change of condensation degree when cobalt is pre-
sent. Additionally, the peaks in the C 1s spectrum at 284.8 and  
286.4 eV can be attributed to adventitious carbon and hydroxy-
lated surface carbon atoms, respectively.[32] The other small 
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Table 1. Amount of cobalt in PHI-Co and corresponding weight 
percentage of CoCl2 used in the salt template.

Samples Cobalt in samples [wt%] CoCl2 in salt template [wt%]

PHI 0 0

PHI-Co-0.2 0.17 0.5

PHI-Co-0.5 0.45 1

PHI-Co-0.8 0.83 2

PHI-Co-1.4 1.43 3

PHI-Co-2.6 2.61 5

CN-Co 0.52 –

Figure 1. XRD patterns of PHI-Co-0.5 and PHI.
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peaks appeared in the C 1s spectra at 288.8 eV and in the  
N 1s spectra at 404.1 eV are due to surface oxidation.[27,32,35] The 
similar IR and NMR spectra of PHI-Co and PHI (Figure 2e and 
Figure S3, Supporting Information) further prove that they share 
a very similar chemical structure.[28] Moreover, when comparing 
the IR spectra with polymeric carbon nitride (CN), first the vibra-
tion of NHx groups decreases in both PHI and PHI-Co, while 
several new peaks emerge in the range of 865–1158 cm−1, due 
to the intercalation of metal ions.[28] Pulse EPR spectroscopy at 
9.7 GHz (X band) and 5 K yields a 300 mT broad field swept 
echo spectrum of the Co2+ (Figure S4a, Supporting Information), 
which can be assigned to Co2+ in S = 3/2 state.[36] To investigate 
a specific binding between the Co2+ and PHI, electron spin echo 
envelope modulation (ESEEM) spectroscopy was performed 
at the peak position (310 mT) of the EPR spectrum. The echo 
decay with increasing pulse separation τ in a 2-pulse π/2–τ–echo 
sequence is monotonous without any detectable modulation 
effect (Figure 2f), which can be corroborated by a 2D stimulated 
echo π/2–τ–π/2–T–π/2–echo experiment. The 2D Fourier trans-
form shows no resolved modulation signatures beyond the noise 
level (Figure S4b, Supporting Information). This lack of any 
resolved hyperfine interaction between the Co and PHI structure 
indicates that no specific Co-N ligand is formed.

The morphology of PHI-Co was observed via scanning elec-
tron microscopy (SEM) and annular dark-field scanning trans-
mission electron microscopy (ADF-STEM). The SEM images 
(Figure S6, Supporting Information) show that PHI-Co pos-
sess a very similar morphology to PHI. In ADF-STEM, the  
presence of cobalt in PHI-Co can be easily spotted (Figure 3).  
The low magnification ADF-STEM images of PHI-Co 
(Figure 3a,b) show uniform brightness, indicating that cobalt in 
the PHI structure does not aggregate to form cobalt nanopar-
ticles. The homogenous distribution of cobalt ions can be fur-
ther confirmed by elemental mapping (Figure 3, inset), where 
the signal of cobalt can be detected over the entire measured 
part of the sample. High-resolution (HR) ADF-STEM images of 
PHI-Co (Figure 3c) show bright dots of cobalt ions dispersed in 
the darker PHI matrix, confirming that Co in PHI structure is 
dispersed atomically.

The electrocatalytic performance of PHI-Co with different 
cobalt contents was evaluated in 1 m KOH solutions, with a 
mass loading of 0.38 mg cm−2 on glassy carbon rotating disk 
electrodes and compared with pure Co, pure PHI, a mechanical 
mixture of PHI and 0.45 wt% Co (PHI+Co), carbon nitride (CN), 
cobalt-doped carbon nitride (CN-Co), and a commercial Ir/C 
catalyst. All the aforementioned electrodes were prepared in the 
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Figure 2. a) Chemical structure of PHI-Co. b) Co 2p XPS spectra of PHI-Co. c,d) N 1s and C 1s XPS spectra of PHI-Co and PHI, respectively. e) FT-IR 
spectra of polymeric CN, PHI, and PHI-Co, respectively. f) 2-Pulse ESEEM of PHI-Co at 5 K and a field position of B = 310 mT, pulse sequence: π/2–τ–π 
with pulse length π = 16 ns, and pulse separation τ = 200 ns, τ increment = 20 ns, shot repetition time 0.5 ms, 400 averages.
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same manner. The OER activities of these catalysts were evalu-
ated by polarization curves (Figure 4a), corresponding Tafel plots  
were extracted from the polarization curves to calculate the Tafel 
slopes and exchange current densities (Figure S7a and Table S2, 
Supporting Information). The electrochemically active surface 
area of different PHI-Co’s was compared by calculating the double 
layer capacitance (Cdl) of the PHI-Co samples (Figure S8a–g  
and Table S2, Supporting Information). Mass activities per mg 

cobalt were also calculated to normalize the activities of cobalt-
containing samples (Figure S8h, Supporting Information). As 
depicted in Figure 4a, PHI-Co’s show significantly enhanced 
OER activity compared to Co and pure PHI, while they are also 
obviously more active than a physical mixture of PHI and Co 
(PHI+Co) or a cobalt-doped polymeric carbon nitride (CN-Co) 
with similar Co content. This indicates that the atomic distri-
bution of cobalt confined within the PHI structure leads to the 
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Figure 4. a) OER polarization curves of PHI-Co’s, CN-Co, PHI, CN, Co, and PHI+Co. b) Corresponding turnover frequency to overpotential plots of 
PHI-Co’s. c) Nyquist plots of PHI-Co, PHI, CN-Co, CN in 1 m KOH electrolyte, measured under the static potential of 1.6 V versus RHE, and the cor-
responding equivalent circuit (inset). d) OER polarization curves of PHI-Co-0.5 in 1 m KOH electrolyte before and after the addition of 10 × 103 m KSCN.

Figure 3. a) ADF-STEM image of a typical PHI-Co agglomerate. b) Enlargement from (a) with energy dispersive X-ray (EDX) elemental maps of C, N, 
Co, K elements shown at the bottom. The solid white rectangle indicates the area from which EDX maps were obtained. c) HR ADF-STEM image of 
PHI-Co, bright spots represent cobalt atoms.
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high OER activity. Among the PHI-Co’s, PHI-Co-0.5 exhibit the 
lowest overpotential as well as the highest mass activity. Notably, 
PHI-Co-0.5 shows a very low overpotential (j = 10 mA cm−2)  
of 0.324 V in N2-saturated electrolyte (0.336 V in O2-saturated 
electrolyte, Figure S7b, Supporting Information), which is 
a promising value when compared with other metal-doped 
polymer-based electrocatalysts. Moreover, despite the rela-
tive low conductivity due to its organic semiconducting 
nature,[22] PHI-Co-0.5 possess a competitive activity compared 
to some state-of-art carbon-based electrocatalysts (Tables S3-1 
and S3-2, Supporting Information).[37–46] PHI-Co-0.5 shows 
both the largest exchange current density and the smallest Tafel 
slope among the PHI-Co’s, which together lead to the fastest 
kinetics (Table S2, Supporting Information). All PHI-Co’s 
have Tafel slopes in the range of 44–63 mV dec−1 (Table S2,  
Supporting Information), which is similar to other Co-
containing catalysts.[47,48] The activity of PHI-Co’s was further 
investigated by calculating the turnover frequency (TOF) of the 
electrocatalysts, with all the cobalt ions exposed on the surface 
considered as active sites. The TOF values were plotted against 
the applied overpotential (Figure 4b). Again, the TOF of PHI-Co-
0.5 is superior to the other PHI-Co’s and also the mechanical 
PHI+Co mixture at various overpotentials, that is PHI-Co-0.5 
shows the highest activity per active site.

To get further insight into the kinetics of the OER pro-
cess, electrochemical impedance spectra were recorded to 
yield the charge transfer resistances at 1.6 V versus reversible 
hydrogen electrode (RHE). In a Nyquist plot, the diameter 

and phase angle of the semicircle at high frequency stand for 
the charge transfer resistance (Rct) and capacity (Cct) at the 
interface of the catalyst and electrolyte, respectively, while the 
Z′ axis intercept shows the resistance (Rs) relating to charge 
transport in the circuit.[20] As observed in the Nyquist plots 
(Figure 4c), the diameter of the semicircle (Rct) is lowest for 
PHI-Co (84 Ω), compared with CN-Co (100 Ω), PHI (105 Ω),  
and CN (409 Ω), pointing to a sufficient charge transfer 
ability at the interface of the catalyst and electrolyte. To verify 
that Co2+ ions are responsible for the OER performance, a 
poisoning experiment was carried out by injecting 10 × 103 m  
KSCN (Figure 4d), which is known to poison metal-centered 
catalytic sites.[49] As seen in Figure 4d, the addition of SCN− to 
PHI-Co-catalyzed OER indeed causes a remarkable increase 
of overpotential (j = 10 mA cm−2) of more than 0.1 V. At an 
overpotential of 0.4 V, the current density of PHI-Co dramati-
cally dropped more than tenfold from 117.5 to 8.3 mA cm−2.  
To exclude the influence of KSCN on PHI, the same poi-
soning test was carried out with pure PHI (Figure S9, Sup-
porting Information), showing negligible differences of OER 
activity, so that the cobalt species are verified as active sites of 
PHI-Co. From XRD (Figure 1) and XPS Co 2p and O 1s measure-
ments (Figure 2b and Figure S5, Supporting Information), no 
metallic cobalt or cobalt oxides can be detected in PHI-Co, 
indicating that the active sites in PHI-Co are the Co2+ ions 
within the PHI structure.

The stability of best-performing catalyst, PHI-Co-0.5, was 
measured under constant current densities of 10 mA cm−2 
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Figure 5. a) Stability test of PHI-Co-0.5 in 1 m KOH for ≈14 h. b) Polarization curves of PHI-Co before and after stability test. c) TOF to overpotential 
plots of PHI-Co before and after stability test. d) Co 2p XPS spectra of PHI-Co before and after ≈14 h of stability test.
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for 5 × 105 s (≈14 h, Figure 5a). The OER polarization curves 
before and after the chronopotentiometric stability test are 
also presented in Figure 5b. Notably, during the chronopoten-
tiometric stability test, the overpotential of PHI shows a con-
tinuous decrease by 0.04 V, which is also seen in the polariza-
tion curves of PHI-Co before and after the stability test (marked 
as PHI-Co and PHI-Co-14h). This gradually increased activity 
can also be observed in the cyclic stability test (Figure S10a, 
Supporting Information). To understand the activity change 
during the measurement, the TOF and Tafel slope before and 
after the stability test are given in Figure 5c and Figure S10b,c 
in the Supporting Information. Interestingly, despite the 
increased activity observed during the stability test, the activity 
per cobalt active sites and the reaction kinetics of the reaction 
barely changed. The chemical structure of PHI-Co before and 
after the stability test provides more insight to this phenom-
enon. XPS and IR spectra of the PHI-Co film on the electrode 
were recorded before and after the stability test (Figure 5d and  
Figures S11–S13, Supporting Information). The signal of Co 2p 
on the surface of the PHI-Co electrode has remarkably increased 
after the stability test while the oxidation state of Co stays the 
same (Figure 5d and Figure S11, Supporting Information), sug-
gesting the cobalt ions slowly migrated from the bulk of PHI-Co 
to the surface. Still, no trace of cobalt oxides can be detected from 
the XPS O 1s spectra after the stability test (Figure S12, Sup-
porting Information).[32] Also, no significant change is observed 
in the N 1s, C 1s spectra and IR spectra before and after stability 
test (Figure S13, Supporting Information), indicating that the 
basic structure of poly(heptazine) imide stays intact. Therefore, 
it can be concluded that the increased OER performance is due 
to the accumulation of the Co2+ on the surface.

In summary, PHI-Co was synthesized via a simple mixed 
salt melt method. Due to the enhanced conductivity and abun-
dance, well-distributed Co–Nx catalytic active sites, this PHI-Co 
exhibits an excellent OER activity and stability, comparable to 
the state-of-the-art OER electrocatalysts under similar condi-
tions. This work provides a novel approach to develop high-per-
formance electrocatalysts with adjustable and highly dispersed 
metal–Nx sites by applying PHI as the supporting material.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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