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1. Motivation  

Contemporary society is based on modern technology, and civilization level is largely related 

to energy utilization and availability.1 Abundant energy in the earth can thus greatly accelerate 

the development of human civilization and improve the living quality, e.g., people today can 

drive the cars instead of the horses and keep warm in the cold winter by using heaters instead 

of fire. The improved living standards also result in soaring population growth. By 2050, the 

population is estimated to grow to 9.3 billion, and most of the humans will live in Asia and 

Africa, where the economy will rapidly grow leading to large consumption of energy.2, 3 

According to the International Energy Agency (IEA), the exploding growth of global 

population and the ongoing industrialization in many developing countries will cause soaring 

demands for energy by comparing the years 2016 and 2040 (Figure 1.1).4 Daily consumed 

energy by humans can only be supplied if there are 3000 nuclear power plants like Palo Verde 

in Arizona, one of the world's largest nuclear power plants, generating electricity at full capacity 

every day. Therefore, there can be no doubt that energy availability will be one of the most 

serious problems in the 21st century.5-6  

 

Figure 1.1. Change in primary energy demand for different areas in the world from 2016 to 

2040 (Million Tonnes of Oil Equivalent).4 

Turning to the energy supply side, fossil fuels remain dominant. The data from IEA shows that 

the world total primary energy supply (TPES) increased by around 2.5 times from 1971 to 2016 

(Figure 1.2).7 Among different energy sources, non-sustainable energy sources of oil, coal, and 

natural gas remain dominant and are responsible for more than 80% of the energy production 

(Figure 1.2). Statistically, coal will become the only available fossil fuel by 2042 and all the 

fossil fuels will be used up by 2112, according to their current storage and consumption rate.8-
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9 Most importantly, the utilization of fossil fuels can result in a series of environmental issues 

(CO2 emissions, acidic rain, dust, and many more) which is in fact the biggest challenge, will 

beyond the energy crisis.   

 

Figure 1.2. Total primary energy supply by different sources in the years 1971 and 2016.7 

For those reasons, the world needs new energy supply chain and scientists should develop ways 

to utilize sustainable energy sources (solar energy, wind energy, hydropower, ocean energy, 

etc.) more efficiently to overcome the disadvantages of established fossil fuels. However, it is 

usually more difficult to directly use the sustainable energy sources with high efficiency in daily 

life. For example, oil combustion can be used to power cars. This is extremely hard with ocean 

energy. Considering that the mobility of the future is more electrified, which can make people’s 

life more convenient,4 there will be a huge demand of electricity. Therefore, electricity 

production from sustainable energy sources with affordable cost is demonstrated as the more 

effective and promising route for the utilization of sustainable energy sources.  

However, then the time discrepancy between the energy supply and usage provides a new 

challenge. For example, the electricity produced from solar energy is more powerful in the 

midday, but the demand for electricity is usually higher in the evening (Figure 1.3).10 Two main 

routes are possible to solve this problem, including either electricity storage or electricity 

conversion. Rechargeable batteries can store electricity through electrochemical processes.11 

Alternatively, electrochemical energy conversion should also be developed to obtain high-value 

energy-derived products by converting renewable electricity to chemical energy.12 In this way, 

rational utilization of electricity can be achieved and some drawbacks of traditional synthetic 

strategies can be overcome.13 NH3 is a desirable candidate due to its high energy density (1.32 

kWh L-1) and hydrogen content (17.8 wt. %), zero carbon content, as well as its critical role as 
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agricultural fertilizer.14-15 NH3 has been produced by the Haber-Bosch process for more than 

100 years, but with large amount of natural gas consumption and CO2 release.16-17 Recently, 

many scientists have thus studied NH3 synthesis by the electrochemical N2 reduction reaction 

(NRR). No hydrogen is needed for electrochemical NRR as protons come from water, and with 

this method, NH3 can thus be produced everywhere where electricity can be generated. 

However, as for every technique, also here problems are to be solved, such as a low stability of 

catalysts and low efficiency of the overall energy conversion processes.   

 

Figure 1.3. An overall schematic of electro-fuel enabled energy storage to migrate the 

mismatch between renewable energy generation (photovoltaic as an example) and energy 

demand.10 

During those electrochemical energy conversion process, a series of electrochemical reactions 

takes place, such as the oxygen reduction reaction (ORR) and hydrogen oxidation reaction 

(HOR) in the hydrogen-oxygen fuel cell, oxygen evolution reaction (OER) and hydrogen 

evolution reaction (HER) in overall water splitting, CO2 reduction reaction (CO2RR) in CO2 

fuel cell and NRR in NH3 synthesis.10, 18-20 Therefore, electrocatalysts obviously play an 

important role in those processes, which can influence the corresponding chemical reactions, 

such as lowering the reaction overpotentials and increasing the current densities. As in other 

fields of catalysis, there are three types of electrocatalysts, including heterogeneous, 

homogeneous and enzyme electrocatalysts.21 Considering the stability and recycling ability, 

heterogeneous electrocatalysts exhibit unique advantages, and in consequence, they attract 

more research attention. Porous carbon-based materials have been acknowledged as promising 

heterogeneous catalysts for electrochemical energy conversion, due to their abundant 
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availability, high surface area, high defect density and porosity, desirable electric conductivity, 

and good stability. As the energy conversion efficiency for some reactions is still too low, 

especially for electrochemical NRR, the design of high-efficient porous carbon-based 

electrocatalysts is urgently needed. For the further targeted improvement, it is also crucial to 

understand the reaction mechanism. 

This dissertation aims at developing novel porous carbon-based materials by adjusting and 

optimizing the composition and structure, as well as applying them to some crucial 

electrochemical reactions including electrochemical NRR and hydroxymethylfurfural (HMF) 

oxidation. The relationships between the structure and composition of carbon-based materials 

and their catalytic performance are elucidated. Reaction mechanisms are studied by density 

functional theory (DFT) calculations, which contribute to the future targeted design of 

optimized carbon-based electrocatalysts.  
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2. Background and outline 

2.1. An overview over carbon and carbon nanomaterials  

As the “king of the elements” with 15th most abundance in the Earth’s crust, carbon serves as 

essential building block for life.22 This is due to its unique characteristics and widespread 

important applications. Most importantly, carbon can versatilely bond with itself or other atoms 

with similar or very different electronegativities, allowing the formation of a majority of organic 

compounds and a smaller amount of inorganic compounds.23-24 

Carbon materials are the main inorganic compounds, formed by only elementary carbon atoms 

bonding with each other in different ways. They exhibit versatile applications in many areas 

and revolutionized material science. The importance and potential of carbon materials have 

been demonstrated by some of the highest scientific awards, such as the Noble Prize in 

Chemistry for fullerenes in 1996, Kavli Prize in Nanoscience for carbon nanotubes in 2008, as 

well as the Noble Prize in Physics for graphene in 2010. In addition, the special honor is also 

endowed to carbon by the presence of the two peer-reviewed journals Carbon (Elsevier) and C 

(MDPI), which only publish carbon related papers.  

Carbon is capable of forming different allotropes with versatile physical and chemical 

properties (Figure 2.1).25 For example, graphite, a stacked hexagonal planar sheets with sp2 

hybridized carbon, is opaque and soft with good electrical conductivity, while diamond, a three-

dimensional framework of cubic symmetry composed of sp3 hybridized carbon, is transparent 

and has the highest hardness known. With the new age of nanomaterials, carbon nanofibers, 

carbon nanotubes, fullerenes, nanodiamonds, and graphene are emerging as promising carbon 

allotropes due to their extraordinary performance in various areas ranging from automobile to 

medicine, or from catalysis to energy storage and conversion. Fullerenes are cage-shaped 

molecules of different size, mostly composed of 6-ring or 5-ring units of carbon atoms, such as 

C60. Graphene has been widely studied by scientists recently. It is a two-dimensional single 

layer of graphite with sp2 hybridized carbon atoms, which shows good heat and electric 

conductivity, large and nonlinear diamagnetism, bipolar transistor effect, and high tensile 

strength. Besides, graphene can also be the start point for many other carbon nanomaterials, 

e.g., rolling up graphene layer(s) can form carbon nanotubes (CNTs), including single-walled 

CNTs and multi-walled CNTs. Porous amorphous carbon is another important sp2-rich carbon 

allotrope (a relative of graphene) with large internal surface area as well porosity, many defects, 

and disordered local structures.  
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Figure 2.1. Structure of different carbon allotropes: (a) diamond, (b) graphite, (c) lonsdaleite, 

(d) C60 buckminsterfullerene, (e) C540, Fullerite (f) C70, (g) amorphous carbon, and (h) single-

walled carbon nanotube.25 

2.2. An overview over porous amorphous carbon materials 

Among those carbon allotropes, porous amorphous carbon materials are a vital branch and 

receive a great deal of interests, due to their excellent stability, tunable porosity and surface 

chemistry, good electrical conductivity, structure diversity, and many other beneficial 

properties over other porous materials. Thus, they exhibit versatile applications in many areas, 

such as gas adsorption/separation, catalysis, pollutant treatment as well as electrochemical 

energy storage and conversion.26-30 According to the recommendation from International Union 

of Pure and Applied Chemistry (IUPAC), there are three types of porous carbon materials 

depending on their pore sizes, including  micropores (< 2 nm), mesopores (2-50 nm), and 

macropores (>50 nm).31 Three parameters can be used to characterize their geometrical porosity, 
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such as specific surface area (SSA), total (or micro) pore volume (TPV or MPV) and pore size 

distribution (PSD). The following part will introduce different methods for the synthesis of 

porous carbon materials. In addition, to improve their performance in catalytic applications, 

pristine porous carbocatalysts can be functionalized by doping heteroatoms and/or metal-based 

components to further tune their catalytic properties. 

2.2.1. Synthesis of porous carbon materials 

Activation method: The synthesis of so-called activated carbon materials can be divided into 

physical activation, chemical activation and a combination of both.32 Physical activation 

contains two simple steps of the initial carbonization and later activation. Raw materials with 

carbon content are firstly pyrolyzed into char with rudimentary porosity at high temperatures (> 

500 oC) under the protection of inert gas, which can be further modified by physical activation 

agents, such as the most often used CO2 and H2O steam. Thus, carbon atoms in the carbon 

framework can be etched to generate desirable porosity. The CO2 activation step is based on 

the well-known Boudouard equilibrium (Equation 2.1), named after Octave Leopold 

Boudouard. At high temperature, the equilibrium is shifted to the right and carbon atoms are 

removed from the framework due to carbon monoxide formation. 

                                (1 + 𝑥) 𝐶(𝑠) + 𝐶𝑂2(𝑔)  
 

⇔  2 𝐶𝑂(𝑔) + 𝑥 𝐶(𝑠)                                    (2.1) 

Similarly, H2O steam activation is carried out according to Equation 2.2 with the formation of 

CO and H2. 

                             (1 + 𝑥) 𝐶(𝑠) + 𝐻2𝑂(𝑔)
 

⇔  𝐶𝑂(𝑔) + 𝐻2 + 𝑥 𝐶(𝑠)                                 (2.2) 

Chemical activation is carried out by the reaction between carbon precursors and chemical 

reagents.32 During the carbonization of the mixture, the highly concentrated chemical reagents 

are incorporated into the interior of carbon framework to inhibit their further contraction and 

etch carbon atoms thus giving rise to the development of porosity. Finally, as-obtained solids 

are washed to remove the remaining chemical reagents, followed by drying to obtain porous 

carbon.33 The commonly employed chemical reagents are zinc chloride (ZnCl2), phosphoric 

acid (H3PO4) and potassium hydroxide (KOH). For example, the possible KOH-activation 

mechanism is proposed by the following Equations 2.3-2.7:34 

                                                           2𝐾𝑂𝐻 
 

→  𝐾2𝑂 +  𝐻2𝑂                                                (2.3) 

                                                           𝐶 +  𝐻2𝑂 
 

→  𝐶𝑂 + 𝐻2                                               (2.4) 
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                                                         𝐶𝑂 +  𝐻2𝑂 
 

→  𝐶𝑂2 +  𝐻2                                             (2.5) 

                                                         𝐾2𝑂 +  𝐻2  
 

→  2𝐾 +  𝐻2𝑂                                             (2.6) 

                                                        𝐾2𝑂 +  𝐶 
 

→  2𝐾 +  𝐶𝑂                                                  (2.7) 

The final formed free potassium metals can also penetrate into the lattice of carbon matrix and 

expand the lattice, followed by their removal to form porosity. Although large-scale synthesis 

of porous carbon materials can be achieved by the activation methods, the generated pores are 

often disordered and ill-defined, containing bottleneck or worm-like structures.  

Templating methods: Templating methods are employed to achieve control over the pore 

structure by using different templates (structure-directing agents), including soft templates, 

hard templates and salt templates.35-36  

The Soft-templating method is based on the self-assembly of carbon precursors on the surface 

of micelles or liquid crystals, mostly driven by van-der-Waals and Coulomb interaction forces 

(Figure 2.2).37 Carbon precursors then undergo crosslinking and carbonization to obtain porous 

carbon materials. The most used templated molecules are surfactants and block co-polymers 

which are removed during cross-linking and/or carbonization.38 However, the performance of 

such soft-templating carbon is usually obstructed by its lower SSAs (< 1000 m2 g-1) 

 

Figure 2.2. Soft-templating method based on the co-assemble of surfactant or block copolymer 

leading to mesoporous materials.37 

The Hard-templating method employs the space confinement of carbon precursors within 

porous solid templates (nanocasting molds). Generally, hard-templating includes four main 

synthetic steps (Figure 2.3).39 Templates are firstly synthesized, followed by the infiltration of 

carbon precursors through wet impregnation, melt-infiltration, chemical vapor deposition, or 

combinations. The mixtures then undergo carbonization under high temperature to obtain 
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carbon-template composites. Finally, templates are removed, and the space occupied by the 

host templates turns into pores. Therefore, the size, structure and connectivity of generated 

pores can be adjusted by the structures of the applied templates. Widely used hard templates 

include porous silicas, zeolites and other nanostructured inorganic materials.40-42 Another 

desirable templates are ZnO nanoparticles,43 as they can react with carbon atoms by 

carbothermal reduction reaction (Equation 2.8) at high temperature. Zn and CO are removed, 

and micropores can be formed. Mesopores are generated by removing ZnO templates at high 

temperature or through acid washing. Although more controllable pore structure can be 

achieved by hard-templating method, high-cost and time-consuming process inhibit its large-

scale application.    

                                                   𝑍𝑛𝑂(𝑠) + 𝐶(𝑠)  
 

→ 𝑍𝑛(𝑔) + 𝐶𝑂(𝑔)                                   (2.8) 

 

Figure 2.3. Hard-templating method for the preparation of porous carbon materials.39 

The Salt-templating method is based on the reaction of carbon precursors in a medium of molten 

salts (e.g., ionic liquids and eutectic salt mixtures).44 Metal halides are the most commonly used 

molten salts for the synthesis of porous carbon materials due to their good stability, reusability, 

adequate solubility for carbon precursors, and adjustable melting point. For example, a mixture 

of LiCl/KCl has been used to facilitate the pyrolysis of glucose to generate porous carbon at 

high temperature.45 Different components of metal halides can also play an important role in 

the modification of pores.46 

Direct carbonization method overcomes the complications of templating procedures, as it can 

be carried out by direct carbonization of porous carbon-containing materials as precursors, such 

as metal organic frameworks (MOFs).47-49 For example, Seung Jae Yang et al. used highly 

crystalline MOF nanoparticles (IRMOF-1) to synthesize porous carbon (Figure 2.4) with 

hierarchical pore structure and high pore volume up to 4 cm3 g-1.48 During the carbonization 

process, MOF nanoparticles act as sacrificial templates as well as secondary carbon precursors 

to form porous carbon frameworks. As an alternative to the above mentioned activation method 

and templating methods, MOF-derived porous carbons exhibit many advantages, including new 
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porous structures which can be hardly achieved by templating method, high SSA, and simple 

functionalization (by heteroatoms, metals, or metal oxides).50 A disadvantage remains the often 

complicated synthesis and purification of the MOF precursors. Porous carbon with hierarchical 

pore structure can also be synthesized by direct carbonization of polymers. For example, intra- 

and inter- crosslinked polystyrene can be used as to synthesize porous carbon with tunable 

micropores, mesopores and macropores (Figure 2.5).51  

 

Figure 2.4. Synthesis of MOF-derived porous carbon materials with corresponding structural 

changes under heat treatment.48 

 

 

Figure 2.5. Mechanism for the formation of hierarchical porous carbon (HPC) by intra-/inter-

sphere crosslinking of polystyrene chains in nanospheres via a template-free method.51 

2.2.2. Functionalization of porous carbon materials 

Pristine carbon materials usually suffer from limited performance in applications related to 

interphase phenomena, especially in energy storage and conversion. Therefore, they have to be 

functionalized by several methods to obtain porous carbon-based materials with improved 

performance due to tailored interaction with guest species. The main strategies include 

heteroatom-doping, metal-based material-doping, and the combination of both. 

Functionalization by heteroatoms: Generally, heteroatom-doped porous carbon is synthesized 

by mixing carbon precursors with corresponding heteroatom-containing precursors, following 

by the procedures described in section 2.2.1. The major target of such a functionalization is to 

incorporate heteroatoms (e.g., B, N, O, F, S, and P) into the backbone of carbon materials, as 
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attaching organic groups (e.g., amine) on the surface cannot significantly change the original 

properties of carbon materials, while doping heteroatoms into pure carbon frameworks can alter 

their surface properties as well as electronic structure.52 For example, the work function of 

carbon materials is modulated by heteroatom-doping, as it can tune the position of the valence 

band and conduction band.53 In addition, taking the most studied N-doped carbon as an example, 

nitrogen atom doping can introduce Brønsted basicity and thus form Frustrated Lewis pairs 

(FLPs) combined with electrophilic carbon atoms. Structurally, doped nitrogen can lower the 

valence band and increase the electron density at Fermi-level,54 in other words, the 

electrochemical potentials can be modified, and doped carbon becomes more chemically stable 

(Figure 2.6). Such highly oxidation resistant carbon materials are called “noble carbon”, and 

possess excellent performance in numerous applications.55-56 By tuning the doping level of 

nitrogen atoms, different thermodynamically stable phases of doped carbon-based materials can 

be synthesized. For example, well-known C3N4 with high nitrogen content can be excellent 

photocatalysts, while N-doped carbons with lower nitrogen content are potential 

electrocatalyst.57-58 As another “neighbor” of carbon, boron is also an interesting candidate for 

the doping of porous carbon.59 In addition, dual heteroatom co-doping can even modify the 

carbon framework through a more asymmetric structure and charge density distribution to 

provide active sites for catalytic applications. For instance, N and B co-doped carbon exhibits 

desirable performance in the oxygen reduction reaction (ORR).60-61  

 

Figure 2.6. Electrochemical potentials or HOMO/LUMO levels (for semiconductors) for some 

known metals and materials. Note the CN-X is the improved carbon nitride; noble carbon marks 

just one position of a range of possibilities.[55] 

Functionalization by metal-based materials: Porous carbon can also be functionalized by 

introducing metal-based materials on the surface. The carbon structure with high SSA and 
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porosity can be used as a so-called “support”. Metal-functionalized carbon materials have 

shown versatile applications in many areas, such as energy, catalysis, industrial production of 

chemicals, and many others.62-64 Therefore, decorating porous carbon with metal-based 

materials can not only make the best use of both components from different aspects (e.g., 

improving the electronic interaction or mass transfer of reactants and reducing the cost by 

increasing the utilization of metal atoms), but also cover the individual shortages (e.g., 

undesirable stability of metal-based materials and lack of catalytic centers for pure carbon 

materials). In addition, some catalytically active sites, such as the Schottky contacts between 

the metal and carbon or the heterojunctions formed at the interface between the metal oxide and 

carbon, can also form after the functionalization. Confinement of metal nanoparticles into pores 

of porous carbon materials can also be used to slow down the growth and aggregation of metal 

or metal oxides nanoparticles.  

Functionalization by combined heteroatoms and metal-based materials: Porous carbon can 

also be functionalized by both heteroatoms and metal-based materials. As mentioned above, 

heteroatom-doped carbon materials are more resistant against oxidation. After decorating with, 

e.g., metal nanoparticles, the opened band gap can result in a space charge layer between two 

components and improved electron transfer (Figure 2.7).54 As an good example, metal single 

sites supported on the N-doped porous carbon, where metal ions as electrophile are stabilized 

by N atoms as nucleophile, have attracted increasing interests, due to their excellent 

performance in (electro or photo)chemical catalytic applications.65-67 Such combination of 

single ions and/or single atoms with heteroatoms can form FLPs, which usually show desirable 

activation ability toward small molecules (e.g., N2 and CO2).
68-70  

 

Figure 2.7. Typical (a) metal-carbon contact and (b) metal-N-carbon contact.54 

2.3. Brief introduction of NH3 synthesis 

The N2 content in the atmosphere is more than 78%, but it is chemically inert and unusable, as 

living organisms cannot metabolize it from the gas form to synthesize basic building blocks of 

proteins, DNA or any other important compounds.71-72 Therefore, it is desirable to convert N2 

to other chemicals. This process is called N2 fixation. NH3 is the most established product of 
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artificial N2 fixation. With annual worldwide production exceeding 160 million tons, NH3 plays 

an extremely important role in agricultural fertilizers, fuels, as hydrogen carrier and in many 

other fields (Figure 2.8).73-76 The demand for NH3 is continuously increasing with the exploding 

world population and improved living standard.16, 73, 77-78 It was estimated that about 27% of the 

world population is only enabled by the nitrogen fertilizer over the past century, and this value 

was even increased to 48% in 2008.16 NH3-derived bioenergy and biofuel can also reduce the 

use of non-sustainable fossil fuels and contribute to a COx-free energy economy.16 Therefore, 

NH3 synthesis from N2 fixation has been intensively studied by scientists for a long time. There 

are four main types of N2 reduction methods, including Haber-Bosch process, biological 

process, photochemical N2 reduction and electrochemical N2 reduction.   

 

Figure 2.8. Range of applications of chemically fixed nitrogen in the form of ammonia.79  

2.3.1. Haber-Bosch process  

The Haber-Bosch process is for sure one of the most important scientific contributions in the 

last century.80 Since Fritz Haber firstly found that N2 can react with H2 in the presence of Fe-

based catalysts at high temperature and pressure, Carl Bosch then further developed the process 

to  the industrial scale, and both were rewarded for the Nobel Prize in 1931 (Equation 2.9). 

                                     N2+3H2 → 2NH3      (ΔHo = -92.4 KJ mol-1)                          (2.9) 

Considering that this reaction is exothermic, low temperature is more favorable for the position 

of the chemical equilibrium and thus NH3 yields, but it will also slow down the reaction rates 

and largely decrease the industrial efficiency, that it, the space-time yield of NH3 production. 

According to the principle of Le Chatelier, increasing the reaction pressure can improve NH3 

yields, but safety reasons and engineering aspects limit the pressure value that can be applied. 

Typically, the reaction conditions are 400-600 oC and 100-200 bar.79 The Haber-Bosch process 
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has been responsible for 80% of the NH3 production for more than 100 years and the important 

role of this process for humans can also be indicated by the rapid growth of global population 

after the invention of Haber-Bosch process (Figure 2.9).81  

 

Figure 2.9. Global population increase and the nitrogen fertilizer consumption trends. (a) 

Nitrogen is discovered; (b) N is nutrient; (c) Biological fixation; (d) Haber-Bosch process.81 

However, the construction of Haber-Bosch chemical plant requires a large amount of capital 

expenditure, because it is very complicated, has to provide extremely high temperature and 

pressure, and has to be optimized for ammonia production and for the recovery of the energy 

generated by the process.82 In detail, this process is composed of a series of steps with different 

reaction beds containing catalysts (Figure 2.10).83 Firstly, a mixture of CH4 and H2O is 

reformed to produce H2 which passes through the reactor along with N2 gas. Besides, gas 

separator, heater, heater exchanger, and condenser are all needed for the whole process. Finally, 

a mixture of N2, H2 and NH3 is obtained, followed by the condensing step to separate NH3 as 

the final product, while N2 and H2 can be recycled to the reactors. Although the Haber-Bosch 

process has to be carried out under harsh conditions with large amount of fossil fuels 

consumption (more than 1% of the industrial energy consumption) and CO2 emission (1.5 t of 

CO2 per 1 t of NH3) and suffers from a relatively low NH3 yield (conversion rate of 10%-15% 

from N2 per cycle), it is necessary to use it for large-scale NH3 production until another feasible 
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method is developed. Besides the search for alternatives, scientists keep studying this process 

to modify the reaction conditions and find more efficient catalysts.84  

 

Figure 2.10. Energy-flow diagram of the Haber-Bosch process, initially producing H2 to feed 

into a NH3 production reactor. a) Catalyst, 700-1000°C, 3 × 105-2.5 × 105 Pa; b) Catalyst, 800-

900°C; c) Catalyst, 500°C; d) Fe catalyst, 450°C, 3 × 107 Pa.83 

2.3.2. Biological process 

NH3 synthesis in the nature is achieved by biological N2 fixation with the help of nitrogenases 

at the expense of ATP hydrolysis and a reductant. Given that more than 50% of fixed nitrogen 

input for humans is supplied by the biological N2 fixation at ambient temperature and pressure, 

there is a high interest to systematically study the structure of nitrogenases and understand this 

N2 fixation process.85-86 Jodin firstly proposed that microbes can achieve N2 fixation in 1862,87 

and the first extraction of nitrogenase enzymes has been achieved in 1960s.88-89 After that, 

systematic research about nitrogenases has started. There are three main kinds of nitrogenases, 

including Mo nitrogenase, V nitrogenase and Fe nitrogenase.90-92 Taking the most studied Mo 

nitrogenase as an example, the MoFe protein (dinitrogenase or component I) and the Fe protein 

(dinitrogenase reductase or component II) are the two main components.74, 93 During the 

reaction, Fe protein binds to MoFe protein, and electrons transfer from the hydrolysis of ATP 

molecules within Fe protein to the Fe-S cluster, then to the P cluster, and finally to the  MoFe-

cofactor to reduce the N2 molecules to NH3 (Figure 2.11).85 However, this NH3-synthesis 

process is not energy-efficient, as 16 ATP, corresponding to an energy expense of almost 5 eV, 

are consumed to reduce a N2 molecule (Equation 2.10).85 

                  16MgATP + 8𝑒− + 8𝐻++ 𝑁2  → 16𝑀𝑔𝐴𝐷𝑃 + 2𝑁𝐻3 +  𝐻2 + 16𝑃𝑖             (2.10) 
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If nitrogenase is used in vitro for N2 fixation, harsh conditions (e.g., low temperature, a strong 

reducing reagent and an organic solvent) are usually required, which is not suitable for the 

large-scale NH3 synthesis.94-97 However, the deep understanding of nitrogenases structure (Fe-

Mo-S cofactor) and their N2 fixation mechanism gives a good instruction toward the 

development of NRR catalysts and artificial N2 fixation techniques with higher efficiency. 

 

Figure 2.11. Crystal structure of nitrogenase (PDB: 4WZA) from Azotobacter vinelandii 

illustrating the transient association of the Fe protein to the MoFe protein.85  

2.3.3. Photochemical N2 fixation 

To overcome the disadvantages of the Haber-Bosch synthesis and the biological process, 

photochemical N2 fixation at ambient conditions has attracted increasing attention, which uses 

light and water as energy source and reducing reagent, respectively.98-100 During the reaction, 
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light-induced valence band holes can oxidize H2O to form protons, which can react with N2 

together with the conduction band electrons to synthesize NH3 (Equation 2.11):101-102 

                      1/2N2 + 3/2H2O →  NH3 +  3/4O2         (ΔG0 = 339 kJ mol-1)                 (2.11) 

Efficient photocatalysts for N2 fixation require high water oxidation ability and photostability. 

In addition, sacrificial electron donors are also needed, such as alcohols.103-105 Until now, 

different types of inorganic or organic semiconductors have been used in this reaction.106-110 

For example, as one of the most widely used photocatalysts, TiO2 with high density of oxygen 

vacancies (OVs) are known to have good N2 reduction ability. The presence of OVs can result 

in the formation of Ti3+, with lower donor levels than the bottom of conduction band, which 

can effectively trap electrons and then reduce N2 (Figure 2.12).110 Inspired by the biological N2 

fixation, Katherine A. Brown et al. combined a CdS photocatalyst with the MoFe protein. Under 

the excitation of light, electrons from CdS can be transferred to the MoFe protein and reduce 

N2.
94 However, the low photon utilization of photocatalysts and the recombination of electrons 

and holes make it difficult to obtain desirable efficiency for NH3 synthesis.111-113  

 

Figure 2.12. Proposed photocatalytic cycle for N2 fixation on the Rutile TiO2 (110) surface.110 

2.3.4. Electrochemical N2 fixation 

Electrochemical N2 reduction reaction (NRR) by using renewable electricity has also been 

widely studied because it is a CO2-emission free route. In addition, NRR can be performed 
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anywhere with suitable equipment supplied because it is geographically not linked to hydrogen 

production. This “decentral production” does eliminate the necessity to transport produced NH3 

over long distances and also simplifies production on demand. During the reaction, electrons 

flow from the anode to the cathode, and N2 is reduced in the cathodic part, which mimicks the 

two-component configurations in nitrogenases. Date back to history, the first electrochemical 

NRR experiment was carried out by Humphrey Davy in 1807, which is much earlier than the 

development of the Haber-Bosch process.114 Then the reliable quantification of produced NH3 

was achieved by Fichter and Suter in 1922.115  Afterwards, electrochemical N2 fixation under a 

wide range of temperatures (e.g., high-temperature route over 500 oC, intermediate-temperature 

route between 100-500 oC, and low-temperature route below 100 oC), by using different 

reaction cells (e.g., back-to-back cell, H-type cell and single chamber cell) and versatile 

electrocatalysts (e.g., metal, metal oxides and carbon-based materials) or electrolytes (e.g., 

aqueous solution, ionic liquid and molten salt) has been studied (Figure 2.13).20, 114-120 

Especially, the research breakthrough by using transition metal-based catalysts resulted in wide 

interests for electrochemical NRR at the advent of 21st century. Based on those results, it is 

demonstrated that electrochemical N2 reduction with H2O at ambient conditions is the most 

promising alternative technique to the well-established Haber-Bosch process. 

 

Figure 2.13. The four main strategies, electrodes, and electrolyte designs for the 

electrochemical synthesis of NH3 from N2, H2, and H2O, and a source of electricity, preferably 

renewable.118 
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Through much effort from experimental results and DFT calculations, the possible reaction 

process of electrochemical NRR is proposed, which includes three main steps: N2 adsorption, 

N2 activation and N2 hydrogenation. Firstly, like many other heterogeneous catalytic reactions, 

N2 molecules as the reactants, will adsorb on the catalyst surface to initiate the reaction. 

Therefore, catalysts, which can supply enough N2 adsorption sites, are promising for enhanced 

NRR performance. A good example for that is the nanostructured catalysts with large SSA, such 

as the above mentioned porous carbons, which enable large amount of N2 adsorption, can in 

principal improve NRR.121  

Then, the adsorbed N2 molecules should be activated in the activation step, which plays a key 

role in N2 fixation, as N2 molecules usually show inertness due to the high dissociation enthalpy 

of the N-N triple bond and high first bond cleavage energy. Considering their molecular orbitals 

(Figure 2.14),122-123 the first strategy for N2 activation is to enhance the electron donation or 

back-donation effect between the catalyst and N2. For example, different types of vacancies or 

defects are found to be active for N2 activation, such as oxygen vacancies, nitrogen vacancies 

and surface defects on metals, which can enhance the charge transfer between them and 

adsorbed N2.
124-126 Lithium-mediated methods are another way for N2 activation at ambient 

temperature and pressure because lithium can react directly with N2 to form Li3N, and NH3 can 

be formed after hydrolysis of Li3N.127-129 In addition, plasma can also be used to active N2 by 

generating electrons with high energy.130-133  

 

Figure 2.14. (a) Energy levels of N atomic orbitals and their hybridization of N2 molecular 

orbitals.123 (b) Simplified schematic of bonding end-on-bound transition metal N2 

complexes.122 

Finally, N2 hydrogenation can be achieved with the help of protons from water. Taking 

heterogenous electrocatalysts as an example, there are two types of reaction pathways for N2 

hydrogenation: associative and dissociative pathway (Figure 2.15), which can be distinguished 
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by the sequence of N≡N bond breaking.20, 134 In detail, N≡N bond firstly breaks before the 

hydrogenation of N2 in the dissociative mechanism, while it is cleaved with the first release of 

NH3 molecule in the associative mechanism. According to the hydrogenation sequences, the 

associative mechanism can be further divided into the distal pathway and the alternating 

pathway, according to the different hydrogenation processes. In the alternating pathway, two N 

atoms undergo hydrogenation at the same time, and NH3 molecules are released one by one as 

the products. Notably, N2H4 could also be formed in this pathway. On the contrary, the N atom 

not directly bound to the catalyst surface firstly undergoes hydrogenation process and forms 

one NH3 molecule with the break of N≡N bond before the hydrogenation of the other N atom 

near the surface. For another dissociative mechanism, N≡N bond is cleaved firstly to form two 

adsorbed N atoms on the catalyst surface, which then undergo hydrogenation process separately 

to produce two NH3 molecules. Although the possible steps of N2 hydrogenation can be simply 

summed up, the situation is often much more complicated in the practical process. Thus, the 

reaction could only occur at a more negative applied potential, because the high overpotential 

is required for overcoming the energy barriers during the hydrogenation pathways.  

 

Figure 2.15. Possible reaction mechanisms for the NRR to form NH3.
[20] 

Strikingly, some metal nitrides (VN, MoN, etc.) can undergo a different pathway, called Mars-

van Krevelen (MvK) mechanism (Figure 2.16).135-137 In detail, it starts from the hydrogenation 

of an N atom on the catalyst surface and releases the first NH3 molecule to form a nitrogen 
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vacancy, which can bind another nearby N2 molecule to return the catalyst to its original state. 

This mechanism has been verified by using 15N2 isotope labeling experiments and two products 

of 14NH3 and 15NH3 have been found.138 Compared with associative and dissociative 

mechanisms, NH3 formation via MvK mechanism requires relatively smaller overpotentials.139    

 

Figure 2.16. Proposed reaction pathway for nitrogen reduction on the surface of VN0.7O0.45 via 

a Mars-van Krevelen mechanism (right) and the catalyst deactivation mechanism (left). 

Reproduced with permission from reference. 138 

2.4. Main challenges for electrochemical N2 fixation 

Despite the above advantages, there are still many challenges for the electrochemical N2 

fixation with H2O and electricity at ambient conditions that have to be considered and need to 

be overcome. 

2.4.1. Selectivity, activity and stability  

The selectivity of NRR is often too low within aqueous electrolytes due to the strong 

competition from hydrogen evolution reaction (HER), as H2O is used as hydrogenating agent. 

In acidic medium, NRR requires a multiple 6-electron transfer with a redox potential of 0.092 

V versus reversible hydrogen electrode (RHE) (Equation 2.12): 

                                                       𝑁2 + 6𝐻+ + 6𝑒− → 2𝑁𝐻3                                            (2.12) 

As a comparison, there is only a 2-electron transfer for HER with a very similar redox potential 

of 0.0 V versus NHE (Equation 2.13): 

                                                              2𝐻+ + 2𝑒− → 𝐻2                                                   (2.13) 

Notably, those two reactions are both proton-coupled electron transfer (PCET) reactions and 

thus the 2-electron involved HER is more kinetically preferred,140-141 which causes a low 
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Faradaic efficiency (FE) for electrochemical NRR. It can be overcome by using aprotic 

electrolytes, such as ionic liquid, and FE can thus be largely improved.142 Strong competition 

from HER can also cause the formation of N2H2 and N2H4 as byproducts which leads to a 

decrease of the NH3 selectivity (Equations 2.14 and 2.15):143 

                                                    𝑁2 + 2𝐻+ + 2𝑒− → 𝑁2𝐻2                                               (2.14)   

                                                    𝑁2 + 4𝐻+ + 2𝑒− → 𝑁2𝐻4                                               (2.15)   

Besides, considering the extremely strong N≡N bond with high dissociation enthalpy of 962 kJ 

mol-1 and high first bond cleavage energy of 410 kJ mol-1, it is not surprising that N2 molecules 

usually show inertness.144 The first protonation of N2 is also endothermic (ΔH0 = -171 kJ mol-

1), which is the main rate-limiting step. This is the main reason why it remains difficult to obtain 

catalysts with high NRR activity. In addition, linear scale relations and Brønsted-Evans-Polanyi 

relations for different reaction intermediates adsorbed on the catalyst surface are responsible 

for the lower activity. For example, Joseph H. Montoya et al. used DFT calculations to study 

two key intermediates of *N2H and *NH2 (* signifies a active site on the surface) on the surface 

of transitional metals with associative mechanism and found that NH3 synthesis is severely 

limited by the linear scaling between the energetics of them.145 In addition, considering the 

industrial applications, N2 concentration has to be enhanced and some free-standing electrodes 

should also be used. 

Stability is also an important criteria for accessing NRR performance. Good stability means 

that NH3 production can be achieved over a long period of time. For example, NRR activity 

under the electrocatalysis of the above mentioned metal nitrides can decrease with the reaction 

time due to the deactivation of catalysts, as the formed active nitrogen vacancy in the MvK 

pathway is supplemented from another nitrogen atom in the bulk catalysts. 138  

2.4.2. Reaction mechanism 

Understanding the reaction mechanism can provide new perspectives for further targeted 

modification of the catalysts and reaction conditions to improve the NRR performance. 

Although the possible NRR mechanisms have been proposed, largely unexplored territories still 

exist. Some advanced equipment and techniques have been applied for investigating reaction 

intermediates (e.g., surface-enhanced infrared absorption spectroscopy, X-ray absorption 

spectroscopy and Raman), but it is still difficult to get a clear image about the reaction pathway 

for a given catalyst.146 In addition, DFT calculations are also used to provide the most 

reasonable NRR mechanism.147 However, multiple steps involved NRR process put critical 
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challenges on DFT calculations, especially for the determination of active sites. In addition, 

these DFT calculations do usually not take the presence of water and other critical aspects into 

consideration. 

2.5. Outline 

Based on above considerations, reaction kinetics, the interactions between the catalysts and 

intermediates and reaction stability all play important roles in determining NRR performance, 

which can be all tuned by the structures of the applied electrocatalysts. Thus, advanced 

electrocatalysts have to be developed, optimized and employed. Recently, intensive efforts have 

been devoted to the synthesis of NRR catalysts, e.g., metal, metal oxides, metal nitrides and 

non-metal-based materials. Among them, porous carbon-based materials tend to be quite 

promising and attract interests due to their low cost, good durability, high specific surface area 

to provide more active sites, versatile functionalization and controllable hierarchical porosity 

to adjust the optimum gas adsorption and mass transfer ability as well. 55, 148-151 For example, 

Yanming Liu et al. firstly reported N-doped carbon in electrochemical NRR and elucidated that 

pyridinic and pyrrolic N species can promote N2 reduction.121 However, in respect of reaction 

performance, the FE and NH3 production rate under the catalysis of current materials are still 

undesirable, which largely hinders the large-scale implementation of NH3 production. 

Moreover, the relations between the structure of porous carbon-based materials and NRR 

performance as well as the reaction mechanism still remain ambiguous. Therefore, the aim of 

the present dissertation is to rationally design carbon-based NRR electrocatalysts, and to reveal 

a deeper understanding of active sites and reaction mechanism. 

Chapter 3 is reporting the rational design of C-doped TiO2/C (C-TixOy/C) as porous carbon-

based material derived from MIL-125(Ti) metal-organic framework. It can achieve a high FE 

of 17.8 %, which even surpasses most of the established noble metal-based catalysts. On the 

basis of the experimental results and theoretical calculations, the remarkable properties of the 

catalysts can be attributed to the doping of carbon atoms into oxygen vacancies (OVs) and the 

formation of Ti-C bonds in C-TixOy. This binding motive is found to be energetically more 

favorable for N2 activation compared to the non-substituted OVs in TiO2. This work elucidates 

that electrochemical N2 reduction reaction (NRR) performance can be largely improved by 

creating catalytically active centers through rational substitution of anions into metal oxides. 

In Chapter 4, Au single sites are stabilized on N-doped carbon to form metal and heteroatom 

co-doped porous carbon materials. This highly oxidizing (“noble”) carbons catalysts show 

excellent performance in N2 electroreduction. At a potential of -0.2 V vs. reversible hydrogen 
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electrode (RHE), a stable NH3 yield of 2.32 µg h-1 cm-2 is produced at an acceptable Faradaic 

efficiency of 12.3% at 20 oC (17.4% at 60 oC). Besides, there is no notable fluctuation of 

Faradaic efficiency and NH3 yield in 6-cycle test which indicates good stability. The good 

performance can be attributed to the desirable N2 activation ability through positively polarized 

Au single species and negatively polarized N or C atoms. This work opens up new insights to 

improve N2 fixation performance by introducing active single sites into noble carbon catalysts 

for N2 electroreduction. 

Chapter 5 is reporting the synthesis of N and B co-heteroatom-doped porous carbons with large 

specific surface area (SSA) and abundant point defects. The constructed B-N motives combine 

abundant unpaired electrons and FLPs. They result in desirable performance for 

electrochemical N2 reduction reaction (NRR) in absence of any metal co-catalyst. At a potential 

of -0.3 V vs. reversible hydrogen electrode (RHE), a maximum Faradaic efficiency of 15.2% 

with a stable NH3 production rate of 21.3 µg h-1 mg-1 is obtained in NRR. Besides, 

electrooxidation of 5-hydroxymethylfurfural (HMF) has also been studied by using N and B 

co-heteroatom-doped porous carbons. 2,5-furandicarboxylic acid (FDCA) is firstly obtained by 

using non-metal-based electrocatalysts at a conversion of 71% and with yield of 57%. Gas 

adsorption experiments (N2 at 273 and 298 K) elucidate the relationship between the structure 

and the ability of the catalysts to activate the substrate molecules. This work opens up new 

insights for the rational design of non-metal-based catalysts for potential electrocatalytic 

applications and the possible enhancement of their activity by the introduction of FLPs and 

point defects at grain boundaries.  
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3. Enhanced electrocatalytic N2 reduction via partial anion 

substitution in titanium oxide-carbon composites  

As mentioned in section 2.2.2, metal-based materials, such as transitional metal oxides (TMOs), 

modified porous carbon catalysts also attract significant interest due to their widely catalytic 

applications.152-154 TMOs usually exhibit many benefits, e.g., adjustable bonding structure and 

oxidation states, and thus TMO modified porous carbon materials can enhance their interactions 

and are promising to provide more active sites by synergistic effects.155-156 Although some 

MTOs have been proven to be efficient catalysts for electrochemical NRR,157 the experimental 

study of MTO modified porous carbon materials in NRR and more detailed mechanistic 

understanding of their interactions are still needed for guiding the design of new-generation 

NRR electrocatalysts. 

As the second most abundant transition metal in the earth’s crust, Ti-based materials can be 

potential candidates due to their stronger binding towards N-adatoms than to H-adatoms leading 

to better N2 reducing ability.158 Thus, MXenes with a great number of exposed edge sites have 

been used as efficient NRR electrocatalyst.157 In addition, TiO2 has also been studied for their 

application in electrochemical NRR and oxygen vacancies (OVs) are demonstrated to be pivotal 

to N2 activation.134, 159-160  However, achieving a higher FE of these Ti-based materials is still a 

big challenge, which means that the construction of more effective Ti-based active sites is 

highly required. My inspiration for a novel synthesis scheme for Ti-based NRR catalysts is 

coming from the versatile redox chemistry of oxygen-deficient titanium oxides. The wide 

distribution of possible electronic band structures as well as many possible anionic substitutions 

will provide abundant active sites for N2 activation.161  
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Generally, based on the synthetic strategies described in section 2.2.1, MOF precursors are 

promissing candidates to synthesize TMO modifies porous carbon materials, due to their 

relatively simple carbonization procedure. MOF-derived composites have tunable porosity, 

high surface area, controllable functionalization, as well as good conductivity and thus provide 

great potential as electrocatalysts.162-163 To the best of my knowledge, Ti-MOF-derived 

materials have not been used in electrochemical NRR yet. 

Ti8O8(OH)4(BDC)6 (MIL-125(Ti)) (BDC = benzene-1,4-dicarboxylate) (Figure 3.1) has been 

chosen as the MOF precursor and a novel NRR electrocatalyst based on a carbon-doped, oxygen 

deficient titanium oxide/carbon (C-TixOy/C) nanohybrid was prepared via a one-step thermal 

conversion with rich (O-)Ti-C bonds and OVs. Such partial anion substitution leads to excellent 

electrochemical NRR performance with highest FE of 17.8 % and a remarkable NH3 production 

rate of 14.8 µg h-1 mg-1
cat.. The crucial role of carbon substitution in electrochemical NRR is 

proven for the first time by a combination of experimental and density functional theory (DFT) 

results and a new N2 activation mode is thus provided. 

 

Figure 3.1. Structure of MIL-125. 
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3.1. Synthesis and characterization of M-Ts 

MIL-125(Ti) was synthesized according to the literature (see Appendix part for more details) 

(Figure 3.2).164 C-TixOy/C hybrid nanostructures (denoted as M-Ts with T representing the 

pyrolysis temperature) were synthesized by annealing MIL-125(Ti) at 800, 900, 1000 and 

1100 °C for 2 h under Ar atmosphere. Scanning electron microscopy (SEM) images (Figure 

3.3a) and transmission electron microscopy (TEM) (Figure 3.3b-c) of as-obtained M-1000 

reveal that the transformed MOF particles become much looser but retain the polyhedral 

geometry of the former MIL-125(Ti) crystals with an average size of 300 nm and contain some 

smaller nanoparticles with sizes between 3 and 20 nm.  

 

Figure 3.2. (a-b) Representative TEM images, (c) XRD pattern and (d) N2 physisorption 

isotherms (measured at -196 °C) of MIL-125(Ti). 
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Figure 3.3. Representative (a) SEM and (b-c) TEM images of M-1000. 

High-resolution TEM (HRTEM) images show that TiO2 nanoparticles are well-dispersed in an 

amorphous environment with exposed (110) facets (Figure 3.4). TEM images of M-800, M-900 

and M-1100 also exhibit a comparable structure (Figure 3.5).  

 

 

 

 

 

Figure 3.4. HRTEM image of M-1000. The insets are the corresponding HRTEM images of 

the marked square areas. 
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Figure 3.5. TEM images of M-800 (a-b), M-900 (c-d), and M-1100 (e-f). 

 

The X-ray diffraction (XRD) patterns of as-obtained samples (Figure 3.6) indicate that M-800 

are TiO2-containing nanocomposites consisting of tetragonal Rutile (JCPDS No. 21-1276) and 

tetragonal Anatase (JCPDS No. 21-1272).165 For M-900, the diffraction peaks of Anatase 

become much weaker, while only diffraction peaks of Rutile appear in M-1000 and M-1100. 

Notably, because of the carbothermal reduction of TiO2, a small new diffraction peak at 43.5° 

appears in M-1000, which can be attributed to TiC. 166 With further increasing temperature, M-

1100 shows more intense diffraction peaks of TiC, as its content increases at higher temperature 

due to the faster carbothermal reduction. 
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Figure 3.6. XRD patterns of M-Ts. 

Raman spectra of the as-obtained materials (Figure 3.7) all exhibit three main bands centered 

at approximately 249, 413, and 601 cm-1. By comparison of the Raman spectra of TiC, Anatase, 

and Rutile with M-1000 (Figure 3.8), it can also be concluded that Ti-C and Ti-O bonds may 

coexist in M-Ts due to the small Raman shift.167 Besides, two small bands at ~1350 and 1590 

cm-1 are assigned to disordered (D) and graphite (G)-like bands of free carbon.168 It is worth to 

note that the latter bands almost disappear in M-1100, as more free carbon reacts with TiO2 to 

form TiC at higher temperature. 
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Figure 3.7. Raman spectra of M-800, M-900, M-1000 and M-1100. 

 

Figure 3.8. Raman spectra of TiC, Rutile, M-1000, and Anatase. 

The formation process of M-Ts can also be followed by thermogravimetric analysis (TGA) 

(Figure 3.9). The first weight loss step is below 200 oC and could be attributed to the loss of 

adsorbed water and other volatile adsorbed compounds. The decomposition of organic ligands 
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within the MOF to pristine carbon species appears between 200 and 500 oC. The minor weight 

loss between 800 and 1000 °C possibly results from carbothermal reduction of TiO2, that is, 

carbon insertion into TiO2 and carbon oxide formation due to oxygen substitution. Besides, 

TGA under air was carried out to investigate the structures of M-Ts (Figure 3.10). Notably, 

there is an obvious increase in mass within the temperature range between 164 and 316 oC for 

M-1000 and M-1100. This can be ascribed to the oxidation of Ti3+, carbon doped into TiO2 as 

well as the carbon in TiC.169 The higher increase in weight for M-1100 than for M-1000 

indicates the higher carbide content in the former which is in line with the XRD results. In 

addition, the temperature of substitution of carbon shifts to higher values for M-1100 indicating 

the higher thermodynamic barrier for reoxidation in TiC than in C-TixOy. N2 (-196 °C) 

physisorption curves (Figure 3.11) display that M-Ts still have a porous structure with high 

SSA. In contrast to MIL-125(Ti), the hysteresis loops indicate the presence of additional 

mesopores which are beneficial for the accessibility of catalytically active sites and transport of 

N2 and ammonia within the catalysts during NRR. Whereas the sizes of the mesopores seem to 

remain in the same range with increasing pyrolysis temperature, the SSA and microporosities 

decrease significantly from M-1000 to M-1100 due to the increasing formation of TiC and the 

decreasing content of free carbon. 

 

Figure 3.9. TGA analysis of MIL-125(Ti) under Ar atmosphere with a heating rate of 10 oC 

min-1.  
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Figure 3.10. TGA analysis under synthetic air with a heating rate of 10 oC min-1 of M-800, M-

900, M-1000 and M-1100. 

 

 

 

Figure 3.11. N2 physisorption isotherms (measured at -196 °C) of M-800, M-900, M-1000 and 

M-1100.  
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X-ray photoelectron spectroscopy (XPS) measurements were further performed to investigate 

the binding states of the elements present in the hybrid materials (Figure 3.12). The significant 

peak broadening of C 1s in M-1000 could be attributed to the presence of negatively polarized 

carbon atoms substituting oxygen in the anionic lattice of Rutile (Figure 3.13).170
 This 

broadening is not observed anymore in M-1100 but instead a new peak centered at 281.7 eV 

appears due to the existence of carbidic carbon in TiC with rather covalent character.171 High-

resolution C 1s spectra of M-800, M-900 and M-1000 are mainly composed of four 

characteristic peaks (Figure 3.14), corresponding to the C-C, C-O, C=O, and O-Ti-C structures, 

respectively.172-173 Besides the above four peaks, a new characteristic peak assigned to Ti-C 

appears in M-1100.171  

 

Figure 3.12. XPS survey spectra of (a) M-800, (b) M-900, (c) M-1000 and (d) M-1100.  
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Figure 3.13. XPS spectra of C 1s for M-800, M-900, M-1000 and M-1100. 

 

Figure 3.14. High resolution C 1s XPS spectra and corresponding fitting curves of (a) M-800, 

(b) M-900, (c) M-1000 and (d) M-1100.  
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Similarly, XPS spectra of Ti 2p (Figure 3.15) also show a significant peak broadening for M-

1000 due to an increasing portion of Ti atoms bonded to carbon instead of the more 

electronegative oxide anions. This indicates that the content of such “weakly anionic” carbon 

species is the highest in M-1000. Besides, M-1100 shows a new peak centered at 455.2 eV, 

which can again be attributed to the presence of oxygen-free TiC.171 The same peak broadening 

effect along with a minor binding energy shift is also seen in the XPS spectra of O 1s (Figure 

3.16). 

 

Figure 3.15. XPS spectra of Ti 2p for TiO2, M-800, M-900, M-1000 and M-1100.  

 

Figure 3.16. XPS spectra of O 1s for TiO2, M-800, M-900, M-1000 and M-1100.  
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Furthermore, the structure and reactivity of paramagnetic species were characterized at atomic 

level by electron paramagnetic resonance (EPR), which shows similar signals for M-800, M-

900, M-1000 and M-1100 (g factors of 2.0038, 2.0040, 2.0043 and 2.0050, respectively) in EPR 

spectra (Figure 3.17). They are not resolved and essentially indicate an isotropic line shape, 

which is in line with Ti3+ centers being possibly present in C-TixOy.
174 The EPR intensity 

increases from M-800 to M-1100 revealing that treatment at higher temperature can induce 

higher concentration of OVs in the M-Ts. 

 

Figure 3.17. EPR spectra of Ti 2p for TiO2, M-800, M-900, M-1000 and M-1100.  

Based on the above analysis, the formation of the M-Ts nanocomposites could thus be 

understood as follows: Ti in MIL-125(Ti) reacts with the nearby oxygen and aggregates into 

stable TiO2 nanoparticles. Meanwhile, the organic ligands also undergo pyrolysis under high 

temperature to obtain pristine porous carbon, which can substitute the oxygen in TiO2 to form 

OVs. Formed OVs can be further occupied by other carbon atoms. At a temperature above 

1000 °C, not only partial anion substitution takes place but then TiO2 can be completely 

converted to TiC according to Equation 3.1:  

                                                   𝑇𝑖𝑂2 + 3𝐶 → 𝑇𝑖𝐶 + 2𝐶𝑂                                                   (3.1)  

Besides, as the amount of OVs increases with higher temperature, the amount of C-TixOy also 

increases from T-800 to M-1000. Although TiC starts forming at 1000 oC, the amount is quite 

low as XPS results show. When the temperature is increased to 1100 oC, the free carbon is fully 
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consumed, thus transfer of carbon atoms to OVs is inhibited even though more OVs may form 

at such high temperature.  

For comparison, the gas flow during pyrolysis was changed from Ar to N2 and the 

corresponding samples with nearly similar pore structure (Figure 3.18a) are denoted as M-Ts-

N2. As shown in the XRD patterns, the diffraction peaks of TiN appear in M-900-N2 and M-

1000-N2 (Figure 3.18b). Furthermore, elemental analysis (Table 3.1) also indicates a significant 

content of N in as-obtained M-Ts-N2, and the amount of N increases with the increase of 

temperature. As there is no N present in the MOF precursor and M-Ts synthesized under argon 

atmosphere, the N2 gas obviously participates in the calcination reaction of MOF precursor.  

 

Figure 3.18. (a) XRD patterns and (b) N2 physisorption isotherms (measured at -196 °C) of 

M-800-N2, M-900-N2 and M-1000-N2. 

Table 3.1. Elemental analysis of M-Ts and M-Ts-N2. 

Sample C (at.%) N (at.%)  

M-800 26.44 0.48 

M-900 25.26 0.61 

M-1000 23.58 0.71 

M-1100 20.13 0.77 

M-800-N2 30.60 1.31 

M-900-N2 25.91 4.84 

M-1000-N2 20.71 7.78 

TiC  19.84 0.15 
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3.2. Experimental studies of NRR active sites in M-Ts 

The idea to use this material for electrochemical NRR is motivated by this versatile chemistry 

of the anion-substituted titanium oxides and the possible high affinity of the M-Ts towards N2. 

The catalytic performance in the electrochemical NRR was firstly tested for M-1000 by using 

a H-cell with three-electrode system. As shown in the linear sweep voltammetry (LSV) curves 

in Ar and N2-saturated 0.1 M LiClO4 aqueous solution, there is an obvious intense response in 

current densities under N2 (Figure 3.19a). Chronoamperometry tests (Figure 3.19b) were also 

carried out to calculate NH3 yields and corresponding FEs, based on NH4
+ calibration curves 

(Figure 3.20). The maximum FE of 17.8% with a remarkable production rate of 14.8 µg h-1 mg-

1
cat. for NH3 is achieved at -0.4 V vs. RHE (Figure 3.21).  

 

Figure 3.19. (a) LSV curves in N2-and Ar-saturated aqueous solution of 0.1 M LiClO4 under 

ambient conditions. (b) Chronoamperometry results of M-1000 at different potentials under N2-

saturated solution. 
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Figure 3.20. (a) UV-Vis spectroscopy curves of different ammonium chloride solutions with 

known concentration by using indophenol blue method, and the absorbance at 655 nm is 

referred to the concentration of NH4
+. (b) The corresponding linear calibration curve used for 

calculating the NH3 production by indophenol blue method. (c) UV-Vis spectroscopy curves of 

different ammonium chloride solutions with known concentration by using Nessler’s method, 

and the absorbance at 420 nm is referred to the concentration of NH4
+. (d) The corresponding 

linear calibration curve used for estimating NH3 production by Nessler’s method. 
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Figure 3.21. FE and NH3 production rate of the M-1000 electrode at each given potential. 

Besides, no N2H4 is detected as potential product as there is no obvious colour change before 

and after electrolysis when adding N2H4 colour reagent (Figure 3.22a). UV-Vis spectra also 

confirm that no N2H4 is produced independent of the applied potential (Figure 3.22b). At more 

negative potentials, FE and NH3 production rate are both cast into shade due to the strong 

competition with HER, which is indicated by the largely increased FE and H2 production rate 

(Figure 3.23).175 As shown in the UV-Vis spectra (Figure 3.24a) and optical images (Figure 

3.24b), NH4
+ cannot be detected under different control experiments. Meanwhile, there is no 

NH3 produced in Ar-saturated electrolyte at all given potentials (Figure 3.25).  

 

Figure 3.22. (a) Optical image of the N2-saturated 0.1 M LiClO4 electrolyte detected using 

N2H4 color reagent before and after NRR test for 10000 s on the M-1000 electrode at -0.4 V vs. 

RHE. (b) UV-Vis absorption spectra of the N2-saturated 0.1 M LiClO4 electrolyte with N2H4 

color reagent after electrocatalytic test at different given potentials for 10000 s. 
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Figure 3.23. FE and rate of H2 production of M-1000 at different applied potentials.  

 

 

 

 

Figure 3.24. (a) Optical image and (b) UV-Vis spectra of the N2-saturated 0.1 M LiClO4 

electrolyte detected using indophenol indicator under no treatment, open circuit, NRR test on 

pure carbon paper for 10000 s at -0.4 V vs. RHE and NRR test on the M-1000 electrode for 

10000 s at -0.4 V vs. RHE. 

 



3. Enhanced electrocatalytic N2 reduction via partial anion substitution in titanium oxide-

carbon composites 

51 

 

 

Figure 3.25. UV-Vis absorption spectra of the Ar-saturated 0.1 M LiClO4 electrolyte with 

indophenol indicator after electrolysis on the M-1000 electrode at different potentials for 10000 

s. 

In addition, a 15N isotopic labelling experiment has been performed to verify the nitrogen source 

of the produced NH3 (Figure 3.26). The 1H nuclear magnetic resonance (1H NMR) spectra of 

standard samples show a triplet coupling for 14NH4
+ and a double coupling for 15NH4

+. The use 

of 14N2 and 15N2 as the feeding gas yields 14NH4
+ and 15NH4

+, respectively. Based on these 

NMR results, it is verified that the detected NH3 is exclusively produced from the reduction of 

the introduced N2 and possible formation of NH3 from possible traces of nitrogen present in M-

1000 can be ruled out. In addition, based on the rigorous protocol for NH3 synthesis,[28] a control 

experiment has been performed by using 15N2 and 14N2 feeding gases separately and carrying 

out the chronoamperometry tests under the same conditions. The results show nearly the same 

FE and NH3 production rate according to calibration curve of the 1H NMR signal for standard 

15NH4
+ solutions, which also excludes the possible presence of impurities from 15N2 gas (Figure 

3.27).  
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Figure 3.26. 1H NMR spectra of standard 15NH4
+, 14NH4

+, and the sample by using 14N2 and 

15N2 as the feeding gas yields, respectively. 
 

 

Figure 3.27. (a) 1H NMR spectra of the standard solutions of 15NH4
+ (y=0.479x+0.019). (b) 

The comparison of FE and NH3 production rate under -0.4 V vs. RHE by using 14N2 and 15N2 

as the feeding gas, respectively. 

In the recycling test (Figure 3.28a), no obvious fluctuation arises in the FE and NH3 production 

rate (Figure 3.28b), demonstrating the good stability of M-1000 during the NRR, which is also 

confirmed by continuous production of NH3 during the long-term chronoamperometry test 

(Figure 3.29). TEM images acquired after the test demonstrate the structural stability of the 

catalysts (Figure 3.30). 
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Figure 3.28. (a) Chronoamperometry test and (b) the corresponding FE and NH3 production 

rate during the recycling test under the potential of -0.4 V vs. RHE.  

 

 

Figure 3.29. (a) Chronoamperometry test for M-1000 electrode at the potential of -0.4 V vs. 

RHE for over 10 h. (b) The curve of NH3 production vs. reaction time on the M-1000 electrode 

at a potential of -0.4 V vs. RHE. 
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Figure 3.30. TEM images of the M-1000 catalyst after chronoamperometry test at the potential 

of -0.4 V vs. RHE for over 10 h. 

To conclude on the influence of oxygen substitution by carbon in the anion lattice of TiO2, the 

NRR performance of M-800 and M-900 is also tested. At the potential of -0.4 V vs. RHE, FE 

and NH3 production rate of M-800 and M-900 lag far behind M-1000 (Figure 3.31) but with a 

stronger HER (Figure 3.32). For M-1100, both FE and NH3 production rate go down again. 

Further considering the different content of doped carbon in M-Ts, it can be suspected that the 

formed (O-)Ti-C bonds in C-TixOy are the most favourable active sites for N2 fixation. Based 

on previously published results, OVs in C-TixOy could also act active sites.134, 159-160 However, 

comparison of the NRR performance of M-Ts reveals that (O-)Ti-C bonds may play a more 

important role in NRR than non-substituted OVs and Ti-C bonds as present in crystalline 

titanium carbide. The amount of OVs and Ti-C bonds in M-1100 is much higher as compared 

to M-1000 but this material has inferior NRR performance. Besides, NRR performance was 

tested by using commercial TiO2 catalysts without any carbon doping, which show bad NRR 

performance. The same result was also observed in commercial TiC catalysts. Although there 

are enough Ti-C bonds present, they are not as active as (O-)Ti-C bonds in C-doped TixOy, 

where C atoms replace OVs.  
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Figure 3.31. FE and NH3 production rate of TiO2, TiC, M-800, M-900, M-1000, and M-1100 

catalysts. 

 

Figure 3.32. The FE and production rate of H2 for M-Ts at -0.4 V vs. RHE. 

The electrochemical active surface area (ECSA) of M-1000 in 0.1 M N2-saturated LiClO4 is 

larger than those of M-800, M-900 and M-1100. This clearly confirms that the more available 

active sites are present in M-1000 (Figure 3.33 and 3.34). It should be noticed that these 

measurements can only provide a relative comparison between the samples and can not give 

direct evidence about the chemistry of the active sites but relative comparison shows that the 

highest ECSA is present in M-1000 that has the highest density of (O-)Ti-C binding motives. 

Besides, a N2 adsorption test under different temperatures (Figure 3.35a and b) was conducted 
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to investigate the N2 affinity of as-obtained M-Ts by calculating the heat of adsorption (Qst) of 

N2 (Figure 3.35c), which shows that M-1000 has the strongest N2 affinity and thus better N2 

activation ability.  

 

Figure 3.33. Cyclic voltammograms in the double layer region at scan rate of 60, 40, 30, 20 

mV/s (along the arrow direction) of (a) M-800, (b) M-900, (c) M-1000, and (d) M-1100.  
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Figure 3.34. Current density as a function of scan rate for M-Ts catalysts.  

 

 

 

 

 

Figure 3.35. N2 adsorption isotherms measured at (a) 298 K (room temperature) and (b) 273 K 

(ice-water bath) of M-800, M-900, M-1000 and M-1100. (c) Heat of N2 adsorption for M-800, 

M-900, M-1000 and M-1100. 
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In contrast to the M-Ts materials, the N species in M-Ts-N2 are electrochemically unstable, as 

NH3 can also be detected without N2 as feeding gas after the chronoamperometry test (Figure 

3.36).  

 

 

 

 

 

 

 

Figure 3.36. FE of M-800-N2, M-900-N2 and M-1000-N2 catalysts under N2 and Ar saturated 

electrolyte solution, respectively. 

In order to further demonstrate that (O-)Ti-C bonds present in TixOy are the active sites in M-

1000, commercial TiO2 is mixed with the MOF linker Terephthalic acid (H2BDC) and reduced 

under the same conditions as M-1000 (sample denoted as C-treated TiO2). In this way, a 

comparable structure to M-1100 consisting of carbon-doped Rutile and TiC was fabricated with 

the small nanoparticles embedded into the carbon (Figure 3.37). The NRR performance of C- 

reduced TiO2 is dramatically improved to the decent FE of 8% after carbon doping (Figure 

3.38). This further indicates that C doping and (O-)Ti-C bond formation in TiO2 are crucial for 

the N2 activation. The apparently higher crystalline TiC content in C-treated TiO2 and its lower 

SSA are likely responsible for the lower FE in comparison to M-1000. As a comparison, TiO2 

was also treated under the same conditions in absence of H2BDC. The resulting material 

exhibited a much worse NRR performance (Figure 3.38). Therefore, the enhanced performance 

of C-treated TiO2 in NRR also demonstrates that this anion substitution is applicable and 

universal for constructing efficient NRR electrocatalysts. 
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Figure 3.37. (a) XRD pattern, (b) N2 physisorption isotherm (measured at -196 °C), and TEM 

image of C-treated TiO2. 

 

 

Figure 3.38. FE comparison of M-1000, C-treated TiO2, non-C-treated TiO2 and TiO2. 

3.3. Mechanism studies through DFT calculations (in collaboration with Dr. 

Yun Zhao and Dr Haijun Jiao) 

To gain deep insights into the origin of the enhanced NRR performance of M-1000 catalyst and 

to highlight the role of carbon doping in NRR, density functional theory (DFT) calculations 

were carried out to investigate the mechanism of N2 fixation on the C-doped TiO2 (110) surface 

(C-TixOy) compared with non-doped OVs enriched TiO2 (OVs-TiO2). The computational 

methods and rationalized surface models (Figure 3.39 and Figure 3.40) as well as the optimized 

surface intermediates and their energies are given, respectively (Figure 3.41 and Figure 3.42).  
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Figure 3.39. Side views of the Rutile TiO2 (110) surface.  

 

 

 

 

 

Figure 3.40. Side views of the optimized structures: (a) C doped O3c of TiO2 (110); (b) 

hydrogen saturated C-TixOy (110) (H at O2c); (c) defect TiO2 (110) with O2c vacancy and (d) 

hydrogen saturated OVs-TiO2 (110) (H at O2c).  
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Figure 3.41. Free-energy diagram (298.15 K) for NRR on C-TixOy (110) surface and the 

optimized structures of different intermediates (red solid line for the more favored route and 

blue dotted line for the less favored route). 
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Figure 3.42. Free-energy diagram (298.15 K) for NRR on OVs-TiO2 (110) surface and the 

optimized structures of different intermediates (gray solid line for the more favored route and 

cyan dotted line for the less favored route). 

According to the typical NRR distal pathway and the corresponding free energy diagram 

through the distal mechanisms of NRR on C-TixOy surface (Figure 3.43), N2 is firstly adsorbed 

on the carbon site with an energy gain of -0.06 eV. It is also found that charge density difference 

between N2 and C on the defect in C-TixOy is larger than that between N2 and OVs in OVs-

TiO2 (Figure 3.44). This clearly indicates that the doped carbon sites can more strongly activate 

N2 and serve active sites for NRR. The key step of the first hydrogenation of C*N2 to C*NNH 

is endergonic by 0.64 eV; and the N-N distance is elongated from 1.17 Å to 1.25 Å during this 

process. The subsequent formation of C*NNH2 from C*NNH hydrogenation is exergonic by 

0.49 eV. Similarly, this step is also accompanied by the elongation of the N-N distance from 

1.25 Å to 1.36 Å. The next step, which involves the N-N dissociation as well the formation of 

surface N* and the first NH3 gas molecule, is exergonic by 1.47 eV. The subsequent stepwise 
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hydrogenation of surface C*N to surface C*NH and C*NH2 as well the formation of the second 

NH3 gas molecule is endergonic by 0.41, 0.01, and 0.26 eV, respectively. 

 

Figure 3.43. Free energy diagram (298.15 K) for NRR on C-TixOy (110) (red) and OVs-TiO2 

(110) (gray) (solid line for the more favored route and dotted line for the less favored route on 

the corresponding surface). 

 

Figure 3.44. 3D isosurface of charge density difference of N2 adsorption on (a) C-TixOy(110) 

and (b) OVs-TiO2, according to the equation Δρ=ρ(N2/surface) - ρ(surface) - ρ(N2), the isovalue 

is 0.01 ǀeǀ/Å3 (cyan stands for electron depletion and yellow for electron accumulation). 

On the non-doped OVs-TiO2,
 a similar reaction path is found (Figure 3.42 and Figure 3.43). 

After the adsorption of N2 on the surface (-0.03 eV), the formation of surface *NNH is 

endergonic by 1.00 eV, while the formation of surface *NNH2 as well as *N and NH3 gas 

molecule is exergonic by 0.16 and 0.56 eV, respectively. The subsequent hydrogenation of 

surface *N to surface *NH and *NH2 is exergonic by 0.82 and 0.96 eV, respectively, while the 

formation of gas NH3 molecule is endergonic by 0.83 eV.  
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It is also worth to note that the *NHN, *NHNH and *NHNH2 surface species have higher 

energy and are thus less stable than the corresponding *NNH, *NNH2 and *N+NH3 (g) 

intermediates (Figure 3.41), indicating that the formation of diazene (HN=NH) and hydrazine 

(H2N-NH2) is not favored thermodynamically which is in full agreement with the experimental 

observations. 

Further comparison of the above reaction free energies on C-TixOy and OVs-TiO2 demonstrates 

that the first step of N-H* formation is the potential-determining step in the electrochemical 

NRR; and most importantly C-TixOy is more active than OVs-TiO2 (0.64 vs. 1.00 eV). 

Therefore, this advantageous low energy barrier on C-TixOy can significantly enhance the 

electrocatalytic activity for the NRR, which is in agreement with the experimental results.  

In conclusion, a novel mode for activation of N2 by the carbon-doped sites in the anion lattice 

of Rutile has been presented. An efficient NRR catalyst of C-TixOy/C nanocomposite has been 

developed via simple pyrolysis of MIL-125(Ti). The density of covalent Ti-C bonds originating 

from carbon atoms and OVs (which can both be active sites for NRR) can be regulated by the 

synthesis temperature. By comparing the NRR performance of M-Ts and by carrying out DFT 

calculations, it is found that the existence of (O-)Ti-C bonds in C-doped TixOy can largely 

improve the ability to activate and reduce N2 as compared to unoccupied OVs in TiO2. Given 

by the development of nanotechnology, the strategy of rationally dope heteroatoms into the 

anion lattice of transition metal oxides to create active centers may open many new 

opportunities beyond the use of noble metal-based catalysts for other reactions that require the 

activation of small molecules as well.  
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4. Single-site gold catalysts on hierarchical N-doped porous noble 

carbon for enhanced electrochemical reduction of nitrogen 

Based on previous reports, Au is considered as one of the most effective catalysts for NRR due 

to its high affinity and ability to activate N2 as well as its generally low tendency of hydrogen 

formation.176-179 Considering practical applications for low cost and as much as exposed active 

sites per unit mass of the catalysts, it is desirable to minimize the utilization of metal and create 

single active sites. Single site catalysts are also potential to further improve the NRR 

performance because of their theoretically perfect atom utilization for N2 adsorption and 

activation.180-182 However, such single sites require a suitable substrate on which they can be 

stabilized. N-doped porous carbons (NDPCs) are a particularly attractive substrate for the 

formation of single sites due to their high surface area, high porosity, and abundant N species 

which provide large possibilities to anchor and stabilize single sites.183-185 In contrast to 

heteroatom-free porous carbons, NDPCs stand out due to their “noble” character (i.e, they can 

oxidize material rather than being oxidized) and can thus stabilize single metal sites even at 

high loadings. On the other hand, such highly polarizable porous supports can improve the N2 

adsorption and mass transfer as well.186 Especially in the presence of additional single metal 

Lewis acidic ions, electron-rich nitrogen and/or carbon atoms within noble carbons can act as 

Lewis basic sites, leading to FLPs and potentially strong activation of N2 molecules by their 

strong electronic polarization. 

To the best of my knowledge, the experimental investigation of single sites fixed at NDPCs 

supports in electrochemical NRR has not been reported yet. Here, a novel catalyst composed of 

Au single sites supported on N-doped carbons (denoted as AuSAs-NDPCs), which is 

characterized by a charming and stable NRR performance at comparably high NH3 production 

rate is reported. 
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4.1. Synthesis and characterization of AuSAs-NDPCs 

NDPCs were first synthesized by a template-assisted method. In a typical synthesis, 

hexaazatriphenylene-hexacarbonitrile (HAT) was coated on SiO2 nanospheres (Figure 4.1) by 

dispersing both in a mixture of acetonitrile and water. The light yellow solid was then collected 

by centrifugation after stirring at room temperature for 6 h. Condensation of HAT under N2 

flow at 900 °C and subsequent wet-chemical silica removal resulted in hollow, foam like 

catalytic frames with ultrathin N-doped carbon walls and good accessibility of all potential 

catalytic sites (Figure 4.2).  

 

Figure 4.1. Representative SEM images of SiO2 nanospheres. 

 

 

Figure 4.2. Representative TEM images of NDPCs. 
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The homogeneous distribution of carbon and nitrogen is demonstrated by the energy-dispersive 

X-ray spectroscopy (EDX) mapping (Figure 4.3). A N content of 9.2 wt.% is determined by 

elemental analysis. X-ray diffraction (XRD) patterns (Figure 4.4a) exhibit only two broad 

carbon peaks at 26° (002) and 44° (101), which demonstrates the high purity and amorphous 

phase of the as-obtained HAT-carbon which is in agreement with a recent study.187 N2 

physisorption experiments show a specific surface area (SSA) of around 979 m2 g-1 (Figure 

4.4b). The total pore volume is 0.66 cm3 g-1. The shape of the isotherm with significant N2 

uptakes at low and high relative pressure clearly show the hierarchical character of the NDPCs 

including narrow micropores from tectonically controlled HAT condensation and larger pores 

from the silica template spheres. All the above mentioned of NDPCs provides innate advantages 

for the further coating of single sites and electrocatalysis.  

 

Figure 4.3. (a) SEM image and (b-d) EDX mapping images of NDPCs. 
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Figure 4.4. (a) XRD patterns and (b) N2 physisorption isotherms (measured at -196 °C) of 

NPPCs and AuSAs-NDPCs. 

AuSAs-NDPCs were synthesized by a simple impregnation method.188 As-prepared NDPCs 

were mixed with a HAuCl4 aqueous solution under continuous stirring for 7 h followed by 

subsequent annealing at 250 °C for 1 h under reductive Ar/H2 (with 5 % of H2 content) 

atmosphere. The morphology of AuSAs-NDPCs was characterized by high-angle annular dark-

field scanning transmission electron microscopy (HAADF-STEM). As-obtained catalysts still 

show the open spherical porous structure of the initial NDPCs (Figure 4.5a), but no obvious Au 

nanoparticles or clusters can be observed (Figure 4.5b-c). Moreover, according to the high 

magnification STEM images (Figure 4.5d), isolated bright dots (Au single sites) are well-

dispersed on the surface of NDPCs (Figure 4.6 for more details).  
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Figure 4.5. (a) Representative TEM image of AuSAs-NDPCs. (b) Aberration-corrected STEM 

image in bright field mode. (c) Aberration-corrected STEM image in dark field mode. (d) High 

magnification HAADF-STEM image, showing that only Au single species are present. 

 

 

Figure 4.6. HAADF-STEM images of AuSAs-NDPCs catalysts in different areas. The high 

magnification images clearly reveal the presence of isolated single sites (indicated by the white 

dots). 
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The actual mass percentage of Au in AuSAs-NDPCs is 0.205 wt.%, which has been detected 

by inductively coupled plasma-atomic emission spectrometry (Table 4.1). In addition, the 

absence of crystalline Au is confirmed by the XRD patterns (Figure 4.4a), while the SSA of the 

NDPCs remains almost unchanged after Au decorating (Figure 4.4b). When the Au mass 

loading was increased to 0.713 wt.% (Table 4.1), Au nanoparticles with the size of around 10-

20 nm emerged (Figure 4.7a). Their presence can be further confirmed by the presence of a 

diffraction peak corresponding to metallic Au (111) after reduction (Figure 4.7b).  

Table 4.1. Au loadings determined by ICP-AES. 

 
AuSAs-NDPCs AuNPs-NDPCs AuNPs-STCs 

Actual (wt.%) 0.205 0.713 0.196 

 

 

Figure 4.7. (a) Representative TEM images and (b) XRD pattern of AuNPs-NDPCs. 

X-ray photoelectron spectroscopy (XPS) measurements of Au 4f in AuSAs-NDPCs (Figure 

4.8) demonstrate the existence of Au species with a binding energy of electrons higher than in 

the metallic Au particles of AuNPs-NDPCs.180 That means that noble NDPCs are stronger 

electron acceptors than Au atoms. i.e., they do indeed have a higher standard electrode potential 

than Au. It is imagined that the Au may not be fully ionized but that the electron density on 

these single sites is still lower than on an Au atom but higher than on an Au ion due to electron 

transfer from the Au “cation” to the support “anion”.  
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Figure 4.8. XPS spectra of Au 4f obtained from AuSAs-NDPCs and AuNPs-NDPCs. 

Deconvolution of the C 1s line scans (Figure 4.9a) reveals the presence of graphitic C-C carbons 

at ~284 eV, sp2-hybridized carbons bounded to N atoms at ~286 eV, and oxidized carbon atoms 

at ~290 eV, with the binding energy all shift to slightly higher values in presence of single Au 

sites, as compared with NDPCs. Considering the low over-all Au content, this shift is 

remarkable. The same phenomenon is also observed in N 1s spectra (Figure 4.9b), which can 

be assigned to cyano- (~398 eV), pyrazine groups (~399 eV), quaternary N atoms (~400–401 

eV) and oxidized N atoms (~402–403 eV).189 Thus, the lower electron density of the C and N 

atoms in AuSAs-NDPCs indicate the strong electronic interaction of Au atoms with C and N 

atoms.190  

 

Figure 4.9. XPS spectra of (a) C 1s and (b) N 1s obtained from AuSAs-NDPCs and NDPCs.  
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To further confirm the importance of heteroatom-sites, nitrogen-free salt-templated carbons 

(STCs) with SSA of 1130 m2 g-1 (Figure 4.10a) were used as reference supports instead of N-

doped carbons. Unlike in NDPCs, obvious XRD patterns of Au appeared (Figure 4.10b) at 

almost similar Au loading (the actual loading) as in AuSAs-NDPCs (Table 4.1), in line with 

TEM results (Figure 4.10c). Based on these results, the combination of large surface area and 

abundant accessible N species are crucial for the deposition and stabilization of Au single sites 

on the carbon supports. 

 

Figure 4.10. (a) N2 physisorption isotherms (measured at -196 oC) of STCs. (b) XRD pattern 

and (c) TEM images of AuNPs-STCs. 

4.2. Influence of Au single sites on the NRR performance  

In view of the unique structure of AuSAs-NDPC, its NRR performance has been investigated 

by using a two-compartment cell with three-electrode system. AuSAs-NDPCs catalysts were 

first coated on carbon paper as a working electrode. Linear sweep voltammetry (LSV) tests 

were performed in Ar and N2-saturated 0.1 M HCl aqueous solution (pH=1). The LSV curve in 

N2 clearly differs from that in Ar (Figure 4.11), which means that there is a significant response 

of the AuSAs-NDPCs electrode to the presence of dissolved N2.  
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Figure 4.11. LSV curves of the AuSAs-NDPCs electrode in an N2-saturated (black line) and 

Ar-saturated (red line) aqueous solution of 0.1 M HCl under ambient conditions. 

Furthermore, controlled electrolyses (Figure 4.12a) were performed under different given 

potentials for 2 h to quantify the product concentration. NH3 yields and corresponding Faradaic 

efficiencies have been calculated (Figure 4.12b) by UV-Vis spectroscopy after recording NH4
+ 

calibration curves (Figure 4.13). An ammonia production rate of 2.32 µg h-1 cm-2 with the 

maximum Faradaic efficiency of 12.3% for NH3 was achieved at -0.2 V vs. RHE, as shown in 

the corresponding optical image by an obvious colour change before and after electrolysis 

(Figure 4.14). Regarding the very low local concentration of N2 caused by its low solubility in 

water (which could even cause this reaction to be in a diffusion controlled mode), these Faradaic 

efficiencies and NH3 yield are remarkable. With the increase of negative potential, Faradaic 

efficiency and NH3 yield largely decreased due to the predominance of HER, which was also 

demonstrated by the sharply increasing current densities in LSV curves.191 
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Figure 4.12. (a) Chronoamperometry results of the AuSAs-NDPCs electrode at different given 

potentials. (b) Faradaic efficiency (red) and production rate of NH3 at the corresponding 

potentials. 

 

 

 

Figure 4.13. (a) UV-Vis spectroscopy curves of different ammonium chloride solutions with 

known concentration by suing indophenol blue method, and the absorbance at 655 nm was 

referred to the concentration of NH4
+. (b) The corresponding calibration curve used for 

estimating as-obtained NH3 by NH4
+ ion concentration., and the fitting curve exhibits good 

linear relation (y = 0.305x + 0.013, R2 = 0.999) of three times independent calibration curves.  
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Figure 4.14. Optical image of the 0.1 M HCl electrolytes detected using indophenol indicator 

before and after a 2 h NRR test on the AuSAs-NDPCs electrode at -0.2 V vs. RHE. 

Besides, there is no NH3 produced from Ar-saturated electrolyte from -0.1 V to -0.6 V vs. RHE 

(Figure 4.15), indicating NH3 formation solely from N2 dissolved into the electrolyte and not 

from the nitrogen atoms bonded in the AuSAs-NDPCs electrode. NRR under different 

temperatures was also conducted at -0.2 V vs. RHE (Figure 4.16a). Faradaic efficiency and NH3 

yield both increase with increasing reaction temperature (Figure 4.16b) due to higher reaction 

rate according to the Arrhenius equation.192  
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Figure 4.15. UV-Vis absorption spectra of the Ar-saturated 0.1 M HCl solution with 

indophenol indicator after electrolysis on the AuSAs-NDPCs electrode at different potentials 

for 2 h. 

 

 

 

 

Figure 4.16. (a) Chronoamperometry results and (b) Faradaic efficiency and NH3 yield plotted 

against temperature of the electrocatalytic test at -0.2 V vs. RHE of AuSAs-NDPCs catalysts in 

the temperature range from 0 oC to 60 oC.  
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Besides the good activity, stability is also really important to value an electrocatalyst. After a 

recycling test for 6 times (Figure 4.17a), there is no obvious decrease of Faradaic efficiency 

and NH3 yield for AuSAs-NDPCs (Figure 4.17b). Chronoamperometry test at -0.2 V vs. RHE 

for 50000 seconds and the LSV curve after it show no obvious  decrease of the current densities 

(Figure 4.18), while TEM clearly shows that Au is still present as single species with no 

significant agglomeration after this test (Figure 4.19). NH3 production over reaction time also 

demonstrates the good stability of as obtained AuSAs-NDPCs (Figure 4.20). 

 

Figure 4.17. (a) Chronoamperometry results of AuSAs-NDPCs electrode for a stability test 

recorded at the potential of -0.2 V vs. RHE. (b) Faradaic efficiency and NH3 production rate 

during the recycling test. 

 

Figure 4.18. (a) Chronoamperometry test at the potential of -0.2 V vs. RHE for 50000 s and 

(b) LSV curves before and after chronoamperometry test using AuSAs-NDPCs catalysts. 
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Figure 4.19. HADDF-STEM images of AuSAs-NDPs catalysts after chronoamperometry test 

at the potential of -0.2 V vs. RHE for 50000 s. 

 

Figure 4.20. The curve of NH3 production vs. reaction time on the AuSAs-NDPCs electrode at 

-0.2 V vs. RHE. 

To better understand the specific advantages of Au single sites, the NRR test was also conducted 

for AuNPs-NDPCs and pure NDPCs. Compared with AuSAs-NDPCs, Faradaic efficiency of 
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the AuNPs-NDPCs catalysts decreases to 5.7 % at -0.2 V vs. RHE (Figure 4.21). Likewise, as-

prepared AuNPs-STC also shows a decreased Faradaic efficiency of 4.5% at the same potential 

(Figure 4.21). Metal-free NDPCs without Au could only reach the highest Faradaic efficiency 

of 2.1% at the potential of -0.6 V vs. RHE (Figure 4.22). Compared with AuSAs-NDPCs, the 

potential with the maximum FE of NDPCs shifts negatively, which might be attributed to the 

weaker N2 activation ability with only N species. The corresponding UV-Vis adsorption spectra 

of catalytic products (Figure 4.23) further confirm the excellent performance of AuSAs-NDPCs. 

 

Figure 4.21. Faradaic efficiency of NH3 with different catalysts at -0.2 V vs. RHE. 

 

Figure 4.22. (a) LSV curves in 0.1 M HCl solution under Ar and N2 of NDPCs. (b) Faradaic 

efficiencies for NH3 at various applied potentials of NDPCs. 
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Figure 4.23. UV-Vis absorption spectra of the 0.1 M HCl solution with indophenol indicator 

after charging at -0.2 V vs. RHE for 2 h under various conditions. 

In order to further verify that NH3 was produced from NRR on AuSAs-NDPCs catalysts, pure 

carbon paper without any catalysts coating was tested in Ar and N2-saturated solution at -0.2 V 

vs. RHE (Figure 4.24a). No NH4
+ could be detected based on the UV-Vis analysis (Figure 

4.24b). 

 

Figure 4.24. (a) LSV curves of carbon paper without catalysts in 0.1 M HCl solution under Ar 

and N2. (b) The corresponding UV-Vis spectrum of the N2-saturated solutions after the 

electrolysis at -0.2 V vs. RHE for 2 h. 
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Based on the above analysis, it can be concluded that NDPCs and Au single sites both play 

crucial roles for the excellent NRR performance. NDPCs, as a highly open porous structure 

with high surface area, can create a favourable access to the active sites and mass transport 

during the electrochemical NRR. On the other hand, they also stabilize Au single sites due to 

the abundant N and C species with highly oxidizing character and strong polarization. It is 

worth to note that hydrazine (N2H4) as an intermediate product can be formed during 

electrochemical NRR.193 However, there is no colour change before and after electrolysis at -

0.2 V vs. RHE by adding N2H4 colour reagent (Figure 4.25). UV spectra confirm that no N2H4 

is produced in this catalytic system under different potentials (Figure 4.26). Based on the above 

analysis, from a mechanistic point of view, N2 may firstly absorb on the surface of the catalysts 

by interacting with (positively polarized) Au single species and (negatively polarized) N or C 

atoms. In other words, N2 is bridged into an FLP-like structure motive in the catalyst. Then, 

activated N2 undergoes hydrogenation independently by reacting with activated H in the 

solution to form N-H bonds.116 As the reaction proceeds, the N≡N bond will be broken, and 

NH3 is formed as the final product.  

 

Figure 4.25. Optical image of the N2-saturated 0.1 M HCl electrolytes detected using N2H4 

color reagent after a 2 h NRR test on the AuSAs-NDPCs electrode at -0.2 V vs. RHE. 
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Figure 4.26. UV-Vis absorption spectra of the N2-saturated 0.1 M HCl solution with N2H4 color 

reagent after electrolysis on the AuSAs-NDPCs electrode at different potentials for 2 h. 

In summary, a novel catalyst construction composed of Au single atoms decorated on the 

surface of NDPCs was reported. The introduction of Au single ions leads to active reaction sites, 

which are stabilized by N species in NDPCs. Thus, the interaction within as-prepared AuSAs-

NDPCs catalysts enabled promising performance for electrochemical NRR. It is believed that 

this finding provides new opportunities for the design of single atom catalysts to achieve 

efficient N2 fixation at ambient conditions. 
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5. Electrochemical Fixation of Nitrogen and its Coupling with 

Biomass Valorization with a Strongly Adsorbing and Defect 

Optimized Boron-Carbon-Nitrogen Catalyst 

To further reduce the utilization of metal-based materials, metal-free porous carbon materials 

are highly desirable, but they should always be functionalized to enhance the catalytic 

performance. As mentioned in section 2.2.2, heteroatom-doping of porous carbon causes 

inhomogeneous charge distribution and modifies the work function of the electrons in the 

catalysts. These effects can be used to tailor the redox potential of the catalysts and to modify 

the electron transfer mechanism to the substrate molecules.194-197 In consequence, many 

examples are known in which heteroatom-doped carbon materials show remarkable 

electrocatalytic performance, especially for the activation of small molecules in electrocatalytic 

reactions.182, 198-202 Constructing specific chemical binding motives and FLPs are two main 

routes for the activation of molecules such as N2 or CO2 due to strong polarization, which 

usually improves the corresponding electrocatalytic performance.68-70, 203 Another possible 

source of significant catalytic activity in graphene-based materials are point defects at grain 

boundaries. Such point defects can lead to the presence of a large number of unpaired electrons. 

This can even cause macroscopic ferromagnetism,204-206 and can be another source of catalytic 

activity.207 Doping graphene-based materials with B and N in fact significantly enhances the 

density of grain boundaries because of the preferred formation of nanoscale B-N 

domains/grains.208-210 Although these principles are in general known and accepted, they have 

not yet been transferred to porous carbonaceous materials and their influence in NRR has not 

been investigated.  

Especially, electrocatalysis is most rewarding when not only the reductive half-reaction, but 

also the coupled oxidative half-reaction creates a valuable product. Instead of coupling NRR 

with the oxygen evolution reaction (OER), selective oxidation of other substances such as 

biomass would be a more valuable reverse process in a full cell.211 However, these reactions  
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are also far from simple and have high requirements on the catalysts as well. Biomass is a 

sustainable non-fossil-based carbon source and can serve as an alternative feedstock for the 

chemical industry.212-215 Among different biomass-derived platform molecules, 2,5-

furandicarboxylic acid (FDCA) is particularly important as it is a widely applied starting 

monomer or intermediate for different polymeric materials and can potentially replace 

terephthalic acid.216-218 Currently, FDCA is mainly produced from the oxidation of 5-

hydroxymethylfurfural (HMF) with O2 under high pressure, while HMF can be derived from 

cellulosic biomass.219-220 Electrocatalytic oxidation of HMF under ambient conditions is 

possible as well but requires the use of metal-based catalysts.221 

In this chapter, N and B co-doped porous carbon with abundant point defects and polar structure, 

in which positively charged B atoms acts as electron acceptors together with negatively charged 

N atoms as electron donors, will be introduced. The as-obtained BNC material will be applied 

for electrochemical NRR with a high FE of 15.2% and NH3 production rate of 21.3 µg h-1 mg-

1. Besides, this material is used as the first metal-free electrocatalyst for HMF oxidation with a 

FDCA yield of 57% at 71 % conversion with the reaction time of 6 h.   

5.1. Synthesis and characterization of BNC 

In a typical synthesis of B and N co-doped carbon, a mixture of melamine, L-cysteine and boric 

acid as precursors underwent pyrolysis at high temperature. In order to tune the amount and 

binding structure of the dopant atoms, different mass ratios of melamine to L-cysteine to boric 

acid were mixed, and as-obtained products were denoted as NC, BNC-1, and BNC-2 with the 

ratio of 2:1:0, 2:1:0.2, and 2:1:1, respectively. During the pyrolysis, the reactants were first 

pyrolyzed at 600 oC to form B-doped C3N4, which was further heated to 1000 oC to obtain BNC 

(Figure 5.1a).200, 222 Transmission electron microscopy (TEM) images of BNC-2 (Figure 5.1b-

c) show a morphology of interconnected nanoribbons with uniform but defect-rich nanoporous 

structure. A comparable structure is observed for NC and BNC-1 (Figure 5.2). The individual 

ribbons of NC appear thinner but larger in the plane, which indicates that the co-doping of N 

and B can improve the interaction (stacking) between the single graphene-like layers and 

introduces more grain boundaries at the same time. Scanning electron microscopy (SEM) 

images (Figure 5.3) also show a rather dense appearance of the BCN samples when directly 

compared to the rather graphene-like NC material, in accordance with TEM results.  
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Figure 5.1. (a) Synthesis processes of N and B co-doped carbon. (b) Representative TEM 

image and (c) HRTEM image of BNC-2. 

 

 

Figure 5.2. TEM images of NC (a-b) and BNC-1 (c-d). 
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Figure 5.3. Representative SEM images of (a) NC, (b) BNC-1 and (c) BNC-2. 

X-ray diffraction (XRD) patterns of BNC-2 show only broad peaks corresponding to (002) and 

(101) reflections at 26o and 44o, respectively, which are also present in NC and BNC-1 (Figure 

5.4). This demonstrates the mainly amorphous structure that is typical for nanoporous carbon 

materials and the absence of crystalline BN in the as-obtained samples. The electron energy 

loss spectrum (EELS) (Figure 5.5) confirms the coexistence of B, C and N in the BCN-2, with 

the K-edges located at 191 eV, 284 eV and 401 eV, respectively.  

 

Figure 5.4. XRD patterns of NC, BNC-1 and BNC-2. 
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Figure 5.5. EELS spectrum of BNC-2. 

X-ray photoelectron spectroscopy (Figure 5.6) was also conducted to investigate the chemical 

compositions of the samples. With increased addition of boric acid, the doping level of B and 

N increases (Table 5.1), i.e. B helps to keep N in the structures, presumably via B-N bonding.  

 

Figure 5.6. XPS survey spectra of (a) NC, (b) BNC-1 and (c) BNC-2.  
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Table 5.1. Atomic compositions of NC, BNC-1 and BNC-2 determined from XPS 

measurements. 

Sample B (at.%) C (at.%)  N (at.%) O (at.%) 

NC 0 89.8 6.6 3.6 

BNC-1 6.89 68.63 13.52 10.96 

BNC-2 19.5 48.41 19.65 12.44 

XPS spectra of N 1s were then deconvoluted to elucidate the detailed binding motives (Figure 

5.7). In BNC-1 and BNC-2, the four characteristic peaks centered at 398.1 eV, 398.5 eV, 399.7 

eV and 400.8 eV can be ascribed to pyridinic N, N bonded to B atoms, pyrrolic N and quaternary 

N atoms, respectively. The content of electron-rich/Lewis basic N-atoms is apparently higher 

in BNC-2.223-224 N 1s spectra of B-free NC show the presence of pyridinic N, pyrrolic N, 

quaternary N and oxidized N atoms.189 The high-resolution B 1s spectra show three obvious 

peaks corresponding to B-O, B-N and B-C species (Figure 5.8) in BNC-1 and BNC-2.225 The 

content of electron-deficient/Lewis acidic B-atoms is also apparently higher in BNC-2.  

 

Figure 5.7. High resolution N 1s XPS spectra of NC, BNC-1 and BNC-2. 
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Figure 5.8. High resolution B 1s XPS spectra of (a) BNC-1 and (b) BNC-2. 

The successful fabrication of B-N bonds in BNC-2 is also demonstrated by Fourier Transform 

Infrared spectra with obvious peaks located at 1380 cm-1 (Figure 5.9a), which can be attributed 

to out-of-plane stretching of B-N-B bonds.226 Raman spectra (Figure 5.9b) show two 

characteristic peaks at ~1598 cm-1 and ~1338 cm-1, which can be assigned to the so-called 

disordered (D) and graphite (G) bands of carbon, respectively. The low intensity of both bands 

indicates the very defective carbon structure in the materials because co-doping of N and B 

heteroatoms creates abundant point defects and possibly also vibrational dissymmetry in the 

sp2 carbon structure.  

 

Figure 5.9. FT-IR spectra and Raman spectra of (a) BNC-1 and (b) BNC-2. 
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Electron paramagnetic resonance (EPR) spectra show an obvious EPR signal for BNC with a g 

value of 2.006, and the signal intensity increases with the doping level of N and B, while there 

is almost no EPR signal for NC (Figure 5.10). This EPR signal can be attributed to the presence 

of plenty of unpaired electrons due to point defects at grain boundaries in BNC.227-229 In addition, 

FLPs can possibly be formed from non-saturated B and N atoms near these defects, providing 

the targeted-for unique advantages for the activation of small molecules in electrocatalysis. 

These properties are absent in NC and less pronounced in BNC-1, as also reflected in the lower 

intensity of the EPR signals. 

 

Figure 5.10. EPR spectra of NC, BNC-1 and BNC-2. 

N2 (-196 °C) physisorption experiments were carried out to analyze the textural properties of 

the BNC and NC materials (Figure 5.11). Compared with NC, doping of B and N in BNC-1 

and BNC-2 results in significantly increased specific surface areas (SSAs) (Table 5.2). Note 

that most nanopores indeed rely on edge termination of the covalent BNC-sheets, i.e. these are 

the preferred locations of unpaired electrons and FLP motifs. The shapes of the isotherms at 

different relative pressures also represent specific hierarchical pore characters. The higher N2 

uptake at lower pressure indicates a high content of narrow micropores in BNC-2, especially 

when compared to BNC-1. In contrast, in NC there is only a small volume of micropores and 

mesopores but a higher macropore volume and external surface area. This is typical for sintered 

porous carbons which in general loose micropores due to covalent rearrangement and sintering 
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at higher temperatures. BN-motifs obviously improve the stability of edge terminations against 

sintering. All that is confirmed by the pore size and pore volume distribution curves (Figure 

5.12). Therefore, it can be concluded that co-doping of B and N can create a hierarchical 

nanoporous architecture, and the BN content has a significant effect on the pore structure and 

its stability, which provides innate advantages for the further catalytic applications.  

 

Figure 5.11. N2 physisorption isotherms (at -196 °C) of NC, BNC-1 and BNC-2. 

 

Table 5.2. BET specific surface area (SSA) and total pore volume (Vt) of NC, BNC-1 and 

BNC-2. 

Sample SSA (m2 g-1) Vt (cm3 g-1) 

NC 233.6 0.42 

BNC-1 1230.5 0.78 

BNC-2 1356.9 0.55 
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Figure 5.12. (a) Differential and (b) cumulative pore size distributions of NC, BNC-1 and 

BNC-2. 

5.2 Electrocatalytic tests of NRR 

In view of the unique structure of N and B co-doped carbon, including porosity and high 

heteroatom doping level as well as unpaired electrons and high oxidation potential, their 

electrocatalytic applications were studied. The electrochemical NRR performance of BNC-2 

was firstly tested with a three-electrode system. The comparison of linear sweep voltammetry 

(LSV) curves under Ar- and N2-saturated electrolyte solution indicates an obvious current 

response of the BNC-2 electrode towards N2 (Figure 5.13a). Chronoamperometry tests were 

then conducted under different given potentials (Figure 5.13b), while the corresponding FE and 

NH3 production rates were quantified from the NH4
+ calibration curve (Figure 5.14). A 

maximum FE of 15.2% with a comparably high NH3 production rate of 21.3 µg h-1 mg-1 can be 

achieved at a potential of -0.3 V vs. RHE (Figure 5.15). At more negative given potentials, FE 

and NH3 production rates both decrease mainly due to the fact that HER is becoming the 

dominant process.175  
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Figure 5.13. (a) LSV curves of BNC-2 under N2- and Ar-saturated 0.1 M NaOH electrolyte 

solution. (b) Chronoamperometry results of BNC-2 electrode at different given potentials. 

 

 

Figure 5.14. (a) UV-Vis spectroscopy curves of NH4Cl solutions with different known 

concentration by using the indophenol blue method (the absorbance at 655 nm is referred to the 

concentration of NH4
+). (b) The corresponding linear calibration curve by indophenol blue 

method used to quantify the NH3 yield (the inset is the optical image of NH4Cl solutions with 

various concentrations). 
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Figure 5.15. FE and NH3 production rate of BNC-2 electrode at different given potentials. 

Optical images and UV-Vis spectra show that the BNC-2 catalyst does selectively produce NH3. 

The solutions have been tested for N2H4 as one possible by-product, and N2H4 cannot be 

detected, independent of the applied potentials (Figure 5.16). In addition to high activity, 

excellent stability is also required for a practical NRR catalyst. As shown in the recycling test 

(Figure 5.17a), FE and NH3 production rates remain almost constant (Figure 5.17b) and the 

long-term chronoamperometry test also exhibits good current stability of BNC-2 (Figure 5.18).  

 

Figure 5.16. (a) Optical image of the N2-saturated 0.1 M NaOH electrolyte detected by using 

N2H4 color reagent before and after NRR test on the BNC-2 electrode at -0.3 V vs. RHE. (b) 

UV-Vis absorption spectra of the N2-saturated 0.1 M NaOH electrolyte with N2H4 color reagent 

after NRR test on the BNC-2 electrode at different given potentials. 
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Figure 5.17. (a) Chronoamperometry results of BNC-2 electrode in a stability test recorded at 

the potential of -0.3 V vs. RHE. (b) FE and NH3 production rate during this recycling test. 

 

 

Figure 5.18. Chronoamperometry test of the BNC-2 electrode at a potential of -0.3 V vs. RHE 

for over 16 h. 

In order to exclude NH3 to come from other nitrogen sources, some control experiments were 

conducted by measuring the NH4
+ concentration within the pure electrolyte before the test, 

under open circuit potential, and by using pure carbon paper as the catalyst at the potential of -

0.3 V vs. RHE. As shown in the UV spectra, there is no NH4
+ detected in those control 

experiments (Figure 5.19a) as well as under Ar-saturated electrolyte at different given potentials 

(Figure 5.19b). Therefore, it can be seen as proven that the NH4
+ in the electrolyte is generated 

via NRR catalysed by BNC-2 electrode. In order to highlight the influence of co-doping and 
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porosity, NC and BNC-1 were also tested and compared with BCN-2 (Figure 5.20). Both 

materials exhibit a significantly lower FE and NH3 production rate.  

 

Figure 5.19. UV-Vis absorption spectra of (a) 0.1 M NaOH solution with indophenol indicator 

under various conditions and (b) Ar-saturated 0.1 M NaOH electrolyte with indophenol 

indicator after electrolysis on the BNC-2 electrode for 7200 s at different given potentials. 

 

 

Figure 5.20. Comparison of FE and NH3 production rate at a potential of -0.3 V vs. RHE for 

NC, BNC-1 and BNC-2. 

Another requirement for the large-scale implementation of electrochemical NRR would be the 

coupling with a suitable value generating oxidation process on the opposite electrode in a 

symmetrical full cell. In addition to the electroreduction reaction, the ability of as-obtained 
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samples to act as an oxidation catalyst was also tested. Compared with the electrooxidation of 

water producing oxygen, which is abundantly available from cryogenic distillation of air, 

selective oxidation of biomass by electricity is promising to synthesize high-value chemical 

compounds. Therefore, the electrooxidation of HMF was studied as a second application using 

BNC and NC materials as catalysts.  

From the LSV curves of BNC-2 with and without the addition of 5 mM of HMF in 0.1 M NaOH 

(Figure 5.21a), it can be seen that current densities dramatically increase after adding HMF, 

indicating that the materials exhibit obvious catalytic activity for HMF oxidation. In absence of 

HMF, there is also an anodic current due to the water oxidation to O2, which is the main 

competing reaction for HMF oxidation (in a comparable way as HER is for NRR).230-231 

Similarly, BNC-1 also shows obvious current response for HMF oxidation (Figure 5.21b). On 

the contrary, the current densities after adding HMF only slightly increase for NC, and at higher 

overpotentials (Figure 5.21c). In the absence of HMF, the current densities generated by the 

NC electrode are much higher when compared to the BNC electrode, which shows that NC is 

a more favorable catalyst for water oxidation/OER, while BCN is not.  

 

Figure 5.21. LSV curves in 0.1 M NaOH aqueous solution with and without the addition of 

5 mM HMF with (a) BNC-2, (b) BNC-1 and (c) NC electrode. 

There are several possible intermediates during the oxidation of HMF to FDCA (Scheme 5.1), 

such as 2,5-diformylfuran (DFF), 5-formyl-2-furancarboxylic acid (FFCA) and 5-

hydroxymethyl-2-furancarboxylic acid (HMFCA).232 Therefore, chronoamperometry tests 

were further carried out to investigate the HMF conversion and FDCA selectivity over time. At 

a potential of 1.9 V vs. RHE and after 6 h, 71 % of HMF was successfully converted at the 

BNC-2 electrode, which by large surpasses the catalytic activity of NC and BNC-1 (Figure 

5.22a). BNC-2 also provides a desirable FDCA yield of 57 % (Figure 5.22b).  
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Scheme 5.1. Two possible pathways of HMF electrooxidation to FDCA. 

 

 

 

 

Figure 5.22. (a) HMF conversion and (b) FDCA yield over the 6 h chronoamperometry test of 

NC, BNC-1 and BNC-2 electrode, respectively. 

Carbon paper without catalyst loading does not exhibit any activity for HMF oxidation (Figure 

5.23). In addition, the stability test of BNC-2 for HMF oxidation (Figure 5.24) shows that the 

current densities firstly decrease due to the consumption of reactants and then recover 

immediately after re-addition of HMF. After 4 times, BNC-2 can still provide fast and sensitive 

response toward HMF addition, implying good stability and the absence of irreversible 

processes on the electrode.  
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Figure 5.23. HMF conversion by using BNC-2 and pure carbon paper as electrocatalysts.  

 

Figure 5.24. The current change over time of the chronoamperometry experiment at 1.9 V vs. 

RHE for BNC-2 electrode in 0.1 M NaOH containing 5 mM HMF and with the continuous 

addition of 5 mM HMF. 

Based on the above analysis and comparisons, BNC-2 exhibits the best catalytic performances, 

both for nitrogen reduction as well as for biomass oxidation. Following the activity-structure 

relationships, the possible active sites for this catalysis must be discussed. Firstly, it has been 
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recently reported that B-N bonds can act as the active sites for electrochemical NRR.203 As can 

be seen from XPS results, the excellent activity of BNC-2 indeed goes with a higher content of 

B-N bonds. Maybe more importantly, B and N atoms near defects could act as a FLP-like 

structure with positively polarized (electrophilic) B atoms and negatively polarized 

(nucleophilic) N atoms, and thus the reactants N2 and HMF could be effectively activated by 

strong polarization on top of these structural motives.7 Furthermore, point defects at the grain 

boundaries between B-N and graphitic domains can lead to high catalytic activity because the 

unpaired electrons at such sites will provide binding sites for the substrate molecules and 

electron transfer activation. From a textural point of view, as a result of the higher nanoporosity, 

BNC-2 also exhibits higher electrochemical surface area (ECSA), according to capacitance 

measurements (Figure 5.25). This is of particular importance for the catalytic conversion of 

larger molecules such as HMF as they have to have access to the entire internal surface of the 

catalyst particles deposited on the electrodes.   

 

Figure 5.25. Cyclic voltammograms in the double layer region at scan rates of 80, 60, 40, 20, 

10 mV/s (along the arrow direction) of (a) NC, (b) BNC-1 and (c) BNC-2. (d) Current density 

as a function of scan rate for NC, BNC-1 and BNC-2 electrode, respectively. 
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As mentioned above, co-doping of N and B creates a porous structure with high SSA, which 

can be favourable for adsorption and activation of reactants as well as for electron/mass transfer. 

N2 adsorption experiments at 298 K show that BNC-2 can indeed adsorb a higher volume of N2 

even at room temperature, compared with NC and BNC-1 (Figure 5.26a). N2 adsorption at 273 

K was also tested (Figure 5.26b) and exhibits the same trend. Based on those two datasets, the 

heat of adsorption (Qst) for N2 was estimated (Figure 5.26c). The Qst values at low N2 uptakes 

come with a rather high experimental error, and a comparison at higher volumes of adsorbed 

N2 is more reliable. Indeed, the unusual high value of Qst indicates strong affinity between 

BCN-2 and N2 molecules. This quantifies the N2 polarization beyond van der Waals binding 

and activation which is certainly one source of its higher NRR activity.  

 

Figure 5.26. N2 adsorption isotherms measured at (a) 298 K and (b) 273 K for NC, BNC-1 and 

BNC-2 materials. (c) Heat of N2 adsorption for NC, BNC-1 and BNC-2 materials. 

In summary, a novel N and B co-doped carbon catalyst with porous structure has been 

synthesized from simple precursors. The introduction of N and B heteroatoms leads to the 

construction of N-B motives and Frustrated Lewis pairs in a microporous architecture which is 

also rich in point defects. The latter can improve the strength of adsorption of reactants (N2 and 

HMF) and thus their activation. As a result, BNC-2 exhibits a desirable electrochemical NRR 

and HMF oxidation performance. Gas adsorption experiments support the unusually strong 

binding and activation of N2 and might serve as a simple descriptor to relate structure and 

catalytic activity. This work provides novel and deep insights into the rational design and the 

origin of activity in metal-free electrocatalysts and enable a physically viable discussion of the 

active motives. It also has a deep instruction for the construction of active sites as well as the 

search for their further catalytic applications.  
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6. Conclusions and perspectives 

The central motivation of the thesis was to provide possible solutions and concepts to improve 

the performance (e.g. activity and selectivity) of electrochemical N2 reduction reaction (NRR). 

Given that porous carbon-based materials usually exhibit a broad range of structural properties, 

they could be promising NRR catalysts. Therefore, the advanced design of novel porous carbon-

based materials and the investigation of their application in electrocatalytic NRR including the 

particular reaction mechanism are the most crucial points to be addressed. In this regard, three 

main topics were investigated. All of them are related to the functionalization of porous carbon 

for electrochemical NRR with heteroatoms and metal-based materials in order to tailor their 

active reaction sites.  

In chapter 3, a novel C-TixOy/C nanocomposite has been described that has been obtained via 

simple pyrolysis of MIL-125(Ti), and applied in electrochemical NRR. The density of covalent 

(O-)Ti-C bonds originating from carbon atoms and OVs (which can both be active sites for 

NRR) can be regulated by the synthesis temperature. Meanwhile, a novel mode for N2 activation 

is achieved by doping carbon atoms from nearby porous carbon into the anion lattice of TixOy. 

By comparing the NRR performance of M-Ts and by carrying out DFT calculations, it is found 

that the existence of (O-)Ti-C bonds in C-doped TixOy can largely improve the ability to activate 

and reduce N2 as compared to unoccupied OVs in TiO2. In addition, such porous carbon-based 

materials can enhance electron conductivity and N2 mass transfer as well. The strategy of 

rationally doping heteroatoms into the anion lattice of transition metal oxides to create active 

centers may open many new opportunities beyond the use of noble metal-based catalysts also 

for other reactions that require the activation of small molecules as well.  

Heteroatom and metal co-functionalized porous carbon-based materials have also been 

described in chapter 4, where a novel catalyst construction composed of Au single atoms 

decorated on the surface of NDPCs was reported. The introduction of Au single atoms leads to 

active reaction sites, which are stabilized by the N species present in NDPCs. Thus, the 

interaction within as-prepared AuSAs-NDPCs catalysts enabled promising performance for 

electrochemical NRR. In detail, this highly open porous structure provides high SSA and 

favourable access to the active sites and enhances mass transport as well. For the reaction 

mechanism, Au single sites and N or C species can act as Frustrated Lewis pairs to enhance the 

electron donation and back-donation process to activate N2 molecules. Under a potential of -

0.2 V vs. RHE, a high FE of 12.3% and a NH3 production rate of 2.32 µg h-1 cm-2 are achieved 

with the desirable stability. This work provides new opportunities for catalyst design in order 

to achieve efficient N2 fixation at ambient conditions by utilizing recycled electric energy.  
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The last topic described in chapter 5 mainly focused on the synthesis of dual heteroatom-doped 

porous carbon from simple precursors. The introduction of N and B heteroatoms leads to the 

construction of N-B motives and Frustrated Lewis pairs in a microporous architecture which is 

also rich in point defects. This can improve the strength of adsorption of different reactants (N2 

and HMF) and thus their activation. As a result, BNC-2 exhibits a desirable electrochemical 

NRR and HMF oxidation performance. Gas adsorption experiments have been used as a simple 

tool to elucidate the relationship between the structure and catalytic activity. This work provides 

novel and deep insights into the rational design and the origin of activity in metal-free 

electrocatalysts and enables a physically viable discussion of the active motives, as well as the 

search for their further applications.  

Throughout this thesis, the ubiquitous problems of low selectivity and activity of 

electrochemical NRR are tackled by designing porous carbon-based catalysts with high 

efficiency and exploring their catalytic mechanisms. NRR with these catalysts provides a step 

towards practical value as promising alternative for the Haber-Bosch process. The structure-

performance relationships and mechanisms of activation of the relatively inert N2 molecules are 

revealed by either experimental results or DFT calculations. These fundamental understandings 

pave way for a future optimal design and targeted promotion of NRR catalysts with porous 

carbon-based structure, as well as study of new N2 activation modes. Some other concepts are 

also inspired by the proved experiments. One example is that in addition to enhancement of the 

catalysts themselves, a major step forward in the efficiency of NRR will lie in finding ways to 

increase the local concentration of N2 in close proximity to the catalysts. For example, ionic 

liquid with high N2 solubility can be used as advanced electrolyte with higher NH3 production 

rate, and HER can also be effectively inhibited due to low proton concentration. Porous carbon 

materials with hierarchical pore structure are potential candidates to both provide more N2 

adsorption sites and enhance mass transfer. In addition, composites of porous carbon with 

versatile structures and properties can also be applied to overcome the high energy barrier for 

N2 reduction. For example, the catalytic properties of the reported Au single site catalysts and 

the dual-doped carbon materials could be further modified by engineering them into composites 

with pristine porous carbon materials. Notably, NH3 can sometimes have stronger interaction 

with the active sites than N2, and result in a decreasing NH3 production with reaction time. Thus, 

it will be also desirable to find some solutions to solve this problem with intelligent reactor 

engineering, such as designing flow cell system.  
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7. Appendix 

7.1. Abbreviations 

Abbreviation Full name 

AuSAs-NDPCs Au single sites supported on N-doped carbons 

AuNPs-NDPCs Au nanoparticles supported on N-doped carbons 

AuNPs-STCs Au nanoparticles supported on salt-templated carbons 

BNC B and N co-doped carbon 

BET Brunauer-Emmett-Teller 

CV Cyclic voltammetry 

Cdl Double-layer capacity 

CO2RR CO2 reduction reaction 

C-TixOy/C Carbon-doped and oxygen deficient titanium oxide/carbon 

CNTs Carbon nanotubes 

DFF 2,5-diformylfuran 

DFT Density functional theory 

DMF Dimethylformamide 

ECSA Electrochemical active surface area 

EELS Electron energy loss spectrum 

EPR Electron paramagnetic resonance 

EDX Energy-dispersive X-ray spectroscopy 

FE Faradaic efficiency 

FT-IR Fourier transform infrared 

FDCA 2,5-furandicarboxylic acid 

FFCA 5-formyl-2-furancarboxylic acid 

FLP Frustrated Lewis pairs 

1H NMR 1H nuclear magnetic resonance 

HPLC High performance liquid chromatography 

HAT Hexaazatriphenylene-hexacarbonitrile 

HRTEM High resolution transmission electron microscopy 

HAADF-STEM High-angle annular dark-field scanning transmission 

electron microscopy 

HER Hydrogen evolution reaction 
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HMF 5-hydroxymethylfurfural 

HMFCA 5-hydroxymethyl-2-furancarboxylic acid 

H2BDC Terephthalic acid 

ICP-MS Inductively coupled plasma analysis coupled with mass 

spectrometry 

IUPAC International Union of Pure and Applied Chemistry 

IEA International Energy Agency 

LSV Linear sweep voltammetry 

MOFs Metal organic frameworks 

MvK Mars-van Krevelen  

MeOH Methanol 

NRR N2 reduction reaction 

NHE Normal hydrogen electrode 

NDPCs N-doped porous carbons 

NC N-doped carbon 

OVs Oxygen vacancies 

ORR Oxygen reduction reaction 

OER Oxygen evolution reaction 

PSD Pore size distribution 

PCET Proton-coupled electron transfer 

PBE Perdew-Burke-Ernzerhof 

QSDFT Quenched solid density functional theory 

Qst Heat of adsorption 

RHE Reversible hydrogen electrode 

STCs Salt-templated carbons 

SSA Specific surface area 

SEM Scanning electron microscopy 

SCE Saturated calomel electrode 

SSAs Specific surface areas 

TPES Total primary energy supply 

TPV Total pore volume 

TEOS Tetraethyl orthosilicate 

TGA Thermogravimetric analysis 
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TEM Transmission electron microscopy 

XRD X-ray powder diffraction 

XPS X-ray photoelectron spectroscopy 

 

7.2. Applied methods 

7.2.1. Thermogravimetric analysis (TGA) 

TGA is based on the measurement of mass change for one sample as a function of temperature 

and time. The temperature is generally increased with a constant rate. A variety of atmospheres 

including air, vacuum, inert gas, oxidizing/reducing gases and many others can be used for the 

thermal reaction. It allows to monitor different thermodynamic events such as thermal 

decomposition, oxidation/reduction events, as well as the adsorption and desorption of gases. 

7.2.2. Electron paramagnetic resonance (EPR) 

EPR is usually used to investigate the presence of unpaired electrons within materials. EPR 

signals can be obtained based on the following theory: As every electron has a magnetic 

moment of ms = ±½ and spin quantum number of s = ½. Under an external magnetic field (B0), 

the magnetic moment can be either + ½ or - ½, assigning to align itself parallel or antiparallel, 

respectively. According to the Zeeman effect, every alignment has its specific energy (E) 

(Equation 7.1): 

                                                                   𝐸 =  𝑚𝑠𝑔𝑒𝜇𝐵𝐵0                                                  (7.1) 

Besides, the energy difference between those two types of alignments can be calculated 

(Equation 7.2): 

                                                          Δ𝐸 =  𝐸
−

1

2

−  𝐸
+

1

2

=  𝑔𝑒𝜇𝐵𝐵0                                       (7.2) 

where ge is the so-called g-factor of an electron (ge = 2.0023 for a free electron),233 and µB is 

the Bohr magneton.  
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Figure 7.1. The energy difference of unpaired electrons between the parallel and antiparallel 

alignments.234 

Therefore, it can be concluded that ΔE of unpaired free electrons is proportional to B0. As 

unpaired electrons can move between two energy levels by absorbing or emitting a photon with 

the energy of hν, leading to the fundamental equation of EPR spectroscopy (Equation 7.3): 

                                                                    ℎν =  𝑔𝑒𝜇𝐵𝐵0                                                    (7.3) 

In order to generate EPR signals, the value of ν is normally fixed by exposing paramagnetic 

centers to constant microwaves, and the intensity of B0 is increased until the energy gap matches 

the energy of given microwave, thereby unpaired electrons can move between two spin states. 

According to the Maxwell-Boltzmann distribution, the number of electrons in the lower state 

dominates, and there is a net energy adsorption, which can be detected and then transformed 

into a spectrum.   

7.2.3. Nuclear magnetic resonance (NMR) spectroscopy 

NMR spectroscopy is based on a comparable theory like EPR, but uses the resonance of the 

nucleus. As the magnetic moment of an electron is larger than the corresponding quantity for 

any nucleus, there is much lower electromagnetic frequency needed for the spin resonance of 

nucleus, although the higher frequency results in higher sensitivity.235 In detail, a magnetic field 

is applied to the sample, followed by the excitation with radio waves to produce an NMR signal. 

It is widely used in determining the structure of compounds according to their different local 

chemical environment (e.g. chemical shift and J-coupling). Notably, it is also an isotope-

sensitive method, which can be employed to track reaction processes and understand reaction 

mechanisms.236 By using internal or external standard methods, the quantification of different 

compounds can be achieved.  
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7.2.4. X-ray Diffraction (XRD) 

XRD is based on the interaction between the X-ray and electrons in the specimen, and gives 

information about the structure of crystalline materials. Firstly, X-ray beams are generated by 

hitting inner electrons in the atoms with the help of high-energy electrons, resulting in the 

radiation of continuous X-rays and specific X-rays. The latter are monochromatic and can be 

used for XRD measurements. Therefore, when monochromatic X-rays interact with the sample, 

there are two types of interactions between them, including elastic and inelastic interactions, 

where the latter can lead to coherent scattering. Due to the light interference, the strongest 

radiation can be achieved when the wavelength of radiation (λ) is in the same range with the 

distance of the diffraction lattice, and it is called diffraction radiation (Figure 7.2). Considering 

that crystalline materials have many diffraction lattices, diffraction radiation only occurs when 

the optical path difference (Δ) is an integral multiple of the wavelength based on the Bragg’s 

Law (Equation 7.4),  

                                                                    𝛥 = 𝑛𝜆 =  2𝑑𝑠𝑖𝑛𝜃                                             (7.4) 

where d is the interlayer spacing of the atomic lattices, θ is specific diffraction angles. As λ is 

fixed, d can be calculated by measuring θ or the reverse. Therefore, the recorded diffractogram 

reveals the characteristic diffraction pattern of the investigated sample.  

 

Figure 7.2. Constructive interference between the X-ray and sample.237  

7.2.5. Infrared (IR) spectroscopy/Raman spectroscopy                                                                                                                                                                                                                                                                                                                                                                                                                 

As another structure-determining technique, Infrared spectroscopy or Raman spectroscopy can 

be used to observe the vibrational, rotational, and other low-frequency modes in molecules and 

crystals, corresponding to characteristic chemical bonding motives. Infrared spectroscopy is 

based on the interaction between infrared light and molecules. The infrared adsorption only 
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occurs when the frequency of the adsorbed radiation matches the vibrational frequency of a 

given bond. Raman spectroscopy is based on the analysis of Raman scattering (inelastic 

scattering). The specimen is illuminated with a laser beam, due to the interaction between the 

laser light and molecular vibrations, the energy of photons can decrease (Stokes shift) or 

increase (Anti-Stokes shift), corresponding to various vibration modes in the system. Notably, 

Raman spectroscopy and Infrared spectroscopy are complementary with each other. Raman 

active molecules must undergo polarization during the vibration, while IR adsorption is based 

on the change of molecular dipole moment. Notably, molecules with a strong dipole moment 

are typically hard to polarize.  

7.2.6. Transitional electron microscopy (TEM) / Scanning electron microscopy (SEM) 

TEM and SEM are based on the interactions between electrons and samples. After the 

interaction, different types of electrons are formed (Figure 7.3), e.g., transmission electrons, 

scattered electrons, auger electrons, secondary electrons and others, which contain specific 

information about the sample.238 Generally, electrons are generated by an electron gun, 

accelerated by an electromagnetic field, and then vertically directed as well as focused on the 

specimen by different lense systems. Finally, the image is recorded, magnified and focused onto 

an image recording device.  

In TEM, electrons collide with the sample atoms and change the direction to produce solid 

angle scattering. The scattering angles are related with the density, composition, and thickness 

of the sample, and thus different angles correspond to the bright or dark areas in the TEM 

images. For example, non-scattered (transmitted) electrons or slightly scattered electrons and 

largely scattered electrons are detected for the bright field mode and dark field mode of TEM, 

respectively. According to the corrected de Broglie equation (Equation 7.5), the wavelength of 

electrons is related to their kinetic energy, and thus high acceleration voltage allows for high 

resolution TEM (HRTEM). 

                                                          𝜆𝑒 =  
ℎ

√2𝑚0𝐸 (1 + 
𝐸

2𝑚0𝑐2)
                                                   (7.5) 

where h is the Planck’s constant, m0 is the mass of an electron, and E is the energy of the 

accelerated electrons.  

Scanning TEM (STEM) is performed by scanning the sample with an aggregated electron beam 

and detecting the beam of transmitted electrons or elastically scattered electrons. It is mostly 

used in high angle annular dark field (HADDF-STEM) mode to characterize the atomic 

structure. In addition, for the inelastic scattering, the electron energy loss spectroscopy (EELS) 
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can reflect the characteristic properties of the sample, such as compositions, chemical bonds 

and electronic structures.  

 

Figure 7.3. Possible interactions between a sample and high energy electrons. 

SEM is based on the scanning of the sample surface by focused beam of electrons and detection 

of different electrons, containing information about surface topography and composition. For 

example, secondary electrons with low energy, generated by the interaction of electron beam 

and valence electron of sample surface, are used to characterize the morphology. As the local 

curvatures (e.g., edges, corners, or plates) can facilitate the release of secondary electrons, the 

intensity contrast in the SEM image contains information about the surface topology. 

Backscattered electrons with high energy are used to detect contrasts between areas with 

different chemical compositions. When an electron in the inner shell of an atom is excited to 

form an electron hole, this hole can be occupied by an electron from the outer shell. During this 

process, X-rays are released due to the energy difference between the inner and outer shell. 

Notably, the energy and intensity of these X-rays are specific for each element and their 

corresponding content, and thus identification and quantification can be achieved, respectively, 

named energy-dispersive X-ray spectroscopy (EDX). EDX-mapping can be performed to study 

the element distribution on the sample surface, because it is a surface-sensitive technique.  

7.2.7. X-ray photoelectron spectroscopy (XPS) 

XPS is also a surface-sensitive technique, which can be used to measure the element 

compositions and their contents, and more importantly, it can provide information about the 

chemical and electronic state of different elements. XPS is based on the interaction between X-

rays and the sample surface, as the kinetic energy (Ekinetic) and number of the emitted electrons 
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that escape from the top 0 to 10 nm of the sample can be measured. As a result, the electron 

binding energy (Ebinding) can be calculated according to the Equation 7.6 based on the work of 

Ernest Rutherford: 

                                        𝐸𝑏𝑖𝑛𝑑𝑖𝑛𝑑 =  𝐸𝑝ℎ𝑜𝑡𝑜𝑛 − (𝐸𝑘𝑖𝑛𝑒𝑡𝑖𝑐 +  ∅)                                            (7.6) 

where Ephoton is the energy of X-ray photon and ϕ is the work function related to the instrument 

and specimen. The value of Ebinding is specific for with fixed beam of X-ray to achieve 

identification for different elements. Notably, elemental quantification can only be achieved for 

the relative surface composition.  

In addition, due to the different chemical environment of elements, their Ebinding can have 

corresponding shift, indicating the chemical state as well as the type and amount of formed 

chemical bonds. 

7.2.8. High performance liquid chromatography (HPLC) 

HPLC is a very useful tool in the analytical area to separate, identify, and quantify different 

components in a solution. It is based on a continuous exchange process of solute between the 

stationary phase and the mobile phase. Thus, different partition coefficients of components 

result in their separation. Through internal and external standard method, in combination with 

suitable detectors, identification and quantification of specific components can be achieved.  

7.2.9. N2 physisorption 

Physisorption, namely physical adsorption, is based on van-der Waals interactions (without the 

formation of covalent chemical bonds) between the adsorbates (molecules adsorbed on a 

surface) and the adsorbents (solid materials). Gas physisorption is one of the most useful tools 

to study the textural structure (e.g., porosity, pore geometry and surface polarity) of porous 

materials, including N2 physisorption at 77 K, Ar physisorption at 87 K and CO2 physisorption 

at 273 K. Among them, N2 at 77 K is the most widely used strategy, due to its convenience, 

non-destructivity, and precise analysis over a wide range of pore size from smallest micropores 

to large mesopores. 

During the N2 physisorption measurement, an isotherm with adsorption part and desorption part 

is recorded and plotted by the amount of adsorbates as a function of the relative pressure (p/p0, 

p is the absolute pressure and p0 is the saturation pressure of the adsorbates at a specific 

temperature). In the detailed procedures, N2 is firstly dosed in small portions into the closed 

thermostatted tube cell with the sample to be tested on the bottom, and the volume of adsorbed 

and then desorbed N2 at different p/p0 (from ~0 to ~1.0) is detected and recorded as various 

points to form the adsorption and desorption branch of isotherm, respectively. Especially, the 
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shape of N2 physisorption isotherm at 77 K can represent the interactions between N2 molecules 

and adsorbents, thus indicating the pore structure (e.g. size and shape).239  

Therefore, it can be generally classified into eight types of isotherms according to their different 

shapes (Figure 7.4). Type I(a) and (b) are the typical isotherms of microporous materials with 

small external surface areas, and the difference between them is attributed to the size of 

micropores. A steep N2 uptake at lower p/p0 in I(a) is due to the filling of narrow micropores 

(with width ˂ 0.7 nm), whereas the filling of wide micropores or even narrow mesopores (with 

width of 0.7-2.5 nm) results in the isotherm of I(b). Type II represents the isotherm of nonporous 

or macroporous materials, which is ascribed to the unrestricted monolayer to multilayer 

adsorption on the surface. Point B corresponds to the completion of the monolayer coverage. 

Compared with type II isotherms, type III also represents nonporous or macroporous materials 

but with weak interactions between the adsorbents and adsorbates. In addition, there is no 

distinctive B point in type III isotherms due to the absence of monolayer formation, and the 

adsorbed molecules are clustered on the most favorable sites. Isotherms of type IV(a) and IV(b) 

with a hysteresis and a typical saturation plateau are typical for mesoporous materials, and the 

adsorption behavior is determined by the adsorbate-adsorbent interactions and also interactions 

between the adsorptive molecules in the condensed state. The adsorption at lower p/p0 occurs 

on the mesopore walls with a similar shape of corresponding part in type II isotherm. When the 

pressure increases to a certain value (less than saturation pressure p0 of the bulk liquid), gas 

adsorbates condense to a liquid-like phase in the mesopores.240 The difference between the type 

IV(a) and IV(b) is due to the mesopore size. In the case of type IV(a), capillary condensation 

occurs with the formation of hysteresis loop as the pore exceeds a certain critical size (e.g., > 4 

nm for N2 adsorption in the cylindrical pores at 77 K). If the mesopores are smaller, a reversible 

type IV(b) isotherm can be observed. A type V isotherm exhibits similar shape with type III at 

low p/p0 range due to the weak interactions between the adsorbents and adsorbates, and can be 

observed in the water adsorption on hydrophobic microporous or mesoporous materials.240 A 

type VI isotherm represents layer-by-layer adsorption on a nonporous material. 
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Figure 7.4. Classification of physisorption isotherms according to IUPAC.31 

The recorded isotherms can also be used to calculate the SSA of materials according to different 

models, e.g., Langmuir method, DFT-based method and Brunauer-Emmett-Teller (BET) 

method.239, 241 The BET model is widely applied, as it considers both the monolayer and 

multilayer adsorption on the pore structure with different adsorption enthalpy for the 

corresponding layer. The BET equation in the linear form is as following (Equation 7.7): 

                                              
𝑝/𝑝0

𝑉𝑎𝑑𝑠(1−𝑝/𝑝0)
=

1

𝐶·𝑉𝑚𝑜𝑛𝑜
+  

1

𝐶·𝑉𝑚𝑜𝑛𝑜
 

𝑝

𝑝0
                                        (7.7) 

where Vads is the total adsorbed volume, Vmono is volume of monolayer adsorption, C is 

adsorption constant, and 
𝑝

𝑝0
 is the relative pressure. If  

𝑝/𝑝0

𝑉𝑎𝑑𝑠(1−𝑝/𝑝0)
 is plotted against 

𝑝

𝑝0
, Vmono 

can be obtained from the intercept of y-axis or the slope.  

SSA can be further evaluated from the Vmono value according to Equation 7.8: 

                                                           𝑆𝑆𝐴 =
𝑁𝐴·𝑉𝑚𝑜𝑛𝑜·б𝑁2

𝑉𝑚𝑜𝑙·𝑚𝑎𝑑𝑠
                                                      (7.9) 
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where бN2 is the surface area needed for one N2 molecule in dense package (0.162 nm2). NA, 

Vmol and mads are the Avogadro constant (6.022·1023 mol-1), the ideal gas volume (0.0224 m3 

mol-1), and the adsorbent mass, respectively. 

However, there are still some limitations for BET method. For example, in the case of micro-

mesoporous materials, an overestimation of the Vmono usually occurs, as it is difficult to 

distinguish the monolayer and multilayer adsorption in the low relative pressure, where the plot 

shows linear relation. Therefore, DFT-based methods are also developed, which can achieve a 

more realistic explanation and modelling of the adsorption mechanism, and allow a more 

reliable calculation of the SSA and pore size distribution over the complete range of micro- and 

mesopores. The quenched solid density functional theory (QSDFT) even considers surface 

roughness and defects on the heterogeneous surface which is of particular importance for 

carbon materials.242    

7.3. Experimental Section 

7.3.1. Chemicals 

Table 7.1. List of used chemicals. 

Chemical Chemical 

formula 

Purity Supplier 

Acetonitrile  CH3CN 99.8% Sigma Aldrich 

Acetic acid CH3COOH ≥ 99% Sigma Aldrich 

Ammonia NH3·H2O ≥ 28% Sigma Aldrich 

Ammonium chloride NH4Cl ≥ 99% Sigma Aldrich 

Ammonium-15N chloride 15NH4Cl 98% Sigma Aldrich 

Boric acid H3BO3 ≥ 99% Alfa Aesar 

Carbon paper C ultrapure Shanghai Hesen 

Electric Co., Ltd 

 Deuterium oxide D2O 99.9% Sigma Aldrich 

Diaminomaleonitril C4H4N4 99.8% Sigma Aldrich 

2,5-diformylfuran C6H4O3 97% Sigma Aldrich 

Dimethylformamide C3H7NO 99.8% Sigma Aldrich 

Ethanol CH3CH2OH ≥ 99.8% Sigma Aldrich 

5-formyl-2-furancarboxylic 

acid 

C6H4O4 ≥ 98% Tokyo Chemical 

Industry  
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2,5-furandicarboxylic acid C6H4O5 97% Sigma Aldrich 

Gold (III) chloride 

trihydrate 

HAuCl4·3H2O ≥ 99.9% Sigma Aldrich 

Hexaketocyclohexane 

octahydrate 

C6O6·8H2O 97% Sigma Aldrich 

5-hydroxymethylfurfural C6H6O3 99% Sigma Aldrich 

5-hydroxymethyl-2-

furancarboxylic acid 

C6H6O4 97% Cayman Chemical 

Company 

Hydrogen peroxide H2O2 30% Sigma Aldrich 

Hydrofluoric acid  HF ≥ 48% Sigma Aldrich 

Hydrochloric acid HCl 37% Sigma Aldrich 

Lithium perchlorate LiClO4 ≥ 99.99% Sigma Aldrich 

L-cysteine C3H7NO2S 97% Sigma Aldrich 

Melamine C3H6N6 99% Sigma Aldrich 

Nitric acid HNO3 65% Sigma Aldrich 

Nessler reagent HgI4K2 Nessler reagent Sigma Aldrich 

Para-(dimenthylamino) 

benzaldehyde 

C9H11NO 99% Sigma Aldrich 

Potassium sodium tartrate KNaC4H6O6 99% Sigma Aldrich 

Sodium hydroxide NaOH ≥ 99.5% Merck 

Sulfuric acid H2SO4 98% Merck 

Salicylic acid C7H6O3 ≥ 99.5% Sigma Aldrich 

Sodium citrate Na3C6H5O7 ≥ 99% Sigma Aldrich 

Sodium hypochlorite NaClO 6%-14% active 

chlorine 

Merck 

Sodium nitroferricyanide C5FeN6Na2O 99% Sigma Aldrich 

Sucrose C12H22O11 ≥ 99.5% Sigma Aldrich 

Tetraethyl orthosilicate Si(OC2H5)4 ≥ 99% Sigma Aldrich 

Terephthalic acid C8H6O4 98% Sigma Aldrich 

Tetra-n-butyl titanate C16H40O4Ti 97% Sigma Aldrich 

Titanium dioxide TiO2 99% Sigma Aldrich 

Zinc chloride ZnCl2 ≥ 98% Alfa Aesar 
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7.3.2. Materials synthesis of enhanced electrocatalytic N2 reduction via partial anion 

substitution in titanium oxide-carbon composites 

Synthesis of MIL-125(Ti): MIL-125(Ti) was synthesized by a modified method reported in 

literature.164 0.5 g of Terephthalic acid (H2BDC) and 0.26 mL of tetra-n-butyl titanate 

Ti(OC4H9)4 were added into a mixed solution with dimethylformamide (DMF) (9 mL) and dry 

MeOH (1 mL). The mixture was stirred for 1 h at room temperature, followed by transferring 

into a 50 mL Teflon-lined autoclave and heating at 150 °C for 20 h. The white-colored products 

were collected, rinsed several times with acetone and dried under vacuum at 60 oC overnight 

for further use.  

Synthesis of M-Ts: M-Ts were prepared by simple pyrolysis. In a typical procedure, 0.25 g MIL-

125(Ti) was transferred to a tubular furnace and heated at different temperatures for 2 h with a 

heating rate of 4 °C min-1 under Ar atmosphere.  

Synthesis of M-Ts-N2: M-Ts-N2 was prepared by following the procedures of M-Ts, while only 

changing the protection gas from Ar to N2.  

Synthesis of C-treated TiO2 and non-C-treated TiO2: 0.5 g of H2BDC and 0.1 g commercial 

TiO2 were mixed ground uniformly in a mortar, followed by transferring into a tubular furnace 

and heating at 1000 °C for 2 h with a heating rate of 4 °C min-1 under Ar atmosphere. As a 

comparison, commercial TiO2 was also treated under the same experimental conditions without 

the use of H2BDC to obtain non-C-treated TiO2. 

7.3.3 Materials synthesis of single-site gold catalysts on hierarchical N-doped porous noble 

carbon for enhanced electrochemical reduction of nitrogen 

Synthesis of SiO2 nanospheres: According to modified Stöber method reported in the 

literature,243 Tetraethyl orthosilicate (TEOS) (6 mL) was rapidly injected into a mixture of 

ethanol (74 mL) and deionized water (10 mL), followed by the addition of ammonia aqueous 

solution (28%, 3.15 mL). After stirring at room temperature for 1 h, obtained colloidal 

suspension was washed with water and ethanol several times for further use.  

Synthesis of STCs: STCs were prepared following the method described in the literature by 

using ZnCl2 as the salt template.244 In a typical procedure, sucrose (5 g), ZnCl2 (5 g) and 

concentrated sulfuric acid (0.55 g) were mixed in ultrapure water (30 mL). The mixture was 

then dried at 100 °C for 6 h under air, followed by heating to 160 °C and keeping for 6 h. As-

obtained product was finally transferred to a tubular furnace for carbonization at 900 °C for 2 h 

to get STCs with a heating rate of 1 °C min-1 under N2 atmosphere.  

Synthesis of HAT: HAT was synthesized according to previous reports.245 In detail, 

hexaketocyclohexane octahydrate (4 g) and diaminomaleonitrile (10.88 g) were refluxed in 
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acetic acid (AcOH, 150 mL) for 2 h to form a black suspension, followed by filtering off 

immediately and washing with hot AcOH (3 × 25 mL). As-obtained black solid was dispersed 

in HNO3 aqueous solution (30%, 60 mL), and then heated at 100 °C for 3 h. The suspension 

with dark brown color was mixed with ice water (200 mL) to cool down overnight, followed 

by filtering again. The final purification was achieved by refluxing in acetonitrile (400 mL) for 

2 h. The filtrate was evaporated under vacuum to yield an orange solid. 

Synthesis of NDPCs: HAT was employed as the precursor for the synthesis of STCs. In a typical 

process, 100 mg of HAT and 500 mg of SiO2 nanospheres were dispersed in a mixture of water 

(15 mL) and acetonitrile (15 mL) by ultrasound and stirred at room temperature for 6 h. After 

washing with water for several times and drying under vacuum, the light-yellow solid was 

carbonized at 900 °C under N2 flow with a heating rate of 4 °C min-1 for 1 h. NDPCs were 

finally obtained by using aqueous hydrofluoric acid (5 wt.%) to remove the SiO2 template. 

Synthesis of AuSAs-NDPCs, AuNPs-NDPCs and AuNPs-STCs: Typically, NDPCs were 

dispersed in water (15 mL) with stirring. Then, different amount of HAuCl4 aqueous solution 

(0.02 M) was slowly added into the above mixture. AuSAs-NDPCs were obtained by adding 

0.10 mL HAuCl4 aqueous solution, while 0.370 mL dosage resulted in the formation of AuNPs-

NDPCs. After stirring at room temperature for 7 h, the product was collected by centrifugation, 

washing with water and drying under vaccum at 60 °C overnight, followed by reducing by 

Ar/H2 (with H2 content of 5 %) atmosphere. Synthesis of AuNPs-STCs was carried out by only 

replacing the NDPCs with STCs.    

7.3.4 Materials synthesis of electrochemical fixation of nitrogen and its coupling with 

biomass valorization with a strongly adsorbing and defect optimized boron-carbon-

nitrogen Catalyst 

Synthesis of BNC and NC: In a typical synthesis, different ratios of melamine to L-cysteine to 

boric acid were mixed by ball milling (for 5 minutes), and as-obtained uniform precursors were 

used to synthesize N, B co-doped carbon (BNC-1 and BNC-2) and N-doped carbon (NC). The 

obtained precursors were then transferred to a tubular furnace to undergo pyrolysis at 600 oC 

for 2 h and then 1000 oC for another 2 h under a flow of N2 gas. The final products were 

collected after the furnace was cooled down to room temperature.  

7.3.5 Materials characterization 

X-ray powder diffraction (XRD) patterns were collected on a Bruker D8 advance X-ray 

diffractometer with Cu Kα radiation. Scanning electron microscopy (SEM) images were 

recorded on a JSM-7500F instrument (JEOL). Energy-dispersive X-ray (EDX) investigations 
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were conducted on a Link ISIS-300 system equipped with a Si (Li) detector. Transmission 

electron microscopy (TEM) and and high-resolution TEM (HRTEM) was conducted on a JEOL 

ARM 200F instrument operating at 200 kV. The samples were dispersed in ethanol, and then 

coated on a carbon-coated copper TEM grid and finally dried at room temperature before the 

test. X-ray photoelectron spectroscopy (XPS) measurements were conducted on a Thermo 

Scientific K-Alpha+ X-ray photoelectron spectrometer. All samples were analyzed using a 

microfocused, monochromated Al-Kα X-ray source (1486.68 eV; 400 μm spot size). Fourier 

transform infrared (FT-IR) spectra were measured on a Thermo Scientific Nicolet iS5 FT-IR 

spectrameter. Raman spectra were recorded on a Witec (focus innovations) Raman Microscope, 

carried out with an objective (Nikon, 10x/0.25, ∞/- WD 6.1) and an excitation wavelength of 

532 nm and a laser power of 3.5 mW. EPR measurements at room temperature (296 K) were 

conducted on a Magnettech Minscope MS300 X-band EPR spectrometer. Samples were 

prepared in 50 µl-ringcaps micropipettes with an inner diameter of 1 mm. N2 physisorption 

isotherms measurements were firstly carried out at 77 K on a Quadrasorb apparatus from 

Quantachrome Instruments. The specific surface area (SSA) was calculated using the Brunauer-

Emmett-Teller (BET) equation applied to nitrogen adsorption data in the relative pressure range 

P/P0 < 0.2 in the linear region with the best correlation. Total pore volume was calculated from 

the amount of N2 adsorbed at the relative pressure of 0.995. The N2 pore size distribution was 

obtained by QSDFT model with slit/cylindrical pore shape using nitrogen adsorption data at 77 

K (adsorption branch kernel). N2 and CO2 adsorption measurements were also carried out up to 

1 bar at 273 K (ice-water bath) and 298 K (room temperature) on a Quantachrome Quadrasorb 

SI apparatus. The heat of adsorption of N2 and CO2 was calculated by Quantachrome ASiQwin 

software. Prior to all gas adsorption measurements, the samples were outgassed at 150 °C for 

15 h under vacuum. The content of Au was analyzed by inductively coupled plasma mass 

spectrometry (ICP-MS). Elemental analysis was accomplished by a Vario Micro device. UV-

Vis spectroscopic measurements were conducted with a Cary 50 UV-Vis spectrometer. High 

performance liquid chromatography (HPLC) analysis was conducted at an HPLC instrument 

from Agilent Technologies 1200 series equipped with equipped with a 1200 Diode-array-

detector with Thermo Scientific Hypersil GOLD Column-Length 250 mm, 4.6 mm ID, 5 µm, 

C18 column. A Shimadzu GC-2014 gas chromatograph equipped with both TCD and FID 

detectors was used to detect the gas products. Thermogravimetric analysis (TGA) was 

conducted on a Netzsch TG 209 F1 device under constant artificial air flow. The sample was 

put into a platinum pan at a heating rate of 10 °C min-1 to 1000 °C. 
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7.3.6 DFT calculations 

Computation details (in cooperation with Dr. Yun Zhao and Dr. Haijun Jiao): Spin-polarized 

periodic DFT calculations were performed by using Vienna ab initio Simulation Package 

(VASP).246-247 The generalized gradient approximation was used with the Perdew-Burke-

Ernzerhof (PBE) of exchange-correlation functional.248-249 The PBE functional with Grimme’s 

D3 correction is used to include van der Waals dispersion interaction.250 The valence electronic 

states were expanded in plane wave basis sets with an energy cutoff of 450 eV and geometry 

optimizations were performed until the maximum force on each relaxed atom was less than 

0.02 eV/Å. Due to the strong correlation effect among the partially filled Ti 3d states, the 

Hubbard parameter, U,251 was used for the Ti 3d electrons to take the on-site Coulomb 

interaction into account. According to previous work, the value of U-J of 4.2 eV was applied.252-

253  

The Gibbs free energy change (ΔG) of the elementary step was calculated with the equation: 

ΔG = ΔEDFT + ΔEzpe - TΔSvib, where ΔEDFT is change of DFT total energy, ΔEzpe and TΔSvib is 

change of zero point energies and the entropy. ΔEzpe and TΔSvib are calculated by vibrational 

frequencies of the surface intermediates within DFT calculation (T = 298.15 K), for the gaseous 

molecules, the entropy contributions (TΔS) were obtained from the experimental values at 

298.15 K.  

Since XRD analysis proved that the NRR catalysts mainly contain the Rutile phase, a Rutile 

TiO2 model was calculated. The calculated lattice parameters of the unit cell are a = 4.69 Å and 

c = 3.04 Å, in excellent agreement with the experimental values (a = 4.587 Å and c = 2.956 

Å).254 In our calculations, the most stable TiO2 (110) surface was used,255-256 which was modeled 

with a p (3x1) periodic slab with twelve layers (Figure S30), and the vacuum between slabs is 

15 Å, correspondingly, a 4x5x1 k-point mesh was used.257 During the structural optimization, 

the lowest three layers were fixed in the bulk positions and the upper nine layers and the 

adsorbates were allowed to relax (Figure 3.39). The stoichiometric Rutile TiO2 (110) surface 

exhibits five- and six-fold coordinated Ti atoms (Ti5c and Ti6c) as well as two- and three-fold 

coordinated oxygen atoms (O2c and O3c) (Figure 3.39).  

Since only partial surface oxygen atoms of TiO2 were substituted by carbon atoms to form C-

TixOy at very high temperature,  both C-doped and surface oxygen vacancy models have been 

constructed for the calculation. In the C-doped model, one surface oxygen atom was replaced 

by one carbon atom (Figure 3.40a). Since both O2c and O3c are available on the surface, the 

formation energy was computed on the basis of the formal reaction of TiO2 + 2C(graphene) = 

TiO2-xC + CO(g). The calculation shows that the O3c substitution is more favoured 
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thermodynamically than O2c substitution by 0.18 eV (+7.64 vs. +7.82eV). To understand the 

specific role of C doping, the reaction on the surface with an oxygen vacancy was also computed 

by deleting one O2C (Figure 3.40c), and the removal of one O2C is thermodynamically more 

favourable than that of one O3c by 0.98 eV (3.25 vs. 4.23 eV). As a consequence, both more 

stable models were used to compute N2 activation and NH3 formation. Since hydrogen is 

available under the reaction condition, all surface O2c atoms were saturated by adsorbing H 

atoms (Figure 3.40b). Accordingly, this hydrogenation addition is strongly exothermic by 2.88 

eV for the C-doped model and by 0.58 eV for the surface oxygen vacancy model.  

7.3.7. Electrochemical tests  

Electrode preparation: Typically, the working electrode, which was prepared by depositing an 

ethanol dispersion of catalysts ink onto a carbon paper electrode (1*1 cm2) with 0.60 mg cm-2 

catalyst loading, and a saturated calomel reference electrode (SCE) were placed in cathodic 

compartment, while platinum foil (1*1 cm2) was used as a counter electrode in the anodic 

compartment. All the electrochemical properties were investigated on a Gamry potentiostat. All 

the potentials in this work were calculated to RHE, E(RHE) = E(SCE) + 0.24 + 0.059 * pH. 

Electrochemical NRR measurements: Different electrolyte aqueous solution was prepared with 

ultrapure water from Millipore system. Electrolysis was performed in a H-type cell separated 

by Nafion membrane. Prior to the test, the Nafion membrane was pretreated by heating in 5% 

H2O2 aqueous solution at 85 °C for 1 h and ultrapure water for another 1 h. Cyclic voltammetry 

(CV) and linear sweep voltammetry (LSV) tests were conducted in N2- and Ar-saturated 

electrolyte solutions with a scan rate of 5 mV s-1. During the test, the feeding of gas was stopped. 

10 cycles of CV sweeps were conducted before the collection of LSV curves. All the gases used 

have a purity of 99.999 %. Control experiments were also carried out to exclude the presence 

of nitrogen oxides in N2 gas. Besides, all LSV curves were steady-state ones after several cycles 

and directly used without additional iR correction. Before all the potentiostatic tests, which 

were carried out at different potentials under continuous stirring, pure Ar or N2 was purged into 

the cathodic compartment for at least 30 min with a flow rate of 10 mL min-1 and kept feeding 

during the whole test.  

Electrochemical active surface area (ECSA): It was determined by capacitive current density 

which was measured with double-layer (Cdl) charging from the scan-rate dependence of cyclic 

voltammetry (CV) (the potential range was chosen according to the reaction system). 

Estimation of activation energy: NRR was also conducted at different temperatures (0 °C, 20 °C, 

40 °C and 60 °C) to investigate the influence of temperature on the reaction rate. Thus, 

activation energy can be calculated according to Arrhenius equation as follows (Equation 7.10), 
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where A is Arrhenius constant, Ea is activation energy, T is reaction temperature, R is gas 

constant and υ is corresponding reaction rate: 

                                                           𝜐 = 𝐴𝑒−
𝐸𝑎

𝑅𝑇                                                                  (7.10)     

Determination of NH3 by indophenol blue method: In detail, 2 mL of the electrolyte solution 

after electrochemical testing was mixed with 2 mL of a 1 M NaOH solution (contains 5 wt.% 

sodium citrate and 5 wt.% salicylic acid). Then, 1 mL of 0.05 M NaClO solution was also added 

into the mixture, followed by the addition of 1 wt.% C5FeN6Na2O (sodium nitroferricyanide). 

As-obtained solution was measured by UV-Vis spectroscopy after staying at room temperature 

for 1 h, and the adsorption peak of indophenol blue appeared at around 655 nm. In order to 

accurately quantify NH3, a calibration curve of concentration-absorbance was plotted by 

preparing a series of ammonium chloride standard solutions. The linear relation was repeated 

for three times.  

Determination of NH3 by Nessler’s method: 10 mL of electrolyte solution was mixed with 1 mL 

of 0.2 M KNaC4H6O6 and 1 mL of Nessler reagent and then the absorbance at 420 nm was 

measured by UV-Vis spectroscopy. A calibration curve with known concentration of NH4
+ was 

also plotted for further calculation. The absorbance of the blank sample without adding standard 

NH3 solution is subtracted from all tested samples for background correction.  

Determination of N2H4: N2H4 was detected by the Watt and Chrisp method with a color reagent 

containing 5.99 g of para-(dimenthylamino) benzaldehyde, 30 mL of HCl (concentrated) and 

300 mL of ethanol.27 In detail, 5 mL electrolyte was mixed with 5 mL as-prepared color reagent 

and stirred for 20 minutes at room temperature.  

Calculations of FE and production rate of NH3: The FE of NH3 was calculated according to 

Equation 7.11: 

                                                           𝐹𝐸 =
3∗𝐹∗𝑐∗𝑉

𝑄
                                                              (7.11) 

NH3 production rate was obtained according to Equation 7.12: 

                                                 𝑁𝐻3 𝑝𝑟𝑜𝑑𝑢𝑐𝑡𝑖𝑜𝑛 𝑟𝑎𝑡𝑒 =
𝑐∗𝑉∗17

𝑡∗𝑚
                                          (7.12) 

Calculations of FE and of H2 production rate: The FE of H2 was calculated by testing the 

amount of H2 generated in the cathodic part using GC-2014. The specific Equation 7.13 is as 

following: 

                                                               𝐹𝐸 =
2∗𝐹∗𝑛

𝑄
                                                             (7.13)   

H2 production rate was obtained according to Equation 7.14: 

                                             𝐻2 𝑝𝑟𝑜𝑑𝑢𝑐𝑡𝑖𝑜𝑛 𝑟𝑎𝑡𝑒 =
𝑛∗2

𝑡∗𝑚
                                                     (7.14) 
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where F is Faraday constant; c is the calculated concentration of NH3; V is total volume of 

electrolyte in cathodic compartment; Q is the total charge passed through the electrochemical 

system; t is the total time of chronoamperometry test; n is the actually produced H2 (mol); and 

m is the catalysts loading. 

15N labeling experiment: 1H NMR spectra of 15N isotope labeling experiment were tested for 

the post-electrolysis 0.1 M LiClO4 electrolytes with 15N2, 
14N2 as the feeding gas. 15NH4

+ and 

14NH4
+ standard samples were also tested for comparison.  

HMF electrooxidation: LSV curves were recorded in 0.1 M NaOH electrolyte solution with 

and without the adding of HMF at a scan rate of 5 mV s-1, as HMF remains almost stable at the 

pH of 13.258 The oxidation product in the anodic part was analyzed by HPLC to calculate the 

HMF conversion and yields of FDCA. In detail, the HPLC equipment has a column of 4.6 mm 

× 250 mm Shim-pack GWS 5 μm C18 and an ultraviolet-visible detector set at 265 nm. A 

mixture of methanol and 5 mM ammonium formate aqueous solution was used as eluent solvent, 

and gradient elution was used to achieve the separation of different products by changing the 

volume percentage of methanol from 30% to 25% during 0 to 10 min with a flow rate of 1.2 

mL/min. By plotting the calibration curves of HMF and FDCA, the final HMF conversion and 

FDCA yields were calculated according to Equations 7.15 and 7.16, respectively: 

                                    HMF conversion =
mol of HMF consumed

mol of initial HMF
                                           (7.15) 

                                          FDCA yield =
mol of FDCA formed

mol of initial HMF
                                                 (7.16) 
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