Table S1
	Nominal thickness from manufacturer (nm)
	Parallax average thickness (nm)

	20 nm
	19.66 +/- 2.14

	50 nm
	40.34 +/- 2.35



Table S2
	Nominal thickness from manufacturer (nm)
	Adjusted Ratio
	Thickness from Reimer model (nm)
	Thickness from atomic model (nm)

	20 nm
	0.920+/- 0.001
	12.6
	15.6

	50 nm
	0.840+/- 0.001
	26.4
	32.6
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