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Abstract
Antimony and tin are promising anode materials for sodium-ion batteries due
to their high theoretical sodium storage capacities. However, significant vol-
ume change during cycling limits their long-term stability and rate performance.
Composite engineering can minimize this problem. A versatile method for the
synthesis of Sb nanoparticles inside the mesopores of carbon fibers prepared
through electrospinning and subsequent carbothermal reduction is presented in
this work. The mesopore architecture can host up to 61 wt% of Sb nanoparti-
cles and buffer the volume changes during cycling. Smaller pores in the carbon
provide the pathways for reversible insertion/extraction of sodium. This binder-
free material provides high rate capability and a long-term cycling performance
when used as an anode in half-cells. When cycled at 0.5 A g−1, the composite
shows an initial capacity of 520 mA h g−1 with 507 mA h g−1 remaining after 500
cycles. Even at a high current density of 20 A g−1, a capacity of 197 mA h g−1 is
still achieved. Sn nanoparticles can be embedded in the mesopores of the carbon
fibers by a similar method. These Sn-based anodes also show remarkable elec-
trochemical performance, indicating that this approach represents a generally
applicable strategy for synthesizing advanced battery anodes.
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1 INTRODUCTION

Lithium-ion batteries (LIBs) are prime candidates for
energy storage due to their high working voltage, high
energy density, and stable cycling performance.[1] With the
sharply increasing demand for LIBs in portable electron-
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ics, electric vehicles, and power grids, concerns about the
available resources and price of lithium arise.[2] Sodium-
ion batteries (SIBs) are considered promising alternatives
to LIBs.[3] Due to the abundant resources of sodium, SIBs
have great potential to fulfill the enormous future demand,
especially for large-scale electrochemical energy storage.

Electrochem. Sci. Adv. 2021;1:e2100010. wileyonlinelibrary.com/journal/elsa 1 of 8
https://doi.org/10.1002/elsa.202100010

mailto:martin.oschatz@uni-jena.de
mailto:markus.niederberger@mat.ethz.ch
http://creativecommons.org/licenses/by/4.0/
https://wileyonlinelibrary.com/journal/elsa
https://doi.org/10.1002/elsa.202100010
http://crossmark.crossref.org/dialog/?doi=10.1002%2Felsa.202100010&domain=pdf&date_stamp=2021-03-02


2 of 8 Electrochemical Science Advances
Full article
doi.org/10.1002/elsa.202100010

Although graphite is the established material in commer-
cial LIBs, a suitable compound for sodium storage in SIB
anodes has still not been found. Carbonaceous materials
(most often hard-carbon) and their composites,[4] metal
oxides/sulfides,[4b,5] and metals/alloys[6] have been stud-
ied. Among them, Sb and Sn are particularly attractive due
to their lowworking potentials and high theoretical capac-
ities of 660 mA h g−1 and 847 mA h g−1, respectively.[7]
However, one major drawback is that both elements expe-
rience large volume expansions (up to 390 % for Sb[8] and
up to 420 % for Sn[9]) during sodiation/desodiation. Such
enormous volume change during cycling usually leads to
the pulverization of the electrodes, often resulting in the
loss of electrical contact between the particles and the cur-
rent collector. Furthermore, due to the continuous for-
mation of new solid electrolyte interphase (SEI) on the
exposed surfaces, the high initial capacities of Sb/Sn are
usually accompanied by low Coulombic efficiencies and
severe capacity fading during cycling.[10]
Up to now, several strategies have been proposed to

address these problems of bulk metallic anode materials
and the corresponding extensive volume changes during
cycling. Among them, one prevalent strategy is to reduce
the size of the particles to alleviate higher strain and
retard pulverization. For example, Wang et al. found that
the alkali metal storage properties of Sn/SnOx core−shell
spheres are strongly depending on their size. Small
particles of 30 and 45 nm significantly outperformed
larger sub-micro-sized (100–500 nm) and micro-sized
(0.3–10 μm) particles.[11] The smooth surfaces of micro-
sized particles coarsened during cycling, lowering their
adhesion to the conductive carbon black matrix which
was added by physical mixing. The detachment of active
materials and conductive matrix leads to the deterioration
of electronic contact between individual particles and by
that capacity fading. Even though downscaling of the sizes
of the metallic alloy anode particles is an effective way to
mitigate the volume incongruity, the cyclability remains
limited by particle aggregation.[12] The latter is accelerated
by the significantly higher surface energy, lower melting
point, and changed redox potentials of nanoparticles
in comparison to the corresponding bulk metal. These
differences all have to be considered when downscaling
of particle sizes is considered as the method to minimize
pulverization of electrode materials.
Following a principle that is established in heteroge-

neous catalysis and other electrochemical energy storage
devices such as lithium-sulfur batteries for a long time,
nanostructured carbonaceous materials have been widely
applied to disperse the metallic alloy anode nanoparticles
in a porous matrix to prevent their agglomeration, buffer
the volume change, and enhance the ion transport during
cycling. From a fundamental perspective, such “carbon-

supported” composite electrode materials can poten-
tially contribute to the solution of the so-called “Ragone
dilemma” by decoupling storage and transport of electrons
and metal (ions).[13] For instance, advanced architectures
like self-wrapped Sb/C nanocomposites,[14] Sn@sheet-
like nitrogen-doped carbon foams[15] and graphene/Sn-
nanopillars[16] show impressive rate capability and long
cyclability in SIBs. Among the different materials, elec-
trospun carbon fibers are particularly attractive, because
the one-dimensional morphology offers a defined texture
in combination with high electronic conductivity with-
out contact resistance between particles as in powder
materials.[17] Electrospinning is a scalable method and
allows to adjust the textural properties of the electrode
materials such as fiber thickness and density. Several stud-
ies demonstrated that metal and metal alloy nanoparticles
such as Sb,[14] Sn,[18] and SnSb[19] can be encapsulated into
polymer fibers during electrospinning which can then be
carbonized. This approach enables the synthesis of promis-
ing materials for stable sodium-ion battery anodes with
high capacity and it can be expected that further optimiza-
tion of the structural design, e.g., by introducing additional
porosity, could further enhance the rate capability and
cycling stability of the metal and metal alloy/carbon com-
posite anodes.[20] However, a more profound understand-
ing of the interplay between different structural parame-
ters of the electrode materials and their electrochemical
properties is still necessary to make the maximum possi-
ble use of this concept towards advanced SIBs anodes.
A method for the preparation of one-dimensional

porous carbon fibers with encapsulated Sb (Sb-PCF) or
Sn nanoparticles (Sn-PCF) by electrospinning, followed
by carbothermal processing is reported here. The unique
architecture and the bimodal porosity of the composite
come with several advantages when applied as SIBs anode
as shown by comparison to suitable reference materials.
Themesoporous carbon fibermatrix prevents the nanopar-
ticles from aggregation. The micropores present in the
fibers provide pathways for ion transport. The mesopores
encapsulating the Sb and the Sn nanoparticles offer space
to buffer the volume change of the metals. In conse-
quence, the two composites exhibit high specific capaci-
ties of 507 mA h g−1 and 428 mA h g−1 after 500 cycles at
0.5 A g−1, respectively. Good rate capability and long cycla-
bility over 500 cycles are achieved.

2 RESULTS AND DISCUSSION

Scheme 1 illustrates the preparation process of the
Sb-PCF composite. First, an electrospinning process
was employed using a precursor mixture contain-
ing Sb2O3 nanoparticles, polyacrylonitrile (PAN), and
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SCH EME 1 Synthesis process for the Sb-PCF composite

F IGURE 1 (A, B) SEM images of Sb-PCF at different
magnifications. The inset in (A) shows the corresponding elemental
mapping SEM-EDX (C, N, and Sb); (C) TEM and HRTEM images
(inset) of the Sb-PCF; (D) TGA of Sb-PCF and Sb-CF in air; (E)
nitrogen physisorption (at −196◦C) isotherms with (F)
corresponding QSDFT pore size distribution of Sb-PCF, Sb-CF, and
CF

dimethylformamide (DMF). The electrospun fibers were
then heated under inert atmosphere to form the Sb-PCF
composites. During annealing, PAN transformed into
nitrogen-doped carbon, and the Sb2O3 nanoparticles were
reduced into metallic Sb nanoparticles, which are embed-
ded into the carbon framework.[23] This process has two
effects on the microstructure of the composite. On the one
hand, small pores grow in the fiber because of the polymer
decomposition and carbon oxide gases produced. On the
other hand, mesopores with embedded Sb nanoparticles
are formed during the reduction of the Sb2O3 nanopar-
ticles. As reference samples, carbon fibers (CF) and Sb
encapsulated carbon fibers (Sb-CF) were synthesized with
an electrospinning method reported by Zhu et al.[22]
As shown in the transmission electron microscopy

(TEM) overview image (Supporting Information
Figure S1A), the particle size of the Sb2O3 nanoparti-
cles is around 5 nm. The X-ray powder diffraction (XRD)
pattern shows that the diffraction signals agree well with
the cubic phase of Sb2O3 (JCPDS No. 5–534) (Supporting
Information Figure S1C).[24] The morphology of Sb-PCF
at two different magnifications is depicted in the scanning
electron microscopy (SEM) images (Figure 1A and B). The
fibers exhibit rough surfaces, have a uniform diameter
of around 600 nm, and are present as interconnected

networks. The elemental mapping SEM energy dispersive
X-Ray (EDX) (insets in Figure 1A) demonstrates that C, N,
and Sb are uniformly dispersed in the carbon fiber matrix.
Additionally, the XRD pattern of Sb-PCF confirms the
presence of crystalline Sb nanoparticles with a hexagonal
crystal structure (JCPDS No. 35–0732) (Figure S1D, sup-
porting information).[25] TEMwas further used to analyze
the micro- and nanostructure of the Sb-PCF composite,
which reveals the distribution and encapsulation of the
Sb nanoparticles in the carbon fibers. The high-resolution
transmission electron microscopy (HRTEM) image (inset,
Figure 1C) shows that the crystal size of the Sb nanoparti-
cles is approximately 3–4 nm. The measured d-spacing of
the selected nanoparticle is 0.354 nm and corresponds to
the (111) plane of Sb. The Sb/carbon ratio was evaluated by
thermogravimetric analysis (TGA) under air (Figure 1D),
based on the weight loss resulting from carbon combus-
tion and the weight gain due to Sb2O4 formation. The
content of Sb in the composite was calculated to be 61 wt%
assuming that Sb2O4 is the final product of the TGA
measurement.[25a,26] For comparison, SbCl3 was also used
as the precursor to fabricate Sb impregnated carbon fibers
(Sb-CF) according to a previous study.[22] TGA analysis
shows that the Sb-CF has a comparable Sb content of
58 wt%. N2 physisorption experiments show that Sb-PCF
presents a typical Type IV isotherm with a continuous
slope above the relative pressure of 0.2 and a hysteresis
loop in the relative pressure range between 0.4 and 0.9,
which indicates the existence of mesopores (Figure 1E).
The pronounced N2 uptake in the relative pressure range
of below 0.2 indicates the presence of additional smaller
micropores. In comparison, Sb-CF and CF show isotherms
with lower N2 uptake, pointing toward a rather dense
structure with only a few pores of random sizes that
are accessible for nitrogen.[17,27] Pore size distribution
analysis using the quenched solid density functional
theory (QSDFT) confirms the presence of mesopores with
diameters in the range from 5 to 20 nm in the Sb-PCF com-
posite (Figure 1F). Sb-PCF has the highest specific surface
area (SSA) of 155 m2 g−1 and total pore volume (TPV) of
0.33 cm3 g−1 among all samples. Sb-CF (2.5 m2 g−1 of SSA
and 0.02 cm3 g−1 of TPV) and CF (51 m2 g−1 of SSA and
0.09 cm3 g−1 of TPV) have significantly lower porosity
(Table S1, supporting information). The pore structures
of Sb-PCF, Sb-CF, and CF were also characterized by
TEM. Sb-PCF shows a coarse morphology with a loose
feature, which indicates the significant mesopore content
(Supporting Information Figure S2A–C). In contrast,
Sb-CF (Supporting Information Figure S2D–F) exhibits a
rather dense structure while CF presents a smooth surface
and dense morphology (Supporting Information Figure
S2G–I), which is in accordance with the N2 physisorption
measurements.



4 of 8 Electrochemical Science Advances
Full article
doi.org/10.1002/elsa.202100010

F IGURE 2 (A) Cyclic voltammograms of the Sb-PCF, Sb-CF,
and CF composites between 0 and 2.5 V at a scanning rate of
0.1 mV s−1; (B) galvanostatic charge-discharge profiles of Sb-PCF for
the first three and the 500th cycle at a current density of 0.1 A g−1;
(C) galvanostatic charge-discharge profiles and (d) rate performance
of Sb-PCF cycled at various current densities from 0.1 A g−1 to
20 A g−1; (E) cycling performance of Sb-PCF and Sb-CF at a cycling
rate of 0.5 A g−1

The sodium storage properties of Sb-PCF, Sb-CF, and
CF were studied in half-cell configurations using sodium
metal as the reference and counter electrode. The cyclic
voltammetry (CV) measurements of Sb-PCF, Sb-CF, and
CF were performed at a scan rate of 0.1 mV s−1 within
the voltage range of 0–2.5 V (vs. Na+/Na) (Figure 2A). For
Sb-PCF, the two redox peaks observed at 0–0.1 V can be
ascribed to the insertion and extraction of sodium in the
interlayer of the graphitic microcrystallites.[28] The subse-
quent reduction peaks at around 0.43 V and 0.68 V can
be attributed to different sodiation steps of Sb, produc-
ing NaxSb and Na3Sb.[29] The oxidation peaks at 0.83 V
and 0.93 V are caused by the corresponding two-step
desodiation process of Na3Sb and NaxSb.[25a] The broad
oxidation peak centered around 1.4 V might be a result
of the reversible binding between sodium ions and the
nitrogen-containing functional surface groups which can
act as high energy stabilization sites for sodium as pro-
posed previously.[30] For comparison, the CV curve of Sb-
CF shows the sodiation peaks corresponding to the forma-
tion of NaxSb and Na3Sb at 0.61 V and 0.34 V, respectively.
The merged peak around 0.9 V is attributed to desodiation
of Na3Sb and NaxSb.[25a,29] Compared with Sb-PCF, the
much smaller volume of nanopores of Sb-CF leads to slug-
gish ion transport. This causes larger polarization in Sb-CF,
giving rise to the larger overpotentials for the reaction.[31]
The very broad reduction peak in the CV curve of CF

is attributed to the intercalation of sodium ions between
the graphene layers in the carbon fibers.[32] Galvanostatic
charge-discharge profiles of Sb-PCF for the first three and
the 500th cycle at a current density of 0.1 A g−1 (Figure 2B)
show that the initial discharge and charge capacities of Sb-
PCF are 762 and 538 mA h g−1, respectively. Due to the
polarization, the discharge voltage drops and the specific
capacity decays to 512 mA h g−1 in the 500th cycle. A dis-
charge plateau is observed within the range 0.64–0.83 V
during the first discharge. This, together with the capacity
loss during the first cycle, is presumably due to the typical
irreversible SEI formation.[14,25a] In the second and third
cycles, Sb-PCF reversibly delivers a capacity of around
526 mA h g−1 for both cycles with a Coulombic efficiency
of 97.7 %. The sodium storage capability of the Sb particles
in the composite at current density of 0.5 A g−1 was cal-
culated by deducting the capacity contributions from the
nitrogen-doped porous carbon fiber (≈350 mA h g−1). The
particles in the Sb-PCF electrode reach a reversible sodium
storage capacity of 638 mA h g−1, corresponding to 96.6%
of the theoretical capacity of Sb (Na→ Na3Sb) and there-
fore an almost complete utilization of Sb. An overview
over the rate capability examined at different specific cur-
rents ranging from 0.1 to 20 A g−1 (Figure 2C) is showing
that the composite offers remarkable reversible capacities
of 526, 501, 474, 435, 374, 311, and 186 mA h g−1 at cur-
rent densities of 0.1, 1, 2, 5, 10, and 20 A g−1, respectively,
with similar shapes of the charge–discharge profiles and
increasing voltage gaps. The voltage gaps are likely caused
by remaining polarization and mechanical stress during
the charge-discharge processes.[14,33] In comparison, the
Sb-CF and CF electrodes only provide initial capacities of
352 and 190 mA h g−1 at 0.1 A g−1, respectively (Support-
ing Information Figure S3A and B). Larger voltage gaps as
compared to the Sb-PCF electrode are present for Sb-CF
in the charge-discharge profiles at various current densi-
ties (Supporting Information Figure S3C). After 40 cycles
at different current densities, the reversible capacity of Sb-
PCF is still 527mA h g−1 at 0.1 A g−1, which is much higher
than those of Sb-CF andCF (Figure 2D).When Sb-PCFwas
cycled at 0.5 A g−1, a discharge capacity of 507 mA h g−1
can still be obtained after 500 cycles, corresponding to
almost 97.5% of the initial capacity (Figure 2E). In com-
parison, Sb-CF only delivers a capacity of 236 mA h g−1
with a capacity retention of 71 % after 500 cycles. The
results give evidence that Sb-PCF shows high rate capa-
bility and excellent cycling stability due to the small
size of Sb and its surrounding nanopores in the carbon
composite.
From a microscopic perspective, the morphological

influence of Sb-PCF during operation can be understood as
follows (Scheme 2A). During discharging, the Sb nanopar-
ticles experience a volume expansion upon sodium



5 of 8 Electrochemical Science Advances
Full article
doi.org/10.1002/elsa.202100010

SCH EME 2 Suggested microstructural changes in the (A)
Sb-PCF and (B) Sb-CF composites during operation

insertion. However, agglomeration of the particles can
apparently be prevented. The mesoporous cages sur-
rounded by micropores efficiently buffer the volumetric
change of the encapsulated Sb nanoparticles during the
charge-discharge processes and prevent their agglomera-
tion. On the other hand, themicropores in the carbon fiber
matrix do still offer sufficient pathways for the sodium
ion transport, enabling the high rate capability despite the
encapsulation of the sodium storing particles.[34] Nitro-
gen heteroatoms in the carbon material can further con-
tribute to enhanced sodium transport.[35] In comparison,
the Sb nanoparticles arewrapped by carbonwithout signif-
icant porosity in Sb-CF (Scheme 2B). In this composite, the
Sb nanoparticles do not completely react, and irreversible
processes become more pronounced. As a result, the Sb-
CF composite shows comparably poor rate capability and
cyclability.
To further verify the versatility of this preparation

technique for other metal/carbon matrix composites, Sb
nanoparticles were replaced by Sn nanoparticles and Sn-
PCF was prepared through the same procedure. The TEM
image of the as-synthesized SnO2 nanoparticles confirms
particle sizes in the range of 3–6 nm with a relatively
narrow particle size distribution (Figure S1B, supporting
information). XRD signals can be assigned to the tetrag-
onal phase of SnO2 (JCPDS No. 41–1445).[36] In compari-
son to Sb-PCF, the Sn-containing electrospun fibers have a
slightly larger, but also uniformdiameter of around 800nm
(Figure 3A). Elemental mapping (insets, Figure 3A) proves
that the Sn nanoparticles are uniformly distributed in the
nitrogen-doped carbon fibers. The SEM image reveals a
rough surface topology with small pits, presumably being
a result of the carbonization process and the inlaid Sn
nanoparticles (Figure 3B). The Sn nanoparticles are uni-
formly embedded in the carbon matrix and the particle
size remains around 5 nm (Figure 3C). The inset high-
resolution TEM image shows lattice fringes of 0.278 nm,
corresponding to the d-spacing of the (101) plane of tetrag-
onal Sn. XRD analysis of the Sn-PCF composite is show-
ing a diffraction pattern that can be indexed according to
tetragonal Sn (JCPDS No. 4–673)[37] (Supporting Informa-
tion Figure S1D). To quantify the Sn content in the Sn-
PCF composite, TGA was carried out (Figure 3D). Based

F IGURE 3 (A, B) SEM images of Sn-PCF at different
magnifications. The inset in (A) shows the corresponding elemental
mapping SEM-EDX (C, N and Sn); (C) TEM and HRTEM images
(inset) of Sn-PCF; (D) TGA of Sn-PCF in air; (E) nitrogen
physisorption (at −196◦C) isotherms with (F) corresponding QSDFT
pore size distribution of Sn-PCF

F IGURE 4 (A) CV curves of the Sn-PCF between 0–2.5 V at a
scanning rate of 0.1 mV s−1; (B) galvanostatic charge-discharge
profiles of Sn-PCF for the first three cycles at a current density of
0.1 A g−1; (C) galvanostatic charge-discharge profiles and (D) rate
performance of the Sn-PCF cycled at various current densities from
0.1 A g−1 to 20 A g−1; (E) cycling performance of the Sn–PCF at a
cycling rate of 0.5 A g−1

on a pronounced weight loss resulting from the oxida-
tion of carbon, the total Sn content in the composite was
calculated to be 54 wt% assuming SnO2 as the oxida-
tion product. Nitrogen physisorption measurements (Fig-
ure 3E) show that Sn-PCF exhibits a type IV-isothermwith
a continuous slope above a relative pressure of 0.2 and
a narrow hysteresis loop in the relative pressure range
between 0.4 and 0.9.[27b] The pore size distribution (Fig-
ure 3F) shows that micropores and mesopores with sizes
ranging from 1.3 to 4 nm are present. The surface area
and the TPV of the composite were determined to be
54 m2 g−1 and 0.06 cm3 g−1, respectively, indicating the
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micro/mesoporous structure of Sn-PCF (Table S1, support-
ing information).
In the CV curve of the Sn-PCF composite (Figure 4A),

four weak peaks at 0.24, 0.58, 0.72 V and 1.05 V can
be observed during the oxidation scan, which can be
attributed to the desodiation of Na15Sn4, Na9Sn4, NaSn,
and NaSn5, respectively.[18,38] The two reduction peaks
at 0.38 V and 0 V can be assigned to the formation of
the corresponding four NaxSn alloys[38,39] and the stor-
age of sodium into the expanded graphitic areas in the
carbon fibers.[18] The first three galvanostatic charge–
discharge profiles of the Sn-PCF electrode at a current
density of 0.1 A g−1 reveal that the specific capacities
after the first sodiation and desodiation are 739 and
523 mA h g−1, respectively (Figure 4B). During the second
and third cycles, the discharge and charge profiles over-
lapped, implying a good reversibility of the Sn-PCF elec-
trode. In addition, the Sn-PCF shows a high rate perfor-
mance (Figure 4C and D). Reversible capacities of 524, 507,
450, 393, 334, 239, 160, and 75 mA h g−1 can be retained at
current densities of 0.1, 1, 2, 5, 10, and 20A g−1, respectively.
To investigate the cyclability, Sn-PCF was cycled at a fixed
current density of 0.5 A g−1. The composite exhibits a high
reversible capacity of 428 mA h g−1 over 500 cycles with
94% capacity retention (Figure 4E). Pulverization of the
electrodes is a major problem of metallic anodes undergo-
ing extensive volume changes during operation. To reveal
possible reasons behind the remarkable stability of Sb- and
Sn-PCF, the macroscopic appearance and the microstruc-
ture of the electrodes were investigated after 500 cycles.
Digital photographs and the corresponding SEM images
(Supporting Information Figure S4A and B) show that the
electrodes preserve their freestanding form without pul-
verization. The fibrous morphology is fully maintained as
well, indicating the outstanding structural stability of the
material during battery cycling.

3 CONCLUSION

Porous carbon fibers containing Sb or Sn nanoparticles
were prepared by an electrospinning process followed by
carbothermal reduction. Both composites offer a unique
porous architecture that makes them promising for battery
applications. The mesopores host the Sb and Sn nanopar-
ticles, which are just a few nm in size, while the micro-
porosity provides the pathways for efficient ion transport.
Together with the fibrous morphology, the porosity helps
to efficiently balance the mechanical stress induced by
volume expansion/contraction, prevent pulverization and
agglomeration of the Sb and Sn nanoparticles and enhance
the ion transport. As anode materials for SIBs, the Sb-PCF
and Sn-PCF composites offer remarkable cycling perfor-
mance with capacities of 507 mA h g−1 and 428 mA h g−1

after 500 cycles at 0.5A g−1, respectively. Even at a high cur-
rent density of 20 A g−1, capacities of 197 and 75 mA h g−1
can be achieved by Sb-PCF and Sn-PCF, respectively. Our
work shows that the encapsulation of nanoparticles in
porous carbon fibers could be a promising strategy tomake
even materials with such extensive volume change useful
for battery applications. As many electrochemically inter-
esting materials are available in the form of nanoparticles,
it can be expected that the proposed method can be gener-
ally applied beyond the two examples Sb and Sn presented
here.

4 EXPERIMENTAL SECTION

4.1 Synthesis of Sb2O3 nanoparticles

1 mmol Sb(CH3CO2)3 (≥ 97 %, Alfa Aesar) was dissolved
slowly in 3mL benzylamine (99.0 %, Fluka). After vigorous
stirring at room temperature for 2 min, 2 mL oleylamine
(≥ 96 %, Acros) was added dropwise and the mixture was
stirred for 30 min. A white precipitate formed, which was
collected by centrifugation and washed with ethanol for 3
times. Finally, the precipitate was dried in vacuum at 80°C
overnight for later use.

4.2 Synthesis of SnO2 nanoparticles

The SnO2 nanoparticles were prepared by a modified
microwave-assisted method adapted from a previous
report.[21] In a typical procedure, 0.8 mL SnCl4 (99.99 %,
ABCR), 15 mL benzyl alcohol (≥99%, Sigma-Aldrich), and
5 mL toluene were mixed in a 35 ml microwave glass vial.
After vigorous stirring for 30min at room temperature, the
mixture was heated by a microwave reactor (CEMHybrid)
at 155°C for 30 min with high stirring rate. The precipi-
tate was separated from the liquid phase by centrifugation,
washed at least 3 times by ethanol, and finally dried in a
vacuum overnight at 80 °C.

4.3 Synthesis of Sb/Sn-PCFs

Sb/Sn-PCFs were synthesized through electrospinning fol-
lowed by carbothermal reduction at high temperature.
200 mg Sb2O3 or SnO2 nanoparticles were dispersed in
1.8 g N,N-dimethylformamide (DMF) (anhydrous, 99.8%,
Sigma–Aldrich), followed by addition of 200 mg poly-
acrylonitrile (PAN) (average Mw 150,000, Sigma–Aldrich)
under stirring at 60 °C for 12 h. The electrospinning precur-
sor was loaded to a 2mL syringe andmounted on a syringe
pump in a spinning machine (Professional Electrospinner,
Yflow, Spain). A positive high voltage was connected via
an alligator clip to the needle with an inner diameter of



7 of 8 Electrochemical Science Advances
Full article
doi.org/10.1002/elsa.202100010

0.5 mm and outer diameter of 1 mm. A grounded rotating
drum covered with aluminum foil was employed to col-
lect the fibers at a rotation speed of 200 rpm for a duration
of 25 min. Process parameters were fixed at a high volt-
age of +13 kV, flow rate of 2 mL h−1 and distance from
tip to the collector of 15 cm. The temperature was 23 ◦C
and the humidity 40−50%. Subsequently, the Sb2O3/SnO2-
PAN fiberswere pre-oxidized at 250◦Cunder air for 30min,
followed by carbonization and carbothermal reduction in
a chamber furnace at 600◦C (for Sb-PCF) or 700◦C (for
Sn-PCF) for 2 h under N2 gas flow with a heating rate of
2◦C/min.

4.4 Synthesis of Sb-CF

Sb-CF was synthesized according to a reported procedure
with slight modifications.[22] The electrospinning precur-
sor was prepared by dissolution of 600 mg SbCl3 and
400 mg PAN in 3 g DMF by stirring at room temperature
for 2 h. The process of electrospinning and the subsequent
pre-oxidation was the same as that of Sb-PCF. Finally, the
fibers were carbonized in a tube furnace at 600◦C for 2 h
under aH2 (5 vol %) / Ar (95 vol %) atmosphere with a heat-
ing rate of 2◦C/min to obtain the Sb-CF sample.

4.5 Material characterization

Nitrogen physisorption experiments were carried out at
−196◦C on a Quadrasorb apparatus (40–60 mg sample)
from Quantachrome Instruments. Prior to all measure-
ments, the samples were outgassed at 150◦C for 20 h under
vacuum. Total pore volumes (TPV) were determined at
P/P0= 0.95. Specific surface area (SSA) and pore size distri-
butions were calculated using the quenched-solid density
functional theory (QSDFT) method (adsorption branch
kernel) for N2 adsorbed on carbon with a slit/cylindrical
pore shape at −196◦C. Further structural characteriza-
tion was carried out by scanning electron microscopy
(SEM, LEO 1550-Gemini) operating at 3 kV and transmis-
sion electronmicroscopy (TEM, EM 912 Omega/Carl-Zeiss
Oberkochen, Hitachi HT7700 microscope, and X-FEG FEI
Talos). To prepare the TEM samples, the composites were
dispersed in ethanol by sonication for 10 min, followed by
dropping several droplets of the dispersion on a carbon-
coated copper TEM grid and drying at room temperature.
Thermogravimetric analysis (TGA) was conducted with a
Netzsch TG 209 F1 device under a constant artificial air
(80 % N2 and 20 % O2) flow in platinum pans at a heat-
ing rate of 5◦C/min to 1000◦C. X-ray powder diffraction
(XRD) measurements were performed on a PANalytical
Empyrean diffractometer equipped with a Cu Kα X-ray
tube (45 kV, 40 mA).

4.6 Electrochemical measurements

The free-standing Sb/Sn-PCF, Sb-CF, andCF sampleswere
punched into free-standing disks of 10 mm in diame-
ter, which were directly used as working electrodes. The
areal loading of an electrode was about 0.5 mg cm−2. The
half-cell tests were carried out using Swagelok-type cells
assembled in an argon-filled glove box (H2O < 0.1 ppm,
O2 < 0.1 ppm). Sodium metal (11 mm in diameter) was
used as both counter and reference electrodes. Glass fibers
(Whatman GF/C, 13 mm in diameter) were employed as
the separators. The electrolyte was 1MNaClO4 in ethylene
carbonate/propylene carbonate/fluoroethylene carbonate
(45:45:10 by mass). The Swagelok cell was assembled
using the working and counter electrodes sandwiching
the separator, with 500 μL electrolyte and a copper foil as
the current collector for the working electrode. Biologic
MPG-2 galvanostat/potentiostat and Biologic instrument
(BCS series) were used for electrochemical characteriza-
tion. All measurements were performed at room temper-
ature. Cyclic voltammetry (CV) tests were performed at
scan rates of 0.1 mV s−1. Galvanostatic charge/discharge
with potential limitation (GCPL) was applied at specific
currents between 0.1 and 20 A g−1 in a voltage range from
0 V to 2.5 V. The specific capacity, Q (mA h g−1), was cal-
culated according to the following equation:

𝑄 =
𝑄𝑑𝑖𝑠

𝑚
(1)

where Qdis (mA h) is the charge of the discharging cycle,
andm (g) is the mass of a single electrode.
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