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Abstract 
Electron cyclotron resonance heating (ECRH) is a powerful and flexible plasma heating technique 
that serves as the main heating at Wendelstein 7-X and will be used at ITER for start-up, heating, 
current drive and mitigation of the plasma instabilities. In case of poor or degraded absorption of 
microwaves, which is expected in O2-mode heating scenario, a significant part of the beam hits 
directly the wall leading to local overheating and potential damages. The ECRH shine through 
power is mostly reflected on the targets, only a small fraction being really absorbed through ohmic 
losses (typically 3% for graphite at 140 GHz). The ohmic losses not only depend on material 
properties and frequency, but also on polarization of the wave and angle of incidence. The paper 
presents the thermographic analysis of ECRH experiments at Wendelstein 7-X, including heat load 
and temperature simulations of the first wall due to ECRH shine through. Two O-mode ECRH 
experiments with both high temperature rise of the first wall and different angle of incidence of the 
beam regarding the wall surface are depicted. One experiment has 775 kW power modulation (5 
Hz) with mixed polarization (45% O-mode, 55% X-mode) and EC beam angle almost normal to 
the first wall. The second one has 550 kW steady EC power with O-mode polarization, shallow 
beam angle and increased power absorption with the material. It is shown that IR thermography is 
a useful tool to measure shine through power and protect wall components.   
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1. Introduction 

Wendelstein 7-X (W7-X) is an optimized stellarator with a strong variation of the plasma cross-
section from triangular to kidney shape and back, which is repeated in a fivefold toroidal magnetic 
field symmetry. The device has been designed to operate steady state at a standard magnetic field 
of B = 2.5 T. Electron cyclotron resonance heating (ECRH) at the second harmonic cyclotron 
frequency is the main heating technique at W7-X, it is capable of providing up to 7.5 MW of 
microwave power at 140 GHz (for at least 30 min). A detailed description of the ECRH plant is 
given in [1]. The ECRH plant has ten gyrotrons that inject microwaves in two out of five modules 
of the stellarator. Two polarizers per gyrotron in the transmission line allow launching ordinary 
polarized (O-mode), extraordinary polarized (X-mode), or composition of modes leading to mixed-
polarized microwaves into the plasma [2]. Ten 2D steerable microwave launchers in the bean-
shaped plasma cross-sections, located in modules 1 and 5, allow a wide range of ECRH and current 
drive scenarios. Handling such a highly localized heating source requires an extensive set of safety 
diagnostics [3,4,5]. Infrared (IR) thermography is one of them [6]. It allows observations of thermal 
footprints from unabsorbed microwave radiation on the graphite tiles of the heat shield that protects 
the vacuum vessel [7]. Figure 1 shows effect of the ECRH beam on the graphite tile of the first 
wall as measured with the IR thermography system during the empty torus experiment (without 
plasma) designed to measure the ohmic absorption. 
 

 
Figure 1: In-vessel view of the infrared thermography system in module 5 of the W7-X stellarator 
(experiment numbers #20171121.13). The yellow shade shows one of the several ECRH beams 

launched from the low-field side. In case of no plasma or insufficient plasma absorption the beam 
hits the first wall, leading to a hot spot on the graphite tiles. 
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ECRH can be used for wall conditioning, plasma start-up to ionize the neutral gas, heating to bring 
bulk plasma to temperature and density conditions required for fusion reactions, current drive to 
sustain long-duration experiment and also in specific places for minimizing the build-up of plasma 
instabilities to provide improved confinement. The ECRH beam size is narrow (few cm) and has, 
consequently, a high power density with hundreds of MWꞏm-2 in the center of the beam. Typically, 
the second harmonic extraordinary mode (X2) is used for plasma heating with more than 99 % 
absorption for usual plasma parameters [1], but a large power fraction can hit the inner wall 
especially during plasma start-up which can last several tens of ms or during the second harmonic 
ordinary mode (O2) which is characterized by lower first-pass absorption (30-70%) compared to 
X2-mode. The ECRH wave absorption and shine through power are computed with the ray-tracing 
code TRAVIS [8]. The input beam, absorption zone and shine through power computed for O2 
mode polarization are shown in figure 2.  

 
Figure 2: Modelling of the ECRH absorption and shine through power during O2-mode scenario. 
ECRH ray trajectories are plotted in the RZ-plane for A1 equatorial beam. Magnetic surfaces and 

B-isolines are also plotted (magenta at ω = 2ωce). 
 
How much of the ECRH shine through power is absorbed by the graphite tiles can be calculated 
by use of a theoretically or experimentally determined absorption coefficient. However, 
contradictory results were achieved [5] in early shine through and stray radiation measurements 
performed during the first operational phase of W7-X [9] (OP1.1 including 5 uncooled poloidal 
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graphite limiters, first wall only partially covers with graphite tiles). Here, heating of the first wall 
monitored by the thermographic IR systems was reported during ECRH plasma experiments with 
a duration of only up to 300 ms. Although the accuracy of the power calibration during the start of 
the gyrotron is questionable due to a frequency shift of typically 200 MHz in the first 300 ms [1].  
For this reason, a more detailed investigation of the first wall absorption during quasi steady state 
ECRH operation is advisable. Furthermore, the fraction of the microwave power absorbed by the 
inner wall depends on the material properties, beam angle and polarization of the EC wave. In this 
paper, we present the thermographic analysis of ECRH shine-through experiments at various 
incident angles. The analysis allows inferring of the microwave absorption coefficients of the 
graphite armor for different beam angles and polarizations. Presented results are important for other 
machines, including ITER, since they simultaneously validate the methodology of thermography, 
confirm that there is a solid understanding of the observations, and provide independent benchmark 
of properties of materials exposed to high-power microwaves and plasmas. 
 
The paper is structured as follows. Section 2 introduces the physical background and modelling 
tools: ECRH heat flux, microwave absorption coefficient and heat diffusion through the inner wall. 
The experimental setup is described in Section 3. Microwave EC experiment performed in the 
empty vessel, i.e. in the absence of plasma, is presented in Section 4. ECRH shine through 
experiments are reported in Section 5 for normal and shallow angles on the inner wall. Section 6 
concludes the paper.  
 
 
2. Physical background and modelling 

2.1) Microwave absorption coefficient 

The absorption of the tile in the microwave region depends on structural properties, morphology 
of the material surface as well as the incident beam angle and polarization of the beam. Laboratory 
studies of the absorption losses of different materials at 140 GHz have been performed using a 
three-mirror resonator technique [10]. These data were used to design the mirrors and cooling 
system in the transmission system [1]. For perfectly plane materials the absorption of the 

microwave can be expressed as a function of the angle of incidence (, which is defined here as 
the angle between the propagation axis and the normal vector on the material surface) and the 
polarization of the beam parallel (E-plane) or perpendicular (H-plane) to the plane of incidence 
[11]: 
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where 𝑍଴ is the impedance of vacuum (376.73 ). 𝑅௦ is the surface resistance of the material: 

𝑅௦ = ඥ𝑅௘ ∙ 𝜋 ∙  ∙ 𝜇଴     (2) 
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where  is the frequency of the wave. At room temperature, the electrical resistivity are 𝑅௘= 11 

.m and 𝑅௘= 13 .m for the two kinds of graphite used on the first wall of W7X (Schunk 
FP2590 and SGL R6510 manufacturers located in module 5 and 1 respectively). The electrical 

resistivity decreases with temperature, at 500°C we get 𝑅௘= 6.9 .m and 𝑅௘= 8.2 .m (FP2590 
and SGL R6510). The parallel and perpendicular absorption coefficients are plotted as function of 

the incident angle in figure 3 assuming electrical resistivity 𝑅௘= 11 .m (taken from Schunk 
FP2590 graphite data library at room temperature).  

 
Figure 3: Measured (red symbols) and calculated (blue lines) absorption in graphite (assuming 

𝑅௘= 11 .m at room temperature) as a function of the incidence angle for H-plane (dashed line) 
and E-plane polarization (solid line). Red filled circle is the experimental point obtained in-situ 
with temperature variation. Red crosses and triangles are laboratory measurements performed at 

room temperature (tile TH-Z773). 
 

At normal incidence (=0°), the absorption coefficient does not depend on the polarization of the 
beam, it is found to be 2.85% and 2.6% for both materials, R6510 and FP2590 respectively, at 
room temperature. At higher incidence angle, the polarization of the beam becomes more and more 
influent. The absorption coefficient increases or falls as the angle of incidence increases, when the 
electric field is parallel or perpendicular to the plane of incidence, respectively. However, higher 
angles of incidence correspond to more and more elliptically polarized beams for pure X2- or O2-
mode heating, so that even for the high incidence angle, the averaged value is expected to be lower 
than expected in figure 3. On top of that, surface effects playing a significant role must be 
considered (in particular surface roughness).  
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Two separate measurements (in-situ/laboratory) have therefore been performed to get a more 
accurate estimation of the absorption coefficient within the W7-X graphite tiles. The first 
measurement has been performed in 2017 with the tile installed in the machine and 480 kW input 
power (empty torus experiment depicted in section 4, see red full point in figure 3). The second 
measurement has been performed in 2020 after removal of the tiles that have been exposed to 
ECRH beams from the machine (see figure 3, empty triangles and crosses). The losses were 
measured in a three-mirror Gaussian resonator [12] on three different tiles from W7X 
corresponding to the three different experiments analyzed in this paper (section 3.2, table 2). Two 
spherical mirrors form the two-mirror resonator for the fundamental Gaussian mode at 140 GHz. 
The resonance curve is measured with a vector network analyzer using small coupling holes in the 
mirror centers for receiver and transmitter. The resolving power of the resonator (quality factor 
Q2) is calculated. Then, the configuration is changed to the three-mirror setup to overcome 
additional losses due to diffraction, with the surface under test as the third mirror with incidence 
angle 17°. The resonator is now folded at 34° but its total length stays the same. The quality factor 
Q3 is measured and the additional losses introduced by the third surface in the resonator can be 
calculated from Q2 and Q3. This procedure is repeated for the other polarization and for 45° in 
case of the back side of TH-Z773. Results are summarized in table 1.  
 

Tile N° (material) / experiment angle ° plane Measured loss [%] Calc. loss [%] () 
TH-Z773 (schunk)/ 20171207.54 
 
 
 

In-situ measurement 

45 
45 
17 
17 
12 

E 
H 
E 
H 

circular 

4.12 
2.21 
3.26 
3.01 
2.76 

2.91 
3.13 
3.12 
3.15 
2.76 

TH-Z782 (SGL) / 20171121.013 17 
17 

E 
H 

3.45 
3.06 

3.13 
2.87 

TH-Z223 (SGL) / 20181009.41 17 
17 

E 
H 

3.1 
3.24 

3.14 
2.87 

Table 1: Ohmic absorption (losses %) measured in laboratory (140 GHz ECRH source) for 

different incidence angle and beam polarization. The power losses at normal incidence () are 
derived from equation (1). In-situ measurement is given in italic (empty torus experiment).  

 
Experimental data obtained in laboratory with the three-mirror Gaussian resonator technique are 
slightly higher than theoretical ones, which is possibly due to surface morphology (structure and 
roughness). The measurement performed in W7X (in-situ) is slightly lower (2.76%) than laboratory 
measurement (ranged from 2.91% to 3.15%). This discrepancy is mainly due to temperature effect 

because laboratory measurement has been performed at room temperature 22°C while empty 
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torus experiment had significant temperature increase of the tile from 50°C up to 320°C (480 kW 
input power during 0.5s). Electrical resistivity is expected to decrease when temperature increases, 
which is consistent with the experimental observation and equation 1 (power loss being 
proportional to electrical resistivity). However, the discrepancy between two measurements is tiny, 
maximum value is 0.4% in absolute and also not so far from theoretical expectation (2.6% 

assuming 𝑅௘= 11 .m).  Furthermore, the differences between the two kinds of graphite (shunk 

versus SGL) are very tiny: 10% in relative. This gives the level of confidence for the shine through 
power analysis performed in this paper (section 4). 
 

The skin depth, the distance perpendicular to the interface in which the field interior to the 
conductor drops by factor e, is given by [11]: 

𝛿 = ට
ோ೐

గఓబ
~5𝜇𝑚      (3) 

In graphite, the electromagnetic field at 140GHz drops off within a very small distance, typically 

5 m, which is pretty similar to surface roughness. As a consequence, the thermal modelling will 
be perform assuming surface load only (see section 2.3). To prevent any overheating of the heat 
shield opposite to the ECRH-launchers the graphite tiles can be coated with tungsten [13]. In this 
case the absorption coefficient is only 

ௐ
0.3% [10], almost one order of magnitude lower than 

graphite, so that even the absorption of the full power ECRH beam is below the heat load limit of 
the particular tiles of the ECRH heat shield.   

 
2.2) EC beam size and heat flux density  

In the plane perpendicular to the propagation of the microwave, the power distribution of the EC 
beam is supposed to be Gaussian: 

𝑞ா஼(𝑥, 𝑦) = 𝑞ா஼(0). 𝑒𝑥𝑝
ି

మೣమ

ೢೣ
మ ି

మ೤మ

ೢ೤
మ

    (4) 

where qEC(0) is the peak heat flux density, x and y are spatial coordinates in the plane perpendicular 
to the propagation axis, wx and wy represents the width of the beam in the x and y direction. The 

beam size is the distance from the propagation axis at which the power has fallen to 
ଵ

௘మ
~13% of 

its on-axis value, qEC(0). On the propagation axis, the peak heat flux density, qEC(0), is simply 
derived from the integral of the Gaussian surface distribution in the plane perpendicular to the 
propagation axis as given in [5]: 
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where PEC [W] is the total propagation power. The spatial distribution of the heat flux density 
delivered by the ECRH launcher is presented in figure 4 for different beam sizes 𝑤 =

30, 40, 50 𝑚𝑚 and 1MW power injected (PEC) before plasma absorption.  

 
Figure 4: Simulated EC heat flux distribution assuming a beam size of 30, 40, 50 mm and 1MW 

power injected.  
 
Assuming a cylindrical symmetry of the beam (wx=wy=w), a gyrotron delivering 1MW with EC 
beam size of 30 mm would have, according to equation (5), 700 MW.m-2 heat flux density on the 
propagation axis. After the first path absorption, only a small part (few % for graphite as shown in 
figure 3 and even less for metallic reflectors) of the transmitted ECRH power is finally absorbed 
by the tile located in front of the steering mirror. ECRH experiment with empty plasma vessel has 
been performed on purpose in order to derive the experimental beam size and absorption coefficient 
on graphite tiles (

஼
) based on the analysis of the IR thermography data (see section 3).   

 
2.3) Description of the tile and thermal modelling 

One part of the first wall is covered by graphite tiles which are clamped with TZM screws on a 9 
mm thick copper-chrome-zirconium (CuCrZr) heat sink designed for active cooling during steady 
state plasma and continuous-wave (cw) operation, as planed during the next operation phase 
(referred to OP2) [14]. The graphite tiles are currently uncooled (there was no water flows in the 
heat sink during OP1) and have been shaped on plasma facing surface in order to prevent the 
leading edges with quasi-normal incidence of the parallel plasma heat flux. A typical tile geometry 
is presented in figure 5-a: each tile includes five facets: left, right, top, down and central one with 
diamond-shape. The length is 99 mm, width 89 mm and thickness is 10 mm at the central top 
surface. The thermal contact between graphite and structure plate is provided by a 1mm 
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SIGRAFLEX® layer inserted at the interface. The backside of the structure plate is supposed to be 
adiabatic (no contact with other components). 

 
Temperature distribution on the graphite tiles is modelled in a transient way with a finite element 
method (FEM), CAST3M code [15]. The heat flux is assumed to have Gaussian shape as expected 
by the ECRH wave propagation theory (equation 4) and the shape of the tile is supposed to be 
rectangular. Surface shaping can be neglected here because, contrary to plasma heat flux in the 
scrape-off layer (SOL) which can reach the leading edge of the tiles, the ECRH beam hits the wall 
with low angle of incidence (regarding to the normal vector on the material surface). To take into 
account for the finite size of the component (both parts: tile and structure plate) and shape of the 
heat flux distribution profile, the modelling of the mesh is 2D. The skin depth of the microwave 
beam being small, few micrometers (equation 3), the heat flux density (qn) is imposed on the flat 
top part of the tile, as depicted in figure 5-b).  

 
Figure 5: (a) CAD view of the graphite tile. 2D cross section of the assembly: (b) schematic 

picture of the assembly and (c) thermal modelling performed by CASTEM. 
 
The thermal properties of each material (graphite, CuCrZr) depend on temperature. The graphite 

material is isotropic (thermal conductivity K ~ 100 W · m−1 · K−1 and  ~ 50 W · m−1. K−1 at 
T=ambient and T = 1000 °C) with open porosity of 10%. The TZM screws have been designed to 
create a contact pressure of 0.25 MPa (at room temperature) to ensure thermal contact of 5 ×

10ିସ 𝑚ଶ. 𝐾/𝑊 at the interface between the graphite tile with the CuCrZr heat sink. However 
mechanical strength at the clamping screw may vary from one tile to another one in the overall 
device as function of tightening, mechanical deformation and strength occurring after successive 
plasma operation and the thermal contact could vary slightly from the original value. The radiative 
exchanges between the plasma-facing surface, the lateral faces and the environment are taken into 
account. The temperature of the radiative environment is assumed to be 30 °C, which is the typical 
temperature of the machine when plasma facing components (PFCs) are completely cooled. 
According to the time duration between two consecutive pulses and the energy injected during the 
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previous pulse, some parts of the machine can be locally hotter when the pulse starts. The initial 
temperature of the inner tiles targeted with the EC beam were typically between 50°C and 70°C 
for the series of pulse analyzed in this paper. Some of the divertor tiles were above 100°C because 
of the energy accumulated during the previous pulses. The heat thermal diffusion time in the 
graphite layer is computed as follows: 

𝜏ௗ௜௙௙ =
௘మ

௔
~2𝑠      (6) 

for thickness e=1cm and thermal diffusivity of graphite a = 5.10-5 m2.s-1. For heating duration below 

such value (heatingdiff), thus for short experiment such as ECRH start-up or ECRH shot in empty 
torus (see section 3.2), the thermal modelling of the temperature rise and the heat flux calculation 

do not depend on Rc. For longer heating duration (heating>diff) or during the cooling of the tile, 
both phenomenon thermal contact (Rc) and heat diffusion through the CuCrZr structure become 
important. To avoid any damages of the tile and their support structure, the surface temperature of 
the tiles should be maintained below 1200°C. This has been determined considering the copper in 
the support structure which is expected to have thermo-mechanical degradation above 450°C. 
 

3. IR thermography during ECRH experiments 

3.1) Experimental set-up: IR cameras 

From the start-up of the reactor in 2016, several IR systems have been deployed, step by step 
accordingly to the W7-X completion, in order to protect the plasma facing components (divertor 
target, baffle, heat shield and wall panels) during plasma experiments. In OP1.2 experiments, 
running with uncooled plasma facing components, 1 prototype IR endoscope with a field of view 
of 115° horizontally and 60° vertically and 9 basic IR systems based on immersion tubes having a 
field of view of 115° horizontally and 100° vertically have been deployed in the top of the device. 
The IR cameras used in the immersion tubes have 1024 × 768 pixels, with a pixel size of 17 × 17 
μm working in the spectral range from 8 to 14 μm (LWIR) with a maximum frame rate of 120 Hz 
while the IR camera used in the endoscope is working in the spectral range from 2 to 5.7 μm. These 
two IR systems have been used to develop and test the IR real-time protection [16] and hot spot 
detection algorithms [17] foreseen in preparation of OP2 with actively cooled components and 
long-duration capabilities. 
 
The accuracy of the IR thermography measurement usually suffers from emissivity uncertainties 
of the material. In W7X surface temperatures are obtained with in-situ black-body calibration 
assuming surface emissivity is equal to 0.82 as expected for the original surface of graphite. 
Laboratory measurements performed on sample taken from W7X has evidenced variation of 
emissivity as function of plasma exposure, from 0.82 (original surface) up to 0.95 for rough 
surfaces (close to blackbody) [18]. On the inner side of the first wall, we don’t expect any 
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modification due to plasma erosion because the last closed flux surface is few cm away because of 
five poloidal graphite limiters mounted on the inboard side of the vessel. However, wall 
conditioning such as boronization or powder injection techniques have been routinely performed 
and could have an impact on the thermo-radiative properties of the surface.  The accuracy of the 
absolute temperature measurement due to emissivity uncertainty has been computed in the 
temperature range obtained during the W7X ECRH experiments (see Fig. 6) assuming surface 
emissivity of 0.7 (minimum) and 0.95 (maximum).  

𝐵(𝑇ூோ) = 𝜀ூோ𝐵(𝑇௥௘௔௟) + (1 − 𝜀ூோ)B(𝑇௔௠௕) 
Where TIR, Ttrue and Tamb are the IR temperature measurement (here assuming ூோ = 0.82), the true 
temperature of the component and the ambient temperature (Tamb = 20°C here). The spectral 
radiance is given by the Planck’s law: 

B(, T) =
ଶ௛௖మ

ఱቆ௘௫
೓೎
ೖ೅ିଵቇ

     (7) 

Where  is the wavelength (IR filter), h is the Planck constant, k is the Boltzman constant and c is 
the light celerity.  

 
Figure 6: Error bar due to emissivity uncertainties for IR=8m. Lower and higher emissivity lead 

to under (blue) and over-estimation (red) of the true surface temperature.   
 

The maximum discrepancy between the most extreme values of emissivity (0.7 and 0.95) and the 

IR one (ூோ = 0.82) are  T= 30°C and 75°C for IR surface temperature of 300°C and 800°C 
respectively. If true emissivity is 0.7, this means the real surface temperature can be underestimated 
by almost 10% if the emissivity is assumed to be 0.82. If true temperature is 0.95, then this means 
the real surface temperature can be overestimated by almost 10%. 
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3.2) ECRH experiments performed in W7-X 

The 140 GHz ECRH beams are launched from the low-field side into the machine by front steering 
launchers through equatorial port plugs located in the torus modules N°1 and 5. The movable 
mirrors enable a poloidal steering range of ±30 degree and a toroidal steering range between -15 
and +35 degree [1]. Such flexible launching system enables to operate with the different heating 
scenarios (mode coupling). For standard magnetic field (B=2.5 T), second harmonic X2- and O2-
mode heating are used for low and high density plasma operation, below and above the X2-mode 

cut-off density of 1.21020 m-3 respectively [19]. The O2-mode is characterized by lower first-pass 
absorption (30-70%) compared to X2-mode (>99%) heating scenario. Therefore, a set of metallic 
reflectors have been installed on the inner wall in order to reflect the transmitted power with an 
optimum angle to maintain a well-defined second pass absorption in the plasma during O2-mode 
operation. The setting of the steering mirror or the wave polarization regarding the discharge 
requirements was not always guaranteed during the first ECRH experiments; it happened 
accidently that the EC beam was directed toward the graphite instead of metallic tiles during O2-
mode heating scenario. In this paper, we propose to investigate two of these experiments which 
have the benefit of offering high quality IR data (significant temperature rise on highly emissive 
material) compared to metallic reflector tiles.  
 
The first experiment analyzed has been performed on request to evaluate the microwave absorption 
(equation 1) by the graphite material with empty vessel (without plasma). Here, a 480 kW ECRH 
beam was launched centrally on bigger graphite tile (length 111 mm, width 98 mm) with almost 
normal incidence (see figure 1). Since there is no plasma, there is no absorption at all on the first 
pass and the power reaching the tile is therefore equal to the input power. The central incidence on 
the tile allows accurate reconstruction of the beam width as well as accurate thermal modelling. 
Furthermore, a circular polarization was used to reduce the risk of arcing on the tile or any other 
inhomogeneity connected to linear polarization. In the second analyzed experiment, a 775 KW 
ECRH beam was pulsed with a frequency of 5 Hz and a duty of 160 ms to 40 ms on/off. Here, the 
polarization was a mixture between O2-mode (45%) and X2-mode (55%) achieved with external 
polarizers (allowing to configure composition of modes) and the beam was directed on graphite 
tile (usual mirror settings for pure X2-mode scenario) instead of metallic reflector (usual mirror 
settings for O2-mode scenario). This was leading to a pulsed heat up of the graphite tile by the 
transmitted O2-mode part (see launching geometry in figure 7-a with almost normal incidence). 
The third experiment was conducted with an O2-polarized beam with 550 kW power, but wrong 
beam direction hitting graphite tiles under shallow incidence (figure 7-b).  
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Figure 7: Launch scenario for (a) #20171121.13 with =17° (almost perpendicular) and (b) 

#20181009.41 with =58° (shallow angle).  
The EC beam and the impacted tile are shown in yellow line and arrow respectively.  

 
The main experimental parameters used in these three experiments are summarized in table 2: 

Launch scenario (figure 7), tile number, EC beam module, EC beam power, angle of incidence (), 
plasma duration, core plasma density, input power, theoretical shinethrough power computed with 
TRAVIS ray-tracing code [8], polarization of the EC beam (elliptical), ohmic absorption assuming 


஼
= 3% at 0° and maximum surface temperature reported by IR thermography on the graphite 

tile (assuming =0.82).  
 

Experiment 20171207.54 20171121.013 20181009.41 

Tile  TH-Z773 TH-Z782 TH-Z223 
Beam D5 A1 A1 
 [°] 12 17 58 
Duration [s] 0,5 10 8,5 
Density [m-3] 0,00 1.81019 5.51019 
Input-Power [kW] 480 775 551 
Duty  On: 0,16s Off: 0,04s Cw. 
O-mode-part  0,45  1,00 
O-Absorption 0,00 0,32 0,29 
X-Absorption 0,00 1,00 1,00 
Sum Absorption [kW] 0,00 537 160 
Shine through [kW] 480 238 391 
Polarization  [%] Nc. 21 46 
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Polarization // [%] Nc. 79 54 
Ohmic abs. C   2.87 1.60 
Ohmic abs. C //  3.14 5.63 
Averaged C  3.08 3.78 
Tsurf [°C] maximum 320 880 710 

 
Table 2: Summary of the plasma and technical parameters for the pulses depicted in this paper. 

   
The angle between the ECRH beam with the normal vector of the tile surface () is used to 

compute the broadening of the beam on the top surface of the tile, which is given by 
ଵ

େ୭ୱ 
. For 

angles below 20°, the geometrical projection remains negligible and the EC beam width can be 
directly used as input for the thermal modelling (section 2.3). Moving further away from normal 
incidence, broadening increases and the beam footprint becomes elliptical, 𝑤௫ > 𝑤௬  (equation 4), 

assuming x and y coordinates are horizontal and vertical direction of the tile respectively. As a 
consequence, the power reaching the tile is spread over the tile surface and the peak heat flux 
reaching the top surface decreases as function of the broadening of the beam. 
 
 
 

3.3) IR data processing and visualization 

IR data are displayed and processed using THERMAVIP software [20] developed for real-time 
and off-line data analysis. THERMAVIP provides data access with wide range of formats, 
visualization features and many video processing such as temperature profile along polylines, 
maximum temperature in Region Of Interest (ROI) and image operations (overlap, addition and 
subtraction). A separate image processing system has been developed with computer-aid-designed 
(CAD) model and optical distortion model to get spatial calibration of the IR videos [21]. IR data 
recorded during shinethrough experiments and overlapped with 2D CAD geometry of the inner 

wall (also called scene model) are displayed in figure 8 for two angles of incidence =17° and 58°. 
The figure shows heating of the island divertor due to heat plasma exhaust and a circular hot spot 
on the inboard first wall. The hot spot represents the heating of the graphite tile caused by 
shinethrough power reaching the first wall. For the almost normal incidence angle (a), the ECRH 
hot spot is localized in the mid-plane, almost in front of the ECRH plugin. For the shallow incident 
angle (b), the ECRH hot spot is localized below the mid-plane and on the left of the ECRH plugin. 
The IR measuring system being located on the top of the machine, the inner wall surface shows an 
inclination regarding the IR line of sight, in particular for the shallow angle. Therefore the pixel 
size has to be computed locally, for each ECRH hot spot. The pixel size is determined with the 2D 
CAD geometry which allows plotting temperature profile across the tile (from one gap between 
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tiles to the opposite one). The uncertainty related to the evaluation of the pixel size and therefore 
the beam width is at best one IR pixel. The accuracy attributed to the data processing for spatial 

calibration is set to 1 pixel. 
 

 
Figure 8: IR data during W7-X ECRH plasma experiment with shinethrough power hitting 

graphite tiles and CAD geometry of the inner wall in the scene model. (a) #20171121.13 with 
=17° (775 kW modulation 5 Hz, duty cycle) and (b) #20181009.41 with =58° (551 KW 

continuous heating) 
 
4. ECRH beam (480kW) without plasma  

By knowing the beam size and peak heat flux from IR data, it is easy to derive the power 
received by the tile (equation 5). The question is how much of the microwave ECRH power is 
effectively absorbed by the material? As described in section 2.1, the absorption coefficient varies 
first and foremost with the incident angle as well as the polarization of the wave. Secondly, it could 
also depend on the surface (roughness or coatings) of the material which can vary in the plasma 
environment due to erosion and deposition processes. To resolve this issue, a shot with 480 kW 
EC power (circular polarization) was launched on request in an empty plasma vessel.  

 
The shot was performed with short duration (0.5 s) to avoid any damage on the tile and with 

an incidence angle with the wall almost normal (=12°) to avoid any influence of the beam 
broadening. The projection of the ECRH beam on the first wall is therefore almost circular 𝑤௫ ≈

𝑤௬. The beam size is derived by IR thermography using spatial calibration as depicted in the 

previous section. The temperature data are extracted along both, horizontal (x) and vertical (y) 
direction in the local coordinates of the tile. The spatial resolution is found to be 4.4 mm/pixel and 
2.96 mm pixel on the horizontal (x) and vertical direction (y) respectively. The beam size is derived 
from a Gaussian fit (equation 4). We found 𝑤௫ = 44 ± 4.5𝑚𝑚 (see figure 9 − a)  and 𝑤௬ = 42 ±
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3𝑚𝑚 on horizontal and vertical profiles respectively. These values are slightly higher than the 
theoretical beam width expected from the imaging properties of the ECRH launcher (𝑤௦௜௠ =

37𝑚𝑚). However, the discrepancy between IR measurement and numerical calculation is small, 
about 4 mm and can be attributed to the tile geometry and fitting procedure of the temperature 
profile on the wings of the Gaussian which is not so smooth because of the gap between tiles. After 
0.5 s heating, the surface of the tile reached about 320°C at maximum which is safe for this 
component (far from technological limit sets to 1200°C). Thermal modelling is then performed in 
an iterative way: the peak heat flux absorbed by the graphite (qn) and the thermal resistance (Rc) 
are adjusted in order to match the experimental data during heating and cooling down phase, 
respectively. The initial tile temperature is set to T0 = 50°C as measured with IR data. 

 

 

Figure 9: (a) Temperature distribution extracted from IR movie at t=0.5s (at the end of the EC 
shot). Experimental data are fitted with Gaussian function (equation 4). (b) Maximum 

temperature on the tile surface, IR measurement (red points) and CASTEM simulation (black 
line) after iterative loop. 

 
The time evolution of the surface temperature measured by IR thermography system and 

modelled with CASTEM [15] are presented in figure 9-b (maximum temperature). We found a 
good match between IR data and modelling with qn = 4.56 MW.m-2 and 𝑅௖ = 1.7 × 10ିସ𝑚ଶ𝐾/𝑊. 
The agreement is almost perfect during the heating phase and remains satisfactory during the 
cooling of the tile, when the heat passes through the graphite tile and diffuses into the CuCrZr heat 
sink structure located behind the graphite tile. The accuracy of the heat flux calculation depends 
on several parameters such as the accuracy of the IR temperature measurement, the thermal 

properties of the material, the beam width (set to 1pixel here) and the bounding of the tile on 
CuCrZr structure (𝑅௖, which is derived in the cooling phase). The error bars due to IR absolute 
temperature measurement are set to 10% because of the emissivity uncertainties (as shown in 
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section 3.1). The error bars associated to the thermal properties are ignored because the data used 
are given and certified by the manufacturer. The error bars associated to the bounding of the tile 
are also ignored here because the heating duration (0.5s) is lower than the heat thermal diffusion 
time of the tile (2 s as computed in equation 6). The error bars attributed to beam width and 
emissivity uncertainties are given in table 3, it is less than 1% for the beam width and 10% for the 
emissivity.  
 

 w-w=39.5mm w=44mm w+w=48.5mm 
qn (MW.m-2) 4.59 4.56 4.53 

 

 =0.7 =0.82 =0.95 
qn (MW.m-2) 5.02 4.56 4.25 

 
Table 3: Heat flux required to reach 320°C on top surface after 0.5s heating with different beam 

widths and different emissivities. The difference gives an estimation of the error bars attributed to 
the beam width and emissivity. 

 
The ECRH heat flux absorbed by the tile during this experiment is 𝑞௡(0) = 4.56 ±

0.4𝑀𝑊. 𝑚ିଶ. This result is then used in the second step to derive the microwave absorption by the 
graphite, which is defined as: 

 
஼

=
௤೙(଴)

௤ಶ಴
೟ೝೌ೙ೞ(଴)

      (8)  

 
Assuming a beam size of 𝑤௫ = 44𝑚𝑚 and 𝑤௬ = 42𝑚𝑚  as obtained experimentally and 480 kW 

ECRH input power, we would expect peak heat flux transmitted by the wave 𝑞ா஼
௧௥௔௡௦(0) =

165 𝑀𝑊. 𝑚ିଶ (equation 5). The microwave absorption coefficient by graphite is therefore found 
to be 2.76% (equation 8) with 10% under and 7% overestimation in case of lower or higher 
emissivity respectively. The experimental value is coherent with both theoretical values (2.6% for 
FP2590 as used for the graphite tile in module 5) expected at normal incidence with perfectly plane 
surface and laboratory measurements (mean value is 3% as depicted in section 2.1).  
 

5. ECRH heating with finite shine through 

5.1) 775 kW ECRH modulation (O/X mixture) 

A shot with total of 3 MW EC power, spread over 2.2 MW steady state in X-mode and 775 
kW modulation with 5 Hz frequency with mixed O/X polarization has been performed to assess 
the capabilities of the collective Thomson scattering (CTS) diagnostic for energetic ions. The shot 
is interesting for several reasons. The first reason is the significant level of power 775 kW (close 
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to maximum) launched by one gyrotron with wrong polarization and the subsequently high 
temperature of the impacted tile (880°C at the end of the pulse). The question regarding wall 
protection is what would be the temperature of the CuCrZr structure plate to comply with the 
technological limit? The second reason is the power modulation leading to successive heating and 
cooling of the tile which is particularly useful to derive both parameters: peak heat flux (qn) during 
heating and thermal resistance (Rc) between tile and heat sink structure during the cooling phase. 

The last reason is the beam angle which is close to normal (=17°) so that absorption coefficient is 
almost insensitive to the wave polarization (see figure 3).  

 
After 10s heating, the surface of the tile reached about 880°C maximum which is below the 

temperature limit for graphite (1200°C) and safe for the plasma operation. The size and position of 
the EC beam are derived from IR thermography using spatial calibration data processing as 
depicted in the previous section. The temperature data are extracted along both, horizontal (x) and 
vertical (y) direction in the local coordinates of the tile. The spatial resolution is found to be 
1.6mm/pixel and 2.5mm/pixel in the horizontal (x) and vertical (y) directions respectively (see 
figure 8-a). Figure 10 shows the temperature distribution profiles along x (a) and y (b) coordinates 
extracted from IR data (red crosses) and obtained after fitting process (black line).  

 

 
Figure 10: Horizontal (a) and vertical (b) temperature distribution extracted from IR movie at 

t=2s. Experimental data are fitted with Gaussian function as given in equation 4. The sides of the 
tile are spotted by the gaps between two neighboring tiles.  

 
The beam size is derived from a Gaussian fit (equation 4). We found 𝑤௫ = 42 ± 1.6𝑚𝑚 and 𝑤௬ =

45 ± 2.5𝑚𝑚 on horizontal and vertical profiles respectively. The standard deviation computed 
after the fitting process is found to be lower than the pixel size in both directions, horizontal and 

vertical. The accuracy of the beam width measurement is therefore kept to 1pixel as explained in 
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section 3.3. The experimental values are slightly higher than expected (𝑤௫ = 37.8 𝑚𝑚 and 𝑤௬ =

37.5 𝑚𝑚) and very close to previous values (empty torus experiment with =12°). For this pulse, 

the angle of the beam with the normal vector with the tile surface was =17° and we expect a very 
small broadening effect during the projection with the tile surface, typically 5%. However, as for 
the empty torus experiment, the discrepancy between measurement and numerical calculation is 
small, about 5 mm and can be attributed to the tile geometry and fitting procedure of the 
temperature profile on the wings of the Gaussian which is not so smooth because of the gap between 
tiles. The beam size derived from IR data is then used as input for the thermal modelling. The final 
step aims to fit the experimental maximum temperature time evolution with numerical thermal 
modelling. This is done in an iterative way adjusting the peak heat flux (qn) and thermal resistance 
(Rc) in order to match the experimental data during heating and cooling phase, respectively, up to 
the end of the pulse (reaching 880°C here). The initial tile temperature is T0 = 50°C. For each run, 
or set of input parameters, we compute the root mean square with the IR experimental data (figure 
11): 

𝜎 = ∑
൫்಺ೃି்೎ೌೞ೟೐೘൯

మ

ே
     (9) 

where N is the number of experimental points (from the starting to the end of the ECRH shot).  

 
Figure 11: Root means square computed for several runs (CASTEM) plotted as function of the 

bounding coefficient (Rc). Peak heat flux values are given in the plot.  
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Its minimum value is =8.1° for the full sequence (see fig. 11), which is small compared to 
the surface temperature up to 880°C at the end of the shot. This can be explained by small 
discrepancies between experiment and modelling assumptions (rectangular geometry, boundary 
condition, EC loads and step chronology, which sometimes differ slightly). The minimum value of 
the root mean square, which corresponds to the best match between IR data and modelling, is found 
with qn = 3.25 MW.m-2 and 𝑅௖ = 5 10ିସ𝑚ଶ𝐾/𝑊. Higher and lower 𝑅஼ value would result in under 

and overestimation of the heating (T48°) and cooling phases (T36°), respectively (figure 12-
b). The accuracy of the heat flux calculation can be sorted out from the root mean square 
distribution using a maximum acceptable value. Fixing an average of 20° discrepancy per data 
point as a maximum acceptable value, which is quite penalizing, leads to heat flux values in the 
range of [3.1 – 3.7] MW.m-2. The numerical accuracy would be therefore about 11%. The time 
evolution of the surface temperature measured by IR thermography system and modelled with 
CASTEM are presented in figure 12 (maximum temperature).  
 

 
Figure 12: Maximum temperature on tile surface, IR measurement (red points) and CASTEM 

simulation (black and blue lines on top surface and CuCrZr interface respectively) after iterative 
loop (a) full pulse and (b) zoom over 5 periods 

 
The thermal resistance derived from this pulse (𝑅௖ = 5 × 10ିସ 𝑚ଶ𝐾/𝑊) is equal to the 

theoretical value and pretty close to the one derived from the pulse with empty torus (𝑅௖ =

1,7 × 10ିସ𝑚ଶ𝐾/𝑊). Such discrepancies are small and can be explained with the clamping screw 
or SIGRAFLEX® layer which could be different from tile to tile all over the in-vessel of the device. 

However a good agreement is obtained during both heating (T48°) and cooling phases (T36°) 
of the ECRH pulsation. The temperature calculated at the interface between graphite and CuCrZr 
heat sink is also shown in figure 12-a (blue line). Five second after the end of the pulse, the CuCrZr 
heat sink reaches 210°C. The overall cooling of the tile is slow because it is ensured with surface 
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radiation and conduction through the TZM screws. 20s after the end of the pulse, the maximum 
temperature reported with the modelling at the interface is close to stabilization near 300°C, which 
is below temperature limit of 450°C and safe for the component.  
 
Using the experimental heat flux and the tile absorption coefficient derived in the previous section 
(at almost normal incidence), we can now determine the transmitted EC peak heat load (equation 
8). Assuming 

஼
= 3.08% as computed in table 2, one finds peak transmitted power of 

𝑞ா஼
௧௥௔௡௦(0) = 105 𝑀𝑊. 𝑚ିଶ. Assuming 𝑤௫ = 42 mm and 𝑤௬ = 45 mm beam widths, this 

represents about 301 kW ECRH shine through power (38% of the total input power including X 
and O-mode) which is larger than numerical expectation (238 kW, table 2). The discrepancy (20%) 
is higher than error bars associated to IR measurement (10%) and theoretical calculation (15%). 
For this particular pulse with O/X polarization mixture, the heating of the tile due to ECRH is larger 
than expected numerically.  
 
5.2) Steady state (8s) ECRH operation in O-mode with low plasma absorption 

A pulse has been performed with 3.5 MW of ECRH in O2-mode scenario in which one gyrotron 
delivering 550 kW had wrong positioning of the mirror regarding the inner wall (the beam faces 
the graphite tile instead of the metallic reflector as usually planned during the O2-mode scenario). 
After 8 s of steady ECRH plasma heating, this leads to significant increase of temperature on the 
graphite tile, about 710°C. This pulse is also of particular interest because the angle of incidence is 

higher (=53°) compared to the two pulses analyzed before (12° and 17°), so an effect of the 
polarization of the wave is expected as shown in figure 3. As a consequence, the EC beam is now 
spread over the graphite tile leading to an elliptical beam pattern on target (𝑤௫ > 𝑤௬).  

 
Similarly to the previous analyses, the pixel size is determined with the CAD drawing which allows 
plotting temperature profile across the tile. We found spatial resolution of 2.8 mm/pixel and 
5.9mm/pixel in the horizontal and vertical directions respectively, those values are higher than 
computed before because of the tile inclination regarding the field of view.  
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Figure 13: Horizontal (a) and vertical (b) temperature distribution extracted from IR movie at 
t=8s (#20181009.041, =58°, 551 kW continuous). Experimental data are fitted with Gaussian 

function as given in equation 4. The shaped part of the tile is shown in blue as well as the 
poloidal gap (limit to the adjacent tile).  

 
Figure 13 shows the temperature distribution profiles along the horizontal and vertical coordinates. 
The beam size derived from Gaussian fit (equation 4) are 𝑤௫ = 56 ± 2𝑚𝑚 and 𝑤௬ = 43 ± 2𝑚𝑚. 

The horizontal value is almost a factor 1.4 higher than beam size derived at normal incidence and 
in the vertical direction (𝑤௬ 43 mm). The beam is shifted by about 15 mm in the X-direction 

regarding the center of the tile (this is taken into account in the thermal modelling). Thermal 
modelling is again performed in an iterative way: heat flux absorbed by the graphite (qn) and 
thermal resistance (Rc) are adjusted to match the IR measurement during heating and cooling phase 
respectively. The initial tile temperature is T0 = 70°C. We found a good match between IR data 
and modelling assuming ECRH beam shifted by 15mm from the center of the tile with qn 
decreasing from 2.86 MW.m-2 down to 2.3 MW.m-2 at the end of the pulse and 𝑅௖ = 2 ×

10ିସ𝑚ଶ𝐾/𝑊 (see figure 14). A small discrepancy is observed at the beginning of the pulse, this 
could be explained by parasitic light emitted from the island-divertor or baffle and reflected from 
the inner-wall, which could be significant when the plasma starts and becomes negligible as the 
temperature increases.  
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Figure 14: Maximum temperature on tile surface, IR measurement (red line), CASTEM 

simulation (black line) and maximum heat load (blue line) computed after the iterative loop.  
 

Due to the shallow incidence to the plasma axis, the used O2-mode polarization is nearly circular 
so that the electric field has equal shares over time in parallel and perpendicular direction to the 
incidence plane. For this reason, one can assume an averaged absorption of  

େ
= 0.5 ×

ቀ
//

+ ቁ = 0.5 × 
େ

(0°) × ቀ
ଵ

େ୭ୱ ஘
+ Cos θቁ as shown in equation (1). For =58° we found 

େ
=

1.2 × 
େ

(0°) = 3.6% at room temperature. The ECRH shine through heat flux is determined with 

equations 8 assuming temperature dependence with the absorption coefficient set to 3.6% at room 
temperature (figure 15-a), we found 𝑞ா஼

௧௥௔௡௦(0)85 𝑀𝑊. 𝑚ିଶ almost constant during the pulse. The 
ECRH shine through power is then computed with equation 5 assuming asymmetric ECRH beam, 
𝑤௫ = 56 𝑚𝑚 and 𝑤௬ = 43 𝑚𝑚, in the horizontal and vertical directions respectively. The result 

is presented in figure 15-b assuming constant (blue) and varying (red) absorption with temperature. 

We found 322 kW of EC shine through power which is lower than numerical calculation 390 
kW. The discrepancy is about 18% which is however included in the error bars (15% for the 
numerical calculation and 10% for the experimental data).  
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Figure 15: (a) Ohmic absorption computed for each temperature steps. (b) ECRH shine 

through power estimated as function of time with constant (blue) and non-constant (red) ohmic 
absorption. 

 
Another physical reason for the discrepancy is the IR temperature measurement which 

could be more sensitive to optical surface properties because of the inclination of the tile regarding 
the line of sight (top view). Further experiments with optimized settings (ECRH beam located in 
the equatorial mid-plane and centered in the IR viewing, cold tile before to start the experiment) 
would be required to investigate this discrepancy. 

 
6. Conclusion 

During a handful of ECRH experiments in OP1.2, an ECRH beam strikes the first wall with 
different incidence angles, polarizations and intensities. The accordant heat load has been derived 
using IR thermography measurements on the first wall. The outputs give relevant information 
regarding two different issues: wall protection and microwave plasma absorption during ECH 
operation. It shows that IR thermography can be used on top of other protective diagnostics such 
as stray radiation interlock and RF detectors to directly measure the shine through power. The beam 
width derived by IR thermography can also be used for the crosscheck of the quasi-optical imaging 
properties of the ECRH transmission system.  
 
A key parameter to determine the shine through power is the fraction of GHz power losses into the 

graphite tile (C). It has been measured for the first time in-situ, with an empty torus and a beam 

propagation axis almost normal with the surface (=12°). We found power loss fraction of 2.76% 
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in a dedicated experiment without plasma, which is very close to theoretical calculation assuming 
perfectly plane surface (2.6%) and laboratory measurement (3% found at room temperature).  
 
The shine through power have been computed using IR data for two different EC beam power (775 

kW pulsed and 550 kW steady) and two different angle of incidence, =17° and =58° respectively. 

The ratio between the power losses (𝑞௡) with the absorption coefficient (C) enables to determine 
the transmitted power after the first path absorption (𝑞ா஼

௧௥௔௡௦) whether the absorption coefficient of 
the particular surface is known. For the pulse with pure O2-mode heating and shallow beam angle 
analyzed in this paper, the shine through power derived from IR measurements is found to be 58% 
of the total injected power which is lower with theoretical calculation giving 70%. For the pulse 
with O/X mixture of polarization and beam angle almost normal to the first wall, the shine through 
power derived from IR measurements is found to be 58% of the total injected power while 
theoretical calculation gives only 30%.  
 
The methodology developed and demonstrated in this paper can be useful for the design and 
development of ECRH protective diagnostics, calibration and operation of the ECRH systems in 
the next step fusion devices. During the First Plasma Operation Phase of ITER for instance, the 
ECRH beams will be reflected on copper-coated mirrors located on the inboard side of the tokamak 
before passing through the plasma to assist plasma breakdown and burn-through [22]. IR imaging 
is foreseen to monitor the position of the ECRH beams on these mirrors as well as one of the four 
temporary limiters. A rigorous estimate of the absorption coefficient by the microwaves of the 
components heated by ECRH, like the first wall, some diagnostic components or ECRH 
mirrors, will be essential for the IR data analysis during ECRH plasma operation in ITER.  
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