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Abstract
Isolated single wood fibres with cellulose fibril angles from 10 to 43° were tested in 
microtensile tests under controlled temperature and relative humidity of 5, 50, 75, 
90% and in the wet state. This systematic study provides experimental stiffness and 
strength data, calculated on cell wall cross sections. It has been shown that stiffness 
reduction with increasing moisture content is more pronounced in fibres with large 
cellulose fibril angles. Interestingly, stiffness reduction in fibres with low cellulose 
fibril angles has been observed for the fully hydrated state only. The experimental 
dataset was fed into a model to determine moisture dependent stiffness of the hemi-
cellulose-lignin-matrix and the stresses acting on the fibrils and the matrix.

Introduction

Wood in a living tree is a structural material used for water and nutrient transport 
and mechanical stability. In terms of mechanics, flexibility is advantageous for stems 
and branches of young trees in order to cope with loads, such as those caused by 
wind, snow or animals. As the tree increases its size by growth, the stem needs to 
get stiffer to sufficiently support the crown. Density and the cellulose fibril angle are 
known to be the main parameters that control wood mechanical properties according 
to the needs of trees. However, like many other biological materials, wood also is 
hygroscopic and as such its material properties change with moisture content. This 
does not play a role for the fully hydrated living tree, but limits the use of wood 
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for applications. Generally speaking, the strength and Young’s modulus of wood 
decrease with increasing moisture content and wood becomes more susceptible to 
biodegradation. Furthermore, varying moisture contents lead to pronounced direc-
tional swelling and shrinkage, which is unfavourable for many applications. A prom-
inent example from every day experience is the difficulty in opening and closing 
wooden doors and windows due to swelling or shrinking from changes in humid-
ity. Apart from “negative” examples, the dependence of mechanical properties and 
swelling on moisture also provides potential for future applications, such as hygro-
sensitive actuators (Reyssat and Mahadevan 2009; Zhang et al. 2016), and humidity 
driven movements of shading elements or support for solar panels (Rüggeberg and 
Burgert 2015; Vailati et al. 2017).

The origin of these movements and the changing mechanical properties is to be 
found in the structure of the cell wall. The cell wall consists of dimensionally sta-
ble and very stiff (~ 130 GPa, wet and dry) cellulose fibrils, embedded in a softer 
matrix of hemicelluloses (2 GPa dry, 20 MPa wet) and lignin (2 GPa wet and dry) 
(Salmen 2004). Pronounced swelling upon water uptake occurs transversally to the 
longitudinal axis of the cellulose fibrils (Barnett and Bonham 2004). Since the stiff-
ness and strength of the matrix polymers are much lower than those of cellulose, 
the cell wall strength and stiffness in the direction transverse to the fibrils are also 
lower and decrease even more upon hydration. Theoretical models have addressed 
these questions (Joffre et al. 2014; Pan and Zhong 2016), supported by experimental 
observations on both macro- and microscopic samples (Almeras et  al. 2017; Ker-
sevage 1973). The experimental determination of cell wall mechanical properties 
however is difficult, tedious, and faces limitations which are strongly dependent on 
the chosen method (Eder et al. 2013). Nanoindentation is one common method to 
probe cell wall properties (Eder et al. 2013; Gindl et al. 2004; Tze et al. 2007) and 
provides information about hardness and the indentation modulus, which depends 
on the longitudinal but also on the transverse and shear moduli (Gindl and Schoberl 
2004; Jäger et al. 2011). Another method to assess cell wall mechanics on the micro-
scale are single-fibre tensile tests. The resultant stress strain curves provide informa-
tion about tensile stiffness which depends just on the longitudinal modulus, ultimate 
tensile stress and deformation and fracture behaviour and is strongly dependent on 
the microfibril angle (Burgert et al. 2002; Eder et al. 2013; Groom et al. 2002a, b; 
Keckes et al. 2003). The main aim of this study is to experimentally determine the 
relationship between cellulose fibril angle and mechanical properties at different 
moisture contents in the native wood cell wall by using single-fibre tensile tests. The 
applied experimental setup allows for the control of humidity and temperature dur-
ing the test without any sample modification. Previous tensile tests on single wood 
fibres show that the decrease in fibre tensile stiffness with increasing moisture con-
tent is more pronounced for cell walls with higher MFAs such as juvenile wood and 
compression wood compared to cell walls with low MFAs such as those from adult 
wood (Eder et al. 2013). A limitation of this data is that it was obtained from various 
species and included different isolation and testing methods. Furthermore, the range 
of data available for different MFAs and relative humidities is limited. In this study, 
the aim is to address these limitations by systematically investigating the combined 
influence of microfibril angle and moisture content on the tensile stiffness of native 
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spruce wood cells. The aim is to provide basic experimental data of single wood 
fibres that can be used at a later stage to better understand and predict the properties 
of wood and other plant tissues as a material. Furthermore, by fitting the data with a 
simple mechanical model for the cell wall, it is possible to extract information about 
the role moisture plays in the mechanics of the hemicellulose/lignin matrix. The data 
has furthermore potential for targeted design approaches for new passively moving 
materials which considers both swelling and shrinkage and changing mechanical 
properties to either amplify or weaken such movements.

Materials and methods

Material

To work with unmodified samples with a wide range of MFAs and to ensure a suf-
ficient number of technical replicates, samples were taken from five different regions 
of Norway spruce trees (Picea abies L. [Karst.]) (Fig. 1): normal adult wood (AW) 
from the outermost growth rings of a mature tree; normal juvenile wood (JW) from 
the innermost growth rings of a young tree; stem compression wood (SCW1 and 
SCW2) from two different radial positions of a mature tree grown on a hill side; 
branch compression wood (BCW) from the lower part of a branch close to the stem. 
Samples were never dried and stored in a freezer at − 20 °C. A bandsaw was used 
to cut small blocks from each wood type, which were then mounted on a rotary 
microtome (Zeiss RM2255), and selected growth rings were successively cut into 
longitudinal-tangential (TL) slices of 150 µm for all wood types but the branch com-
pression wood (100 µm). A single slice containing “transition wood” from the zone 
between pure earlywood and latewood with comparably thick cell walls to avoid ten-
sion buckling effects during the tensile tests (Eder et al. 2008) was selected for fur-
ther analysis. A small part of each slice was used to determine the mean MFA with 
wide angle X-ray diffraction (WAXD).

Microfibril angle determination

WAXD measurements were performed on dry samples (vacuum) on a Bruker AXS 
Nanostar equipped with a 2D Vantec 2000 area detector by Bruker Karlsruhe, Ger-
many. The incident beam (~ 500  µm) hit the samples perpendicular to the fibre 
length axis and 2D diffraction patterns were collected by the detector at a sample-
to-detector distance of ~ 10 cm using CuKα radiation (wavelength ~ 0.154 nm). The 
measuring time was 1 h. The mean MFA was calculated following the method of 
Rüggeberg et al. (2013).

Microtensile testing

The major part of the TL-slices was kept wet and stored in the freezer at − 20 °C. 
For the mechanical test, the slices were soaked in water and single fibres were 
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isolated mechanically by hand using very fine tweezers according to the method of 
Burgert et al. (2002). The isolated wet fibres were placed on a glass slide and dried 
at ambient conditions overnight under a cover glass to prevent twisting (Burgert 
et  al. 2005b). In order to test fibres of each wood type conserved in the fully 
hydrated state, a set of fibres was stored in a mixture of water and glycerol (1:1) 
after isolation to prevent them from drying in later preparation steps. Single fibres 
were glued with cyanoacrylate super glue (Loctite 454) onto special foliar frames 
which allow for easy mounting in the tensile apparatus with a pinhole assembly and 
a strain detection using video extensometry (Burgert et al. 2003). Fibres with traces 
of glue along the test span were discarded. The free fibre length was determined by 
taking images with a light microscope (Leica DM RXA 2) equipped with a digital 
camera (Leica DFC 480) and subsequent image analysis with ImageJ. The free fibre 

Fig. 1  Spruce wood tissues from different regions of the tree—cellulose microfibril angles and cell struc-
tures. The first row shows photographs of an adult stem, stem of a juvenile tree, stem compression wood 
and spruce branches. The second row shows representative SEM images of cross sections of a adult 
wood (growth ring border), bar 50 µm, b juvenile wood (growth ring border), bar 50 µm, c stem com-
pression wood (transition wood), bar 50 µm, d branch compression wood (transition wood), bar 20 µm. 
The third row shows SEM images of single fibres of e adult wood, bar 10 µm, f juvenile wood, bar 5 µm, 
g stem compression wood, bar 5 µm and (h) branch compression wood, bar 5 µm. Values for the MFAs 
are given below the single-fibre micrographs
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length was ~ 1.5 mm for AW, JW, and SCW and ~ 0.7 mm for the BCW due to their 
naturally occurring shorter length.

Tensile tests were carried out with a custom built tensile apparatus with a meas-
urement chamber which allowed for the control of the temperature and the relative 
humidity (RH) using an external thermostat (Huber Ministat 125 cc) and a humidity 
generator (Setaram Instrumentation Wetsys) with a heated transfer line to the meas-
urement chamber to avoid condensation. The chamber temperature was kept con-
stant at 30 °C to minimize the influence of temperature differences in the laboratory 
throughout all tensile experiments while the relative humidity was varied from 5 to 
90% RH. The temperature and relative humidity were measured inside the chamber 
with a combined sensor (Sensirion SHT75). After mounting the sample, the remain-
ing supports of the foliar frame were cut with a thermocutting device. The cham-
ber was closed and the sample and chamber were allowed to equilibrate at a chosen 
relative humidity for ~ 20–40 min before starting the tensile test. The fully hydrated 
fibres were tested without closing the measurement chamber but under ambient con-
ditions at ~ 23 °C. Here, a water vaporizer was used, which constantly blew water 
vapour onto the sample to keep it fully hydrated throughout the test.

Tensile forces were recorded with a load cell of 0.5 N maximum capacity. Test-
ing speed was set to 2  µm   s−1 for adult wood, juvenile wood and stem compres-
sion wood and reduced to 1 µm  s−1 for branch compression wood to compensate for 
the shorter sample length. To calculate the stress, the cell wall cross-section area 
of the individual fibres (examples are shown in Fig. 1e–h) was determined with a 
FEI FEG-ESEM Quanta 600 in the low vacuum mode and subsequent image analy-
sis (0.75 Torr) (Burgert et al. 2005a). Since the samples were not cooled they were 
imaged in the dry condition.

Results and discussion

WAXD analysis showed MFAs (the means of the Gaussian distribution) to be ≤ 10° 
for adult wood, 15° for stem compression wood #1, 22° for juvenile wood; 26° for 
stem compression wood #2 (SCW2) and 43° for branch compression wood. For each 
tissue, four sets of fibres were tested at different levels of relative humidity (RH) 
ranging from 5 to 90% and one set of fibres was tested under wet conditions. The 
equilibrium moisture contents under these environmental conditions were estimated 
to range from ~ 1.5 to ~ 30%, based on a Keylwerth diagram (Keylwerth and Noack 
1964) and the fibre saturation point of spruce wood (Berry and Roderick 2005). 
However, one needs to keep in mind that the moisture content of compression wood 
fibres might differ by 5–20% compared to the moisture content of normal wood 
(Rosenthal 2009). It must be kept in mind that the literature data was generated on 
bulk wood samples comprising the middle lamellae. There is a possibility that equi-
librium moisture contents of single fibres are slightly different compared to wood 
samples.

Stress–strain curves of the tested single fibres were calculated from the experimen-
tal force displacement curves and the dry cell wall cross sections. This means that 
the calculated tensile stiffness and strength in the hydrated condition were slightly 
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overestimated since cell wall swelling was not considered. Despite this, as the stiff-
nesses and strengths are related to the dry cross-section, they still can take into account 
differences in the amount of cell wall material that carries load between samples. The 
series of juvenile wood tested under wet conditions is missing due to the exhaustion 
of the used wood slice. The plotted mean tensile stiffness of the fully hydrated fibres 
(Fig. 2) clearly shows, in accordance with previous publications (Cave 1969; Groom 
et al. 2002a; Mott et  al. 2002; Page and Elhosseiny 1983; Reiterer et  al. 1999), that 
stiffness decreases drastically with increasing MFA by approximately one order of 

a

c

e

d

f

b

Fig. 2  Tensile stiffness of single wood fibres with different microfibril angles. a tensile stiffness plot-
ted versus the microfibril angle (MFA) of fully wet fibres. b–f tensile stiffness versus relative humidity 
for different microfibril angles, data points are the arithmetic means of ~ 10 fibres each, error bars show 
standard deviation (see Table 1 for more details)
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magnitude from adult wood fibres with a MFA < 10° to branch compression wood with 
a MFA > 40°. This can be explained by the increasing proportion of load taken up by 
the soft matrix in shear with increasing microfibril angle. In fibres with small MFAs, 
the load is taken up mainly by the stiff cellulose fibrils, but in large MFAs the matrix 
is put under shear and will deform giving rise to a reduced fibre stiffness. For the ten-
sile tests performed under different RHs, the tensile stiffness decreases with increas-
ing moisture content in all tissues (Fig. 2). It is particularly interesting that for tissues 
with small MFAs, a clear decrease in tensile stiffness can only be observed for the fully 
hydrated fibres.

The decrease in stiffness from the dry to the fully hydrated state was ~ 34% for adult 
wood and for stem compression wood #1 a decrease of ~ 39% was observed which is 
less than the observed decrease of ~ 44% found by Kersevage (1973) for chemically iso-
lated single fibres from Douglas fir with a typically low MFA. The stiffness decrease 
observed between our wet and dry Norway spruce fibres is similar to what has been 
reported for dry (~ 40% RH at room temperature) and wet bulk Norway spruce wood 
with similar MFAs (Almeras et al. 2017). This finding supports that stiffness decrease 
upon moisture uptake of bulk wood when loaded along the fibre axis is mainly con-
trolled by the fibre cell wall and that the compound middle lamellae plays only a minor 
role in the mechanical response of bulk material under tension. In the case of the fibres 
with higher MFAs, the decrease in tensile stiffness is observed at lower equilibrium 
moisture contents. It is assumed this is a consequence of the higher shear stresses act-
ing on the hemicellulose-lignin matrix between the stiff cellulose fibrils. Furthermore, 
the stiffness reduction is much more pronounced for fibres with high cellulose angles 
(~ 34% for a MFA of ~ 10° vs. ~ 68% for ~ 43°). Wang et  al. (2017) showed on wood 
slices of Masson pine that the moisture-induced decrease in tensile stiffness (5–8% 
equilibrium moisture content vs. fully hydrated) becomes more pronounced with 
increasing MFA. However, the values cannot be compared directly since the measure-
ments were performed on tissue slices.

Since several native wood fibres with different MFAs were tested at five different 
moisture conditions (5, 50, 75, 90% RH and fully hydrated) with estimated moisture 
contents of 1.5, 9, 14, 20 and 29%, (the estimations are based on a Keylwerth diagram 
(Keylwerth and Noack 1964)), the dataset can be fitted to the following relationship:

(1)EEffective = Ematrix

1 + f
(

1 − 2(1 + v)m2n2
)

∕
(

1 − v2
)

1 + n4f

Table 1  Matrix modulus as a 
function of relative humidity 
(or moisture content) calculated 
from the fits of Eq. (1) to the 
experimental data (Table 2)

RH [%] MC [%] Ematrix [GPa]

5 1.5 3.702
50 9 2.602
75 14 2.054
90 20 1.326
Wet 29 0.330
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where the matrix modulus Ematrix and f depend on hydration state only and m = cosµ, 
n = sinµ, where µ is the microfibril angle. For simplicity, we assume that µ remains 
constant with changing moisture content. f is given by f = k/Ematrix , where k is a con-
stant that describes the relative load bearing capacity of the cellulose fibrils with 
respect to the matrix. k describes not only the relative stiffness of the cellulose 
microfibrils but also their relative amounts with respect to the matrix (i.e. a small 
number of very stiff fibrils will have a small influence on the effective tissue stiff-
ness). The model does not take into account any changes in cell wall thickness due 
to hydration, and assumes all changes in the effective modulus with hydration are 
due to variations in Ematrix and k alone. An advantage of this is it allow the equa-
tion to be directly compared to the experimental data where stresses are calculated 
from the dry cell wall cross section. For a detailed derivation of this equation see 
Fratzl et al. (2008). This function was fitted to the experimental data using a nonlin-
ear model fitting procedure in Mathematica (12.1 Wolfram Research) using a Pois-
son ratio of ( � = 0.3 ) and k = 27 GPa (Fig. 3a–e). The fitting procedure gives the 
matrix modulus for different relative humidities (moisture contents) (see Table 2 and 
Fig. 3f). The matrix modulus decreases with hydration by a factor of ~ 10 from 3.70 
to 0.33 GPa. When plotted against moisture content, the matrix modulus can be fit-
ted with the following equation:

where mc = moisture content and the errors indicate the 95% confidence interval.
The experimental data fit Eq. (1) well except for some data points at low MFAs 

and high moisture contents (Fig. 3d and e). The samples tested at 75 and 90% RH 
with a 15° MFA show higher stiffnesses than the samples with an 8° MFA. Most 
likely this is due to a natural variation of the tested samples as to the best of the 
authors` knowledge no comparable literature data exists that indicates a moisture 
related effect for these low fibre angles. It is also possible that the mass ratio of 
cellulose to matrix is different for the different tissues (especially for compression 
wood), giving a tissue dependent fitting parameter k. As we have no data on how k 
varies as a function of the mass ratio of cellulose to matrix, nor any experimental 
data to test this, the k was chosen, which gave the best fit over the entire data set 
giving a maximum of the sum of the R2 of the individual fits. The situation for the 
data point of adult wood in the fully hydrated state is different. Such drastic stiff-
ness decreases in the fully hydrated state of wood with a low MFA have also been 
observed by other researchers on tissue slices, bulk wood samples and also on sin-
gle fibres and it is certainly a material response to moisture (Eder et al. 2013; Ker-
sevage 1973; Kollmann 1951; Wang et  al. 2017). However, most of the literature 
data is only available for “dry” and “fully hydrated” samples, except for studies on 
clear wood samples where it has been shown that modulus of elasticity gradually 
decreases with moisture content (Kollmann 1951; Niemz and Sonderegger 2017). 
Unfortunately, for the majority of data, information about the MFA is not available.

The data and the fitted model can be re-plotted as a function of moisture con-
tent (Fig. 4 b). It is interesting to observe on single fibres with a MFA of 15° or 
smaller that tensile stiffness does not decrease much upon hydration unless the 

Ematrix = (3.788 ± 0.238) −mc (0.121 ± 0.014) GPa,



1313

1 3

Wood Science and Technology (2021) 55:1305–1318 

material is fully hydrated. The data for small MFAs cannot be fitted well with 
the current model at high moisture contents, but the model does verify that the 
absolute change in matrix stiffness is stronger for microfibril angles of 15–26°. 
The model in Fratzl et  al. (2008) is used to calculate the relative amount of 
tensile stress that is transferred to the fibrils as a function of microfibril angle 
(Fig. 4c). The stress taken up by the fibrils divided by the tensile load shows a 
peak for microfibril angles around 33°. This suggests that higher fibril stresses 
occur at microfibril angles of 25–40°, which in turn would require a more effec-
tive stress transfer to the matrix. Although the stiffness changes at high (43°) 

Fig. 3  Tensile stiffness versus MFA for different relative humidities. a–e Plots of experimental and cal-
culated fibre stiffness as a function of microfibril angle The large circles indicate the mean experimen-
tal values, the smaller circles show the individual data points, and error bars show the standard devia-
tion (see Table 1 for more details). The fitted curves based on Eq. (1) are shown in black with the grey 
regions highlighting the 95% confidence interval of the fits. f Plot of the fitted matrix modulus values as 
a function of moisture content together with a linear fit
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and intermediate MFAs (22 and 26°) are similar, the fibrillar stress should be 
much lower at high MFAs (> 40°). This would imply a smaller amount of stress 
is transferred to the matrix from the fibrils meaning a lower sensitivity to changes 
in hydration.

Finally, the experimental observations of a strong decrease in stiffness upon 
complete hydration at low MFAs lead to the following speculations:

• The cellulose stiffness itself may change when it becomes completely hydrated 
(Kulasinski et  al. 2017), perhaps due to the presence of amorphous regions. 
This is supported by molecular dynamics simulations performed by Kulasin-
ski et al. (2017).

Table 2  Cellulose fibril angle, MFA and tensile properties of single wood cells

Values in parentheses are the standard deviations

Wood type MFA [°] RH [%] n Tensile stiff-
ness [GPa]

Ultimate stress 
[MPa]

Cell wall 
cross-
section area 
[µm2]

Adult wood 8 5 9 33.6 (± 6.3) 844 (± 227) 503 (± 121)
8 50 12 30.3 (± 7.9) 982 (± 250) 414 (± 132)
8 75 13 29.1 (± 6.7) 939 (± 235) 479 (± 121)
8 90 7 29.8 (± 5.3) 968 (± 296) 415 (± 103)
8 Wet 13 22.2 (± 5.9) 646 (± 266) 414 (± 84)

Stem compression wood 15 5 12 31.0 (± 5.9) 911 (± 255) 261 (± 68)
15 50 9 26.6 (± 4.7) 927 (± 390) 257 (± 49)
15 75 11 30.4 (± 4.3) 1065 (± 333) 232 (± 51)
15 90 10 31.2 (± 7.1) 808 (± 229) 203 (± 42)
15 Wet 15 18.9 (± 3.8) 729 (± 163) 260 (± 56)

Juvenile wood 22 5 8 18.9 (± 3.8) 644 (± 211) 135 (± 35)
22 50 6 20.5 (± 3.4) 827 (± 307) 126 (± 29)
22 75 7 16.1 (± 3.5) 764 (± 251) 136 (± 30)
22 90 11 13.3 (± 3.8) 712 (± 213) 135 (± 38)
22 Wet NA NA NA NA

Stem compression wood 26 5 10 15.6 (± 4.0) 356 (± 106) 298 (± 68)
26 50 11 13.9 (± 3.6) 498 (± 111) 313 (± 69)
26 75 9 11.0 (± 3.2) 412 (± 86) 351 (± 121)
26 90 8 8.4 (± 2.4) 341 (± 97) 321 (± 106)
26 Wet 12 5.4 (± 1.6) 267 (± 104) 302 (± 54)

Branch compression wood 43 5 11 4.7 (± 1.3) 137 (± 30) 186 (± 34)
43 50 12 3.6 (± 1.0) 147 (± 44) 204 (± 25)
43 75 11 3.2 (± 0.9) 163 (± 69) 174 (± 28)
43 90 11 2.0 (± 0.6) 150 (± 50) 209 (± 50)
43 Wet 11 1.5 (± 0.4) 186 (± 43) 172 (± 31)
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• The interfacial bonding between cellulose fibrils and matrix may change upon 
hydration. The simulations of Kulasinski et  al. (2017) also suggest that the 
cellulose-hemicellulose interface may adsorb up to 1/3 of the total moisture, 
which again may change the stress transfer between the phases.

• That hydration and therefore swelling of the matrix deforms the cellulose crystals 
(Zabler et al. 2010). X-ray measurements have shown that changes in hydration 
indeed deform crystals, which may in turn change their interaction with matrix or 
even their mechanical properties.

Fig. 4  a Equilibrium moisture content of the tested single fibres. The values were estimated based on a 
Keylwerth diagram (5–90% r. h.) (Keylwerth and Noack 1964) and on the fibre saturation point for wood 
(wet) b Tensile stiffness versus moisture content for different microfibril angles. The circles indicate 
experimental data with error bars indicating standard deviation and solid lines giving the fitted model 
(Eq. (1)). The dotted (22°) green line indicates the prediction of the model for high moisture contents for 
the juvenile wood c Relative increase in the fibril tensile stress with respect to fibre stress as a function of 
microfibril angle. Calculated using the model from Fratzl et al. (2008)
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Conclusion

This paper presents an extensive set of tensile data coming from single wood fibres 
with different microfibril angles tested at different moisture contents. The data set 
was fitted with a simple theoretical model based on fibre composite mechanics 
allowing information about the change in matrix stiffness with changing hydration. 
Although the interpretation of some of the data especially for microfibril angles of 
22 and 26° is complex, the data provide a good baseline for future work into the role 
of moisture on the mechanics of wood and other plant tissues.
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