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ABSTRACT
This article overviews several areas of research into architectured materials which, in the opinion of
the authors, are most topical and promising. The classes of materials considered are based on meso
scale designs inspired by animate and inanimate Nature, but also on those born in the minds of
scientists and engineers, without any inspiration from Nature. We present the principles governing
thedesignof theemergingmaterials architectures, discuss their exploredandanticipatedproperties,
and provide an outlook on their future developments and applications.
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1. Introduction

Development of new materials by designing their inner
architecture, rather than manipulating their atomic or
phase composition, is an emerging trend in materials
engineering [1]. The area of architectured materials is
burgeoning, and promising novel approaches have been
popping up recently [2]. While it is probably too early
for an extensive review of this nascent discipline to be
written, we feel that time is ripe for taking a snapshot
of the most interesting and promising trends that are
shaping up currently. Needless to say, we realize that the
choice of what ismost trendy and promising is subjective.
Still, we believe that one day the directions of research
we are focusing on here may become the mainstream
ones.What unites the admittedly disparate approaches to
materials design presented here is the targeted creation of

CONTACT Yuri Estrin yuri.estrin@monash.edu Department of Materials Science and Engineering, Monash University, 22 Alliance Lane, Clayton 3800,
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their structures at a scale intermediate between themicro
and macro scales. It is important to stress that we do
not connect the taxonomy of the scales with any specific
length dimensions. Rather, we understand it in the spirit
of synergetics, a structural element of a higher scale being
formed through interaction of lower-level objects endow-
ing it with qualitatively new properties [3]. The micro
scale elements are the basic components of the material.
Depending on the intended outcomes, they may be iden-
tified with atoms, molecules, individual phase particles,
etc. A structural unit at macro scale is a representative
volume element (RVE), which corresponds to a smallest
volume of thematerial that possesses all its properties [4].
AnRVE comprises a large number ofmesoscopic objects,
each of them being formed, in turn, by micro elements
that interact with one another [5,6].
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The meso scale objects can be created artificially. This
is the case, e.g. with topological interlocking materials
or man-made elements of the lattice materials, which
will be considered below. An alternative approach is by
using a naturally emerging meso scale as a result of self-
organization of the micro scale elements through their
collective interactions [5].

In the philosophy of morphogenesis, the differences
between the various forms generated can be both qualita-
tive and quantitative [7]. In the latter case one speaks of a
catastrophic, or cataclysmic, transition between the vari-
ous forms. Since the properties of a material are largely
governed by its structure, there are reasons to believe
that qualitatively different mesoscopic structures would
lead to distinctly different sets of properties. Numerous
examples confirming this assertion can be found in Ref.
[5] where a bounty of meso structures and the atten-
dant properties of materials are presented. We claim that
it is the meso scale in the sense introduced here that
offers a fruitful realm for investigation and development
of materials with novel properties by way of formation of
favorable architectures. This defines an exciting direction
in contemporary materials science and engineering—the
architectured materials design [1,2].

Structure as a key factor in design of materials is
well-known inmaterials engineering. Here we emphasize
its qualitatively different role that becomes the govern-
ing one. As distinct from composites, which also entail
specially created morphological make-up of a material
(such as fibers, layers, inclusions, meshes, etc.), architec-
tured materials are characterized by a greater variety of
meso structures. This rich pallet of meso structures offers
great opportunities for impacting on a material’s proper-
ties in a cardinal way. The elegance and esthetic appeal
play a role not to be neglected in materials design, and
the connotation with ‘architecture’ in this context is not
unintentional.

This article comprises eight sections, each of them
being dedicated to a specific class of materials: Topolog-
ical interlocking materials, Architectured lattice materi-
als, Biomimetic and bioinspired materials, Lithoinspired
materials, Heterostructured materials, and Cluster and
nanoparticle assembly materials. Sections 2 and 3 deal
with material designs born in the minds of materials
scientists and engineers without any hints from the struc-
tures occurring in Nature or produced by human activity.
Sections 4 and 5 deal with materials inspired by the ani-
mate or inanimate Nature (biomimetics and lithomimet-
ics, respectively). Sections 6 and 7 discuss materials
whose design is suggested by laboratory experiments in
which interesting and potentially beneficial structures
emerge by self-organization. The heterostructured mate-
rials as well as cluster and nanoparticle assembly based

materials portrayed there are in that category. In each
section, the main ideas and principles of design of the
respective material architectures are presented, along
with an overview of the key results and an outlook on the
future developments. Possible manufacturing technolo-
gies for these groups of materials and the areas of their
potential applications are also discussed.

2. Topological interlockingmaterials

Most of engineering materials, including metals, poly-
mers, ceramics, and composites of various kinds, are
monolithic ones. For centuries, or even millennia, a tra-
ditional approach to improving the properties of such
materials has been based on varying their chemical or
phase composition and perfecting the manufacturing
and processing technologies used to produce them [8,9].
Obviously, there are limits to what can be achieved in this
way, and that is where the concept of ‘architecturedmate-
rials’ [1,2,10,11] comes in. The type of material archi-
tecture considered in this section is guided by the gen-
eral idea that segmenting a material into smaller blocks
should improve its fracture resistance, while also offer-
ing some further crucial benefits, whichwill be elucidated
below. Indeed, the Weibull statistics tells us that the sur-
vival probability of a piece of material depends not only
on the magnitude of the applied stress, but also on the
volume of that piece, and this dependence is exponential
[12]. An attractive possibility of obtaining a segmented
material is to use the so-called topological interlocking
of the segments—a design principle that was proposed
20 years ago [13,14] but is only now gaining popularity
within the materials engineering community. The term
topological interlocking (TI) refers to segmented struc-
tures comprised by elements whose geometrical shape
andmutual arrangement provide constraints on each ele-
ment, which make removal of the element kinematically
impossible. (One has to make a reservation, though, that
the elements located at the periphery of the assembly
need to be constrained additionally. This can be fur-
nished by an external grillage, tensioning cables passing
through the elements, or bars anchoring them) [15].

Initially, two distinctly different families of building
block geometries enabling assembly of TI structures were
identified. The first one operates with Platonic bod-
ies (tetrahedrons, cubes, octahedrons, dodecahedrons,
and icosahedrons) or their truncated variants, as it was
proven [16] that all of them permit topological inter-
locking. A formal procedure of generating such struc-
turesmathematically was devised in [17]. The underlying
algorithm starts with a tessellation of the middle plane
with squares or regular hexagons and transforms them
in interlocked 3D elements as the plane moves upwards
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Figure 1. Monolayers of topologically interlocked Platonic bodies: (a) tetrahedra, (b) cubes, (c) octahedra, (d) dodecahedra, (e) icosahe-
dra (adapted from [15]).

Figure 2. Assemblies of interlocked blocks with non-planar contact surfaces: (a) a prototype osteomorphic block generating a topolog-
ically interlocked assembly shown in (b); (c) geometrically interlocked space-filling blocks (Delaunay lofts); (d) geometrically interlocked
blocks inspired by woven fabric designs.

or downwards. Several assemblies obtained in this way
are presented in Figure 1. This technique of recon-
structing polyhedra-based TI structure from middle-
plane tessellations was adopted by other researchers, e.g.
[18–22], but alternative algorithms were also considered
[20]. Interlockable block geometries based on non-planar

geometries of the contact surfaces are also possible,
cf. Figure 2. Figure 2(b) shows an assembly of blocks
with topologically interlocked osteomorphic blocks with
matching concavo-convex contact surfaces, Figure 2(a)
[14]. Other examples seen in Figure 2 refer to recent work
of the research group of Akleman and Krishnamurthy
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Figure 3. Gainful variation of the mechanical performance of ceramic materials achieved by segmenting them into interlocked osteo-
morphic blocks: (a) Load vs. deflection diagram for monolithic plates and a TI assembly, after[26]; (b) The effect of TI architecture and
porosity (monomodal or bimodal) on the sound absorption coefficient of a ceramic produced by freeze gelation, after [33]; (c) The effect
of TI with and without interleaving of the osteomorphic blocks with a soft polymer on the load–displacement response of a flat panel,
after [2]. In all cases a concentrated normal load was applied to the middle of the plate.

at Texas A&M University who provided elegant tech-
niques of generating interlockable block structures, such
as Delaunay lofts, Figure 2(c), and assemblies inspired by
fabric weaves, Figure 2(d) [23–25].

What started off as a nice mathematical exercise, is
now becoming a recognized materials design principle.
The success of the concept based on topological inter-
locking is predicated on the remarkable benefits it offers
to materials design. Indeed, TI provides facile pathways
to assembly (as well as disassembly) of a structure. A
further advantage is that any materials, however ‘incom-
patible’ theymay be, can be integratedwithin an assembly
if the blocks made from them have the right shape. This
opens a promising avenue for design and manufacturing
of hybrid materials, in which a set of desired properties
is achieved by combining materials with different func-
tionalities. Thementioned properties also ensure the ease
of separation of the constituent materials, which may
solve many recycling problems. A defining feature of TI
structures is that no adhesives or binders are required
to ensure their integrity. Stress concentration-prone con-
nectors, such as LEGO-type pin-and-hole ones, also
become obsolete.

There are also significant benefits of structures with TI
architecture in terms of their mechanical performance,
as illustrated in Figure 3. Experiments conducted on
prototype TI assemblies, commonly under concentrated
loading, showed an impressive bendability of otherwise
stiff ceramics [26]. The plots in Figure 3(a) demon-
strate clearly how a stiff and brittle material becomes
pliable when segmented into interlocked osteomorphic
blocks. While a drop of the load-bearing capability of
the segmented plate is obvious, the overall area below
the curves, which is related to its toughness, is increased
significantly. Similarly attractive results were obtained
for a range of other TI structures [27–30]. For exam-
ple, a 50-fold increase in toughness over a monolithic

panel was demonstrated for a flat panel comprised by
3D-printed octahedron-shaped blocks [28]. A supe-
rior performance of assemblies of tetrahedra-based TI
assemblies over their monolithic counterparts under
static [27] and dynamic [29] loading was found by the
research group of Thomas Siegmund at Purdue Univer-
sity. Through experiments and finite element modeling,
the authors demonstrated simultaneous improvement of
strength and toughness—commonly the conflicting char-
acteristics—owing to the TI nature of the assemblies
tested.

Theoretical predictions showed that TI structures are
highly tolerant to local failures. Thus, it was established
by percolation analysis [31] that an assembly of osteo-
morphic blocks can sustain up to nearly 25%of block fail-
ures before it would collapse. An acceptable sacrifice of
the load-bearing capacity due to segmentation into such
a block structure would be by far compensated for by a
remarkable gain in fracture resistance [20]. This aspect is
especially important for combating brittleness of materi-
als. An increase in the survival probability of an assembly
of osteomorphic blocks over that of its monolithic equiv-
alentwas quantified in [32] based on theWeibull statistics
mentioned above. The gain in the survival probability
was shown to increase with a decrease of the Weibull
modulus (which is a measure of variability of a material’s
fracture toughness). While, in principle, the concept of
topological interlocking can be applied across most cate-
gories of materials, including the ones discussed in the
present article, the greatest benefits would be achieved
with most brittle of them. In particular, the use of TI
would be a good way to improving the ductility of nano-
glasses considered in Section 7 and of most ultrafine-
grainedmaterials produced by severe plastic deformation
(Sections 5 and 6).

The beneficial features of TI materials are not
limited to their mechanical performance. They also
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exhibit exceptionally good sound absorption proper-
ties. Figure 3(b) displays the frequency dependence of
the sound absorption coefficient in the audible fre-
quency range for porous ceramics [33]. The effect of
segmentation of a monolithic plate (the lowest curve, in
grey) into osteomorphic blocks (black curve), with a peak
value of about 0.67, is quite remarkable. Further enhance-
ment of sound absorption by introducing bimodal poros-
ity, in addition to TI, drove the peak even higher, to 0.97,
while also broadening the peak.

The materials design paradigm based on topologi-
cal interlocking can, of course, be combined with other
approaches. One particular pathway to that involves the
mimesis of nacre structure: by introducing soft layers
interleaving the topologically interlocked blocks, addi-
tional enhancement of toughness and strength can be
achieved [34]. In the context of TI materials, the bene-
fits of this concept were demonstrated for an assembly
of osteomorphic ceramic blocks with and without rubber
interleaving [2], cf. Figure 3(c).

The list of attractive features of TI design presented
above is not exhaustive. Further examples of potential
applications of TI materials and structures, including
responsive structures reacting to external stimuli, sand-
wich structures, protective gear, extra-terrestrial con-
struction, etc., can be found in Chapter 2 of the mono-
graph on architectured materials [2].

It can now be considered as established that topo-
logical interlocking is a promising and viable tool for
architectured materials with a view to impart on them
desired properties. Sowhere are the challenges on theway
to their implementation in novel materials and products?
These can be identified as follows.

While some of the archetypal families of TI architec-
tures have been identified above, there are an infinite
number of possible TI structures. Finding those that best
suit a desired property profile of an engineering product
is arguably the greatest challenge. For special cases, such
as TI structures based on convex polyhedra, some guid-
ance can be obtained by considering a non-dimensional
interlocking parameter proposed in [28], but generally,
a search in the vast space of potential TI structures
would probably not be possible without invoking pow-
erful machine learning techniques.

A second challenge is the difficulty of simulating the
mechanical behavior of TI structures by numerical tech-
niques, such as the finite element method. Indeed, a TI
structure is not a usual continuum, and the variation
of the contact conditions between its elements requires
sophisticated and resource-consuming computations.

Structure–property relations for materials architec-
tured by means of TI are not well known yet. This means
that extensive experimental work is needed to establish

such relations at least for those families of TI structures
that have already demonstrated their great potential.

In light of the successful examples of the extraordi-
nary performance of TI structures, we dare to assert that
despite these formidable challenges the topological inter-
locking concept has a promising future as a materials
design paradigm.

3. Architectured lattice materials

Lattice materials are composed by a set of interconnected
elements (such as rods or plates) which form a periodic
structure produced by translation of a characteristic ele-
mentary unit cell with a certain symmetry [12,35,36].
This kind of structure is common to many natural and
artificial materials. It provides them with a low density
and advantageous physical and mechanical properties
[37,38]. Usually all constituent elements of a lattice mate-
rial are identical. They can also be complex, built from
elements of a lower length scale [39]. The characteris-
tics of a lattice material are determined by the properties
of the constituent elements, the type of their connection
at the nodes, and the geometry of the unit cell [12,35].
An interesting analogy with crystal lattices can be drawn
by identifying the nodes with atoms and the rods con-
necting them with the atomic bonds. Then, of course,
the symmetry of the crystal structure would suggest the
geometry of a rod lattice material. What makes the archi-
tectured lattice materials so attractive is the freedom in
defining the properties of the bonds (rods) the designer
has. This distinguishes them from crystalline materials
whichmust takewhat they get from the electron structure
of the atoms. Using this freedom to vary the properties of
the constituent elements of a lattice, a wide spectrum of
structural [12,35,39,40] and functional [41,42] character-
istics of latticematerials can be obtained. The length scale
of the elements of lattice materials can be chosen at will
and can reach into the nano range. Some interesting fea-
tures of downsizing the length of the rods comprising a
lattice material have been reviewed in [43].

The crystallographic unit cell may contain atoms of
more than one sort, and by analogy, rod lattice materi-
als with more than one kind of rods can be generated.
Lattice materials whose elementary unit cell contains dif-
ferent constituent entities offer further great possibilities
to extend the material property space [44–51]. Exam-
ples of such architectured lattice materials are given in
Figure 4.

The design with lattices containing ameso scale struc-
ture with elements of different kinds represents a new
evolutionary step in the development of this research
area [52,53]. A meso structure is a spatial pattern formed
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Figure 4. Examples of design of elementary unit cells containing elements of different kind: (a) chiral material [44], (b) sponge-inspired
material with high buckling resistance [46], (c) hinged lattice with a giant Poisson’s ratio [50], (d) material with a zero Poisson’s ratio [49],
(e) programmable metamaterial for energy dissipation with fully reversible deformation [45], (f ) damage-tolerant material inspired by
crystal microstructure [51], (g) fault-tolerant material [47], (h) three-dimensional auxetic with omnidirectional Poisson’s ratio [48]. The
white beams are softer than the colored ones; the white and black nods are hinged and rigid, respectively.

by periodic translation of a unit cell built on an origi-
nal lattice and comprising multiple elementary cells of
that lattice (e.g. multiple triangles for a triangular lattice).
Inclusion of architecturing atmeso scale by allowing vari-
ability of the composition of the unit cell increases the
number of the degrees of freedom of the system and
enables broad variation of the parameters of a regular
lattice. This is important for establishing a desired set
of properties, which involves multi-criteria optimization.
What is even more important is that meso structure
imparts to a geometrically regular lattice some cardinally
new properties. Thus, the occurrence of forbidden zones
in the phonon spectrum [52] or uncharacteristic elastic
anisotropy of a triangular rod lattice [53] was achieved in
this way. Again, a parallel with the meso scale design for
crystal lattices can be drawn. An example of such design
embodied in clustered materials is provided in Section 7.

An illustration of the approach proposed in [53] is
given in Figure 5. Figure 5(a) shows lattice composed
of identical elements. Figure 5(b,c) displays lattices with
meso scale unit cells for the case when the rod stiff-
ness coefficient can assume one of two possible values.
These unit cells contain 12 or 27 rod elements, respec-
tively. Also shown are the corresponding diagrams for the
compliance coefficients in polar coordinates.

Each rod within a unit cell can in principle be made
from any material. Also, the nodes where the rods
are joined may be different. The simplest variations

amongst the rods can be represented by different stiff-
nesses assigned to them. This can be furnished either by
different elastic moduli of the rods or through differences
in their cross-sectional dimensions. The nodes can be
chosen to be stiff, hinged, or more intricate, e.g. restrict-
ing certain movements of the rods. In addition, the size
of themeso scale unit cell may vary from several triangles
to the size of the entire structural member of interest.

Thus, the meso structure built on geometrically reg-
ular lattices has a great potential in design of architec-
tured materials. However, there is a serious hindrance
to realization of this potential. The problem resides in a
catastrophically rapid increase of the possible variants of
architectured lattice materials with increasing size of the
unit cell. To quantify this, we consider a lattice whose ele-
ments can be of one of q possible types. Then, for a unit
cell containing p elements, the total number of possible
variants of the lattice will depend on p exponentially and
its order of magnitude will be qp. Problems related to an
exponential growth of the volume of data with increasing
number of governing parameters are commonly referred
to as the ‘curse of dimensionality’—an expression coined
by R. Bellman 60 years ago [54]. Efficient methods aimed
at overcoming these difficulties have become available
owing to recent Machine Learning (ML) studies [55].
Some aspects of the use of ML methods for design of
architectured lattice materials were discussed in recent
publications [53,56].
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Figure 5. Examples of 2D lattices designed to control their anisotropy: (a) lattice with identical elements, and lattices with a meso scale
unit cell of 12 rods (b) and 27 rods (c). The white beams are softer than the colored ones; the red dotted line shows the unit cell. The
respective diagrams for the compliance coefficients are shown in polar coordinates.

Investigations of lattice materials are still in their
infancy and that is why it is important to pose the right
problems of research in this area now.We see threemajor
directions of research into lattice materials and metama-
terials.

(I) Meso scale design. Here two aspects are essential:
the structure of the elementary unit cell at meso scale and
the characteristics of the constituent elements. The latter
can be actuating [57] or responsive, i.e. changing prop-
erties in response to external fields or mechanical load.
They can also show different responses to tension and
compression [58], possess shape memory [59], or have
further unusual properties. The meso scale-based design
concept is very flexible. Combined with the creativity of
the designer, it can lead to a broad range of advanced
materials for various applications. Besides, this type of
design opens new research directions, such as, for exam-
ple, analysis of the sensitivity of lattices to production
faults—a subject of great significance for manufacturing
by 3D printing [60]. Summing up this point, we can say
that the potential of meso scale design is huge, as the
meso scale unit cells can be chosen freely, which provides
a lot of freedom in the bottom-updesign ofmaterials with
advanced properties.

(II) Application of Machine Learning methods for
design of meso scale patterns ensuring desired properties of

lattice materials. The authors of [61] proved the validity
of the following statement: ‘If in the beginning God gave
man just twomaterials, one sufficiently soft and the other
sufficiently rigid (plus some glue and some cutting tools)
then man could make everything!’. By ‘everything’ they
meant amaterial that would possess a given elasticity ten-
sor. A numerical realization of a similar ideawas reported
in [62]. Further development of these concepts becomes
possible owing to breakthroughs in deep learning meth-
ods, such as GAN and VAE, which allow variation of
spatial distributions of pixels/voxels of the base materials
within the unit cells [63,64]. The number of parameters
that can be varied for 2D and 3D unit cells can be esti-
mated at 104 and 106, respectively. A potential advantage
of the meso scale design is the possibility to reduce the
number of the variable parameters quite substantially.
For instance, a unit cell in 3D consisting of 5× 5× 5
octets comprises just 3300 rods. In a way, meso scale
design can be seen as a compromise that permits flexible
variation of the properties of the material, whilst being
very resource effective. In this approach, such ML tech-
niques as Bayesian optimization or genetic algorithms
can be used as efficient tools for exploring the struc-
ture–property space and for solving the inverse problem
[65–67]. A particular problem that can be solved in this
way is the determination of the limit values of material
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Figure 6. Biological materials are generally based on few components but acquire a huge diversity of properties and functions due to
the multiscale hierarchical structure (adapted from [71]).

characteristics. For isotropic materials, the solution (the
so called ‘Hashin-Shtrikman fork’) was provided in a
seminal work [68]. It can be claimed that the meso scale
approach we promote will enable establishing the limits
of the characteristics of a material for the general case
of anisotropic materials, be it the 18 invariants of its
elasticity tensor or any other characteristics. It is also of
great importance that the same strategies allow one to
implement the top-down approach to design—starting
from the desired material properties and finding a lattice
structure that provides them.

(III) Development of new technologies for manufac-
turing lattice materials with meso structure. Owing to
recent advancements of 3D printing and lithography,
these technologies found a firm place in the niche area
of manufacturing of architectured materials. In our view,

fabrication of lattice materials at industry scale by tradi-
tional production methods such as casting, metal form-
ing, or joining components by welding or deformation is
a formidable challenge.However, some examples demon-
strating the feasibility of assembling lattice rod structures
have been reported [69,70]. The interlocking technology
discussed in Section 2 may be envisioned as a further
possible pathway for assembly of lattice materials.

4. Biomimetic and bioinspiredmaterials

Materials are omnipresent in the living world and com-
prise hard materials, such as bone, seashells, or bird
beaks, as well as soft materials, such as cartilage, skin,
or silk. These materials are based on few components,
mostly proteins and polysaccharides and some minerals,



MATER. RES. LETT. 407

Figure 7. Differences resulting from the growth of biologicalmaterials as compared to the fabrication of engineeringmaterials (adapted
from [72]).

see Figure 6. These building blocks allow for a great vari-
ety of ways in which they can be assembled, leading to
diverse properties and multiple functions, frommechan-
ical support to colors and thermal insulation [71].

In some instances, some of these structures are
directly transferred into biomimetic engineering mate-
rials. Mostly, however, they inspire the development
of engineering structures that use similar structural
principles but do not necessarily resemble the biological
materials they were inspired from. The reason is that a
structural optimization principle will yield results that
depend on boundary conditions that are extremely dif-
ferent for a biological system and an engineering one
[72].

Over the last 20 years, this field has been develop-
ing very rapidly and the publications listed in this area
in the Web of Science increase exponentially by roughly

doubling every 3 years. There are also several excellent
reviews that cover different subfields. For this reason, this
section is meant just as a ‘meta-review’ listing and refer-
ring to these more detailed surveys. This list follows a
classification of the different approaches resulting from
the growth of biologicalmaterials as compared to the fab-
rication of engineering materials, published earlier [72],
see Figure 7.

4.1. Hierarchical structure

A typical result of the natural growth process where
building blocks are assembled to larger units, which in
turn build up ever larger structures, is the hierarchi-
cal nature of biological materials [73]. The advantage is
that structures can vary at each of the hierarchical lev-
els and, therefore, adapt to several functions, for instance
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mechanical, optical or thermal. Protein-based materi-
als, for example, can be soft, hard, elastic, plastic, or
sticky, depending on protein-secondary and higher order
structures [74].

This led to the development of bioinspired hierar-
chical materials with advanced properties [75–78]. A
material assembled from building blocks has a huge area
of internal interfaces between the building blocks that
control their properties [79,80]. An extreme case are tes-
sellated materials, where a set of similar two- or three-
dimensional tiles are nearly filling a surface or a volume
[81]. Progress has been most significant in the devel-
opment of bioinspired composites and hybrid materials
[82–87].

4.2. Structures adapted to enhance specific
properties

Structural materials can acquire conflicting properties
such as toughness and strength [88], and tough materials
can be generated in a bioinspired way based on brit-
tle constituents [89,90]. Plants, for example, also inspire
new lightweight constructions [91]. Additive fabrication
is an interesting emulation of hierarchical assemblies
and bioinspired design approaches are developed for this
technique [92].

Surface nano-structuring changes the interaction with
fluids, inspired by the well-known self-cleaning capabil-
ity of lotus leaves. This led to developments of super-
hydrophobic surfaces [93,94], surfaces with superwetta-
bility [95,96], or super lyophilic or -phobic [97]. More-
over, surface structure can make it antiadhesive [98] or
ice-repelling [99].

Huge progress has beenmade in regenerativemedicine
by the development of bioinspired concepts for tissue
engineering [100,101].

Colors can be generated not only by light absorption,
but also by diffraction in photonic crystals. Structural col-
ors, antireflective surfaces, and other bioinspired optical
materials are being developed [102–105]. Finally, biolog-
ical systems also inspire flexible electronics [106] as well
as neuromorphic electronic materials [107].

4.3. Self-healing and adaptivity

The most interesting properties of bioinspired materi-
als are their various capacities to adapt to environmental
stimuli. These properties are also most challenging to
transfer into technical adaptation.

Stimulus-responsive shape morphing of materials
[108–110] or materials that sense or actuate [111]
are becoming exciting avenues in soft robotics [112],
biomedical [113] and other types of microrobots [114].

Especially polymeric materials can be processed to be
self-healing [115–117] and even to show some adaptivity
[118] to the environment.

5. Lithomimetics

We now turn to a very recent new approach to design
of architectured materials, referred to as lithomimet-
ics, which was recently proposed in [119]. Although the
types of the mesoscale structures it operates with may
resemble those also considered in other materials design
strategies, there is a defining principle that distinguishes
lithomimetics from other approaches. What matters in
lithomimetics is not so much the type of a meso struc-
ture, but rather the way in which it is generated: through
self-organization induced by plastic deformation under
pressure. Lithomimetics is chiefly about the processes
that emulate those leading to patterns of Earth’s litho-
sphere, such as beautiful pieces of Nature’s ‘rock art’,
e.g. [120]. A few examples of such patterns are shown in
Figure 8 [121].

The physics behind the lithosphere’s patterns is rooted
in distortion of the shape of geological bodies (con-
tiguous masses of rock with similar composition [120]).
Under forces acting in the solid Earth crust, geological
bodies deform plastically and get fractured. An impor-
tant, and oftentimes decisive, role in this process is played
by the phenomenon of strain localization [122]. Owing
to bulk compression, adjacent geological bodies pene-
trate the fractured one through the ruptures that form.
This holds the pieces together and leads to mixing of the
lithosphere’s constituents. As a result, vortices, folds, and
other bizarre formations emerge. To use an art analogy,
mixing of colors occurs and, as if copied from aVanGogh
painting, vortices come into being.

In a striking semblance with patterns exemplified by
Figure 8, similar characteristic features are also found
in specimens of engineering materials deformed to very
large shear strains under high pressure [119]. Such
processes, collectively labeled severe plastic deforma-
tion (SPD) [123], have become popular as a means of
achieving outstanding mechanical properties of metal-
lic materials through extreme grain refinement [124].
The similarity between the structures found in these two
realms ofmatter is not fortuitous. It is caused by the com-
monality of the underlying physical processes. Despite
the obvious difference betweenmetals and rocks (and the
length scales of the patterns they develop), they can be
described by similar rheological models [125] and obey a
common thermodynamic principle of maximum rate of
dissipation of mechanical energy [126] that governs the
formation ofmeso structures during plastic deformation.
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Figure 8. Some spectacular examples of the lithosphere’s patterns (reproduced from [121] with permission from Prof. James Talbot).

Literature on high pressure torsion (HPT)—one of the
most popular SPD techniques—abounds with examples
of patterns inmultilayermetallic assemblies akin to those
found in the lithosphere, cf., e.g. [127–131]. Research in
this area is on the rise, and its current status is captured
in a recent review [132]. This research aims at synthe-
sizing bulk nanocrystalline alloys, and in this context the
spontaneously emerging lithomimetic structures are con-
sidered just as being transient on the way of the system
to spatial uniformity. If the aim of the HPT processing is
not to achieve fullmixing of the components of an assem-
blage, but rather to emulate patterns occurring in Earth’s
lithosphere, then the art of lithomimetics is to find the
right processing conditions that furnish that.

While the nature of the lithomimetic structures is
obviously stochastic, they contain certain characteris-
tic elements (such as those in Figure 9) whose volume
fraction in a specimen with a fixed composition and
given HPT parameters is determined by the magnitude
of strain.

To synthesize uniform materials mechanically, the
constituents of the assembly need to come in sufficiently
close contact for diffusion to become effective. This
requires a fair amount of mixing, as exemplified by fine
lamellar structures depicted in Figure 9(e,f). Unfortu-
nately, it does not happen often that a good mixing is
achieved by HPT, even if many anvil revolutions, and
hence gigantic shear strains, are applied. Indeed, consider
as an example the case when a ‘hard inclusions in a soft
matrix’ structure is formed as a result of processing, cf.
Figure 9(c). This puts certain conditions on the subse-
quent co-deformation of the constituents necessary for
continued mixing. In the case when the difference in the
flow stresses of the two phases is large and the volume

fraction of the hard phase is small, the hard inclusions
will ‘float’ in the matrix as rafts of undeformed material.
Further deformation of the assembly will not increase the
degree of mixing.

Determining the conditions for full mixing of the
constituents of an assemblage by HPT and the evolu-
tion of the inner architecture towards this state is of
paramount significance for synthesis of hybrid nanos-
tructured alloys. Solving this problem requires the
knowledge of how lithomimetic structures are formed.
At present, this knowledge is practically missing. There
is currently just a single article [135] where the evolu-
tion of such structures is treated numerically, based on
the nonlinear viscous fluid model [134], whilst several
publications hypothesize about the mechanisms of the
emergence of vortices during HPT [136–138]. There is
a need to investigate lithomimetic structures dictated by
the growing interest inmechanically induced synthesis of
hybrid nanostructured alloys.

At this point we would like to mention the principal
difference between the geomimetic approach proposed in
[139] and the lithomimetic one championed in our work.
The former focuses on hydrothermal synthesis occurring
in the Earth’s crust—without involvement of deforma-
tion—as a range of processes to be mimicked in pro-
ducing inorganic, organic, or inorganic/organic hybrid
materials. The essence of the lithomimetic principle is the
use of the deformation-driven processes creating pattern
morphologies of interest.

What makes metallic SPD-derived materials with
expressly lithomimetic architecture (LA) particularly
attractive? While the full picture is not yet clear, one can
dare the assertion that the components of LA materials
will have an ultrafine grain structure—a hallmark of SPD
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Figure 9. Schematics of several characteristic elements of lithomimetic structures induced by HPT of assemblies of stacked alternating
layers of twodifferentmetals: (a) initial structure, (b) folds, (c) vortices, (d) boudinage, (e) fine lamellar structure, (f ) vortex in a fine lamellar
structure. (Adapted from Refs. [119,133–136].) In all figures, the harder of the two constituent layers is shown in green.

processing—thus enhancing mechanical strength of the
material. One can also expect good bonding between the
components—not only at the atomic scale but also at the
meso scale, owing tomechanical interlocking at the inter-
faces due to swirls formed there, cf. Figure 9(b,c,f). This
kind of geometrical interlocking differs from the topolog-
ical interlocking discussed in Section 2, but its beneficial
effect in terms of enhancement of mechanical strength
and fracture toughness may be considerable as well. It
is this combination of the effects of structure variation
at micro and meso scale potentially achievable through
lithomimetic architecturing that gives promise for mate-
rials design. An additional advantage is associated with
back stresses arising fromplastic incompatibility between

the different components of the assemblage that is dis-
cussed in Section 6. The co-existence of hard and soft
constituents within the material is also conducive for
good tensile ductility. Structures containing folds of a
hardmaterial (Figure 9(b)) give rise to geometry-induced
strain hardening [140]. Structures composed of alter-
nating thin layers with different strength (Figure 9(e,f))
can be used to produce materials with reduced sensitiv-
ity to tensile overloads [141]. Crack propagation in such
structures is also hindered [142], which causes their high
fracture resistance. Blocky structures, such as vortices
(Figure 9(c)) or chocolate boudinage (Figure 9(d)), may
prove to be useful for various physical applications. For
example, one can reduce the energy losses due to eddy
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currents in electric machines and transformers [143]
by creating material architectures where ferromagnetic
blocks are separated by layers of a non-magnetic material
with a low electrical conductivity.

By virtue of their morphology, LAmaterials are richer
in the degrees of freedom than metals and alloys with
a uniform inner structure. This is the key to the poten-
tial advantages of the LA materials [144]. Creating novel
materials with improved properties is not the ultimate
goal of research, however. Materials are the stuff from
which things are manufactured, which is done by such
processes as cutting, metal forming, or consolidation of
powders.Metal forming is known to change the structure
of materials at all length scales, which alters their prop-
erties. While for conventional metals and alloys these
processes have been extensively studied and are largely
understood, no such studies have been conducted for LA
materials. It is therefore not known at this stage what
properties will be imparted to articles from lithomimetic
materials by metal forming processes. The lack of knowl-
edge in this area calls for studies into the effect of dif-
ferent deformation processes on the meso structure and
properties of bulk lithomimetic materials. Obtaining the
full gamut of characteristics of such materials, including
the flow curves for different deformation modes, yield
surfaces, fracture criteria, etc., which are required for
design of manufacturing processes, is thus the order of
the day.

To conclude this section, we would also like to men-
tion the possibility of using LA materials in the form of
powders. To that end, one will first need to produce pla-
nar blanks of suchmaterials, e.g. by high-pressure torsion
or high-pressure sliding [145]. These blanks are to be
crushed to powders, which can be done by employing, for
example, a swarf crusher. From the LA powders thus pro-
duced, various structural members can be manufactured
by traditional powder technologies or by 3D printing.

Admittedly, being a very new approach, lithomimetics
is still in its infancy, and it is to be seen whether this strat-
egy for creating novel materials will come to fruition in
terms of practical applications. But the potential is there,
and it is worth being explored and exploited.

6. Heterostructuredmaterials

Since the first report [146] on the superior mechani-
cal properties of heterostructured materials that cannot
be explained in terms of conventional materials science,
they have been rapidly developing to a hot research area.
Heterostructured materials are defined as materials con-
sisting of heterogenous zones that have radically differ-
ent mechanical and physical properties (>100%) and
exhibit significant synergy that surpasses the prediction

by the rule of mixtures [147]. The fundamentals of het-
erostructured materials have been systematically inves-
tigated over the last few years and significant progress,
reported in a suit of papers, has been made [146–155].
One of the most important advantages of heterostruc-
tured materials is that they can be processed by current
industrial facilities, making it conducive to industrial
production at low cost [154]. Thus, a common problem
with real-world application faced by most new materials
is avoided. This section provides a brief introduction to
heterostructured materials.

Many materials systems can be classified as het-
erostructured materials (see Figure 10), including het-
erogeneous lamellae structured materials (Figure 10(a))
[146], laminate structured materials (Figure 10(b))
[149,156–169], gradient structured materials (Fig-
ure 10(c)) [152,153,170–173], harmonic (core–shell)
materials (Figure 10(d)) [174–176], dual/multi-phase
structured materials [177–179], multi-modal materi-
als [180–183], etc. As seen in Figure 10, these mate-
rials have very diverse microstructures that can be
hardly classified into one common category. Neverthe-
less, they are all referred to as heterostructured materials
because their superior mechanical properties are derived
from the same scientific principle: hetero-deformation
induced (HDI) strengthening and HDI strain hardening
[147,148]. The HDI strengthening acts to enhance the
yield strength, while the HDI strain hardening acts to
help retain the ductility.

HDI stress is caused by the plastic incompatibility
between hard and soft zones in heterostructured mate-
rials [147,148]. As shown in Figure 11, geometrically
necessary dislocations (GNDs) with the same Burgers
vector are emitted from a Frank-Read source within a
soft zone and pile up against a boundary with the adja-
cent hard zone. These GNDs produce a long-range back
stress in the soft zone to obstruct the glide of trailing
GNDs, which effectively makes the soft zone apparently
stronger. The direction of the back stress is opposite to
that of the applied stress. At the same time, the piling up
of GNDs produces a stress concentration of nτ a at the
zone boundary, where n is the total number of GNDs
in a pileup and τ a is the applied shear stress. A forward
stress, with the same magnitude of nτ a, but opposite to
the direction of the back stress is generated at the hard
zone side of the boundary to balance the back stress.
In other words, the back stress and the forward stress
cancel each other at the zone boundary. However, the
forward stress and the back stress decay in a different
way at distances away from the boundary, and there-
fore cannot cancel each other. Consequently, they col-
lectively produce a hetero-deformation induced (HDI)
stress.
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Figure 10. Four typical heterostructures [147]: (a) heterogeneous lamellar structure [146], (b) laminate structure, (c) gradient structure,
and (d) harmonic (core–shell) structure (adapted from [146,147]). In these schematic sketches the scale depends on the nature of the
respective fabrication process, the smallest features being typically at nanoscale.

Figure 11. Schematics of the piling up of geometrically necessary dislocations in the soft zone producing a back stress in the soft zone
and a forward stress in the hard zone [147].

The HDI stress enhances the yield strength of the het-
erostructured materials before yielding, while the con-
tinuous increase of HDI stress after yielding produces
strain hardening to retain or even increase the ductil-
ity. This is the key advantage of the HDI effect, which
can simultaneously increase the yield strength and strain
hardening [147,148]. Most strengthening mechanisms in
conventional homogeneous materials reduce the strain
hardening capability, which produces a typical tradeoff
between the strength and ductility [147]. It is noted that
before yielding, the HDI stress rises due to the increase
in the back stress while the forward stress is still not high

enough to soften the hard zones. Therefore, it can be
argued that the enhancement of the yield strength can be
largely attributed to the back stress strengthening.

The best demonstration of the advantage of het-
erostructured materials is presented in Figure 12 [146],
which shows that the heterostructured lamellar Ti has the
strength of nanostructured Ti, while its ductility is even
slightly higher than that of the coarse-grained Ti. This
is what would be believed impossible according to our
textbook knowledge. Not all heterostructured materials
exhibit such a great heterostructural effect, though. That
is why a targeted design of heterostructures is needed
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Figure 12. A superior combination of strength and ductility
of heterostructured lamellar (HL) Ti as compared with that of
ultrafine-grained (UFG) Ti and coarse-grained (CG) Ti (adapted
from [146]).

for achieving the best properties. A better understand-
ing of the deformation fundamentals of heterostructured
materials is required before we can effectively design and
predict their mechanical properties.

Extensive, highly dispersed localized strain bands
(LSBs) have been observed in several types of het-
erostructured materials, including gradient [184,185],
bi-modal grain structured [186], and laminated sam-
ples [150]. It appears that the formation of dis-
persed LSBs may be an intrinsic deformation feature of
heterostructuredmaterials [147]. Formation of dispersed
LSBs is a mechanism for the hard zones, which typically
have low strain hardening rate, to accommodate more
plastic strain without leading to catastrophic failure of
the whole sample. Dispersed LSBs are stabilized by the
higher strain hardening rate of the soft zones, the recov-
ery of strain hardening capability in the LSBs, as well as
the local strain gradient near the propagating fronts of
the LSBs [150,184–186]. The mechanisms of nucleation
and propagation of LSBs are still notwell understood, and
this has become a fundamental issue with heterostruc-
tured materials. Particularly, the observations of shear
bands on the surface of the samples are so far at macro-
scopic scale (micrometers to millimeters). It is critical to
understand the nucleation and propagation of LSBs at the
dislocation level. A critical issue here is the relationship
between the LSB formation and the piling up and interac-
tions of geometrically necessary dislocations at the zone
boundaries.

Like for several other sections of this article, it can
be said that the field of heterostructured materials is
still in its infancy, although several industrial techniques
have been used to produce suchmaterials with encourag-
ing successes. The processing of heterostructured mate-
rials is still by trial and error, however. It is therefore
important to develop predictive models and theories to

design heterostructures for the best properties, which in
turn needs a better understanding of their deformation
physics. It is also important to develop new technologies
that can produce desired heterostructures in a controlled
and economic manner, thus facilitating production of
heterostructured materials at industry scale.

7. Cluster and nanoparticle assembly towards
architecturedmaterials

Clusters and nanoparticles are possible building blocks
for the assembly of architectured materials. In our
terminology, clusters are structural entities consisting of
a few to a few hundred atoms each, corresponding to
the size range up to 3 nm in diameter, while nanoparti-
cles are typically considered to be in the size range above
the largest cluster sizes. The differentiation between the
terms cluster and nanoparticle is not exactly defined and
is based more on the differences of atomic structure and
properties, than on the size alone.

The assembly of nanoparticles using controlled com-
paction at high pressures under extremely clean vacuum
conditions has been the innovative idea in the early 1980s
leading to nanocrystalline (nc) materials [187,188] and
later to nanoglasses [189]. The compaction of nanoparti-
cles with average sizes in the range of 10–20 nm results in
the formation of interfacial regions. In the case of crys-
talline particles, grain boundaries are formed and, due to
the nanometer size of the particles, the grain boundaries
become a substantial fraction of the material. If the parti-
cles are amorphous, it has been found that the interfacial
regions are amorphous as well, but with an atomic struc-
ture distinctly different from that of the inner parts of the
amorphous nanoparticles. The idea to combine nanopar-
ticle synthesis with ‘powder metallurgy’, i.e. compaction
and sintering, for different types of particle structure has
led to an enormous growth of the field. In particular,
the idea of assembling nanoparticles opens up opportu-
nities for the controlled design of novel materials with
unprecedented mechanical and functional properties.

At the smaller end of the size range of particles, iso-
lated clusters have been extensively studied motivated
by the strong size dependence of their structure and
functional properties leading to quantum confinement
phenomena for the case of small numbers of atoms per
cluster. Clusters of pure elements and compounds can
be synthesized using physical and chemical methods,
resulting in narrow size distributions or even atomi-
cally precise sizes, as bare clusters or those protected
by organic molecules. The structure of such clusters is
well known based on electron and X-ray diffraction and
first principle Discrete Fourier Transform (DFT) calcu-
lations [190,191]. Size-selected clusters of many metals
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have been reported, including Au7, Au19 and Au20 [192]
and 55-atom transition metal clusters [193], atomically
precise unprotected (bare) or protected metal clusters,
such as Au55(PPh3)12Cl6 and [Au25(PET)18] [194], metal
chalcogenides [195], and many more varieties. Clus-
ters can be handled as charged species in vacuum, as
clusters in liquid solvents, or embedded in frozen inert
gases. In all operations with clusters, even when stabi-
lized using ligands, it needs to be considered that the
clusters remain extremely reactive. As an example, using
mass spectroscopy, it has been shown that protected clus-
ters of noble metals, each with the identical number of
atoms, in a solvent react with each other, by continu-
ously exchanging atoms. The kinetics of such intercluster
reactions between atomically precise [Ag25(DMBT)18]−
and [Au25(PET)18]− clusters yields a wide distribution of
product clusters [AgmAu25−m]− (m = 1−24) [196].

Single crystals of atomically precise clusters with sizes
reaching millimeters can be formed. Typically, such sin-
gle crystals are used for structure determination and
propertymeasurements [195]. However, only few reports
are available on 2D- or 3D-arrangements of clusters or
integration into matrix materials to exploit the cluster
properties for engineering applications. The use of clus-
ters, or at larger sizes, nanoparticles as building blocks
opens new ways to architecture functional materials
from the bottom up and represents a paradigm shift
from established synthesis methods, such as thin film
deposition using atomic species. In particular, cluster
or nanoparticle assembly allows to transfer the size-
dependent properties, including quantum phenomena,
into the assembled structures, and to integrate the large
fractions of interfaces into the design of advanced mate-
rials.

A wealth of possibilities arises from the variation of
the characteristics of the building blocks, i.e. clusters or
nanoparticles, crystalline or amorphous, atomically pre-
cise or with a size distribution, for the final architecture
of the resulting material. The grain boundaries in nc-
materials represent disorder of the crystalline lattice and
thus high energy defects, leading to a strong tendency
for grain growth. The effects of nanometer-sized grains
have been exploited in the field of nanocrystallinemateri-
als, both for metals and oxides, with superior mechanical
and functional properties being reported [188,197]. In
contrast, the amorphous interfaces formed in metallic
nanoglasses, have been described as regions of increased
medium-range order and enhanced free volume, most
likely exhibiting lower energy compared to the grain
interiors with the amorphous structure characteristic for
rapidly quenched metallic glasses. That is to say, in a
nanoglass the presence of the interfaces lowers the free
energy of the entire system [197,198].

In recent years, an increasing interest in cluster-
assembled materials, instead of the study of isolated clus-
ters, is noticed. Two examples are to be mentioned. (1)
By using C58 fullerenes as perfect mono-sized build-
ing blocks, micrometer-thick films have been formed on
inert surfaces and subsequently, their mechanical prop-
erties have been measured [199]; (2) a nano-inorganic
layered hybridmaterial, composed of bovine serum albu-
min (BSA)-protected atomically precise Au30 clusters
and aminoclay sheets was synthesized and its lumines-
cence properties were studied and applied in a strain sen-
sor [200]. The availability of well-defined clusters in suf-
ficient quantities opens up opportunities for the design
of novel materials structures, as will be described in the
following paragraphs.

Thin film deposition, where layers are grown from
atomic species using physical (MBE, sputtering, PLD) or
chemical (CVD, ALD) methods, has seen a wide distri-
bution from basic science studies to large scale industrial
processes. As an extension of thin film growth, the use
of well-defined clusters as building blocks for layers or
bulk structures offers new functionalities by the possibil-
ity of integrating favorable cluster properties into usable
material structures.

Irrespective of the preparation method, some prereq-
uisites need to be fulfilled, such as availability of sufficient
quantities of well-defined clusters, and chemical or physi-
cal processingmethods for the integration of clusters into
the desiredmaterial structures.Many options to architec-
ture the final morphology and geometry of 2D and 3D
cluster-assembled materials are available: (i) integration
of clusters into pre-existing structures that provide the
space for the cluster integration; (ii) deposition of clus-
ters on a substrate under controlled conditions; and (iii)
co-deposition of clusters and a matrix.

For the case of growth using physical methods,
Figure 13 summarizes the wide range of possibilities
using cluster assembly, assuming that the system is capa-
ble of producing simultaneously a cluster beam with size
selection and of providing a flux of matrix atoms onto
a substrate. For all possible cases, a large number of
variables can be freely selected, such as size and size dis-
tribution of clusters, structure of clusters, i.e. crystalline
or amorphous, material and type of bonding, i.e. metal-
lic, ionic or covalent, charge state of clusters, and impact
energy on substrate. Two general groups can be distin-
guished, pure cluster-deposited materials (denoted A),
which are formed by the controlled deposition of only
clusters on a substrate, and cluster-matrix composites
(denoted B, C, D), formed by the co-deposition of clus-
ters and of a matrix. In the latter case, both clusters and
matrix can consist of any combination of materials with
metallic, ionic or covalent bonds.
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Figure 13. Schematic of architectured materials made possible by cluster assembly. On the right side, possible variations of cluster-
matrix composites are shown, amorphous (blue), crystalline (green) ormixed clusters, alsowith different sizes, embedded in a continuous
matrix (grey), which can be crystalline or amorphous, andmetallic or non-metallic. The variability offers an enormous number of possible
combinations, evenmore if cluster size and impact energy are considered as additional parameters. On the left side variations of systems
are shown, prepared solely by cluster deposition, i.e. without anymatrix deposition. The bottom (blue) shows cluster-assembledmetallic
glasses, themiddle (green) nanocrystalline materials with extremely small grain sizes, and the top (mixed green and blue) the possibility
for cluster-assembled nanocomposites with different chemical compositions. Porosity can be an additional component of the cluster-
assembled structure, as shown in the figure, but can also be prevented by using appropriate processing conditions.

For cluster-matrix composites, the co-deposition
allows the growth of any volume fraction of clusters
in any matrix, irrespective of the equilibrium phase
diagram. As an example, even for fully miscible systems,
such asNix-Cu (x denoting the number of atoms per clus-
ter), it is possible to stabilize Ni-clusters in a Cu-matrix
and to freely choose the volume fraction of clusters by the
ratio of cluster flux andmatrix atomflux. In addition. sev-
eral systems of immiscible combinations, such as Fex-Ag
[201], Fex-Cr [202] and Fex-Ge [203] have shown inter-
esting magnetic and magnetoelectric properties. Even
applications in quantum technology formagnetic Joseph-
son junctions are being considered [204].

Pure cluster-deposited materials have been prepared
using amorphous Fe80Sc20 clusters deposited at different
impact energies from 50 to 500 eV per cluster [205]. The

structural motifs of the amorphous structure determined
from extended X-ray absorption fine structure (EXAFS)
measurements vary strongly with impact energy. At the
highest impact energy, the structural motifs are identi-
cal to those of the rapidly quenched control sample yet
are altered systematically at lower energies. The change
of the magnetic Curie temperature follows the change of
the structure, which demonstrates the ability to control
functional properties by the parameters of cluster depo-
sition, and to grow amorphous structures not considered
previously.

It’s still early days, but it has already been demon-
strated for cluster-assembledmaterials that unique struc-
tures with unexpected properties can be prepared. The
uniqueness of the new synthesis processes with the pos-
sibility to transfer the richness of the size-dependent
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properties of individual clusters to bulk materials will
undoubtedly enrich materials science.

8. Conclusion

In this article, we outlined six promising areas of research
devoted to improving the properties and functionalities
of materials through their architecturing. These areas are
far from maturity, but the advancements achieved so far
are encouraging. Among the features of the architectured
materials that transpired is their ability to provide func-
tion with less chemical diversity than conventional mate-
rials. Archimats are, therefore, more easily recycled, as
less effort is needed in separating their different compo-
nents. Some types of architecturedmaterials, for example
interlockingmaterials or trusses and lattices, may even be
reconfigured to provide new functions. For this reason,
we expect that the development of architectured mate-
rials will gain increasing momentum with the growing
need for a sustainable materials economy.

As stated in the Introduction, the juxtaposition of the
subjects presented here is not exhaustive. Rather, it is
based on our individual research interests and, to some
extent, on our idiosyncrasies. While our research prefer-
ences may be different, we all share the view that each
of these areas is interesting in its own way, and we hope
to have attracted the attention of the readers to the great
potential they have. We trust that this essay will stimu-
late research into the principles andmethods of designing
architectured materials. Outcomes of this research may
one day become part of the engineering practice, so it is
worthwhile watching this space!
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