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Terahertz phase slips in striped La2−xBaxCuO4
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Interlayer transport in high-TC cuprates is mediated by superconducting tunneling across the CuO2 planes.
For this reason, the terahertz frequency optical response is dominated by one or more Josephson plasma
resonances and becomes highly nonlinear at fields for which the tunneling supercurrents approach their critical
value IC . These large terahertz nonlinearities are in fact a hallmark of superconducting transport. Surprisingly,
however, they have been documented in La2−xBaxCuO4 (LBCO) also above TC for doping values near x = 1

8
and interpreted as an indication of superfluidity in the stripe phase. Here, electric-field-induced second harmonic
is used to study the dynamics of time-dependent interlayer voltages when LBCO is driven with large-amplitude
terahertz pulses, in search of other characteristic signatures of Josephson tunneling in the normal state. We show
that this method is sensitive to the voltage anomalies associated with 2π Josephson phase slips, which near
x = 1

8 are observed both below and above TC . These results document a regime of nonlinear transport that shares
features of fluctuating stripes and superconducting phase dynamics.

DOI: 10.1103/PhysRevB.105.L020502

The c-axis terahertz-frequency electrodynamics of high-
TC cuprates [1] can be described by stacks of extended
Josephson junctions [2,3] with distributed tunneling induc-
tance LJ (x, y, t ) between capacitively coupled planes (x and
y are, here, the in-plane spatial coordinates, and t is the time).
For low fields, LJ = h̄

2eIC
(where e is the electron charge

and IC the critical current of the junction) is independent of
space and time, and a Josephson plasma resonance (JPR) is
found at ωJPR = 2π/

√
LJC (C is the equivalent capacitance

of the planes). In most cuprates, ωJPR ranges between gi-
gahertz [4,5] and terahertz [6] frequencies. As characteristic
for a plasmonic response, for ω > ωJPR, the superconductor
is transparent, corresponding to a positive dielectric function
ε1(ω) > 0, whereas for ω < ωJPR, it is a perfect reflector with
R = 1 and ε1(ω) < 0.

At high electric fields, the Josephson electrodynamics be-
come nonlinear [7–9]. As radiation at photon energies below
the average superconducting gap couples weakly to the order
parameter amplitude |ψ (x, y, t )|, the electrodynamics are pri-
marily determined by changes of the order parameter phase.
The phase difference between adjacent layers �ϕ (henceforth
referred to simply as ϕ) is therefore the relevant parameter,
and the voltage that develops across the planes is expressed,
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according to the second Josephson equation, as V = h̄
2e

∂ϕ

∂t [see
Fig. 1(a)].

For an intuitive understanding of these physics, we con-
sider here the case of a Josephson junction under a DC current
bias, I [10]. In this condition, the phase dynamics of the junc-
tion can be modeled as the motion of a fictitious particle in the
“washboard” potential U (ϕ) = − h̄IC

2e (cosϕ + I
IC

ϕ), sketched
in Fig. 1(b) [11]. These dynamics are well understood, both in
the classical and in the quantum regime [12,13]. For I � IC ,
the potential U has local minima where the phase particle is
trapped and oscillates at the JPR frequency (blue). An increase
of I has the effect of tilting the potential and decreasing the
barrier between two neighboring minima, progressively enter-
ing a nonlinear regime (red). For I ∼ IC , the phase “escapes”
from the well, and a net voltage develops at the edges of the
junction (green). By decreasing the bias current, the potential
tilt is reduced, and the particle will be retrapped in the new
potential minimum [10].

A more comprehensive description of the effect of an
intense transient terahertz field on the extended Josephson
coupled cuprate planes (i.e., with dimensions that exceed the
London penetration depth) can be obtained by simulating
the electrodynamics with the sine-Gordon equation [14,15],
which in one dimension reads

∂2ϕ(x, t )

∂t2
+ 2γ

∂ϕ(x, t )

∂t
+ ω2

JPRsinϕ(x, t ) = c2

ε

∂2ϕ(x, t )

∂x2
.

Here, x is the in-plane coordinate along the propagation
direction of the pulse, ε the relative dielectric permittivity, c
the speed of light in vacuum, and γ a damping coefficient
which accounts for the tunneling of normal quasiparticles.

Representative results of these simulations are shown in
Fig. 1(c), where we report the time- and space-dependent
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FIG. 1. (a) Schematic representation of a layered superconductor in the presence of a single-cycle terahertz driving field polarized along
the out-of-plane direction. Depending on the instantaneous electric field carried by the pulse (color coded from blue through red to green),
deformations of different magnitude in the space- and time-dependent order-parameter phase ϕ are achieved. According to the second
Josephson equation, these phase gradients lead to the development of a voltage V across the layers. (b) Such a scenario can be visualized
in terms of a Josephson junction under the effect of a current bias, characterized by a tilted washboard potential. Each value of the electric field
carried by the pulse corresponds to a certain tilting amplitude. Depending on the peak electric field, different regimes can be explored, starting
from the linear one (blue), characterized by a response at the Josephson plasma frequency ωJPR to a nonlinear perturbative regime (red), until
approaching the critical current (green), a condition in which one expects to observe phase slips. (c) Calculated space- and time-dependent
interlayer phase ϕ(x, t ) for a single extended Josephson junction illuminated by a terahertz pulse as that in (a), with a spectrum in resonance
with ωJPR and different terahertz peak field values Epeak = 1, 30, and 160 kV/cm. Here, x denotes the in-plane direction along the pulse
propagation. In the rightmost panel, the occurrence of a phase slip is apparent. (d) Corresponding space- and time-dependent interlayer voltages
V (x, t ) ∝ ∂ϕ(x, t )/∂t . (e) Fourier transforms of the voltages in (d), calculated at the junction boundary (x = 0) for different Epeak values. The
peaks at ∼ ωdrive and ∼ 3ωdrive are shaded in red and green, respectively. All spectra at ω > 1.2 THz have been multiplied by 30. (f) Terahertz
electric-field-dependent voltage, estimated at the peak frequency in (d) by scanning Epeak continuously. A marked jump indicative of a phase
slip is apparent.

L020502-2



TERAHERTZ PHASE SLIPS IN STRIPED … PHYSICAL REVIEW B 105, L020502 (2022)

Josephson phase in the presence of an out-of-plane polarized
driving field, with the same pulse shape shown in Fig. 1(a)
and a spectrum peaked at ωJPR = 0.5 THz. The plots from
left to right refer to increasing values of the peak field. For
small electric fields and thus small phase, sinϕ(x, t ) � ϕ(x, t ),
and the sine-Gordon equation yields a linear wave equation,
leading to Josephson plasma waves (left panel). For progres-
sively increasing fields, larger phase excursions are achieved,
and the nonlinear regime is accessed. Here, the oscillation
frequency exhibits a redshift caused by the higher order terms
in the sinϕ expansion. Concomitantly, a rich phenomenology
occurs, including odd harmonic generation and parametric
amplification of Josephson plasma waves, which have been
experimentally verified in a number of cuprate superconduc-
tors [16–19].

As the current of the junction reaches the critical value
IC , 2π phase slips are expected to develop across the junc-
tion, as already qualitatively captured by the analogy with the
washboard potential depicted in Fig. 1(b). In the right panel
of Fig. 1(c), the occurrence of a phase slip in the material is
apparent.

It should be noted here that, for the damping values γ

and the shape of the terahertz pulse used for our experiments
and included in these simulations, we do not expect soliton
modes like those reported in Ref. [17]. Therein, these could be
excited because the phase was driven with different terahertz
pulse shapes, that is, narrowband multicycle pulses from a
free-electron laser.

As shown in Figs. 1(d)–1(f), evidence for phase slips is
to be found if one can measure the voltage of the junction
V = h̄

2e
∂ϕ

∂t . Figure 1(e) shows the Fourier transform of the
calculated Josephson voltage time profiles of Fig. 1(d), de-
termined at the edge of the junction, i.e., for x = 0. In the
sample, this point corresponds to the vacuum-material inter-
face. As expected, the linear response exhibits a spectrum
peaked at the driving frequency ωdrive � ωJPR. In the nonlinear
regime (30–60 kV/cm) odd harmonics develop at 3ωdrive and
5ωdrive, and these high-frequency components grow dramati-
cally when approaching the phase-slip regime (160 kV/cm). A
clear signature of the phase slip is evident in the peak voltage,
determined at the fundamental frequency ωdrive as a function
of the driving electric field [Fig. 1(f)]. Here, one observes an
abrupt, discontinuous increase of the signal, which we shall
take as a univocal fingerprint of the occurrence of a Josephson
phase slip in the material.

We set out to measure the field scaling of the c-axis
Josephson voltage, which develops at the surface of high-TC

superconductors of the La2−xBaxCuO4 (LBCO) family, when
driven by strong field single-cycle terahertz pulses. LBCO is
an extensively studied 214 cuprate, exhibiting an anomalous
suppression of the transition temperature TC for doping levels
∼ 1

8 [see schematic phase diagram in the inset of Fig. 2(c)]
[20], related to the formation of “stripes”, a peculiar charge-
and spin-order pattern within the CuO2 planes, consisting
of one-dimensional chains of doped holes separated by an-
tiferromagnetically ordered regions [21]. Recent studies [22]
support the existence of a striped superfluid state at T > TC

with a spatially modulated superconducting order parameter,
a so-called pair-density-wave (PDW) state [23–25]. However,
superfluid stripes are difficult to detect with conventional tech-

niques (e.g., scanning tunnelling microscopy), which are not
sensitive to the order parameter phase, nor are they visible
in linear c-axis optical measurements, due to their cross-
alignment in neighboring CuO2 layers [see, e.g., the inset of
Fig. 3(c)] [24].

A recent experiment on LBCO showed that this frustration
is removed in the nonlinear optical response [19]. A giant
terahertz third harmonic, characteristic of nonlinear Joseph-
son tunneling, was observed in La1.885Ba0.115CuO4 above the
superconducting transition temperature and up to the charge-
ordering temperature TCO. Such a response was modeled by
assuming the presence of a PDW condensate, in which non-
linear mixing of optically silent tunneling modes drives large
dipole-carrying supercurrents.

Here, we make use of an experimental probe technique to
confirm the generation of odd harmonics of the phase and to
measure voltage signatures of Josephson phase dynamics.

As in Ref. [19], we studied two compounds:
La1.905Ba0.095CuO4 (LBCO 9.5%), where the stripes are
weaker and are only present below TCO � TSO � TC � 32 K
(here, TCO and TSO are the charge- and spin-ordering
temperature, respectively), and La1.885Ba0.115CuO4 (LBCO
11.5%), for which the superconducting transition is highly
depleted (TC � 13 K) and the stripe phase is far more robust
(TCO � 53 K and TSO � 40 K) [20].

The single-cycle terahertz pump pulses were generated
in LiNbO3 by the tilted-pulse front technique [26] with a
spectrum peaked at ∼0.5 THz and were focused at normal
incidence on the sample surface, with polarization along the
out-of-plane crystallographic axis and maximum peak fields
up to ∼165 kV/cm [15].

The electric-field-induced second harmonic (EFISH) [27]
was sampled by 100-fs-long near-infrared (NIR) probe pulses
with 800 nm wavelength, which were also polarized along the
c axis, and scanned in time through the profile of the terahertz-
frequency pump. In equilibrium and without the pump, no
second harmonic was found.

The pump-induced 400 nm second harmonic intensity ISHG

generated at the surface was detected with a photomultiplier.
By scanning the time delay between the terahertz pump and
NIR probe, the full second harmonic temporal profile could
be determined.

The EFISH originates from a four-wave process in-
volving the driving field ETHz and the NIR probe
field ENIR. A third-order nonlinear polarization P(3)(ω) =
χ (3)(ωNIR, ωNIR, ωTHz)ENIRENIRETHz is generated at 2ωNIR ±
ωTHz and measured by the detector as ISHG ∝ |P(3)(ω)|2. In
our setup, a passive second harmonic generated in the setup
mixes with P(3)(ω), allowing for heterodyne detection of a
signal which is directly proportional to P(3)(ω) [28].

As the NIR pulse duration is much shorter than the pe-
riod of the terahertz field and the frequency dependence
of χ (3)(ωNIR, ωNIR, ωTHz) within the terahertz spectral band-
width can be neglected in first approximation, we are left with
ISHG ∝ E (t ) = V (t )/d . Here, E (t ) is the electric field that de-
velops at the very surface of the material, within an interaction
region of ∼100 nm (set by the NIR probe penetration depth).
In a Josephson junction, this quantity corresponds to V (t )/d ,
where V (t ) is the time-dependent voltage across the junction
and d the layer separation. Hence, our technique provides a
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FIG. 2. (a) Fourier transform of the second harmonic intensity measured in superconducting La1.905Ba0.095CuO4 at T = 5 K < TC for
different terahertz peak driving fields (see legend), after subtraction of the same quantity measured at T > TC . The spectra have been vertically
offset, maintaining their relative amplitude. Uncertainty bars are standard errors estimated from different measurement sets. The peaks at
∼ ωdrive and ∼ 3ωdrive are shaded in red and green, respectively. Inset: Schematic of the experimental geometry, in which a single-cycle
terahertz pulse polarized along the c axis is shone onto the sample surface together with a near-infrared (NIR) probe pulse (also polarized
along c). The radiation generated at the second harmonic of the probe is then detected. The clocks in the layers represent amplitude (diameter)
and phase (hand angle) of the superconducting order parameter. (b) Light red: Peak electric field dependence of the ∼ ωdrive spectral component.
Error bars are extracted here from the multi-Gaussian fits in (a). Dark red: Same quantity, measured in La1.885Ba0.115CuO4 at T = 5 K < TC ,
for which full sets of spectra are reported in Fig. S3(a) in the Supplemental Material [15]. Dashed lines are linear guides to the eye, while
the red shading highlights the phase-slip regime. (c) Same quantities as in (b), extracted for the ∼ 3ωdrive component. Here, the dashed lines
are ∝ E 3 fits. The vertical scales in (b) and (c) are mutually calibrated. Inset: Temperature-doping phase diagram of La2−xBaxCuO4, where
the exact location of the investigated compounds is indicated by blue circles. Here, TCO, TSO, and TC are the charge-order, spin-order, and
superconducting transition temperature, respectively.

direct experimental measurement of the Josephson voltage at
the sample surface, enabling a one-to-one comparison with
the calculated quantities in Figs. 1(e) and 1(f).

This type of measurement is different from that reported
in Ref. [28]. Therein, coherent oscillations in the second har-
monic signal, persisting over much longer time windows than
the duration of the pump pulse, were attributed to an effective
second-order susceptibility, which tracked the time-dependent
oscillations of symmetry-odd, infrared-active modes. In our
case, instead, we are dealing with an effect that is present
only while the terahertz driving field excites the material and
therefore can be fully described in terms of an EFISH process.

In Fig. 2(a), we report the results of the experiment carried
out in the superconducting phase at the lowest temperature
(T = 5 K) in LBCO 9.5%. Therein, we show the Fourier
transform of the measured EFISH time trace for various peak
amplitudes of the terahertz driving field, having subtracted the
same quantity measured at high temperature. The exact type
of measurements was also performed in the superconducting

state of LBCO 11.5% (see Fig. S3(a) in the Supplemental
Material [15]).

In both compounds, the response was almost identical,
characterized by a strong peak at the fundamental driving fre-
quency ωdrive � 0.5 THz (which in LBCO 9.5% overlaps with
the equilibrium ωJPR [29]), whose intensity scaled with the
terahertz field amplitude. Concurrently, another contribution
developed for Epeak >∼ 100 kV/cm, with oscillations appearing
at the third harmonic frequency 3ωdrive � 1.5 THz, and only
for the highest field data (Epeak = 165 kV/cm), signatures of a
5ωdrive � 2.5 THz peak were also found. The latter, however,
is comparable with the noise floor of our measurement, and
we refrain from analyzing it further, focusing on the ωdrive and
3ωdrive terms.

The frequencies of these contributions did not depend
strongly on Epeak. We found instead a systematically higher
signal amplitude in LBCO 9.5% compared with LBCO
11.5%, likely related to the detuning of ωdrive compared with
the resonance at ωJPR, which in the latter material is ωJPR �
0.2 THz. Note that this frequency was contained in the drive
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FIG. 3. (a) Temperature dependence of the ∼ ωdrive spectral component in the second harmonic intensity measured for both
La1.905Ba0.095CuO4 (light red) and La1.885Ba0.115CuO4 (dark red), for a constant terahertz peak driving field of ∼ 165 kV/cm. Error bars
are extracted from multi-Gaussian fits to the experimental spectra reported in Fig. S4 in the Supplemental Material [15], while dashed
lines are mean field fits. The horizontal temperature axis has been normalized by the superconducting TC of each compound. While for
La1.905Ba0.095CuO4 the response vanishes at TC = TCO = 32 K, in La1.885Ba0.115CuO4, it persists well above TC = 13 K, all the way up
to ∼ TCO = 53 K. (b) Same quantities as in (a), extracted for the ∼ 3ωdrive component. (c) Peak electric field dependence of the ∼ ωdrive

component measured in La1.885Ba0.115CuO4 at TC < T = 30 K < TSO, TCO, for which full sets of spectra are reported in Fig. S3(b) in the
Supplemental Material [15]. Dashed lines are linear guides to the eye, while the red shading highlights the phase-slip regime. Inset: Schematic
of the experimental geometry. The charge order pattern in the layers is displayed as colored stripes. (d) Same quantity as in (c), extracted for
the ∼ 3ωdrive component. Here, the dashed lines are ∝ E 3 fits. The vertical scales in (a)–(d) are mutually calibrated. Inset: Temperature-doping
phase diagram of La2−xBaxCuO4, where the exact location of the investigated compound is indicated by a blue circle.

spectrum but not at its peak (see Fig. S1 in the Supplemental
Material [15]).

Figure 2 reports the Epeak dependence in the EFISH sig-
nal of the (b) ωdrive and (c) 3ωdrive contributions, estimated
from multi-Gaussian fits to the data in Figs. 2(a) and S3(a)
in the Supplemental Material [15]. While the third harmonic
displays a ∝ E3

peak dependence, the fundamental peak shows
a linear behavior only for low fields. A clear discontinuity is
observed at ∼150 kV/cm in LBCO 9.5% and ∼130 kV/cm in
LBCO 11.5%. This trend is reminiscent of that found in the
voltage simulations of Fig. 1(f) and is indicative of Josephson
phase slips in the superconducting phase of both materials
when sufficiently high transient terahertz fields are applied. It
is also not surprising that this effect is observed for slightly
higher Epeak values in LBCO 9.5%, a superconductor with
higher critical temperature and larger phase rigidity.

The temperature dependence, which we report for both
samples in Figs. 3(a) and 3(b) at a constant Epeak � 165
kV/cm (see Fig. S4 in the Supplemental Material [15] for
the original spectra), provides additional information on these
phenomena. While in the weakly striped superconductor
LBCO 9.5% the doubly peaked EFISH response progressively

reduces with increasing temperature approaching TC � TSO �
TCO and then completely disappears in the stripe-free nor-
mal state, a much more striking effect is observed in LBCO
11.5%. Here, both the ωdrive and 3ωdrive peaks clearly survive
at T > TC all the way up to the charge-ordering temperature
TCO.

The presence of phase slips in the stripe-ordered normal
state of LBCO 11.5% is further underscored by the data in
Figs. 3(c) and 3(d). These figures have the same structure
as Figs. 2(b) and 2(c) (see Fig. S3(b) in the Supplemental
Material [15] for full spectra), with the difference that the
data here were taken at T = 30 K, a temperature almost
three times higher than TC in this compound. The response
is virtually identical to that measured in the superconducting
state, with a clear discontinuity in the field dependence of
the fundamental peak [Fig. 3(c)] ∼130 kV/cm, a behavior
which is very reminiscent of that predicted by the simulation
of Fig. 1(f).

The observation of phase slips in the stripe-ordered state of
La1.885Ba0.115CuO4 complements the colossal third-harmonic
signal previously reported in Ref. [19], providing experimen-
tal evidence for interlayer coherence and possibly for finite
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momentum condensation in the normal state of this cuprate.
While we can associate the voltage anomalies with phase slips
in a finite momentum condensate, a comprehensive theory for
this phenomenon has not yet been formulated.

A natural evolution for this field of study should ad-
dress other forms of charge order that compete or coexist
with superconductivity, such as those found in YBa2Cu3O6+x

[30,31]. This same technique also has great potential to be ap-
plied in other regions of the cuprate phase diagram, where for
example finite superfluid density and vanishing range phase
correlations [32,33] are present, or other forms of density
waves [34,35] have been discussed.
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