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ABSTRACT

We study the non-equilibrium structural dynamics of the incommensurate and nearly commensurate charge-density wave (CDW) phases in
1T-TaS2. Employing ultrafast low-energy electron diffraction with 1 ps temporal resolution, we investigate the ultrafast quench and recovery
of the CDW-coupled periodic lattice distortion (PLD). Sequential structural relaxation processes are observed by tracking the intensities of
main lattice as well as satellite diffraction peaks and the diffuse scattering background. Comparing distinct groups of diffraction peaks, we
disentangle the ultrafast quench of the PLD amplitude from phonon-related reductions of the diffraction intensity. Fluence-dependent relax-
ation cycles reveal a long-lived partial suppression of the order parameter for up to 60 ps, far outlasting the initial amplitude recovery and
electron-phonon scattering times. This delayed return to a quasi-thermal level is controlled by lattice thermalization and coincides with the
population of zone-center acoustic modes, as evidenced by a structured diffuse background. The long-lived non-equilibrium order parameter
suppression suggests hot populations of CDW-coupled lattice modes. Finally, a broadening of the superlattice peaks is observed at high flu-
ences, pointing to a non-linear generation of phase fluctuations.

VC 2020 Author(s). All article content, except where otherwise noted, is licensed under a Creative Commons Attribution (CC BY) license (http://
creativecommons.org/licenses/by/4.0/). https://doi.org/10.1063/4.0000018

I. INTRODUCTION

The spontaneous breaking of a continuous symmetry is a funda-
mental concept of physics with broad relevance in such diverse areas
as particle physics,1 cosmology,2,3 and condensed matter physics.4,5

An essential consequence of this symmetry breaking is the emergence
of new amplitude and phase excitations of the fields considered, exem-
plified in the Higgs mechanism6 and massless Nambu–Goldstone
bosons,7,8 respectively. Moreover, the degenerate ground state of such
systems allows for non-trivial topological states, as in the case of mag-
netic vortices.4

Electron–lattice interaction is an important source of symmetry
breaking in solids, most prominently in superconductivity and the for-
mation of charge-density wave (CDW) phases.9–12 Specifically, CDWs
constitute a periodic modulation of the charge density by electron–hole

pairing,12 coupled to a periodic lattice distortion (PLD)13–15 and an
electronic gap.16–19 The emergence, correlations, and fluctuations of
symmetry-broken CDW states can be revealed in the time domain
by ultrafast measurement techniques. In this way, quenches of the
electronic gap coupled to coherent amplitude oscillations,20–26 light-
induced PLD dynamics,27–30 and phase transitions have been investi-
gated.20,31,32 In particular, ultrafast structural probes trace changes of
structural symmetry33,34 and long-range ordering following a phase
transformation.35,36

However, while the initial quench and coherent amplitude
dynamics of CDW systems following short-pulsed excitation are
rather well characterized,20,21,23–26 the subsequent paths to thermal
equilibrium, including the roles of different collective modes in re-
establishing a thermal CDW state, are far less understood. In
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particular, a sensitive structural probe is required to study the interplay
of CDW-coupled excitations and regular phonons.

Here, we employ ultrafast low-energy electron diffraction
(ULEED), a recently developed surface-sensitive structural
probe,35,37–39 to give a comprehensive account of the non-equilibrium
structural dynamics of the incommensurate (IC) charge-density wave
phases at the surface of 1T-TaS2. Harnessing the sensitivity of ULEED
to the out-of-plane periodic lattice displacements of the sulfur atoms,
we isolate the dynamics of an optically induced amplitude quench
from a multi-stage excitation of phonons. Following a rapid partial
recovery, we observe a surprisingly long-lived non-thermal amplitude
suppression that equilibrates only after approximately 60 ps. Energy
transfer to acoustic phonons is required to re-establish a thermal value
of the PLD amplitude, suggesting that transient populations of collec-
tive CDW modes have a lasting impact on the structural order
parameter.

II. MATERIALS SYSTEM AND EXPERIMENTAL
APPROACH

In this work, we study one of the most prominent CDW sys-
tems, 1T-TaS2, which is part of the class of transition metal dichalco-
genides. The atomic structure of this material consists of weakly
interacting S–Ta–S trilayers,40,41 in which the tantalum atoms are
octahedrally coordinated between the sulfur atoms [Fig. 1(a)]. This
compound has attracted much attention for its various CDW
phases,12,40–42 excitations21,24–27,43 [Fig. 1(c)], and correlation
effects,44–46 serving as a model system to study, for example, Peierls-

vs Mott-type metal–insulator transitions,23,47 pressure-induced super-
conductivity in coexistence with CDWs,48 transitions to metastable
“hidden” CDW states,32,49 the emergence of complex orbital tex-
tures,50 or quantum spin liquid behavior.51

The material exhibits multiple temperature-dependent phases
[Fig. 1(f)] with characteristic lattice deformations coupled to electronic
structure changes.40,47,52 Starting from a metallic phase with an undis-
torted trigonal structure [Fig. 1(a)] above 543K, the system undergoes
a sequence of CDW transitions, forming a commensurate (C) (Mott-
insulating) state below 187K. At intermediate temperatures, two
incommensurate phases are found, namely the so-called “nearly
commensurate” (NC) phase (187–353K), exhibiting commensurate
patches separated by discommensurations,41,53–55 and a homogeneous,
fully incommensurate (IC) structure [Fig. 1(b)] between 353K and
543K. The periodic lattice distortions in these phases are characterized
by primarily in-plane and out-of-plane displacements of the tantalum
and sulfur atoms, respectively [Figs. 1(b) and 1(c)]. Ultrafast transi-
tions between and manipulation of these phases, as well as their collec-
tive modes [Fig. 1(d)], have been observed in various diffraction and
spectroscopy studies.20,21,23–27,33,35,43,56–61

In our experiments, we employ pulses of electrons at low ener-
gies, typically in the range of 40–150 eV, to probe the structural
evolution of the NC and IC states in backscattering diffraction.
ULEED35,37–39 allows us to trace the changes of the diffraction pattern
in the time domain, following intense fs-laser illumination [red pulse
in Fig. 1(e)]. In this optical-pump/electron-probe scheme, excitation
and relaxation processes are sampled by varying the time delay t

FIG. 1. Materials system and experimental setup. (a) Layered transition metal dichalcogenide 1T-TaS2 exhibiting a trigonal crystal structure in the high-temperature phase
(green lines: octahedral 1T-coordination; red: unit cell). (b) Top view of the incommensurate (IC) CDW phase illustrating the charge density (green), distorted lattice (black dots:
Ta atoms, displacements exaggerated), and superstructure unit cell (orange). (c) Side view of a single S–Ta–S trilayer, illustrating the out-of-plane periodic lattice displacements
of the sulfur atoms (exaggerated). (d) 1D sketch of CDW amplitude and phase excitations and corresponding lattice fluctuations. (e) Schematic of the experimental setup,
showing ultrafast LEED in a backscattering geometry. Ultrashort electron pulses (green) from a nanofabricated electron gun probe the dynamical evolution of the laser-excited
surface structure. (f) Temperature-dependent CDW phases. (g) Achieved electron pulse duration of 1 ps (see Appendix A for details). (h) Scanning electron micrograph of the
miniaturized electron gun.
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between the optical pump pulse (red) and the photoemission pulse
(blue) generating the electron probe (green). Reducing electron
pulse broadening by short propagation lengths, a miniaturized
electron gun [Fig. 1(h)]38 allows for a temporal resolution of 1 ps
[Fig. 1(g)]. Further experimental details are provided in Appendix A
(Fig. 7).

To facilitate the discussion, we focus the presentation on the
response of the IC phase, which has not been studied by ultrafast dif-
fraction, and provide a comprehensive dataset of related observations
for the NC phase in Appendix B.

The IC phase exhibits a triple-Q CDW/PLD, with lattice dis-
placements for each unit-cell atom of the form62,63

uðLÞ ¼
X
i¼1;2;3

Ai sin ðQi � Lþ uiÞ (1)

for lattice sites L, CDW wavevectors Qi, and phases ui. The CDW/
PLD texture of a “dot-lattice” arises for the phasing conditionP

i ui ¼ 0, and for symmetry reasons, the individual plane wave com-
ponents share a common amplitude A ¼ jAij. The PLD at a wave-
length kIC ¼ 3:53a (a: lattice constant) leads to characteristic
arrangements of satellite peaks64,65 around the main lattice diffraction
spots, seen in the ULEED pattern displayed in Fig. 2(c). As the IC state
wave vectors are collinear to the lattice vectors, the satellites are located
on the lines connecting the main reflexes. Due to the harmonic (and
weak) structural modulation,53,54 only first-order satellites are
observed, with an intensity64 Isat � jJ1ðs � AiÞj2 � A2 (s: scattering
vector). We note that in this energy range, LEED is a very efficient
structural probe of the PLD because (i) backscattering diffraction is
dominated by the sulfur sublattice and (ii) the large out-of-plane
momentum transfer enhances the sensitivity to out-of-plane
displacements.

We study the excitation and relaxation of the IC and NC phases,
without driving the system across a phase transition.29,33,35,36,53,62 The

dynamics of this incommensurate Peierls system can be discussed
based on a simplified picture of three coupled subsystems, namely, the
electronic system exhibiting a gapped band structure [Fig. 2(a), top],
the collective amplitude and phase excitations around the symmetry-
broken CDW ground state (center),12 and the ordinary lattice modes
far from the CDW wavevector in reciprocal space, i.e., regular pho-
nons (bottom).

It is widely established that electronic excitation by an ultrashort
laser pulse induces a carrier population above the bandgap, which
results in a quench of the CDW/PLD amplitude that recovers upon
carrier cooling by electron-phonon scattering.24,27,43 The correspond-
ing sequence of relaxation processes involving the three subsystems
causes characteristic changes to the diffraction intensities of the satel-
lite peaks and the main peaks (intensity Imain). Specifically, for small
PLD amplitudes, the peak intensities are expected to scale as64–67

Isat � A2 e�2Wu e�2Ws ; (2)

Imain � 1� csA
2

� �
e�2Ws : (3)

These expressions reflect that a light-induced quench of the
mean PLD amplitude A will lead to a redistribution of intensity from
the satellites to the main peaks.27,28,68 Different main reflexes are sensi-
tive to the PLD to a varying degree, which requires the introduction of
the factor cs that depends on the momentum transfer s. Inelastic scat-
tering by generated phonons transfers intensity from the reflexes to a
diffuse background [Fig. 2(b)],69–72 leading to a peak suppression by a
Debye–Waller factor exp ð�2WsÞ.67,69 The general form of the expo-
nent67,69 Ws �

P
ph ðs � uphÞ

2 sums over the momentum transfer pro-
jected onto phonon displacements uph in various branches. According
to Overhauser,64 phase fluctuations result in the additional “‘phason
Debye–Waller factor” e�2Wu ¼ e�hu

2i, which only affects the satellite
spots and also causes diffuse scattering in the vicinity of the satellite
peaks.66,73 Finally, dislocation-type topological defects in the CDW

FIG. 2. Dynamics and excitations in CDW systems influencing diffraction. (a) Electron and lattice subsystems (right) governing CDW dynamics. Gapped band structure (top,
left), symmetry broken CDW state with phase and amplitude excitations (middle), and non-CDW phonons (bottom). (b) Changes in average amplitude and all lattice excitations
(CDW and non-CDW) lead to a redistribution of intensity in the electron diffraction pattern. (c) Diffraction pattern of the IC phase of 1T-TaS2 showing main lattice reflexes and
first-order PLD-induced satellites (integration time: 90 s; electron energy: 100 eV). (d) Time-dependent measurement of reflexes [blue and red circles in (c)] and diffuse back-
ground (fluence F¼ 2.5 mJ/cm2). The main lattice signal is averaged over (10) and (�1 1) spots (blue), the satellite signal over several reflexes. Curves are normalized to the
signal at negative times.
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may broaden the superlattice peaks and also reduce the PLD in the
dislocation core.35,59

III. RESULTS AND ANALYSIS

Our ULEED experiments directly show the characteristic diffrac-
tion changes mentioned above: in the exemplary data displayed in Fig.
2(d), a main lattice peak (blue) exhibits a transient intensity increase
after the pump pulse, before experiencing an initially rapid and then
slowed suppression to a minimum at t¼ 60 ps. The satellite peaks
(red), on the other hand, are first suppressed, before approaching a
similar trend as the main peak beyond approximately 10 ps. Both the
satellite and main peak intensities are significantly reduced by phonon
populations.69 These are evident in the diffuse background (gray),
which mirrors the suppression of the reflexes, with a step-like increase
in the first ps and a slower rise to a maximum at the delay of 60 ps.
The initial step can be interpreted as the excitation of a broad popula-
tion of optical and acoustic phonons on the timescale of electron–pho-
non energy relaxation (<1 ps),26 while the slower timescale
corresponds to phonon–phonon equilibration74 and the population of
low-energy acoustic modes. LEED intensities are rather sensitive to
the large amplitudes of low-frequency modes, particularly those with
out-of-plane polarization. Specifically, phonon modes with out-of-
plane displacements uph have a more pronounced Debye–Waller fac-
tor due to the backscattering geometry with a primarily out-of-plane
scattering vector of the electron. In addition, these modes exhibit com-
paratively slow phase velocities, as is typical for layered van der Waals
materials.75 Thus, the prominent main lattice suppression evolving
over tens of picoseconds primarily stems from the increasing popula-
tion of low frequency acoustic modes modulating the layer distance.

These strong Debye–Waller factors complicate an analysis of the
temporal evolution of the amplitude quench. On the other hand, our
experimental data show that different reflexes share a common
phonon-induced peak suppression. In Secs. IIIA and IIIB, we pursue
two approaches of disentangling the dynamics of the structural order
parameter from the phonon population, exploiting the different sensi-
tivities of two inequivalent classes of main lattice reflections to the
PLD (Sec. IIIA) and the direct sensitivity of the satellite reflexes to the
PLD (Sec. III B).

A. Amplitude analysis based on main lattice reflexes

Concerning the time-dependent peak intensity, the main reflexes
fall into two different groups. Whereas all five visible main peaks show
a suppression opposite to the increase in the diffuse background
[Fig. 3(a)], we find that the transient amplitude signal is prominent
only in the (1 0) and (�1 1) peaks, while it is largely absent in the (01),
(�10), and (1 �1) peaks [see also difference maps in Fig. 3(b)].76

These two groups of peaks are crystallographically distinct, and the
peaks within each group are equivalent in the effective threefold sym-
metry of the 1T structure.77 The different sensitivities of the peak
intensities to the PLD are a particular feature of LEED, as described in
the following.

In the electron energy range of 70–110 eV, diffraction intensities
are mainly governed by scattering from sulfur atoms due to large
atomic scattering factors.41,77 As a result of the CDW-induced con-
traction of the tantalum sublattice, the sulfur atoms predominantly
exhibit out-of-plane displacements. In backscattering, the opposing
directions for the displacements in the upper and lower sulfur layers

within each S–Ta–S trilayer41,77 [Fig. 1(c)] lead to an interference with
enhanced or suppressed sensitivity of the two groups of main lattice
peaks to the lattice distortion. This feature is expected in all CDW
phases of 1T-TaS2, which share the phasing condition mentioned
above [compare Fig. 1(b)]. Experimentally, we found the same trend

FIG. 3. Amplitude dynamics of the PLD obtained from main lattice reflexes. (a)
Time-dependent intensity of visible main lattice reflexes and integrated background
intensity, for a fluence of F ¼ 3:8 mJ/cm2. Two inequivalent classes of spot groups
are found, featuring a strong (dark blue) and a weak (light blue) sensitivity to the
amplitude quench. (b) Sketch of the IC diffraction pattern, and parts of the differ-
ence diffraction image (It¼1ps � It<0) around the (10) and (01) main reflexes
(insets). (c) Schematic comparison of peak intensities in the spot groups. The red
area highlights different sensitivities to the PLD. (d) Extracted PLD amplitude
quench and relaxation (see also Appendix A) for three fluences, showing a rapid
and a slower relaxation component (time constants from a biexponential fit (black
line) to the highest fluence data: (2.86 0.3) ps and (966 3) ps).
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in experiments on the NC phase (see Appendix B), which exhibits
different wavevectors but the same phasing between the three CDWs.
In order to further corroborate these findings and consider the
importance of multiple scattering in LEED, we conducted dynamical
LEED simulations for a PLD of varying amplitudes and as a func-
tion of the electron beam energy (see Appendix F). In these simula-
tions, for computational reasons, the commensurate modulation
was employed, taking quantitative displacements from a recent
LEED reconstruction.77 Importantly, the dynamical LEED simula-
tions qualitatively reproduce our experimental findings of different
sensitivities to the PLD by the two groups of main lattice peaks.
Moreover, the simulations predict an energy-dependent and
strongly reduced PLD sensitivity at an electron energy of 80 eV.
Indeed, experiments at this lower energy show that the transient
increase in the main peak is generally much weaker (see additional
data in Appendix C).

We employ these different sensitivities to the PLD to derive a
phonon-corrected amplitude signal. Specifically, we remove the
phonon-induced Debye–Waller suppression by normalizing the inten-
sity of the PLD-sensitive peaks to that of the weakly sensitive peaks
[Fig. 3(c); see Appendix A for details]. The resulting phonon-corrected
amplitude suppression is displayed in Fig. 3(d) for three pump fluen-
ces. In each case, the amplitude exhibits a rapid initial quench (within
our temporal resolution) and a recovery with an exponential time con-
stant of about 3 ps. The re-establishment of the amplitude is, however,
incomplete, slowing down considerably beyond 4 ps and lasting well
into the range of tens to one-hundred picoseconds.

B. Amplitude analysis based on satellite reflexes

We now aim at characterizing the evolution of the mean ampli-
tude based on the satellite peak intensities, again removing a time-
dependent phonon Debye–Waller factor. To this end, we compare the
intensities of the main peaks with weak PLD sensitivity to the satellite
peaks. In Fig. 4(a), we plot the logarithm of these intensities (normal-
ized to the signal at t< 0), divided by the fluence. For all three fluen-
ces, the traces of the main lattice peaks collapse to a single universal
curve (blue), illustrating the phonon-induced Debye–Waller suppres-
sion Ws and its proportionality to fluence. The satellite peaks show a
non-exponential fluence dependency in their suppression and recov-
ery. At low fluences, however, where only a minor amplitude quench
is induced, the satellite peak suppression closely follows that of the
main peaks. We use this information to derive a phonon-corrected
amplitude signal from the satellite peaks (see Appendix A). Figure
4(b) shows the resulting amplitude evolution. For this graph, the satel-
lite intensities were integrated over circular masks in the diffraction
pattern (width of Dksat ¼ 0:36 Å

�1
), therefore including also electrons

scattered by a small angle from the reflex. We find a very similar
behavior as from the main peak analysis (see Sec. IIIA), namely, a
rapid and fluence-dependent quench, a fast initial recovery, and a
rather persistent partial suppression, and we therefore consider this
quantity as representative for the evolution of the amplitude A.

A somewhat different curve is obtained by utilizing not the area-
integrated intensity but the maximum intensity on top of the diffrac-
tion spot [bottom graph in Fig. 4(b)]. Whereas the maximum and
integrated intensities behave similarly at low fluence, at the highest flu-
ence, the suppression of the maximum intensity exceeds that of the
integrated intensity (gray curve from integrated intensity shown again

for comparison). Moreover, the recovery of the maximum proceeds
more gradually than the integrated intensity.

The difference between the evolution of the integrated and maxi-
mum intensities implies a change in the diffraction peak shape, which

FIG. 4. Amplitude dynamics of the PLD obtained from satellite reflexes. (a)
Logarithm of the normalized main lattice and satellite peak intensities (mean value),
divided by fluence, vs time delay. While the main peak intensities (blue) collapse to
a single curve due to the exponential (in fluence) Debye–Waller-type suppression,
the satellite intensities (red) show a strong fluence-dependent behavior for early
times, before converging for long time delays. (b) Phonon-corrected PLD amplitude
obtained from integrated (top) and maximum (bottom) satellite intensities. (c)
Fluence-dependent azimuthal spot width r vs time.
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is analyzed in Fig. 4(c). Plotting the azimuthal width of the diffraction
peak, we find a significant time-dependent broadening for the highest
fluence.

This effective broadening may be a result of several phenomena:
(i) diffuse scattering to the wings of the peak by low-energy phase exci-
tations14 will suppress the reflex maximum via the phason
Debye–Waller factor exp ð�2WuÞ while largely maintaining the inte-
grated intensity. (ii) An overall peak broadening from reduced correla-
tion lengths will arise from the generation of CDW dislocation-type
topological defects.35,59 Except for the amplitude suppression in the
dislocation core, this broadening also preserves the integrated inten-
sity. At this point, we cannot rule out either scenario, and a more
detailed spot profile analysis or higher momentum resolution may be
required to further elucidate the different contributions.

C. Non-equilibrium dynamics of the amplitude

The incomplete recovery and persistent suppression of the PLD
amplitude, independently obtained from the main [Fig. 3(d)] and sat-
ellite [Fig. 4(b)] reflexes, warrant further investigation. This implies
that the system is either thermalized at a higher temperature with
reduced equilibrium amplitude28 or, alternatively, that non-
equilibrium dynamics inhibit the recovery of the order parameter. It
was previously suggested for the NC phase that the rapid recovery
results in a thermalized system at elevated temperature.27 Specifically,
this would entail equilibrium between the electronic and different
structural degrees of freedom after approximately 4 ps.

As shown in the following, we have evidence for a sustained non-
thermal suppression of the order parameter. In Fig. 5, we consider in
more detail the path to thermal equilibrium. An instructive depiction
is obtained by plotting the main and satellite intensities against each
other, resulting in cyclic trajectories in a two-dimensional plane [Fig.
5(a)], traced out over time in a clockwise fashion. At long delays
(beyond 100 ps), the curves for all fluences follow a universal path
(dashed line) representing a thermalized system at elevated tempera-
tures, cooling down. Different trajectories reach the same combination
of intensities at different times. For instance, the high-fluence trajec-
tory exhibits the same combination of intensity suppressions at 1500
ps as the intermediate fluence at a somewhat earlier time of 290 ps
[black circle in Fig. 5(a)]. Once the trajectory reaches this line, the sur-
face is in local thermal equilibrium, characterized by a single tempera-
ture, and the satellite peak suppression is composed of a
Debye–Waller factor and a thermal reduction of the amplitude. The
further progression of the system, i.e., its cooling, is governed by ther-
mal diffusion to the bulk.

All points displaced from the dashed line represent deviations
from a thermal state, with the distance being a very sensitive measure
of the structural non-equilibrium. For example, within the first pico-
second after the excitation (dark segments of the curves), the rapid
quench of the order parameter causes a reduction of satellite intensity
and a moderate enhancement of the main lattice signal, with a
fluence-dependent maximum displacement from thermal equilibrium
(the corresponding curves for the main peaks insensitive to the ampli-
tude are found in Appendix D). The recovery to the thermal state now
proceeds through various stages and in a fluence-dependent manner.
After about 4 ps (see marks), the fast component of the amplitude
recovery is completed [cf. Fig. 3(d), compare also Ref. 74].78 However,
the system remains far from the equilibrium state, i.e., exhibits a

lower-than-thermal satellite intensity. Interestingly, for all curves, a
surprisingly long time of approximately 60 ps is required to reach the
thermal state. This depiction directly shows that the persistent ampli-
tude suppression discussed in Figs. 3(d) and 4(b) is, in fact, not of
a thermal nature and that we have a pronounced deviation from
equilibrium between the degrees of freedom affecting the diffraction
intensities.

To identify the origin of this long-lived amplitude suppression,
we first note that the time at which the system reaches a thermal
amplitude nearly coincides with the strongest suppression of the main
lattice peaks. As this time also corresponds to the maximum intensity
of the diffuse background [cf. Figs. 2(d) and 3(a)], the full equilibration

(a)

(b)

FIG. 5. Path to equilibrium. (a) Intensities of satellite and main peaks (with PLD
sensitivity) plotted against each other, leading to cyclic trajectories in a 2D plane
with varying sizes. Note that all curves reach a common equilibrium line after
approximately 60 ps. The gray color scale highlights certain time intervals (dark
gray: 0–1 ps, medium, gray: 1–60 ps, and light gray: 60–1500 ps). The same com-
bination of intensity suppressions is found for different fluences at different times
(the black circle corresponds to 1500 ps/290 ps at high/intermediate fluence). (b)
Ratio of time-integrated frames exhibits prominent pedestals around diffraction
peaks, pointing to an enhanced acoustic phonon population on the equilibrium line.
Late frames (dark magenta in the inset, t ¼ 790;…; 1500 ps) are divided by early
frames (light magenta in the inset, t ¼ 4:5;…; 10 ps).
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of lattice fluctuations appears to be critical in controlling the structural
order parameter. In particular, this lattice equilibration induces a sig-
nificant increase in diffuse background intensity around main lattice
peaks [difference image in Fig. 5(b)], directly pointing to the excitation
of low-energy acoustic modes near the center of the Brillouin zone.

IV. DISCUSSION

Taken together, these observations indicate the sequence of relax-
ation processes illustrated in Fig. 6(b), which can be related to the
intensity curves [Fig. 4(a)] and the cyclic trajectories introduced above
[simplified sketch in Fig. 6(a)]. Within the first picosecond, the optical
excitation of the electronic system leads to a CDW amplitude quench
and a strong deformation of the potential energy landscape [see insets
in Fig. 6(b)], which triggers cooperative motion of the lattice toward
its unmodulated state, including the excitation of coherent amplitude
modes (stage 1).26,43 Facilitated by the generation of high-energy lattice
modes, the electron system cools down within few ps (stage 2), and as
a result, the electronic potential and amplitude partially recover. The
remaining PLD suppression in the following stage 3 strongly indicates
a substantial population of CDW-coupled lattice excitations [Fig. 6(b),
red filling in the bottom inset], such as amplitudons, phasons, and
possible dislocation-type topological defects. Remaining non-thermal
electronic excitations, on the other hand, can be largely ruled out at
these late times, based on results from time- and angle-resolved photo-
emission spectroscopy.23,24,32,43,79 While it is known that phonon
equilibration may take tens of picoseconds,80,81 the present observa-
tions are significant in the sense that the persistent structural non-
equilibrium is found to directly lead to an amplitude suppression via
long-lived CDW-coupled excitations.

Both amplitude and phase modes are expected to be rather effi-
ciently excited by the optical pump, either directly by the deformation
of the electronic potential (amplitude modes)25 or by electron lattice
scattering between gap regions [Fig. 6(d)]. Specifically, Fermi surface
nesting is expected to result in a high probability of scattering events
with a momentum transfer around the CDW wavevector Q [Fig. 6(d),
left]. Subsequent cooling of the carrier temperature below the energy
scale of the electronic gap will effectively suppress these inelastic scat-
tering pathways [Fig. 6(d), right] and decouple the subsystems [Fig.
6(c)], contributing to the persistent amplitude suppression in stage (3).
Full lattice thermalization and the excitation of zone-center acoustic
modes are then only achieved after 60 ps, from which point the equili-
brated system cools down (stage 4).

Let us consider the possible roles of different CDW excitations in
the long-lived amplitude suppression, namely, amplitudons, phasons,
and CDW dislocation defects. Spatiotemporal variations of the ampli-
tude and phase affect the observable value of A. Specifically, amplitu-
dons represent amplitude oscillations DA around an equilibrium
amplitude A0, leading to an observed average value of hA0 þ DAi. By
an anharmonicity of the electronic potential, these oscillations become
asymmetric, and a high population of amplitudons can reduce the
value of A. In the case of phasons, despite early theoretical and experi-
mental work,13,14,64,65,82–86 a unifying picture has not been reached,
and recent assignments of their contribution in diffraction studies
range from largely negligible68 to dominant.73 While our results do
not definitely resolve this issue, the redistribution of scattering inten-
sity near the satellite peaks suggests significant spatial or spatiotempo-
ral phase distortions.

CDW dislocation defects should also be considered as a possible
cause for the long-lived order parameter suppression, as they have

FIG. 6. Linking relaxation pathways to CDW/PLD dynamics. (a) and (b) Simplified sketches of Figs. 2(d) and 4(a), respectively, highlighting four phases of the relaxation pro-
cess observed in the data. (c) Illustration of the sequential relaxation process and the excitation levels of the three subsystems. The color shade represents the energy con-
tent/temperature, and black arrows indicate energy flow. (d) Simplified electronic band structure and populations (saturation of the orange line) for high (left) and low (right)
electronic temperatures. Arrows indicate electron-lattice scattering processes. Scattering between gap regions (momentum transfer Q) is suppressed for reduced electronic
temperatures.
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been observed as a consequence of phase transitions, e.g., in 1T-TaS2
35

or LaTe3.
59,87 The fact that we find a significant spot broadening of the

satellites [Fig. 4(c)] most strongly at high fluences suggests a non-linear
dependence of phase fluctuations. This would be consistent with either
CDW dislocations generated by critical phase fluctuations or a paramet-
ric decay of amplitudons into phase modes, as previously proposed.22

V. CONCLUSIONS

The impact of fluctuations on symmetry breaking transitions has
long been considered, for example, in the Peierls instability.88–91

Providing a time-domain view of the structural relaxation pathways,
the present measurements highlight the impact of long-lived structural
non-equilibrium to the order parameter.

The general mechanism of amplitude suppression by CDW-
coupled modes should apply also to other phases and systems.
Indeed, measurements in the NC phase feature a similar behavior
as the IC phase (Appendix B). Despite differences in symmetry,
CDW wavevectors, and electronic gaps, both phases exhibit closely
related amplitude and phase excitations, as pointed out by
Nakanishi and Shiba.92

Relevant further questions pertain to the possible mechanisms of
generating phasons and dislocation-type topological defects, as well as
their coupling to regular lattice modes. Also, the link between fluctua-
tion modes and the creation and relaxation of metastable states32,49

and the influence of partial and full commensurability in different
CDW states call for further investigation. Additional insights may be
gained by investigating the ultrafast phase transitions between differ-
ent CDW states35,36,56 and the populations of amplitude and phase
modes in the nascent state after transition.

Considering methodical aspects, this work represents the first
comprehensive study employing ULEED with a temporal resolution
of 1 ps. Future investigations using ULEED will enable a quantitative
analysis of the three-dimensional structural evolution based on time-
and energy-dependent diffraction. Moreover, the method is applicable

to a wide variety of other surface systems and low-dimensional struc-
tures, harnessing its strengths of high momentum resolution, efficient
scattering, and enhanced sensitivity to lattice fluctuations.
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APPENDIX A: METHODS

1. Experimental details

Here, we briefly describe our experimental ULEED apparatus
(Fig. 7). The time-resolved measurements are conducted in an
ultra-high vacuum chamber (base pressure p ¼ 5� 10�11 mbar)
into which samples are transferred via a load-lock system and
cleaved in situ. Inside the chamber, the electron source (micro-
gun38) and a microchannel plate detector are mounted. A cooled
CMOS camera records the detected electron diffraction patterns
from outside the UHV chamber.

A femtosecond laser system (Amplifier, NOPA and OPA) gen-
erates three femtosecond laser beams of different center wave-
lengths. An ultraviolet beam (center wavelength of 400 nm) is
focused on a nanometric tungsten needle that is embedded inside
the microgun38 generating ultrashort electron pulses via two-
photon photoemission. An electrostatic lens assembly controls the

FIG. 7. Schematic of the ultrafast LEED setup.
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collimation of the electron beam having an energy range of
40–100 eV. With a gun front diameter of 80lm and a working dis-
tance of around 150 lm, we achieve a temporal resolution of 1 ps
and an electron beam diameter of approximately 10lm at the sam-
ple. An upper limit of the technique’s temporal resolution is
obtained by the derivative of the fastest intensity change in our
dataset (suppression of the satellite peak at 100 eV) shown in Fig.
1(g). An infrared beam (center wavelength, 1030 nm) optically
excites the sample at specific times controlled by an automated lin-
ear delay stage. In order to heat the 1T-TaS2 sample and stabilize it
in the IC phase slightly above T � 353 K, a third beam (800 nm) is
aligned collinearly with the infrared beam. This pulse is delayed by
about 3 ns with respect to the electron and 1030 nm pulses (i.e., it
arrives 10 ls before the next pulses) and thus leads to an average
increase in sample temperature.

2. Data analysis

The recorded LEED images are preprocessed to correct for
minor drifts in-between measurement runs and for distortions
caused by local electromagnetic fields and the projection to a flat
MCP detector.

In order to obtain time curves [Fig. 2(d)] from the stacks of
diffraction patterns, we process the data in a sequence of opera-
tions. First, a binary circular mask is laid on top of each individ-
ual reflex [Fig. 2(c); blue and red circle, diameter
Dkmain ¼ 0:6 Å

�1
and Dksat ¼ 0:36 Å

�1
, respectively] for each

time delay. Second, we fit 2D Cauchy distributions (background:
slope and constant offset) to the satellite reflexes and 2D pseudo
Voigt profiles (background: slope and constant offset) to the main
lattice reflexes, to determine a background profile and subtract it
from each spot:

FIG. 8. Measurements in the NC phase for an electron energy of 100 eV. (a) Top view of the nearly commensurate (NC) CDW phase illustrating the charge density (green),
distorted lattice (black dots, displacements exaggerated), and superstructure unit cell (orange). (b) Diffraction pattern of the NC phase of 1T-TaS2 showing main lattice reflexes
and several orders of PLD induced satellites (integration time: 90 s). (c) Time-dependent measurement of reflexes [blue and red circles in (b)] and diffuse background (for three
fluences). The main lattice signal is averaged over the (10) and (�1 1) spots (blue), the satellite signal over several reflexes. Curves are normalized to the signal at negative
times. (d) Time-dependent intensity of visible main lattice reflexes and integrated background intensity, for a fluence of F ¼ 2:0mJ/cm2. Two inequivalent classes of spot
groups are found, featuring a strong (dark blue) and a weak (light blue) sensitivity to the amplitude quench. (e) Extracted PLD amplitude quench and relaxation for three fluen-
ces, showing a rapid and a slower relaxation component [time constants from a biexponential fit (black line) to the highest fluence data: 1.3 ps and 88.5 ps]. (f) Main lattice
peak intensities vs satellite peak intensities, leading to cyclic trajectories in a 2D plane with varying sizes. Following a two-stage relaxation, all curves reach a common equilib-
rium line after approximately 60 ps. The gray color scale highlights certain time intervals (dark gray: 0–1 ps, medium, gray: 1–60 ps, and light gray: 60–1500 ps).
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Cðx; yÞ ¼ A
2pr1r2

� 1þ x
r1

� �2

þ y
r2

� �2
 !�3=2

þ ða � x þ b � yÞ þ C; (A1)

PVðx; yÞ ¼ A � 1þ x
r1

� �2

þ y
r2

� �2
 !�3=2

þ B � e� x=r3ð Þ2� x=r4ð Þ2 þ ða � x þ b � yÞ þ C: (A2)

Here, the x and y axes correspond to the azimuthal and radial
directions (with respect to the main peak) for a given spot. Third,
from the background-corrected segment, the average and the maxi-
mum intensity (average over brightest 4% within a mask) are deter-
mined for each reflex within the mask. The remaining intensity
outside the circular masks forms the integrated background. For an
improved signal-to-noise ratio, several spot curves are averaged, i.e.,

the satellite curves represent the mean of the 11 brightest reflexes.
Furthermore, from the 2D fit functions, we obtain the azimuthal
(r1) and radial (r2) widths for each reflex [Fig. 4(b)].

a. Debye–Waller–corrected amplitude signal

Next, we describe the separation of the amplitude-quench-
related intensity changes from Debye–Waller–type peak suppres-
sion for the main lattice [Fig. 3(d)] and satellite reflexes [Fig. 4(b)].

The dynamical LEED simulations indicate that there can be
considerable differences in the coefficients cs [Eq. (3)]. Empirically,
we find that for the IC phase, the [(0 1), (�1 0), (1 �1)] peaks show
a negligible influence of the initial quench (cs � 0). In Fig. 3(a), for
each fluence, light blue (cs � 0) and dark blue curves (cs > 0) are
averaged (Inon�amp and Iamp). We now use the two peak groups to
extract the temporal evolution of A by removing the time-

FIG. 9. Measurements in the IC phase for an electron energy of 80 eV. (a) Diffraction pattern of the IC phase of 1T-TaS2 showing main lattice reflexes and first-order PLD-
induced satellites (integration time: 90 s). (b) Time-dependent measurement of reflexes [blue and red circles in (a)] and diffuse background (for three fluences). The main lattice
signal is averaged over the (10) and (�1 1) spots (blue), the satellite signal over several reflexes. Curves are normalized to the signal at negative times. (c) Time-dependent
intensity of visible main lattice reflexes and integrated background intensity, for a fluence of F¼ 3.8 mJ/cm2. Two inequivalent classes of spot groups are found, but none
shows a strong dependence on the amplitude quench. (d) Main lattice intensity vs satellite peak intensity, leading to cyclic trajectories in a 2D plane with varying sizes. Note
that all curves reach a common equilibrium line after approximately 60 ps. The gray color scale highlights certain time intervals (dark gray: 0–1 ps, medium, gray: 1–60 ps, and
light gray: 60–1500 ps).
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dependent Debye–Waller suppression e�2Ws from the intensity of
the peaks sensitive to the PLD, with a constant factor C1

¼ 0:81 that accounts for the slightly different Ws of these peaks:

Iratio;main;F ¼
Iamp;F

Inon�amp;F1

� � F
F1
�C1

¼ 1� csA
2: (A3)

The value of C1 was determined by the main peak suppression
at long delays (beyond 1 ns) and the lowest fluence (F1 ¼ 1:3 mJ/
cm2), for which a negligible amplitude change is expected. The
value of cs for the amplitude-sensitive peaks is determined from the
A2-intensity dependence of the phonon-corrected satellite peaks
[Eq. (3)], evaluated at maximum suppression of the lowest fluence.

From the satellite reflexes (11 brightest spots), the corrected
amplitude is obtained similarly using the Debye–Waller–dominated
main lattice curve Inon�amp;F1 for the lowest fluence with the factor
C2 ¼ 1:2:

Iratio; sat;F ¼
Isat;F

Inon�amp;F1

� � F
F1
�C2

¼ A2: (A4)

b. Fitting of time constants

The fit function in Fig. 3(d) is based on a step-like decrease fol-
lowed by two exponential relaxations,

SðtÞ ¼ 1� hðt � t0Þ � ð�A1 þ A2 � ð1� e�ðt�t0Þ=sÞÞ
þ A3 � ð1� e�ðt�t0Þ=s2Þ; (A5)

where h is the Heaviside function, t0 is time zero, A1, A2, and A3 are
the amplitudes, and s1 and s2 time constants. The complete fit func-
tion is the convolution of S(t) with a Gaussian (FWHM of 1 ps) cor-
responding to the temporal resolution in our experiment.

APPENDIX B: DATA FOR THE NEARLY
COMMENSURATE (NC) PHASE

Figure 8 displays the analysis discussed above applied to the nearly
commensurate phase. Similar features are found in the pump–probe
curves for the main and satellite diffraction peaks, as well as the back-
ground [Fig. 8(c)], the long-lived amplitude suppression [Figs. 8(d) and
8(e)], and the relaxation cycles [Fig. 8(f)]. In particular, the two-stage
amplitude relaxation process (first stage up to 4 ps and second stage up
to 60 ps) is very pronounced at all fluences.

APPENDIX C: DATA AT 80 EV ELECTRON ENERGY

Figure 9 shows additional data recorded in the IC phase at
80 eV energy. The main lattice peaks show a much weaker depen-
dency on the PLD amplitude [Figs. 9(b)–9(d)].

APPENDIX D: RELAXATION CYCLES FOR MAIN
PEAKS (21 1), (0 1), AND (1 21)

Figure 10 shows the relaxation cycles in the IC phase as in Fig.
5(a), using the intensities of the main lattice peaks (�1 1), (0 1),
and (1 –1) without sensitivity to the PLD amplitude.

APPENDIX E: IMPACT OF CDW DEFECTS ON PEAK
WIDTH

Here, we argue that our data rules out a linear scaling of CDW
defect density with fluence and is only consistent with a non-linear
or threshold behavior. Assuming a linear relation of the defect den-
sity with the fluence n � F and a correlation length L � 1=

ffiffiffi
n
p

(see
Ref. 35), the defect-induced broadening should scale as
rtop � 1=L �

ffiffiffi
n
p
�

ffiffiffi
F
p

. A doubling of the normalized peak widths

rtot ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
r2
0 þ r2

top

q
with respect to the instrument resolution r0 for

the highest fluence would then imply considerably higher broaden-
ing values for lower fluences (rtot; 2:5 ¼ 1:7 and rtot; 1:3 ¼ 1:4) than
observed in our measurement [Fig. 4(c)]. Experimentally, we find
maximum broadening values at t � 1 ps of rtot; 3:8 � 2,
rtot; 2:5 � 1:3, and rtot; 1:3 � 1 for the highest, intermediate and low-
est fluence, respectively [see Fig. 4(c)]. Thus, we infer that the den-
sity of topological defects does not scale linearly with fluence.

APPENDIX F: DYNAMICAL LEED COMPUTATION

We performed dynamical LEED simulations on the commen-
surate CDW phase of 1T-TaS2 varying the atomic displacements of
sulfur and tantalum continuously from the undistorted structure
toward the C-phase structure recently reconstructed.77 We are
aware that the C phase is a simple approximation for the descrip-
tion of the high-temperature incommensurate CDW phase.
However, it exhibits the same crucial feature of opposing sulfur dis-
placements that we believe is responsible for the different sensitivi-
ties of the main lattice peaks. Also, dynamic LEED calculations
involve high computational effort, in particular for large unit cells
necessary for incommensurate structures. The obtained data

FIG. 10. Main lattice peaks without amplitude features vs satellite peak intensities,
leading to cyclic trajectories in a 2D plane with varying sizes. All curves reach a
common equilibrium line after approximately 60 ps. The gray color scale highlights
certain time intervals (dark gray: 0–1 ps, medium, gray: 1–60 ps, and light gray:
60–1500 ps).
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contain PLD-amplitude- and energy-dependent scattering intensi-
ties for main lattice and CDW satellite spots. In the following, we
focus on main lattice diffraction intensities.

In the electron energy range of 70–140 eV, the diffraction
intensity is mainly determined by scattering from sulfur atoms,
explaining the strong dependence from the PLD amplitude of sulfur
atoms [Fig. 11(a)].

Figure 11(b) shows PLD dependent intensities for electron ener-
gies of 100 and 80 eV, each normalized to the intensity value for zero
distortion (metal structure). The PLD amplitude range is adapted to
the expected values realized in the incommensurate phase,40 which are
assumed to be considerably smaller (�30% of PLD amplitude of the

commensurate low-temperature phase). In this range for 100 eV, we
can show that there are two groups of main lattice spots that respond
differently upon PLD changes, whereas for 80 eV, all intensities follow
a common curve. Moreover, the magnitude of the relative intensity
changes approximately matches the observed ones in the experiment.
The curves within a group of main lattice peaks [(1 0), (�1 1)] and
[(�1 0), (0 1), (1 –1)] coincide since the simulation is performed at
normal incidence.

Figure 11(c) shows energy-dependent intensity curves for two
main lattice peaks contained in one of the two groups (light and
dark blue), each for zero PLD and 30% PLD amplitude of the com-
mensurate low-temperature phase. The ratio of spectra for each

FIG. 11. Dynamical LEED simulations. (a) Normalized intensity of the main lattice reflex (1 0) as a function of sulfur and tantalum displacement for an electron energy of
100 eV. Enhanced scattering of sulfur atoms results in a much stronger dependence on the sulfur atom displacements. (b) Normalized intensities of main lattice spots for elec-
tron energies of 80 and 100 eV as a function of the fraction of the maximum commensurate PLD amplitude. The diffraction reflexes split up into two spot groups. Light and
dark blue curves coincide, respectively, due to the normal incidence of the electron beam. (c) LEED spectra (top) for both groups (light and dark blue) for vanishing (points)
and finite (dash points) distortion. The percentage refers to the amplitude of the commensurate PLD in the low-temperature phase. The intensity ratio (bottom) illustrates the
energy-dependent sensitivity between reflex groups.
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spot with minimal and maximal amplitudes [Fig. 11(c), bottom]
displays a rich oscillatory behavior. Importantly, however, for ener-
gies of 80 eV and 100 eV, the spots exhibit a drastically different
sensitivity to PLD changes, with a small and large difference for the
separate spot groups, respectively. These predictions directly cor-
roborate our experimental findings at different electron beam
energies.
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