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We use laser-induced photoemission spectroscopy at 6 eV photon energy to investigate quantum well states
of epitaxial Pb films on Si�111� as function of film thickness. The binding energies of the quantum well states
were found in good agreement with density-functional calculations for a freestanding Pb slab. An oscillation of
the work function with a period of 2 ML was observed as a function of film thickness, which correlates well
with the oscillatory electron density at the Fermi level determined from the photoemission spectra.
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I. INTRODUCTION

Quantum size effects �QSEs� in ultrathin metal films are
both of fundamental importance as a probe of basic quantum
mechanics1 and for application as tailored nanostructures.2

The pronounced difference of physical properties compared
to bulk materials is explained by the formation of discrete
quantum well states �QWSs� due to spatial electron confine-
ment in the metal film.1,3 When ultrathin metal films ap-
proach a thickness comparable to the electron de Broglie
wavelength, the system can be considered as a quantum well
and a quantization of the electronic band structure perpen-
dicular to the surface may be observed. The electron confine-
ment in the metal film results in several quantum well sub-
bands confined in the metal film, whereas the electronic
structure parallel to the surface may be altered, for example,
through the interaction with substrate bands,4 but remains
continuous as a function of parallel momentum p� =�k�.

The system Pb/Si�111� has been studied intensively by
scanning tunneling microscopy,5 photoemission spectros-
copy,6 �PES� and density-functional theory7 �DFT�, since it
exhibits a rich variety of pronounced QSE. Among these are
the preference of “magic” island heights8 due to electroni-
cally assisted growth, also observed in the formation of the
“devil-staircase” phases,9 oscillations of the transition tem-
perature of the superconducting state10 as well as oscillations
in the direction, and magnitude of the Hall effect.11 All these
properties sensitively depend on the film thickness such that
a change of coverage by 1 ML translates into variations of
these quantities. The reported oscillation period of 2 ML can
be directly linked to the modulation of the electron density at
the Fermi level due to the quantization of the 6pz Pb bulk
bands. In this respect, the system of Pb/Si�111� may be re-
garded as a prototype for the observation of such QSE.

An oscillatory behavior of the work function as a function
of film thickness in ultrathin metal films has also long been
predicted by calculations employing a jellium model12 and
was experimentally confirmed for the case of Ag/Fe�100�.13

Qualitatively, the surface dipole is modulated due to a
change of the electron spillout of the highest occupied QWS
wave function. For Pb/Si�111�, the work function oscillation
was theoretically reinvestigated recently in a DFT calcula-
tion of a freestanding Pb slab.7

In this paper, we report on discrete QWS in epitaxial Pb
films grown as wedges14 on Si�111� which were investigated

by laser-induced PES employing ultraviolet photons at ener-
gies of 6.0 and 5.3 eV. These photon energies are advanta-
geous for the case of metallic QWS on semiconductor sub-
strates because not only sharp QWS peaks are observed but
also the sensitivity to Si states is enhanced. The binding en-
ergies of the QWS over a wide range of coverage were de-
termined by PES and found to be in good agreement with
DFT calculations.7 Moreover, a pronounced oscillation of the
global sample work function as a function of film thickness
was resolved, which is directly correlated to the modulation
of the electron density at the Fermi level. The use of Pb
wedges enabled us to follow the work function modulation
as the coverage is tuned quasicontinuously, as will be shown
in the following.

Compared to synchrotron or He-lamp light sources, laser
based photoemission at 6 eV photon energy offers several
advantages for the study of QSE. Besides the fact that a laser
source can be implemented as a tabletop experiment, it also
combines a high photon flux with an increased bulk
sensitivity15 due to the rather long mean free path of low-
energy electrons in solids.16 Laser based light sources can
also be used for PES with ultrahigh resolution in the sub-
meV range,17 which permit precise investigations of phe-
nomena such as the gap in the superconducting state and
other effects of electron correlation. In addition, time-
resolved PES can be carried out by using femtosecond laser
pulses.18 This brings novel insights into the energy relaxation
dynamics of occupied electronic states and their coupling to
other quasiparticles such as phonons and magnons.19

II. EXPERIMENT

The PES experiments were carried out in an ultrahigh-
vacuum chamber with a base pressure �1�10−10 mbar
combined with an amplified, tunable femtosecond laser
system.20 The epitaxial Pb films grown as wedges14 were
prepared on a Si�111� surface. The substrate surface was pre-
pared by the standard procedure of repeatedly flashing the
sample to 1470 K by resistive heating, followed by cooling
at a rate of −1 K/s to 970 K. The cleanliness and macro-
scopic homogeneity of the Si�111�-7�7 surface reconstruc-
tion were confirmed by low-energy electron diffraction
�LEED�. Pb was evaporated at a pressure of �5�10−10

mbar from a homebuilt water-cooled Knudsen cell. The
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evaporation rate was monitored by a quartz microbalance
and additionally cross-checked after deposition by compari-
son of the observed QWS binding energies with DFT calcu-
lations. First, the Si�111�-��3��3�-R30°-Pb reconstruction
was prepared by deposition of �3 ML Pb at a rate of
0.5–1.2 ML/min at 100 K substrate temperature. This was
followed by annealing the sample to 600 K desorbing the
excess Pb, which was performed in front of a LEED optics to
directly observe the formation of the ��3��3�-
R30° reconstruction. On this wetting layer, wedges of Pb
were grown at 100 K substrate temperature using a sharp-
edged tantalum shutter to block part of the evaporation cone
while moving the sample at a speed of 0.3 mm/min into the
evaporation region.14 This resulted in Pb wedges with slopes
of 1.5–4.0 ML/mm. The sample temperature was kept at
100 K during the whole experiment to suppress surface dif-
fusion of Pb and prevent the formation of Pb islands due to a
rupture of films with a metastable thickness.21

For laser based PES, photons with h�=6.0 eV are gener-
ated by frequency quadrupling the output of a mode-locked
amplified Ti:sapphire laser system at 300 kHz repetition
rate.19 Laser pulses at 5.3 eV photon energy were produced
by frequency doubling the output of an optical-parametrical
amplifier driven by the regenerative amplifier. The spot size
of the incident laser beam at the position of the sample was
checked by measurement of the laser power transmitted
through a pinhole and confirmed to be �150 �m. The pho-
toelectron yield was detected in normal emission by a time-
of-flight �TOF� electron spectrometer with an acceptance
angle of ±3.5° and an energy resolution of �10 meV at 1 eV
kinetic electron energy.20 From the kinetic energy Ekin, the
binding energy referenced to the Fermi level E−EF=Ekin
+�−h� was calculated. For the photoemission measure-
ments, the work function of sample and spectrometer were
matched using a small bias voltage of �300 mV. The global
work function �=h�−EC is precisely determined from the
low-energy cutoff EC of the photoelectron spectra.

III. RESULTS AND DISCUSSION

In Fig. 1, photoemission spectra of a Pb wedge with a
slope of 4.0 ML/mm are displayed as spectra from 9 to 26
ML coverage �lower panel� which were taken with a lateral
resolution of 100 �m by moving the sample in front of the
TOF spectrometer. The upper panel shows a color-coded rep-
resentation of the photoemission intensity. The data exhibit a
series of QWS dispersing with coverage, where particularly
sharp states are observed in the energy range of the indirect
band gap of the Si substrate as indicated by the upper
valence-band edge22 �VBE� at E−EF=−0.35 eV. These
QWSs are energetically located in the indirect Si band gap
and are thus spatially confined to the Pb film as the wave
function of the QWS cannot penetrate into the substrate. At
energies E−EF�−0.35 eV, much broader quantum well
resonances are observed which are degenerate with occupied
Si bands. These states are more prominently seen in Fig. 3
discussed further below. The theoretical results for the QWS
binding energies from a DFT calculation of Wei and Chou7

for a freestanding Pb film of variable thickness are displayed

as crosses in the color-coded plot of the photoemission yield.
Clearly, the DFT data agree well for all three branches of
occupied QWS observed experimentally.

The left panel of Fig. 1 focuses on the low-energy cutoff
of the photoemission spectra which is a direct measure of the
global sample work function. In PES, the global work
function—rather than the local one—is accessible due to the
macroscopic spot size of the incident light. Contributions
from different patches of the surface are averaged which re-
sults in a finite width of the low-energy cutoff. Nevertheless,
below a coverage of 16 ML, a modulation of work function
is clearly observed that vanishes above 16 ML.

In order to perform a proper analysis of the data, it is
necessary to take the finite laser spot size into account. On a
wedge with a slope of 4.0 ML/mm as in Fig. 1, the laser spot
size of 150 �m averages over a coverage distribution of 0.6
ML nominal width. The observation of pronounced peaks
and work function modulations at low coverage is not hin-
dered by the averaging process which is evident from the
contrast of the PES intensity at subsequent monolayers. The
intensity of the QWS peaks exhibits a pronounced oscillation
with film thickness: For an even film thickness of 10 ML, a
high photoemission intensity is observed below the Fermi
level, which is significantly reduced at 11 ML and reappears
at 12 ML coverage. As the coverage increases to more than
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FIG. 1. �Color online� Photoemission spectra of Pb/Si�111� for
various coverages observed on a Pb wedge of 4.0 ML/mm slope
using 6.0 eV photon energy. The right panel shows a series of dis-
crete QWS dispersing with Pb coverage. The silicon valence-band
edge �VBE� is indicated. The upper panel displays the identical data
in a false-color representation. The QWS binding energies �	� from
a DFT calculation �Ref. 7� are included. In the left panel, the modu-
lation of the low-energy cutoff is highlighted which is a direct mea-
sure of the global work function of the Pb film.
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20 ML, the averaging within the laser spot size reduces the
contrast of the discrete QWS and the peaks merge into a
continuous branch of QWS. The absence of the work-
function modulation for a coverage exceeding 16 ML is ex-
plained by neighboring patches of ±1 ML in the laser spot
which give an averaged contribution and broaden the sec-
ondary edge. The decrease of the work function by 110 meV
for 
16 ML and the broadening of the QWS peaks point to
a roughening of the Pb films at these coverages.

In Fig. 2, the binding energies determined from the peak
maxima in the photoemission spectra are compared to the
DFT calculation from Ref. 7 and are generally in good agree-
ment. Some deviations, especially of the quantum well reso-
nances, which are not confined by the Si band gap, might be
attributed to the influence of the Si interface. In a phase-
accumulation model,1 electrons of the Pb film are confined
by the vacuum barrier and the barrier due to the energy gap
of the substrate, such that reflection at the interfaces results
in two energy-dependent phase shifts �vac and �Si. These
phase shifts have to fulfill the Bohr-Sommerfeld quantization
rule:

2�n = 2k�E�d + �vac�E� + �Si�E� , �1�

with the wave vector k for energy E in the quantized bulk
band, the number of monolayers , the interlayer spacing
d=2.86 Å, and a quantum number n. The presence of the Si
interface results in an additional phase shift of the QWS
wave function due to a finite penetration of the wave func-
tion into the substrate which in turn alters their eigenener-
gies. As a result, the QWS binding energies observed in very
thin films ��10 ML� tend to be larger than predicted by
vacuum slab models as the penetration of the wave function
into the substrate effectively generates a wider quantum well.
Especially, the quantum well resonances at E−EF�−0.35
eV experience this effective widening of the potential well,
which results in a significant increase of the binding energy
compared to a freestanding Pb slab.

Turning to the QWS confined in the narrow energy region
of the Si band gap E−EF
−0.35 eV, one notices that dis-
crete states are observed in the uppermost branch only at
coverages of 10, 12, 14, and 16 ML, and in the lower branch
at 17, 19, 21, and 23 ML, respectively. This special feature of
the Pb/Si�111� QWS is explained by the influence of the
Fermi wave vector kF along the �-L direction, where the
quantization occurs. The periodicity of QWS crossing the
Fermi level is calculated from Eq. �1� to be �=� / �kFd�,
where kF�k. For a Fermi wave vector23 kF=0.611 Å−1, this
relation yields a period of �=1.8 ML. This means that
initially a QWS is expected to cross the Fermi level at every
2 ML because only discrete, integer numbers of monolayers
are possible. The small difference between 1.8 and 2.0 ML
generates a “beating” effect such that at 5�1.8 ML=9.0
ML, the highest occupied QWS is expected at odd and not at
even coverage and vice versa. Exactly, this odd-even switch-
ing behavior is found here as the highest occupied QWSs are
observed at even coverage from 10 to 16 ML, each separated
by 2 ML. For a coverage 
17 ML, the highest occupied
QWS can only be supported in a Pb film with odd number of
monolayers which is manifested by the series of QWS from
17 to 23 ML. In this context, it is interesting to note an
angle-resolved PES study of uniform Pb films on Si�111�,24

where this odd-even switching is reported for 13 and 22 ML
film thicknesses. However, our results, which show an odd-
even switching at a film thickness of 16 ML, are in excellent
agreement with the theoretical work of Ref. 7 where a
switching is predicted for 7 and 16 ML as well as with pre-
vious results from photoemission.25 The occurrence of QWS
occupation with a period of 1.8 ML provides a natural expla-
nation for the specific stability of even and odd numbered
film thicknesses, on account of the principle of total-energy
minimization.26

For a more quantitative analysis of the thickness-depen-
dent work function changes, we have prepared wedges with a
reduced thickness gradient and thus increased the coverage
resolution. This approach reduces the problem of averaging
over different thicknesses by the finite laser spot size. The
PES data taken on such a shallow wedge of 1.50 ML/mm
slope are shown in Fig. 3 as spectra �bottom� and color-
coded intensity plot �top�. The decreased slope enhances the
thickness resolution to 0.15 ML per spectrum and the QWSs
at even film thicknesses of 10, 12, and 14 ML are well sepa-
rated. The high contrast of the QWS obtained is remarkable:
For even thickness, intense and sharp QWSs are observed in
the region of the Si band gap, which completely vanish at
odd coverage, leaving only a continuous background from
elastically and inelastically scattered electrons. The pro-
nounced Fermi edge observed for all film thicknesses indi-
cates the metallic character of the surface and the presence of
an intact Pb film. This proves that indeed the averaging due
to the finite laser spot size of the scanned region can be
neglected. For such a sample, a pronounced work function
oscillation is observed in the low-energy cutoff in Fig. 3
which is followed over the entire wedge.

The work function as function of film thickness obtained
from the spectra shown in Figs. 1 and 3 is plotted in the
lower panel of Fig. 4 in comparison with the theoretical val-
ues of Ref. 7. Not only is the periodicity of the experimen-
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FIG. 2. QWS binding energies as function of coverage as ob-
served by PES and calculated by DFT �Ref. 7�. The experimental
QWS binding energies were determined from the peak maxima in
the photoemission spectra and the error is given by the size of the
symbols ���. The gray shaded area indicates the fundamental Si
band gap.
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tally determined oscillations in good agreement with the
DFT calculation but also the amplitude of the modulation
matches fairly well with the calculated data. The work func-
tion oscillations are further analyzed by fitting a phenomeno-
logical function7 ��� to the data:

��� =
A�sin�kFd + �0�� + B

� + C , �2�

where A, B, C, �, and �0 are constants. The coverage  is in
this description a continuous variable as used in jellium
models.12 For fixed interlayer spacing d, the fit yields the
Fermi wave vector kF which results in the period of the work
function modulation.

The results of the fit of the PES and DFT data are dis-
played in Fig. 4 as solid and dashed lines, respectively. At
first sight, a continuous change of the work function as in a
jellium model might appear counterintuitive because the cov-
erage increases locally in integer steps of 1 ML. Our obser-
vation is explained by the layer-by-layer growth of the films
and the finite resolution of the laser spot. As the coverage 
is increased on a submonolayer scale, a fraction 0�x�1 of
the probed region has a higher thickness which exhibits a
different work function. These different surface patches are
averaged within the laser spot. For example, a +x ML film
consists of fraction 1−x patches with  ML and x patches

with +1 ML thickness. The work function of a +x ML
film therefore is the weighted arithmetic average of the work
functions of a  and +1 ML film.

Fitting a convolution of Eq. �2� and a Gaussian instrument
function for 7.8–15.8 ML and 9.2–14.0 ML results in periods
of 2.2�1� and 2.0�1� ML for the steep and shallow wedges,
respectively. These periods suggest that the work function
modulation is directly linked to the periodic modulation of
density of states at the Fermi level by the highest occupied
quantum well state. The comparison of the position of the
maxima of the work function with the appearance of the
highest occupied QWS reveals that a confined QWS close to
the Fermi level coincides with a maximum of the work func-
tion. This is corroborated by a qualitative model of the elec-
tron spillout of the QWS wave function at the Pb-vacuum
interface.27 A QWS close to EF will have a significant elec-
tron spillout into the vacuum which increases the surface
dipole and thereby creates a large work function. The oppo-
site situation of a QWS far from EF generates a small elec-
tron spillout with a small surface dipole and a small work
function. This interpretation of the work function in terms of
electron density at EF is supported by the electron density
analyzed by PES. In the upper panel of Fig. 4, the photo-
emission yield ��PES� integrated in the region of the Si band
gap �E−EF
−0.35 eV� is shown as function of coverage for
the shallow wedge. A maximum �minimum� of the electron
density appears, which corresponds exactly to the maximum
�minimum� of the work function measured for the more shal-
low wedge ���. The amplitude of this modulation is ob-
served in the electron density and can be linked directly to
the magnitude of the work function oscillation.

The increased bulk sensitivity due to the low kinetic en-
ergy ��1 eV� of the photoelectrons generated by the laser
allows the observation of electronic states of the Si substrate.
Clearly, additional peaks below the Si VBE are observed in
Fig. 3. The states oscillating between binding energies of E
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FIG. 4. �Color online� Work function oscillations as a function
of film thickness observed in the Pb wedges on Si�111� deduced
from the photoemission spectra of Fig. 1 ��� and Fig. 3 ���. The
measured data were offset by +186 meV ��� and −183 meV ��� in
order to match the theoretical prediction from DFT �Ref. 7�. The
solid and dashed lines are fits of Eq. �2� to the data points convo-
luted with a Gaussian function taking into account the finite laser
spot size. The upper panel shows the PES intensity ��PES� inte-
grated over the region �E−EF
−0.35 eV� of the Si band gap.

FIG. 3. �Color online� Photoemission spectra of Pb/Si�111�
measured at 5.3 eV photon energy on a wedge with 1.5 ML/mm
slope. The Si valence-band edge �VBE�, the QWS binding energies
�	�, and work function modulation ��� calculated by DFT �Ref. 7�
are indicated.

KIRCHMANN et al. PHYSICAL REVIEW B 76, 075406 �2007�

075406-4



−EF=−0.9 and −0.6 eV cannot be assigned to any QWS be-
cause the binding energy of theses states is modulated and
these features are observed at all film thicknesses. Further-
more, they exhibit no intensity modulation as function of
film thickness.

IV. CONCLUSION AND OUTLOOK

In summary, we have investigated quantum size effects in
Pb/Si�111� by laser based photoemission at UV photon en-
ergies of 5–6 eV. The observed QWS binding energies and
the modulation of the global sample work-function are found
in excellent agreement with recent results from a DFT
calculation7 of a freestanding Pb film. The work-function
oscillation predicted for a quantum well system, which is
highly decoupled from the substrate, was resolved with high
accuracy. The analysis of the photoemission spectra as func-
tion of coverage confirms that the work function modulation
is governed by the modulation of electron density below EF
and the electron spillout of the QWS wave function into the
vacuum. Additionally, the low kinetic energy of the photo-
emitted electrons permitted the detection of electronic states

of the Si substrate. These states exhibit a modulation of the
binding energy which is correlated to the oscillation of the
electron density at the Fermi level induced by the QWS.

Our work highlights the large capabilities of laser based
PES with the advantages of high photon flux at small spot
sizes in conjunction with increased bulk sensitivity. Further-
more, the use of ultrashort laser pulses adds femtosecond
time resolution to the experimentally accessible dependen-
cies. Our future investigations will utilize femtosecond time-
resolved two-photon photoemission to further the under-
standing of energy relaxation dynamics of electrons
photoexcited into unoccupied QWS. The well understood
electronic structure which is readily controlled by variation
of the film thickness makes Pb/Si�111� an ideal candidate
for the investigation of electron dynamics at the crossover
from two and three dimensions.
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