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A pure ZnO sample and a sample containing 3 mol% Al were prepared by (co)-precipitation as
model materials for the oxidic support phase in Cu/ZnO/Al2O3 methanol synthesis catalysts.
The samples were characterized with respect to their crystal, defect and micro-structure using
various methods (XRD, TEM, XPS, UV-vis spectroscopy, EPR, NMR). It was found that a
signiﬁcant fraction of the Al is incorporated into the ZnO lattice and enhances the defect
chemistry of the material. The defect structure, however, was not stable under reducing conditions
as applied in catalytic reactions. Al ions migrated towards the surface of the ZnO nanoparticles
leading to formation of an Al-rich shell and an Al-depleted core. This process proceeds during the
ﬁrst 10–20 hours on stream and is associated with strong modiﬁcation of the optical bandgap
energy and the EPR signal of donor sites present in ZnO.

1. Introduction
ZnO is a wide bandgap semiconductor material and isomorphous
partial substitution of Zn2+ in the wurtzite lattice of ZnO (doping)
by other cations is of interest e.g. for electronic applications. These
applications have generated strong research activity on defective
or doped ZnO and its electronic properties.1–3 Trivalent cations
like Al3+ as dopants generate excess positive charge and promote
n-type semi-conductivity. ZnO is also an interesting material
for synthetic material science and catalytic applications.
Directed synthesis of ZnO nano-structures is possible4 and,
recently, synthesis by precipitation of ZnO nanopowder with
high surface area was reported.5 In the ﬁeld of model catalysis,
surface studies on ZnO single crystals and their adsorption
properties are available.6 For industrial catalysis, the Zn–Al
substitution in ZnO is of special interest, because ZnO/Al2O3
is the oxidic phase in Cu/ZnO/Al2O3 catalyst employed for
a
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methanol synthesis and steam reforming of methanol. Even
though it is generally accepted that the active center for methanol
synthesis is located on metallic Cu, it is clear that the role of ZnO
and Al2O3 goes beyond that of a mere physical support.7–9 For
Cu and ZnO a synergetic eﬀect is discussed, while Al2O3, which is
typically present in amounts of 5–10 mol%, acts as a promoter
and leads to higher thermal stability as well as higher intrinsic
activity of the Cu surface compared to binary CuZn catalysts.
This promoting eﬀect is not well understood yet.
ZnO alone may also be active in methanol synthesis from
syngas (H2/CO/CO2 mixtures), but the reaction requires higher
temperatures and pressures compared to the Cu-containing
systems. The methanol synthesis over ZnO from H2/CO mixtures
was recently related to the presence of oxygen vacancies in
defective ZnO1 x nanoparticles.10,11 These defects are also
thought to play a major role in Cu/ZnO-based catalysts, as
partially reduced ZnOx species were shown to migrate onto the
Cu particles under a reducing atmosphere, resulting in strong
metal support interaction (SMSI). This in situ formed surface
ensemble is believed to represent the active sites for methanol
synthesis.7,12,13 Thus, the defect and substitution chemistry of
ZnO is highly relevant for catalytic C1 conversions over ZnO
containing catalysts. Interestingly, only a few studies report
about the important binary Zn–Al oxide systems from a catalytic
point of view. A comprehensive study of the surface properties
and defect chemistry of a highly dispersed ZnAl2O4 on g-Al2O3
catalyst, i.e. on the Al-rich side of the Zn–Al oxide system, is
available.14,15 Recently, ZnO–Al2O3 catalysts have been reported
to be active for the methanol steam reforming reaction at high
temperatures16 and the role of Al dopants in ZnO for CO
Phys. Chem. Chem. Phys.
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Mettler-Toledo), similar to industrially prepared catalysts.23
Appropriate amounts of Zn(NO3)26H2O and Al(NO3)39H2O
were dissolved in 300 ml of water to obtain a 1.5 M solution of
the metal salts. This solution was added to the reactor containing
500 ml of water at a constant rate of 15 ml min 1. The proper
amount of Na2CO3 solution (1.5 M) was automatically added to
keep the pH constant at neutrality. Precipitation was done at a
temperature of 65 1C and followed by ageing for 2 h (65 1C,
pH 7). The solid was then ﬁlter-collected and washed several
times by re-dispersion in 1 l of water until the conductivity of the
washing medium was below 0.1 mS cm 1.
The precipitate was then dried by a strong dry air ﬂow at
30 1C for 72 h, followed by calcination for 4 h in static air at
320 1C (2 K min 1). Materials obtained at other calcination
temperatures (265 and 375 1C) are described in the ESI.w
The typical batch size of the material after this procedure
was approximately 30 g. The Zn : Al ratios were 100 : 0
(pure ZnO) and 97 : 3 (Al-doped ZnO).
Fig. 1 TEM image of a technical Cu/ZnO/Al2O3 catalyst.

oxidation has been investigated.17 In another recent paper
Miao et al.18 reported the incorporation of low amounts of up
to 4 mol% Al into the ZnO lattice for samples prepared at
conditions applied for Cu/ZnO/Al2O3 catalyst synthesis. This was
evidenced by 27Al MAS-NMR measurements, showing that Al
occupied well deﬁned tetrahedral sites in the ZnO lattice. This Al
species was not observed at higher Al contents, where segregated
phases like ZnAl2O4 or g-Al2O3 were detected. Herein, we address
the defect chemistry and modiﬁcations of the electronic structure
of ZnO related to this incorporation of Al for samples prepared
under conditions relevant for bulk catalyst synthesis, i.e. by
co-precipitation from aqueous solutions and subsequent mild
thermal treatment.
It is noted that industrial methanol synthesis catalyst is not a
classical supported system with low metal loading, but a so-called
bulk catalyst. Due to solid state chemical constraints of the
precursor material,19 the optimal Cu : Zn ratio in these catalysts
is near 70 : 3020 and the ZnO phase is typically present, like the Cu
phase, in the form of aggregated nano-particles21,22 and not as an
extended continuous support. Fig. 1 is a representative TEM
image of the nanostructured Cu–ZnO aggregates showing the
intimate interface contact of metal and oxide nanoparticles. The
Cu and ZnO phases are typically prepared simultaneously in
course of catalyst precursor co-precipitation and subsequent
thermal treatment. In this work, however, we have studied
Cu-free Al-modiﬁed ZnO as a model support for the ternary
catalyst system. Samples were prepared according to the
established recipes for Cu/ZnO/Al2O3 catalyst preparation,23 but
without adding Cu. This approach, previously applied by Miao
et al., allowed application of characterization techniques like
optical spectroscopy, 27Al-MAS-MNR and EPR, which in the
case of real catalyst only give little or very complex information
due to the dark color and paramagnetism of the CuO component.

2. Experimental
Preparation of the ZnO/Al2O3 support
Two ZnO/Al2O3 supports were prepared by pH-controlled
coprecipitation in an automated reactor (LabMax from
Phys. Chem. Chem. Phys.

Characterization methods
XRD data were collected using a Bruker AXS D8 Advance
Theta–theta diﬀractometer in Bragg–Brentano geometry,
equipped with a Cu anode, a secondary graphite monochromator
(CuKa1+2 radiation) and a scintillation counter. Patterns were
recorded between 10 and 1001 2y with a step width of 0.021 and a
counting time of 15 s per step. The diﬀractograms were analyzed
by full pattern ﬁtting using the software Topas24 (Bruker AXS) to
extract the lattice parameters.
A Philips CM200FEG microscope operated at 200 kV and
equipped with a ﬁeld emission gun, the Gatan imaging ﬁlter,
and an energy-dispersive X-ray (EDX) analyser was used for
TEM investigations. The coeﬃcient of spherical aberration
was Cs = 1.35 mm, and the information limit was better than
0.18 nm. High-resolution images with a pixel size of 0.016 nm
were taken at the magniﬁcation of 1 083 000 with a CCD
camera, and selected areas were processed to obtain the power
spectra (square of the Fourier transform of the image), which
were used for measuring interplanar distances (0.5%) and
angles (0.51) for phase identiﬁcation.
Continuous-wave EPR spectra were recorded on a JEOL
JES-RE2X system at X-band frequency at a temperature of
285 K. The spectra were measured at a microwave frequency
of ca. 9 GHz with a microwave power of 5 mW, with
modulation amplitude of 0.4 mT, sweep time 4 min, sweep
width 50 mT, time constant 0.1 s and a modulation frequency
of 100 kHz. The microwave frequency was measured with a
microwave frequency counter Advantest R5372. The temperature
was monitored with a JEOL ES DVT2 temperature controller
equipped with a calibrated thermocouple. The samples were
subjected to diﬀerent heat treatments in an inert or reducing
atmosphere in the EPR tube (constructed as a ﬂow reactor,
where the gases ﬂow through the ﬁxed sample bed), cooled to
room temperature in the gas ﬂow without contact to air before
the EPR spectra were recorded.
UV-VIS spectroscopy was recorded in a Perkin-Elmer
Lambda 650 High Performance Spectrometer equipped with
a Harrick Praying Mantis diﬀuse reﬂectance attachment and a
high temperature (up to 650 1C) in situ cell, which was connected
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to a gas delivery system. The band gap energy was calculated
by linear extrapolation of the function [F(RN) hn]1/2 versus hn
to 0, as suggested by Weber25 and Iglesia and co-workers.26–28
This procedure results from a linearization of the theory of
direct and indirect band gap transitions in semiconductors29
and is explained in detail by Barton et al.28
One-dimensional 27Al-MAS-NMR spectra were measured
with a Bruker ASX400 spectrometer operating at a frequency
of 104.26 MHz and a spinning speed of 8.5 kHz. BET surface
area was calculated from N2 absorption in a Quantachrome
6 port BET system. Prior to the measurements the samples
were evacuated for 2 h at 100 1C.
Environmental XPS and NEXAFS experiments were performed
at the ISISS beamline of the synchrotron BESSY-II in Berlin,
Germany. The station was equipped with a diﬀerential pumping
stage allowing a background pressure of reactive atmospheres
up to 1 mbar. More details can be found in ref. 30 and 31. The
surface composition was calculated from the Zn 3p and Al 2p
core level spectra using elemental photoelectron cross sections
and asymmetry factors taken from Yeh and Lindau.32 For the
calculation all spectra have been normalized by the storage
ring current and the energy dependent incident monochromatic
photon ﬂux which has been determined prior to the measurements
using a gold foil with known quantum eﬃciency. The data
obtained have been corrected for higher diﬀraction orders of the
grating monochromator that contribute to the background but
not to the peak intensity in XPS. The photon energy was 260 eV
for both the Zn 3p and Al 2p core levels resulting in a kinetic
energy of about 180 eV of the released photon electrons.
NEXAFS spectra at the Al K-edge were recorded in the
total electron yield mode enhanced by additional electrons
created by ionization of the gas phase above the sample
(conversion electron yield).

3. Results and discussion
The starting point of this study was the paper of Miao et al.,18
reporting on Al incorporation into the crystal lattice of ZnO
for Zn : Al ratios near 96 : 4. In addition to evidence from
XRD and NMR, an intensiﬁcation of the yellowish color was
reported for samples with an Al content around 4 mol%. This
triggered us to study this series of samples with UV-vis
spectroscopy to determine the optical band gap as a function
of Al content. The results are shown in Fig. 2. It can be seen
that the pure ZnO sample exhibits an optical band gap of
3.12 eV, which is at the lower end of the range typically
reported for ZnO in the literature. A signiﬁcant reduction of
the band separation is observed with increasing Al content.
This is in agreement with the change of the sample color from
white to yellowish. Interestingly, the bandgap increases again
as the Al content is increased beyond 4% and a sharp
minimum in bandgap energy is formed around the composition
of maximal Al incorporation into the ZnO lattice. It is noted that
bi-phasic samples are present for Al contents >4% as at these
concentrations Al is preferentially located in segregated phases
and not in ZnO.18 Such a second phase was not represented in
the optical spectra in the form of a second distinguishable
absorption. Thus, the values for [Al] > 4% given in Fig. 2 have
to be interpreted with care. However, the trend of decreasing
This journal is
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Fig. 2 Optical bandgap energies of the samples series prepared by
Miao et al.18 (spheres) and of this study (squares).

band gap energy with Al-incorporation at [Al] o 4% and the
minimum in the band gap energy for the maximal Al incorporation
in ZnO is clearly seen. Thus, the electronic structure of ZnO is
signiﬁcantly aﬀected by Al incorporation.
For a detailed study of this eﬀect, we re-produced two of the
samples shown in Fig. 2, namely the pure ZnO as a reference
and a 3 mol% Al in the ZnO sample to represent the regime
near maximal Al incorporation in ZnO. The optical band gaps
of these two samples are also shown in Fig. 2. They are shifted
to higher energies relative to the samples prepared by Miao
et al., but they reproduce the general trend of a narrower
bandgap for the Al-doped sample quite well. The oﬀset may be
explained with diﬀerences in the preparation process or the
particle size distribution. The XRD patterns of both samples
showed only reﬂections due to the zincite phase, a wurtzitetype ZnO (PDF 36-1415, see ESIw). The samples exhibit a
slightly expanded unit cell volume, which is exclusively due to
an increased c-axis compared to literature data (Table 1). For
the Al-containing sample, incorporation of Al in the ZnO
lattice is conﬁrmed by 27Al-MAS-NMR data shown in Fig. 3.
The spectrum is dominated by a narrow signal at a chemical
shift of 81 ppm, which is assigned to Al in the well-deﬁned
tetrahedral environment of the ZnO lattice.18 It is noted that a
signiﬁcant fraction of Al was also present in octahedral (signal
at 7 ppm) and poorly deﬁned ﬁve-fold coordination (signal
near 46 ppm33–35). These less well-deﬁned Al species may be
present in small amounts of X-ray amorphous Al-rich by-phases.
For g-Al2O3 the ﬁve-fold coordinated Al was associated with
unsaturated surface species.36 The high ﬁeld signal may also be
due to Al residing on octahedral interstitial sites in ZnO or
Table 1 Selected characterization results of the ZnO materials with
diﬀerent Zn : Al ratios. Data for ZnO ref. were taken from PDF361415
Zn : Al

a/Å

c/Å

V/Å3

BET-SA/ Optical
m2 g 1
bandgap/eV

100 : 0
3.2505(3) 5.2081(5) 47.655(9)
84
97 : 3
3.2500(3) 5.2085(6) 47.645(12) 104
ZnO ref. 3.24982
5.20661
47.6216
—

3.15
3.10
—
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Fig. 3 27Al-MAS-NMR spectrum of the ZnO sample containing
3 mol% Al.

residues of the precursor material. TGA, XRD and NMR data
can be found in the ESI.w We conclude that a signiﬁcant
fraction of the Al was incorporated into the ZnO phase and
that the modiﬁcation of the electronic structure observed for
the sample series of Miao et al. was also present in our 3% Al
containing ZnO sample.
The morphology of the ZnO particles was investigated by
TEM. The particle size distribution is shown in Fig. 4. The
volume weighted average particle sizes are 14.42  0.08 and

9.94  0.07 nm for the pure ZnO and the Al-doped ZnO,
respectively. Similarly small particles of less than 15 nm are
also present in industrial Cu/ZnO/Al2O3 methanol synthesis
catalysts22 (Fig. 1) supporting the idea that our samples are
representative of the oxide phase in the composite catalyst.
The Al-doped particles are signiﬁcantly smaller compared
to the pure ZnO reference material. Accordingly, the BET
surface area of this sample is higher by 24% (Table 1). Thus,
one eﬀect of the presence of the Al-promoter in course of
catalyst preparation is the hindrance of pronounced ZnO
particle growth leading to larger speciﬁc surface areas.
According to their power spectra, all particles observed in
the HRTEM images could be identiﬁed as belonging to the
zincite phase. Also examples of the presence of two-dimensional
defects in the ZnO lattice could be seen in some HRTEM
images of both samples, indicating a rich defect chemistry which
will evidently contribute to the electronic properties of the
samples. A selection of locally observed defects like stacking
faults or twin boundaries is shown in Fig. 5. Such planar defects
are found normal to the [001] direction and aﬀect the crystallographic c-axis.37–39 The expansion of this axis compared to
literature data of ZnO (Table 1) suggests a higher concentration
of these defects in the precipitated and calcined materials and is
attributed to weaker bonding of the Zn–O layers due to the
presence of oxygen vacancies. It is noted that on basis of
the ionic radii, one would expect an isotropic contraction of
the ZnO lattice, if Zn is isomorphously substituted with Al

Fig. 4 (a) Representative TEM images of the 100 : 0 (left hand side) and the 97 : 3 (right hand side) Zn : Al samples; (b) particle size distributions
determined for 3200 and 1600 particles, respectively, based on the projected particle areas measured in several TEM images of each sample.

Phys. Chem. Chem. Phys.
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Fig. 5 HRTEM images of two ZnO crystals containing stacking
faults normal to the [001] direction. Inset shows a power spectrum
of a selected area in the left image.

(radii in a tetrahedral environment are 0.74 and 0.53 Å for
Zn2+ and Al3+, respectively40). The absence of a signiﬁcant
lattice contraction despite the Al incorporation seen in the
Al-NMR data may be a result of the high defect density of
the Al-doped material. Moreover, the appearance of the 001
peak in HRTEM power spectra (Fig. 5), which should be
systematically absent in the perfect wurtzite structure, indicates
the presence of oxygen vacancies preferentially in every second
oxygen layer normal to [001].41
It can be concluded that the applied preparation of ZnO
leads to defective and nano-structured samples. Furthermore,
the modiﬁed electronic structure of Al-containing ZnO is
associated with a unique defect structure as AlZn is also
present in addition to the typical point defects in ZnO, VO
and Zni. The particle size of the Al-doped sample is smaller,
while planar defects were found to be present in both samples.
In order to better understand the role of defects in ZnO on
catalysis, we addressed the question, whether these modiﬁcations
are stable under conditions relevant for catalytic methanol
synthesis, i.e. in a reducing atmosphere at mild temperatures
around 250 1C. This question was studied using several
complementary in situ techniques: UV-vis, XPS and NEXAFS
spectroscopy. EPR and NMR were used as complementary
ex situ characterization tools.
During the in situ UV-vis experiment, the samples were
exposed to a reducing atmosphere (1 bar H2, 250 1C) for a
prolonged time and absorption spectra were recorded. These
results are shown in Fig. 6. In accordance with the ex situ
measurements shown in Fig. 2, the band gap energy is
signiﬁcantly lower for the Al-modiﬁed sample.
Considering that the electronic properties (electron and hole
mobility and energy levels) are aﬀected by temperature, an
initial heating cycle from room temperature to 250 1C in an
inert atmosphere (holding for 30 min followed by cooling) had
been done to distinguish between the thermal eﬀects and the
one induced by H2 exposure. This is shown in the leftmost part
of Fig. 6. A decrease of the band gap energy of approximately
60 meV, common to both samples, was followed by a complete
recovery of the original band gap energy after cooling. Thus
the samples were not permanently aﬀected by heating, as can
be expected, since they were originally calcined at 320 1C
in air. The decrease of 60 meV is mainly associated with the
This journal is
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Fig. 6 Optical bandgap energies of the doped and undoped samples
determined from in situ UV-vis data during heating in Ar (a) and
treatment in a reducing H2 atmosphere at 250 1C (b).

thermal excitation of the electrons and holes: considering
DT = 230 K (from 20 to 250 1C) the value DE = 2kBDT D
40 meV.29 The factor 2 arises from the reciprocal excitation of
electrons (up) and holes (down) upon widening of the valence
and conduction band of the semiconductor. The diﬀerence
between the calculated and observed values of 20 meV,
respectively, can be accounted for by an additional change
in band energy due to thermal expansion of the lattice.29
In the presence of H2 (1 bar – right hand part of Fig. 6), a
deviation of the band gap energy from the expected value at
250 1C (dotted line) is observed for both samples. It increases
nearly linearly with time for the pure ZnO support. This
change in the electronic structure is relatively slow and can
most likely be attributed to an annealing eﬀect changing in the
density of defect donor sites.42,43 No stable state is reached
after 20 h on stream.
A completely diﬀerent behavior is shown by the sample with
3% Al: an initially rapid increase in the band gap energy is
observed during the ﬁrst 2 hours of contact with H2 followed
by a slower but still marked increase in the remaining time.
After a time on stream of approximately 15 h the values of
both samples are identical. These results indicate that the
modiﬁcations of the electronic and defect structure of ZnO
by Al incorporation are not stable in reducing environments
such as applied in many catalytic reactions. The band gap
energy rapidly becomes similar to a non-doped sample. It is
likely that this eﬀect is related to a restructuring of the Al ions
in the ZnO lattice and thus interesting to study this bulk-eﬀect
with surface sensitive and Al-speciﬁc methods.
By means of environmental XPS, we have investigated the
changes in surface composition associated with the increase in
band gap energy of the Al-modiﬁed sample in a reducing
atmosphere. Reference spectra were collected at 0.2 mbar Ar
pressure at room temperature. Then the samples were studied
in a reductive atmosphere in 1 mbar of H2 and gradually
heated to 250 1C and held there for 10 h.
Fig. 7 shows the surface and near surface composition as a
function of temperature and time. The Zn : Al ratio detected
Phys. Chem. Chem. Phys.
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Fig. 7 Surface Zn : Al ratio determined from the core level XP
spectra of the Al-doped ZnO sample during heating to 250 1C in H2
and holding at that temperature.

at room temperature in Ar was very close to the expected
97 : 3 ratio indicating the homogeneous distribution of Al in
the calcined material. Upon reducing treatment, however, a
pronounced migration of Al towards the surface is observed.
After exposure to H2 for 10 h the Zn : Al ratio was lowered to
86 : 14. Considering that the eﬀect of H2 can only be a partial
reduction resulting in increased density of O vacancies near the
surface, these likely represent the driving force of the migration
process of Al ions towards the surface. These vacancies will also
possibly stabilize the surface creating an Al rich region, with a
more ionic ‘‘alumina-like’’ character.
To characterize the environment around the dynamic Al
atoms we have performed Al K-edge NEXAFS measurements,
using the same synchrotron setup in a total electron yield
conﬁguration. The spectra before and after exposure to H2 are
shown in Fig. 8. Following Shimizu et al.,44 we can assign
signals in the edge region (1560–1575 eV) that carry information
about the coordination and the environment around the Al site,
to estimate the ratio between tetrahedral and octahedral Al
sites.45–48 In particular an absorption feature at 1565 eV is
associated uniquely with Al in tetrahedral coordination, while a
second resonance at 1567 eV is associated uniquely with Al in
octahedral coordination.48 Another broad band at 1571 eV
includes multiple scattering contributions but is associated
mainly with octahedral Al.46,47 In our data it was not possible
to resolve the two separate peaks at 1565 and 1567 eV and we
are limited to a simple qualitative evaluation of the relative
intensities. The contribution due to tetrahedrally coordinated
Al clearly increases relative to the fraction of octahedral Al as
indicated by the change in the intensity ratio of the two signals
at the absorption edge seen in Fig. 8. Considering that this eﬀect
is associated with the migration of Al to the surface, one can
suppose that this diﬀerent NEXAFS spectrum is related to an
enrichment of AlZn at the surface of ZnO, because a surface
phase segregation would rather result in formation of alumina
phases, which usually contain a larger fraction of octahedrally
coordinated Al. This is also in qualitative agreement with ex situ
Al-NMR spectra recorded after exposure to H2 (see ESIw), in
Phys. Chem. Chem. Phys.

Fig. 8 Al-K NEXAFS spectra of the Al-doped ZnO sample before
and after H2 exposure at 250 1C.

which the relative ratio of octahedrally and tetrahedrally
coordinated Al does not show a pronounced change, while
the signals due to ﬁve-fold coordinated Al, likely to be present
at the surface of the sample, show a slight increase.
It can be concluded that exposure to H2 at mild temperatures
leads to a re-distribution of Al in the Al-modiﬁed sample, while
the defect structure of pure ZnO is less aﬀected. The Al-depletion
of the bulk leads to similar bad gap energies of both samples after
reducing treatment. In the near surface region an Al-enriched
shell around the particles is formed. This enrichment, thus, seems
to be due to migration of Al located on the tetrahedral sites of the
ZnO lattice towards the surface. Despite the high concentration
at the surface, Al still predominantly occupies these sites after H2
exposure in the newly formed shell.
A very sensitive method for characterization of defects in
ZnO is EPR spectroscopy. Even in undoped ZnO materials it
is common to ﬁnd a paramagnetic feature around g D
1.96,2,42,43 which is also typical for n-type doped materials49,50
and is due to a Zn/O imbalance towards the cation Zn+/2+.
In principle, this can be either due to an excess of Zn
(e.g. interstitial Zn+) or lack of O (e.g. vacant O2 ). A more
detailed discussion of the EPR features of defective ZnO can
be found e.g. in ref. 11, where the signal at g D 1.96 is assigned
to shallow donor sites.
The EPR spectra of our two samples after diﬀerent heat
treatments are shown in Fig. 9. In both samples a narrow EPR
signal (DBpp = 0.6 mT) is observed at g = 1962 (0.0005)
already after calcination, conﬁrming the defective nature of
ZnO. While upon heating in He a severe broadening and a
slight shift of the signal (g = 1963: D = 0.001) are observed
for both samples, drastic diﬀerences are observed under H2
exposure. In the case of the pure ZnO sample, only a further
broadening of the EPR line, but no further shift is detected in
agreement with the stable band gap energy (Fig. 6). In the
spectra of the Al-modiﬁed sample, however, a very pronounced
further broadening of the paramagnetic signal (DBpp: 0.6 mT 1.4 mT - 1.9 mT) is accompanied by a breakdown of the
amplitude upon reducing treatment. The EPR line is, moreover,
signiﬁcantly shifted to higher g-values (1.963 - 1.965 - 1.966).
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modiﬁed surface of the oxide phase may not only aﬀect the
‘‘synergetic’’ Cu–ZnO interactions (i.e. surface alloy formation
by SMSI7,51 or wetting–de-wetting eﬀects52 causing transient
changes in catalytic activity on a short timescale53), but also
the mobility of the supported Cu particles avoiding catalyst
deactivation by sintering, which usually happens on a much
longer timescale and is considered one of the main reasons for
deactivation of Cu-based catalysts.54
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4. Conclusions
In summary, Al-free and Al-containing ZnO, which resembles
the oxide component in binary or ternary Cu/ZnO/(Al2O3)
methanol synthesis catalysts, respectively, was synthesized in
the form of nanoparticles by (co-)precipitation and characterized
using various methods. The ZnO/Al2O3 system initially exhibits
homogenous doping of the ZnO phase by Al at low Al contents.
This doping reduces the band gap energy and leads to a defect
rich material of small particle size. Under reducing conditions,
however, the defect structure is unstable and Al migration
towards the surface of the ZnO particles is observed, but no
segregation of alumina phases seems to happen. The band gap
energy also changes and evolves towards the value observed for
the Al-free support, which is also defective, but more stable in
reducing conditions.
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Fig. 9 EPR spectra of the undoped (a) and doped (b) ZnO samples
recorded after calcination, after heating to 250 1C in He, and after
prolonged treatment at 250 1C in H2/He. The curves are vertically
oﬀset for clarity.

At a ﬁrst sight, this result is in good accordance with the
pronounced changes in band gap energy and the dynamics in
the Al distribution. However, further experiments are clearly
needed in order to obtain more insight into the mechanism of
defect re-structuring in the Al-doped ZnO sample.
The EPR results ﬁnally conﬁrmed that the defect chemistry
of ZnO is substantially aﬀected by the incorporation of the Al
promoter. Treatment of this modiﬁed defect structure under
catalytically relevant conditions leads to a complex reconstruction
of the defect donor sites in the material, which is associated with
the segregation of Al ions at the surface of the ZnO nanoparticles.
On basis of the results of this model study, it can be
speculated that the promoting eﬀect of Al in the Cu/ZnO/
Al2O3 system is not necessarily due to modiﬁcation of the
electronic structure of ZnO phase by Al incorporation into the
oxide lattice, which was detected in ex situ experiments, but
that the doped system may rather act as a precursor for the
promoted support phase formed under reaction conditions. In
a reducing atmosphere, the Al dopant migrates towards the
surface of the ZnO stabilizer particles and modiﬁes their
surface properties. The timescale of this process is on the
order of several hours and it thus happens in the formation
period of the ternary catalyst. Following this hypothesis, the
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