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We study spin-wave spectra of mesoscopic ferromagnetic Sierpinski carpets by means of broadbandferromagnetic resonance measurements and micromagnetic simulations. Sierpinski carpets are self-similar
fractals with noninteger Hausdorff dimension that are constructed via a deterministic iteration process. The
number of quantized spin-wave modes in the spectra increases with the iteration level of the carpets and the
frequency splitting resembles bandpass characteristics known from fractal antennas. We find that the splitting is
sensitive to the fractal dimension as well as to the relative alignment of the magnetic field and the sides of the
fractals. Micromagnetic simulations provide the localization of individual spin-wave modes determined by the
confinement and the inhomogeneity of the internal field.
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I. INTRODUCTION

Spin waves are promising candidates to carry and store
information in future memory applications [1–4]. In this
context, the control of the properties of spin waves is in the
focus of research. The spectrum of spin waves can be tuned
by a geometrical or field dependent confinement that leads
to a quantization into individual spin-wave modes [5–11].
Magnonic crystals [12–15] are artificial lattices providing
an alternating modulation of their magnetic characteristics.
The modulation can either be realized by the composition of
different magnetic materials [16] or by geometrical structuring
[17,18]. An adequate tuning of the modulation enables one to
tailor band gaps in the material and to control the generation
and propagation of spin waves that are limited to certain
permitted frequency ranges [19]. The concept of magnonic
crystals is not limited only to propagating spin-wave modes but
also standing spin waves are in the focus of research [20,21].
Fractals [22] can be assigned into two different groups: random and deterministic fractals. Both these structures exhibit
by definition a noninteger Hausdorff dimension [23] and can
be characterized by self-similarity and scale invariance. The
existence of the random type is widely spread in nature and
can be found for example in Romanesque cauliflower, fern,
or frost patterns. Experimental fractals investigated so far are
mostly of the random type, e.g., two-dimensional deposits
of dendrites at a percolation threshold exhibiting hierarchical
levels obtained by diffusion-limited aggregation (DLA) [24].
Vibrational excitation spectra of percolation clusters show
localized low-frequency modes named fractons [25,26]. Deterministic fractals, however, provide a self-similarity that is
not statistically distributed: at every magnification a part of the
structure can be found that is similar to the whole structure.
Their characteristics are close to quasicrystals [27] and with
respect to spin waves one can expect gaps and degeneration
in excitation spectra. Well-known examples are Sierpinski
carpets and gaskets. In fractal antennas these structures feature
multiband and wideband characteristics [28] and can be
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found nowadays in cell phones. Recent numerical calculations
[29,30] show that spin-wave spectra of low-dimensional
Sierpinski carpets are singular continuous functions of the
frequency making deterministic fractals auspicious candidates
for magnonic applications.
In this work, spin-wave excitations in Sierpinski carpets
built from ferromagnetic nanostructures are studied by means
of broadband-ferromagnetic resonance (FMR) measurements
and micromagnetic simulations. The spin-wave spectra are
expected to depend on the Hausdorff dimension, in the
following named fractal dimension, and the connectivity
properties of the fractals’ subdimensions. The presentation
of the experimental methods is followed by a discussion of
the experimental and simulation results. The localization of
the observed spin-wave modes is provided by the simulated
spatially resolved magnitude of magnetization precession. In
all, results for Sierpinski carpets exhibiting three different
fractal dimensions are presented.
II. SAMPLE FABRICATION

Samples as shown in Fig. 1(a) are fabricated by electronbeam lithography and lift-off processing. By thermally evaporating 120 nm gold and 8 nm chromium as adhesive layer,
a coplanar waveguide (CPW) is deposited on top of a GaAs
substrate. A 200 nm thick layer of hydrogen silsesquioxane
(HSQ) that provides a small surface roughness of 0.3 nm root
mean square is structured by electron-beam lithography on top
of the CPW. Subsequently, the Sierpinski carpets are prepared
by thermal vapor deposition of 30 nm of Permalloy (Ni80 Fe20 ).
Sierpinski carpets SC(n,p,i) are constructed by a deterministic iteration process. A square is divided into n2
congruent subsquares of which n2 − p are removed. The
resulting structure consisting of p = nd occupied subsquares
is named the generating cell SC(n,p,1) and its fractal dimension d = ln(p)/ ln(n) [31] is determined by the parameters
n and p. In other words, the fractal dimension is the ratio
of the logarithm of the number of self-similar pieces p and
the logarithm of the magnification factor n. After i iterations
of the segmentation process that is applied on the occupied
subsquares, the Sierpinski carpet SC(n,p,i) consists of ni
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FIG. 1. (Color online) (a) Scanning-electron micrograph of
Sierpinski carpets SC(4,12,2) on a coplanar waveguide consisting of
two ground and one signal lead and a layer of HSQ. (b)–(d) Generating
cells of Sierpinski carpets SC(n,p,i) with a fractal dimension of
(b) d = ln(8)/ ln(3) ≈ 1.893, (c) d ≈ 1.792, and (d) d ≈ 1.723.
(e)–(h) Scanning-electron micrographs of Sierpinski carpets
SC(4,12,i) with gradually increasing iteration levels from i = 0 to
i = 3.

subsquares of which pi are occupied. Topological properties
of Sierpinski carpets such as connectivity and lacunarity are
defined by the geometrical location of the occupied subsquares
in the generating cell [29]. In this work, the missing subsquares
are exclusively located in the center of the generating cells.
Figures 1(b)–1(d) show generating cells of Sierpinski carpets
having different fractal dimensions.
The fractals have a size of 14 μm × 14 μm × 30 nm to
ensure that four iteration levels are within the limits of
preparation; compare Figs. 1(e)–1(h). In order to obtain a high
signal-to-noise-ratio, a total of 29 to 35 fractals (depending
on the sample type) are prepared on top of the CPW. The
distance between the carpets is chosen large enough to exclude
stray-field interactions [14,32–34] in between the individual
structures.
III. BROADBAND-FMR SPECTROSCOPY

Experimental data are obtained by broadband-FMR spectroscopy using a vector-network analyzer [34,35]. A static
external magnetic field H is aligned parallel to the CPW in the
x direction. The field strength μ0 H is varied from −90 mT
to 90 mT. Prior to each field step, the same magnetic state
is ensured by using a hysteresis field of −90 mT. A radio-
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frequency (rf) magnetic field Hrf is created perpendicularly to
the external field H by sending a sinusoidal rf current through
the signal lead of the CPW. The magnetic configuration of the
experimental setup is illustrated in Fig. 1(a). For each field
step μ0 H , the radio frequency f is swept between 10 MHz
and 15 GHz. Eigenfrequencies of the Sierpinski carpets are
excited by energy transfer from Hrf . Thus, resonances are
detected by means of a reduced transmission of the rf current
through the signal lead. When applying a reference field of
90 mT in the y direction only weak excitations of edge modes
[6] are expected. We measure the normalized transmission,
which is the difference between transmission and reference
spectrum. It allows the detection of resonance modes with a
high signal-to-noise ratio.
Due to the confining geometry of the structures, we
expect to exclusively excite standing spin-wave modes in
our experiments. For a long stripe where external field
and magnetization are aligned along the stripe’s axis (easy
axis), the internal magnetic field is homogeneous. However,
effective boundary conditions lead to a pinning of the dynamic
magnetization at the edges of the stripe and the wave vector
of the spin waves is quantized along the stripe’s finite width
[7]. In this configuration, magnetostatic [36] Damon-Eshbach
(DE) modes [5,7,37] with their quantized wave vector aligned
perpendicular to the magnetization are excited. When the
magnetization is aligned perpendicular to the stripe axis (hard
axis), the wave vector of the quantized spin waves is aligned
parallel to the magnetization and the modes have magnetostatic
backward volume (BV) mode character [6,8,10]. The internal
magnetic field is strongly inhomogeneous along the stripe’s
width and the lowest modes are exchange-dominated modes
[36] localized at the edges of the structures [6,8]. Thus, the
quantization of spin waves is not limited only to the structural
geometry but can also originate from inhomogeneous internal
field distributions.
In thin rectangular elements with two finite in-plane sizes,
there is no orientation of the external field that leads to
a homogeneous distribution of the internal magnetic field.
The inhomogeneity occurs mainly along the direction of the
external field [11]. The two-dimensional quantization of the inplane wave vector of the spin waves [10] can be described as a
product of the one-dimensional quantizations of longitudinally
and transversely magnetized long stripes [11]. The quantized
in-plane components of the wave vector are klx and kmy with
the indices l,m = 0,1,2, . . . describing the number of nodes
of the standing spin waves. In our experiments, only modes
having an even symmetry about the center of the elements,
i.e., modes with an even number of nodes, can be excited [38].
The inhomogeneity of the internal field leads to a localization
of the eigenmodes: the lowest modes have dipole-exchange
character and are strongly localized near the edges while the
dipole-dominated higher modes are weakly localized near the
center of the rectangles [11].
Complexity and confinement of the Sierpinski carpets
increase with the iteration level. The internal field is expected
to be rather inhomogeneous, especially at the edges of the holes
introduced by the segmentation steps. As a result, the number
of localized and quantized spin-wave modes will increase
with the iteration level. Due to the strong confinement and
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the inhomogeneity of the internal field, an alignment of the
magnetization that is predominantly parallel to the external
field is only expected for high field strengths. For small
fields, pronounced domain patterns can lead to a suppression
of individual spin-wave modes [39,40] depending on their
localization within the carpets.
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Figure 2 shows typical broadband spectra of Sierpinski
carpets SC(4,12,i) having a fractal dimension of d ≈ 1.792.
The spectra of solid Permalloy squares, that are Sierpinski
carpets at iteration level i = 0, contain one prominent spinwave mode SW-01 with a frequency of f = 9.4 GHz for
a field strength of μ0 H = −90 mT; compare Fig. 2(a).
The absorption line disappears at a field strength of 2 mT
indicating the switching of the magnetizations of these carpets.
For positive fields, the absorption line shows a symmetric
field dispersion. Above the absorption line SW-01, there are
two higher-order spin-wave modes HO-01 and HO-02 of
the mode SW-01, visible in the spectra for field strengths
between ±50 mT. Below the absorption line SW-01 there are
two absorption lines corresponding to exchange-dominated
modes [6], located close to the lateral edges of the square [11]
in the direction of the magnetization. The differences in the
field dispersion of these edge modes and the modes SW and
HO originate from the decreased effective field at the lateral
edges of the structure.
For an iteration level of i = 1, two prominent absorption
lines SW-11 and SW-12 with frequencies of 9.3 GHz and
9.9 GHz at −90 mT are visible in the spectra; compare
Fig. 2(b). With decreasing field strength, the two absorption
lines have different negative slopes and the frequency splitting
between the lines increases up to 1.7 GHz for a field strength
of −10 mT. The modes HO-11 and HO-12 at frequencies of
10.9 GHz and 11.7 GHz for −90 mT are higher-order modes
of SW-12 since all three modes show the same field dispersion
and switch between 1 mT and 3 mT. The intensity of SW-11
starts to decrease at −12 mT, bends up between −5 mT and
−2 mT, and disappears between −2 mT and 6 mT before it
shows a symmetric course for positive fields. The up-bending
will be discussed in Sec. V. Edge modes have the same field
distribution as for solid squares SC(4,12,0) and are visible
below the mode SW-11.
With increasing iteration level, the excitation of further
spin-wave modes can be observed in the spectra. Five distinct
absorption lines SW-21 to SW-25 that show a clear frequency
splitting are visible in the spectra at an iteration level
of i = 2; compare Fig. 2(c). The frequencies are ranging
from 8.3 GHz for SW-21 to 11.0 GHz for SW-25 at −90 mT.
The maximum values of the frequency splittings between
the individual modes are δfSW−21,22 = 1.8 GHz at −25 mT,
δfSW−22,23 = 1.6 GHz at −12 mT, δfSW−23,25 = 1.6 GHz
at −12 mT, and δfSW−24,25 = 2.3 GHz at −1 mT. For small
fields, the field dispersion of the individual modes is different
and depends on their localization within the carpets and the
local inhomogeneity of the internal field. The mode SW-25
and its higher-order mode HO-22 switch in the small field
range between 6 mT and 8 mT. The absorption line of SW-23
bends up between −12 mT and −4 mT and disappears like
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FIG. 2. Broadband-ferromagnetic transmission spectra of Sierpinski carpets SC(4,12,i) with a fractal dimension of d ≈ 1.792
in dependence on the applied field strength μ0 H . Dark contrast
corresponds to a reduced transmission. The iteration level of the
fractals is increased from (a) i = 0 to (d) i = 3 as indicated by the
insets in the spectra.

the associated higher-order mode HO-21 until 8 mT. Between
−10 mT and −1 mT as well as 5 mT and 14 mT the mode
SW-24 with a similar dispersion as SW-23 appears. The
absorption line of SW-22 shows a decreased intensity from
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In order to observe the dependence of the spin-wave
spectra on the fractal dimension, Sierpinski carpets SC(3,8,i)
and SC(5,16,i) with a higher and a lower fractal dimension
are studied, respectively. The generating cells are given in
Figs. 1(b) and 1(d). The in-plane sizes of the generating
cells are the same as for SC(4,12,i). The fractal dimension
determines the size of the holes introduced in the segmentation
process while the shape of the generating cells remains
unaffected; compare Figs. 1(b)–1(d). For the same magnetic
configuration, we expect a change in the frequencies of the
individual spin-wave modes while their location within the
carpets is assumed to be similar for all fractal dimensions. Because of this correspondence we can use the same denotation
for the individual modes identified by their field dispersion.
For the iteration level i = 1 the spectra for all three fractal
dimensions show the two absorption lines SW-11 and SW-12;
see Figs. 2(b), 3(a), and 3(b). In comparison with Sierpinski
carpets SC(4,12,1), a change in the maximum frequency
splitting between the modes can be observed. While for
SC(3,8,1) the splitting of δf = 1.3 GHz at a field strength
of −5 mT is 0.4 GHz smaller, the gap is 0.4 GHz larger for
SC(5,16,1) with δf = 2.1 GHz at −10 mT. The confinement
of the modes increases with decreasing fractal dimension and
can be observed in the spectra during magnetization reversal.
The mode SW-12 disappears between 1 mT and 3 mT for
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−21 mT and vanishes between −4 mT and 9 mT. The mode
SW-21 disappears between −34 mT and 35 mT.
For the iteration level i = 3, nine different absorption
lines are visible in the spectra; compare Fig. 2(d). The
signal-to-noise ratio is significantly decreased compared to
lower iteration levels because the Sierpinski carpets consist
of considerably less ferromagnetic material. A first branch of
the modes SW-31 to SW-34 is located between frequencies of
9.3 GHz and 3.1 GHz, a second branch of SW-35 to SW-38
between 12.1 GHz and 8.9 GHz, and the mode SW-39 between
14.1 GHz and 9.7 GHz. The intensity of the modes in the
second branch is about three times higher compared to the remaining modes. While the frequency splitting between the
individual modes in each of the two branches stays about
the same for all field strengths, the splitting between the first
and the second branch reaches its maximum of 2.5 GHz at
−34 mT. The field range where individual modes disappear is
extended due to the additional confinement. The mode SW-39
with the smallest gap vanishes at 13 mT and reappears at
20 mT while the mode SW-33 with the largest gap disappears
between −49 mT and 61 mT. In the frequency range of
SW-33, the mode SW-34 appears at −41 mT up to −19 mT
and reappears at 27 mT until 55 mT. During disappearance
of SW-37, the mode SW-38 appears only for positive fields
between 11 mT and 19 mT. General features such as the
increased frequency splitting between the modes and the
increased complexity of the carpets can be nicely seen at this
level of iteration. Here a total of 144 subsquares are removed
additionally from each Sierpinski carpet and the spin-wave
spectrum is rather complex. In order to sustain clarity, we
focus in the further investigation on iteration levels of i = 1
and 2 where distinct modes can be observed.
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FIG. 3. Transmission spectra of Sierpinski carpets with different
and additional fractal dimensions. (a) and (c) Spectra of SC(3,8,1)
and its higher iteration level SC(3,8,2) with d ≈ 1.893. (b) and
(d) Spectra of SC(5,16,1) and SC(5,16,2) with d ≈ 1.723.

SC(3,8,1) and switches with a discontinuity in the absorption
line at 4 mT for SC(5,16,1). The up-bending of SW-11 is
more pronounced for SC(5,16,1) compared to SC(4,12,1) and
occurs already between −9 mT and 12 mT. For SC(3,8,1),
SW-11 vanishes between −1 mT and 4 mT and only a weak
up-bending can be observed at −3 mT.
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C. Variation of the external field vector
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In order to study the angular symmetry of the mode
spectrum, the angle α between the external field vector H
and the sides of the fourfold-symmetric Sierpinski carpets is
varied between 0◦ and 45◦ in steps of 5◦ . Maximum spin-wave
excitation is guaranteed by perpendicular alignment between
the external field H and the rf field Hrf . Thus, instead of
rotating the external field with respect to the CPW, individual
samples are prepared for each rotation angle α.
The transmission spectra of Sierpinski carpets SC(4,12,2)
for different angles α are shown in Fig. 4. Between 0◦ and
10◦ , the field dispersion of the modes SW-21 to SW-25
remains qualitatively the same. For α = 10◦ , the absorption
line SW-21 has a decreased intensity, shifts up by 0.2 GHz,
and vanishes between −52 mT and 60 mT. A new mode
SW-20 with a smaller slope than the remaining modes appears
between f = 7.6 GHz and f = 4.5 GHz; compare Fig. 4(a).
SW-20 bends up at −36 mT, meets SW-22 at −22 mT,
and disappears up to 27 mT. With increasing angle α a
reduction of the complexity of the modes is observed. While
SW-20 disappears at 20◦ , the intensity of SW-21 decreases
continuously until complete disappearance at 25◦ ; compare
Fig. 4(b). At this angle, the absorption lines SW-25 to SW-22
shift down in frequency by 0.2 GHz. The up-bending of
SW-23 occurs already for fields of −23 mT and SW-24
appears in connection with SW-23 in the field region of the
up-bending. Up to angles of 35◦ as shown in Fig. 4(c) the
modes SW-25 to SW-23 resume to shift down by 0.3 GHz
while the field dispersion of the mode SW-22 stays the same.
The up-bending of SW-23 is smoother and begins already
at −45 mT. SW-23 and SW-25 meet at 0 mT and share
the same frequency until 12 mT. SW-24 is already visible
at −39 mT. At 40◦ (not shown) the mode SW-23 shifts up

SW-23
SW-24
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For the iteration level i = 2, four absorption lines SW-21 to
SW-25 with frequencies ranging from 10.0 GHz to 2.0 GHz
can be observed for SC(3,8,2); compare Fig. 3(c). The
absorption lines SW-22 and SW-23 with the highest intensities
are superimposed for high field strengths and separated
between field values of ±25 mT. No excitation of SW-24 can
be observed. The maximum frequency splittings between the
modes SW-21 to SW-25 are 0.5 GHz, 1.1 GHz, and 1.0 GHz
smaller compared to Sierpinski carpets SC(4,12,2). For the
carpets SC(5,16,2), five absorption lines including SW-24
are visible and the frequencies are ranging from 2.5 GHz
to 12.0 GHz; see Fig. 3(d). The frequency splittings between
the modes are about 0.8 GHz larger compared to SC(4,12,2).
Our experimental finding is that the frequency splitting
between the spin-wave modes increases with decreasing
fractal dimension. This observation complies with numerical
calculations of the spin-wave spectra of Sierpinski carpets. In
the calculations of Monceau and Lévy [29], frequency spectra
of the normalized integrated density of states (NIDOS) are
singular continuous functions where gaps and plateaus in the
spectra are connected to symmetry and degeneracy of the
eigenmodes. With decreasing fractal dimension the authors
calculate larger gaps in the NIDOS which can be associated
with larger gaps in the frequency spectrum [29]. This is in
agreement with our experimental findings.
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FIG. 4. (Color online) Transmission spectra of Sierpinski carpets
SC(4,12,2) where the sides of the fractals are rotated with respect to
the external field vector H by the angle α as mimicked by the insets.

by 0.3 GHz while no considerable changes are observed for
the remaining absorption lines. For 45◦ , however, only three
absorption lines are visible; compare Fig. 4(d). While the
absorption line SW-23 is no longer visible in the spectra,
SW-25 shifts down by 0.5 GHz and shows twice the intensity
as for smaller angles. The absorption lines of SW-22 and
SW-24 smear out and the spectra show no sharp absorption
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lines in the branch between 9.7 GHz and 2.8 GHz. The modes
in this frequency range are not clearly distinguishable.
We conclude that the spin-wave spectra depend crucially
on the relative orientation of external field vector and the sides
of the Sierpinski carpets. By increasing the enclosing angle
α the number of distinct spin-wave modes decreases in the
spectra. For a parallel alignment of the field and the diagonal
of the fractals at α = 45◦ spin-wave excitation is observed in
two broad frequency bands. Variation of the angle α enables
us to control the complexity of the magnetization pattern and
with it the excitation as well as the frequency of spin-wave
modes in Sierpinski carpets, as discussed in detail in Sec. V.
Spin-wave spectra in Sierpinski carpets can be tuned by their
magnetic configuration besides geometrical parameters such
as iteration level and fractal dimension.
IV. MICROMAGNETIC SIMULATIONS

In order to correlate the measured field-dispersion relations with the spatial localization of the individual spinwave modes, we performed micromagnetic simulations using the MicroMagnum code [41]. Computational capacities dictate a down-scaling of the sizes of the fractals
to 3.5 μm × 3.5 μm × 30 nm. The discretization cell size
is 5 ×√5 × 30 nm3 , in the range of the exchange length
lex = 2A/μ0 MS2 = 5.3 nm of the soft magnetic Permalloy where μ0 = 4π × 10−7 H/m is the vacuum permeability. With A = 13 × 10−12 J/m for the exchange constant,
MS = 860 kA/m for the saturation magnetization, and
α = 0.01 for Gilbert damping, typical parameters [34,42,43]
for Permalloy are used. After simulating the field hysteresis
of the relaxed magnetization along the x axis between
−90 mT and 90 mT, a field pulse is applied in the yz
plane of the structures for the dynamic simulations. The
field vector is slightly tilted away from the x axis in order
to break the symmetry and to obtain a stable magnetization configuration. The spatially homogeneous pulse has a
Gaussian time modulation with a full width at half maximum
of 3 ps [44] and an amplitude of 1 mT. The simulation data
are obtained for a time period of 20 ns with a time resolution
of 25 ps. The spectral distribution as well as the spatially
resolved magnitude and phase of magnetization precession
are obtained by applying fast Fourier transformation (FFT)
to the out-of-plane component of the magnetization in each
cell. Due to the small tilting of the field, we expect the
spatially resolved magnitude to be point symmetric about the
center of the carpets. Simulations for the fractal iteration levels
i = 0 to 2 are presented.
V. DISCUSSION

FIG. 5. (Color online) (a) Simulated field dependence of the
resonant spin-wave modes of a Sierpinski carpet SC(4,12,0). The gray
scale encodes the averaged magnitude of the Fourier-transformed
pulse response in arbitrary units. (b) Spatially resolved magnitude
of the magnetization precession at resonance in SC(4,12,0) for a
field strength of μ0 H = −90 mT. The antinodes of the spin-wave
modes are marked by the white crosses. (c) Field dependence of the
resonance frequencies of a Sierpinski carpet SC(4,12,1). (d) Spatially
resolved magnitude of the magnetization precession at resonance in
SC(4,12,1) for a field strength of μ0 H = −90 mT.

Figure 5 shows the simulated spectra as well as the
spatially resolved magnitude of magnetization precession of
individual spin-wave modes for Sierpinski carpets SC(4,12,0)
and SC(4,12,1). The field vector is aligned parallel to the
side of the carpets; i.e., α = 0◦ . The simulated spectra of solid
squares, i.e., i = 0, show a similar field dispersion of the mode
SW-01 and its higher-order modes to that of the experimental
spectra [45]; compare Figs. 2(a) and 5(a). Between −1 mT
and −3 mT the simulations did not yield a stable magnetization

configuration after application of the field pulse. Differences
in frequencies and switching fields originate from the smaller
lateral sizes of the simulated structures. The spatially resolved
magnitudes of magnetization precession in Fig. 5(b) show that
the mode SW-01 is a dipole-dominated spin-wave mode with
one antinode [46] (l = 0 and m = 0) located in the center of the
structure. For the higher-order modes HO-01 and HO-02 three
(l = 0 and m = 2) and five (l = 0 and m = 4) antinodes are
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visible, respectively. The quantization in the y direction reveals
the DE character of the mode SW-01 and its higher-order
modes, since the magnetization is aligned along the x axis. The
observations comply with studies of the spin-wave spectra of
rectangular elements with comparable in-plane sizes [10,11].
The frequency of the mode SW-01 is decreasing with magnetic
field strength in accordance with the dispersion relation of DE
surface modes [37].
For the iteration level i = 1, the simulated spectra show
the absorption lines of the modes SW-11 and SW-12 as
well as the higher-order modes HO-11 and HO-12 and are
similar to the corresponding experimental spectra; compare
Figs. 2(b) and 5(c). The mode profile is related to that of
antidot arrays [17,47] and square nanorings [48]. No stable
magnetization configuration was obtained in the simulations
between −10 mT and 7 mT. In order to analyze the correlation
of field dispersion and localization of the individual modes,
it is convenient to divide the fractal SC(4,12,1) into the
rectangles A [subsquares 2, 3 and 10, 11 in Fig. 1(c)] and
B [subsquares 5, 7 and 6, 8 in Fig. 1(c)]. The subsquares 1,
4, 9, and 12 are shared one-half each by A and B. For the
rectangles A, the magnetization is aligned parallel to the easy
axis in the x direction and is supposed to switch within a few
milliteslas during reversal of the external field. In contrast,
the magnetization in rectangles B is aligned along the hard
axis in the x direction for high field strengths. For smaller
fields, the magnetization slowly turns towards the easy axis
in the y direction. Since higher field strengths are required
to align the magnetization along the hard axis than along
the easy axis, the switching of the magnetization expands
over a larger field regime for rectangles B. The spatially
resolved magnitude of precession in Fig. 5(d) shows that
the mode SW-12 and its higher-order modes HO-11 and
HO-12 are located in rectangles A and have a DE character,
since the wave vector is quantized along the y direction
perpendicular to the magnetization. The mode SW-11 is
located in rectangles B with its wave vector along the x
direction. For high field strengths, the mode SW-11 has a
BV character with a parallel alignment of wave vector and
magnetization. In the experimental spectra in Fig. 2(b), the
magnetization in rectangles B starts to turn towards the easy
axis at a field strength of −12 mT. This is visible by a decrease
in the intensity of the absorption line since magnetization and
exciting field Hrf are not aligned perpendicularly anymore.
For −6 mT, the magnetization is predominantly aligned along
the easy axis and the mode loses its pure BV character and a
DE character is introduced. This is visible in the spectra by an
abrupt increase in frequency caused by the different dispersion
relations of DE and BV modes [36,49]. Between −2 mT and
6 mT the magnetization is completely aligned along the easy
axis and Hrf and no spin waves are excited. The widths of
rectangles A and B decrease with the fractal dimension and
the switching of the magnetization is determined by shape
anisotropy. For SC(3,8,1) and SC(4,12,1) the absorption
line SW-12 is symmetric about the switching field range
similar to the characteristics of solid squares in Fig. 2(a). In
contrast, the discontinuity of SW-12 for the smallest fractal
dimension SC(5,16,1) resembles switching characteristics of
longitudinally magnetized long rectangles [34,35]. The up-

FIG. 6. (Color online) (a) Simulated field dependence of the
resonant modes of a Sierpinski carpet SC(4,12,2). (b) Spatially
resolved magnitude of the magnetization precession at resonance
for selected field strengths.

bending of SW-11 occurs within wider field ranges and shifts
to higher field strengths with decreasing fractal dimension. For
the highest fractal dimension SC(3,8,1), the magnetization in
rectangles B is aligned along the weakly defined hard axis
and turns towards the easy axis at −3 mT within 2 mT before
the absorption line SW-11 disappears; compare Fig. 3(a). For
the lowest fractal dimension SC(5,16,1), the magnetization
turns towards the strongly defined hard axis already at −8 mT
within a range of 6 mT; compare Fig. 3(b).
The simulated field distribution of the spin-wave modes
for a Sierpinski carpet SC(4,12,2) is shown in Fig. 6(a).
The five absorption lines SW-21 to SW-25 as well as the
higher-order modes HO-21 and HO-22 can be identified by
comparing the simulated spectra with the experimental results
in Fig. 2(c). The spatially resolved magnitudes of precession in
Fig. 6(b) show the localization of the modes within the carpet.
SW-21 is an exchange-dominated mode strongly localized at
the edges of the holes that were introduced in this segmentation
step. At the edges, the internal magnetic field is expected
to be significantly reduced in direction of the applied field
[10,11]. The mode SW-22 in between the holes in rectangles
A is weaker localized and has a stronger dipole dominated
character. SW-23 and its higher-order mode HO-21 are dipoledominated DE modes located between the holes in rectangles B
where a homogeneous internal field is expected. Their wave
vectors are quantized along the y direction perpendicularly
to the magnetization. This configuration is shared by the DE
modes SW-25 and HO-22 that can be found above and below
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distribution shows one absorption line with a high intensity and
a branch consisting of several nearby low-intensity absorption
lines. The field distribution is similar to the experimental
spectra in Fig. 4(d) and the high-intensity mode can be
identified as SW-25. The spatially resolved magnitude of
precession in Fig. 7(b) shows that the mode SW-25 is
unlocalized and distributed over the whole fractal. When
turning the magnetic field vector towards the diagonal of the
fractal, the orientations of the magnetization in rectangles A
and B assimilate. As a consequence, the dipole-dominated
modes SW-23 and SW-25 combine to one spin-wave mode
for angles α > 35◦ as observed in the experimental data
in Figs. 4(c) and 4(d). The simulated static magnetizations
for the angles α = 0◦ and 45◦ are shown in Fig. 7(c). The
inhomogeneity of the internal magnetic field is significantly
reduced when the external field is aligned along the diagonal,
since the magnetization meets the edges of the fractal with
an angle of 45◦ instead of 90◦ . Thus, the excitation of the
exchange-dominated modes SW-21 and SW-22 localized at
edges, where the inhomogeneity of the internal field is high,
is almost completely suppressed for α > 35◦ .

FIG. 7. (Color online) (a) Simulated field dependence of the
resonance frequencies of a Sierpinski carpet SC(4,12,2) where the
sides of the fractal are rotated relatively to the external field vector
H by the angle α = 45◦ . (b) Spatially resolved magnitude of the
magnetization precession at resonance for a field strength of −90 mT.
(c) Simulated static magnetization of SC(4,12,2) for α = 0◦ and 45◦ .
The color scale displays the alignment of the magnetization relative
to the magnetic field along the positive x direction.

the holes in rectangles A. Similarly to the experimental spectra,
SW-23 bends up at −41 mT, disappears as well as HO-21
at −28 mT, before the mode SW-24 appears at −27 mT.
The latter is predominantly located in rectangles B with its
magnitude distributed uniformly around the holes. The origin
of the up-bending of SW-23 may be attributed to frequency
gaps in the dispersion relation of the spin-wave modes but
cannot be clarified completely. For fields between −6 mT and
20 mT, the simulated static magnetization is rather unstable
and the pulse excitation leads to a complex mode spectrum
during magnetization reversal. For higher fields, a symmetric
mode spectrum for positive and negative field directions can
be observed.
Further simulations were performed for Sierpinski carpets
SC(3,8,i) and SC(5,16,i) at i = 1,2 and the corresponding
modes SW-21 to SW-25 as well as SW-11 and SW-12 could
be identified in the spectra (results not shown). The spatially
resolved magnitude of precession shows that the localization
of the individual modes is similar to that for SC(4,12,i) and
justifies the same notation for all three fractal dimensions.
In accordance with the experimental results, the frequency
splitting between individual modes increases with decreasing
fractal dimension.
Figure 7(a) shows simulated data for a Sierpinski carpet
SC(4,12,2) where the external field is rotated with respect
to the sides of the fractal by an angle of α = 45◦ . The field

VI. CONCLUSION

We have studied spin-wave spectra of Permalloy Sierpinski
carpets by experiments and micromagnetic simulations. The
number of quantized spin-wave modes in the spectra increases
with the iteration level and the accompanying inhomogeneity
of the internal field of the carpets. The frequency splitting between the modes increases with decreasing fractal dimension
in agreement with the theory in Ref. [29]. Independently of
these two geometrical parameters the number and frequencies
of the spin-wave modes are controlled by tuning the complexity of the magnetization patterns of the Sierpinski carpets
via the external magnetic field. The wave characteristics and
the localization of the spin-wave modes are identified by
the simulated spatially resolved magnitude of magnetization
precession.
Ferromagnetic Sierpinski carpets are potential candidates
for magnonics as high-frequency multiband devices whose
frequency characteristics can be tuned both by geometrical
structuring and their magnetic configuration.
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