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The bimetallic system Be–W is studied after room temperature
deposition of Be films on W and annealing experiments up to 1070 K using x-ray
photoelectron spectroscopy (XPS). Already at room temperature an intermixing at
the interface occurs. The amount of intermetallic compound increases during the
annealing experiments, but is limited to ∼1.2 nm. The surface alloy formation
is clearly visible as a binding energy (BE) shift of both core levels Be 1s and
W 4f , and in the valence band (VB) region. The surface alloy is stable and
the remaining layer thickness is independent of the initial Be layer thickness.
Using a combination of sputter depth profiling before and after annealing and
Monte Carlo simulation of the sputter process (TRIDYN) the depth scale of
Be–W inter-diffusion is determined.

Abstract.
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1. Introduction

Thin metal-on-metal films are investigated in terms of growth mechanism, electronic structure
or material aspects [1]–[3]. Generally, photoelectron studies of the surface alloying process are
of great interest since both core level and valence band (VB) spectra are sensitively affected by
the alloying process. The core level shift was detected, with subsequent alloying e.g. in systems
like Cux Pd(1−x) and Agx Pd(1−x) [4, 5] and was found to be dependent on the stoichiometric ratio
of the respective metals.
The Be–W intermetallic system is of special interest due to the application of both metals
as first wall materials in a fusion device [6]. Surface alloying and therefore changed material
properties result from alloy formation because of the exposure of these materials to high heat
and particle fluxes at the first wall of fusion devices. Due to the different electronic structures
of the transition element tungsten (delocalized d electrons dominate) and beryllium (s states
dominate) a strong influence of the alloying both on the core levels and the valence levels is
expected though modifications in the coupling of the d states [4, 7]. This paper describes the first
observation of a surface alloy in the Be–W system and the application of x-ray photoelectron
spectroscopy (XPS) as a sensitive tool for a detection of the alloying process.
Two metals can either form an ordered or an unordered alloy depending on atomic radius,
chemical behaviour and metal lattices. Be and W show neither comparable atomic radii, chemical
behaviour, nor identical lattice structures. The earth alkaline metal beryllium has an atomic
radius of 0.1113 nm and crystallizes in the hcp structure. Tungsten is a transition metal with a
bcc bulk structure and an atomic radius of 0.1442 nm. The Be–W phase diagram exhibits three
stoichiometric compounds: Be22 W, Be12 W and Be2 W with small phase widths [8]. The respective
intermetallic compounds are examples for ordered alloys. There also exists a miscibility gap in
the phase diagram. We deposit Be films on polycrystalline tungsten. If a reaction occurs, we
expect the formation of Be2 W, since we approach the Be2 W phase in the phase diagram from the
W-rich side. First measurements of the Be–W intermetallic system were published by Watts [9].
In his study, Be and W were mixed as powders, pressed and subsequently annealed. Vasina and
Panov [10] reported on the Be–W alloy formation using crystallographic measurements. We
presented first results of thin Be films on tungsten and the formation of a beryllide at the PSI-16
conference [11]. Doerner et al observed the formation of a tungsten-beryllide in a berylliumseeded deuterium plasma (PISCES-B) using Auger electron spectroscopy (AES) sputter depth
profiles [12]. They also reported on the Be–W alloy formation, while operating a tungsten effusion
cell filled with Be. The alloy formation was analysed by wavelength dispersive spectroscopy and
scanning electron microscopy, respectively. Zuber et al [13] investigated Be films on W(110)
and W(100) using work function change measurements (φ), low energy electron diffraction
(LEED) and electron energy loss spectroscopy (EELS). The substrates were held between 300
and 1000 K. Schlenk and Bauer [14] deposited Be on the W(110) surface at room temperature and
characterized the system using AES, EELS, φ measurements, LEED and thermal desorption
spectroscopy (TDS). They found a layer growth mode with a dense packing of Be in each layer.
Chrzanowski and Bauer [15] reported on the adsorption of Be on W(211) using LEED, AES,
EELS, TDS and φ measurements. The Be–W alloy formation was not addressed in these
publications describing thin Be films on different W planes.
Johansson et al [16] measured surface core level shifts (SCLS) of Be single crystals using
synchrotron radiation and compared these experimental data with calculated results reported
by Aldén et al [17]. Synchrotron radiation promises the highest surface sensitivity by tuning
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the photon energy such that small photoelectron kinetic energies are achieved. To study surface
alloying, we are more interested in the surface-near region and interface. XPS measurements
using Al Kα radiation are particularly suitable for these requirements since the photoelectron
kinetic energy originating from Be 1s core levels is around 1370 eV. At these energies the
inelastic mean free path of electrons is 1.4 nm, resulting in a surface near information depth.
Therefore XPS analysis provides both, a high surface sensitivity, and information about chemical
interactions in the near-surface region. Especially in the case of surface alloying XPS promises
direct information about alloy formation in this intermetallic system.

2. Experimental procedure

The experiments are performed in a commercial ESCA spectrometer (PHI ESCA 5600). Using
the monochromatic x-ray source (Al Kα, 1486.6 eV) the best spectral resolution is 0.26 eV. The
analysed area is 0.8 mm in diameter. XPS measurements are performed under a take-off angle
of 22◦ with respect to the surface normal. We refer the binding energy (BE) scale to the Au
4f7/2 signal at 84.0 eV and calibrate it additionally with the Cu 2p3/2 and Ag 3d5/2 signals [18].
During the experiments, the pressure is better than 2 × 10−8 Pa. The polycrystalline tungsten is
cleaned using alternating sputter (3 keV, Ar + ) annealing (up to 970 K) cycles until no impurities
are detected in XPS survey scans. The analysis system is connected to a preparation chamber
where the Be layer deposition is performed using a commercial evaporator (Omicron, EFM3).
The Be (HEK GmbH, 99.999%) is suspended in a BeO crucible. During the evaporation process,
the pressure is better than 4 × 10−8 Pa. Despite the low pressure, the deposited Be layers contain
small amounts of oxygen (see below). After room temperature deposition and analysis, the
samples are annealed in steps of 100 K at 30 min per step up to 1070 K. Annealing at higher
temperatures is not performed by now, since the expected operation temperatures at the first
wall in a fusion device are around 1100 K at maximum. The XPS measurements are carried out
after cooling down to room temperature. In additional long-term annealing experiments, XPS
analysis is performed at the respective elevated temperature. The layers are analysed in high
resolution spectra (pass energy 2.95 eV) in order to resolve spectral details. Survey scans (pass
energy 93.90 eV) are used for the quantitative determination of film thicknesses. The Be films are
analysed with both, survey and high resolution scans, after room temperature deposition, after
each annealing step and while annealing, respectively. Details of the film thickness determinations
using the XPS intensities from both substrate and film signals are given elsewhere [19]. We
assume a layer growth mode after room temperature deposition and annealing experiments as
reported in [14]. Since no densities for Be–W alloys are available, the layer thicknesses after
annealing experiments given here are calculated using the density of metallic Be (1.85 g cm−3 ).
One monolayer Be is then equivalent to a thickness of 0.2 nm.

3. Results and discussion

3.1. Be layers after room temperature deposition
Figure 1 shows a sequence of high resolution spectra with increasing Be layer thicknesses. For the
Be 1s spectra, a Shirley background is used, whereas from the W 4f signal a linear background is
subtracted. Despite the low sensitivity due to the small photoionization cross-section, the Be 1s
New Journal of Physics 8 (2006) 181 (http://www.njp.org/)
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Figure 1. Be 1s and W 4f signals with increasing layer thicknesses after Be

deposition at room temperature. The peak positions are marked at BEs of 111.8,
111.1 eV (Be 1s) and 31.4 eV (W 4f ).
signals show a clearly visible fraction at lower BEs besides the metallic signal at 111.80 eV.
As mentioned above, the layers are slightly contaminated with O and we find a small signal
originating from BeO around 114.8 eV. The W 4f signals show no overall shift, but the fullwidth-at-half-maximum (FWHM) of the W 4f7/2 peak increases slightly (0.05–0.10 eV, at the
detection limit!) compared to the clean substrate.
The Be 1s signals are fitted by Gauss–Lorentz curves [20]2 with a Gaussian ratio of 80%
and with fixed BEs for metallic Be (111.8 eV) and oxidic Be (114.8 eV) [21, 22]. Both fractions,
metallic and oxidic Be, are taken as reference points for the third component which is observed
at 111.1 eV. In case of the W 4f7/2 signal, we position the metallic peak at 31.4 eV. The best
agreement between data and fit curves is achieved using an additional peak at 31.0 eV. For the
W 4f signals, we employ asymmetric Doniach–Šunjić functions [23] and keep the 7/2 and 5/2
spin–orbit splitting and area ratio constant at  = 2.18 eV and 0.77, respectively. We assign the
components at lower BEs in both the Be 1s and W 4f signals to a Be–W surface alloy. SCLS
on clean Be substrates are in the same range (first layer: −0.82 eV, second layer: −0.57 eV,
third layer: −0.26 eV [16]). However, using Al Kα radiation, we are sensitive for the whole
near-surface region (several nanometres) and surface core levels can be excluded as origin of the
additional peak in the Be 1s signal. To detect SCLS, the photoelectron kinetic energy must be close
to the minimum of the electron escape depth. This is achieved by a photon energy around 135 eV,
available at a synchrotron [16]. Using Al Kα radiation, however, we are not sensitive for SCLS
and cannot resolve these BE shifts characteristic for the first atomic layers of a solid. Furthermore,
we determine an additional signal in the W 4f signal by applying the peak fitting procedure,
which cannot be explained by a SCLS within the W substrate signal. The alloy intensity in the Be
1s signal increases up to a deposition of ∼4 ML (∼0.8 nm) and is accompanied by a maximum
in FWHM. In this film thickness region, the alloy contribution to the Be 1s intensity is ∼50%.
Further Be deposition leads to an increase in metallic Be intensity accompanied by a decrease
in alloy intensity (see also [11] ). This indicates that the Be–W alloy phase is only present at the
2

This code uses a sum of Gauss and Lorentz functions to approximate the Voigt function.
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Figure 2. Be 1s and W 4f signals of a 2 nm Be film on W after room temperature

deposition (panels (a) and (c)) and annealing at 970 K (panels (b) and (d)). The
metal and alloy components (and the oxide in the Be 1s signals) are identified by
fitting peaks representing metallic and alloy components to the data. Raw data
are plotted as circles, the black line represents the sum of the fit functions.
interface between substrate and Be layer, since additionally deposited Be attenuates the alloy
signal from the buried interface. The oxide concentration is nearly constant throughout the Be
thickness series (∼10%), therefore the BeO is equally distributed in the whole Be layer. The
alloy intensity in the W 4f signal amounts to 10 at-% at maximum. No additional components
are identified besides metal and alloy. In particular, no oxide component or broadening due to a
W–O surface layer [24]3 is observed. In that case even a submonolayer coverage would lead to
a broadening or additional signal.
The VB spectra are dominated by the W substrate. A sharp feature at ∼2.3 eV and a broader
signal around 5 eV are observed in good agreement with bulk W spectra [25]. A broad signal
around 8 eV appears in XPS measurements of a clean Be substrate [26], which is not observed
here. We also do not identify a O 2p signal (6–7 eV).
3.2. Annealing experiments
The peak fitting procedure as described and applied above becomes more evident when applied
to the annealing experiments. Figure 2 shows Be 1s and W 4f signals measured at a 2 nm Be
film on W after deposition at 300 K and after annealing to 970 K (remaining thickness 1.2 nm).
From the raw data, a background is subtracted and peaks representing the elemental, alloy and
oxide components are fitted (as described above, subsection 3.1). Whereas after 300 K deposition
3

In separate measurements we adsorbed O2 and atomic O on Wpoly . In this case, the formation of a W–O first layer
is clearly seen in a broadening of the W 4f7/2 peak by 0.11 eV and in the appearance of intensity at the O 2p position
at a BE of 6–7 eV, in accordance with this reference.
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Figure 3. Be 1s, W 4f signals and the VB region of a 1.2 nm Be film, after the
indicated annealing steps. In the Be 1s signal, a shift to the alloy position occurs
at 670 K, whereas the changes in the W 4f peaks are gradual.

(spectra shown in panels (a) and (c) for Be 1s and W 4f , respectively) the necessity of the alloy
peaks can still be challenged, it is obvious for the signals measured after the 970 K annealing step
(see panels (b) and (d) for Be and W). When applying the fit parameters from the high-temperature
step to the 300 K spectra, the data analysis becomes consistent in the whole temperature range.
The Be 1s signal can be deconvoluted into a peak representing BeO, and peaks for Be in the
metallic and in the alloy state. In the W 4f signal, two doublets are necessary to represent the
experimental data which are assigned to W metal and W in a Be–W alloy.
The behaviour of the Be films upon annealing depends on the initial film thickness. Figure 3
summarizes the evolution of a Be layer with an initial film thickness of 1.2 nm (∼6 ML)
with increasing annealing temperatures. The overall thickness of the Be layer decreases only
marginally during the annealing series and amounts to 1.1 nm after 970 K. The signals in the
Be 1s, W 4f and VB photoelectron energy regions are unchanged after 300 K deposition and
annealing steps below 670 K. Above this temperature, a pronounced increase in the alloy fraction
is observed in the Be 1s signal. After the final annealing step at 970 K, we determine 54% alloy
and 31% oxidic fraction, respectively, in the Be 1s signal by applying the peak fitting procedure.
15% of the Be 1s signal are still in the metallic state. Due to the small layer thickness and the
contribution of the substrate, the W 4f signal does not show an abrupt increase in the alloy
component. However, the reaction between Be and W is unambiguously visible in a broadening
towards lower BEs and finally leads to a shoulder after 970 K. After this annealing step, we
examine 29% signal intensity originating from the alloy fraction within the W 4f signal. The
residual signal intensity (71%) is in the metallic state. Additionally a small shift of 0.15 eV to
lower BEs is noticeable in the VB.
In contrast to the almost unchanged Be thickness in this film, the Be intensity starts to
decrease at 670 K in an annealing series starting with a 3.3 nm Be film. The results for this thick
film are shown in figure 4. After the final annealing step at 1070 K, the residual film thickness
New Journal of Physics 8 (2006) 181 (http://www.njp.org/)
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Figure 4. Thermal behaviour of a 3.3 nm thick film. The alloying reaction is

clearly visible in all measured signals. In agreement with the Be film shown in
figure 3 the alloy fraction increases above 670 K, accompanied by a decrease in
film thickness.
amounts to 1.4 nm, which is clearly thinner than the initial film. All recorded XPS signals (Be
1s, W 4f , VB) unambiguously prove the alloy formation. After 1070 K, the Be 1s signal of
the thick film is composed of about 67% alloy, 30% BeO and the remaining 3% are still in the
metallic state. The appearance of the alloy peak in the W 4f signal is more pronounced than for
the thin film: a second peak evolves which after 1070 K annealing is stronger than the metallic
peak. We determine 57% alloy and 43% metal fraction intensity, respectively, within the W 4f
signal. Also more pronounced are the changes in the VB region: the broad feature between 1 and
4 eV—characteristic for the tungsten d band—develops a maximum at 2 eV. The FWHM of this
band decreases from 2.8 eV at 300 K to 2.6 eV after 1070 K. In the case of the 3.3 nm film, the
band shift amounts to 0.15–0.20 eV, as determined from the low BE side of the VB spectra in
figure 4.
The surface alloying between Be and W is further analysed in long-term annealing
experiments, shown in figure 5. Be layers with increasing thicknesses are annealed at 770, 870
and 970 K, holding the samples at these elevated temperatures for several hours, without cooling
to room temperature for XPS analysis. Due to the low sensitivity for the Be 1s signal exclusively,
the W 4f signal is analysed in the high resolution mode. Spectra in survey resolution (for
film thickness determination) and high resolution (W 4f for chemical analysis) are performed
alternatingly. The decrease in film thickness (see table in figure 5) occurs already almost
completely within the ramp-up time to the respective temperatures (10–13 min for 770–970 K).
Immediately after reaching the annealing temperatures, the calculated Be thicknesses are between
1.0 and 1.2 nm. The film thickness then stays constant at these values. The remaining Be thickness
in these experiments is comparable to that observed for the thin Be layer, shown in figure 3.
The alloy intensity within the W 4f signal increases with temperature and changes then only
marginally with annealing time.After the annealing experiments, the relative alloy concentrations
New Journal of Physics 8 (2006) 181 (http://www.njp.org/)
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Figure 5. Ratio of alloy and metal intensities within the W 4f signals. The
samples were held at the given elevated temperatures. The first data points
indicate the intensity ratio after Be deposition at 300 K. The following data points
are measured at elevated temperatures. Estimated layer thicknesses after room
temperature deposition, while annealing and the relative alloy amount within the
W 4f signal after annealing, respectively, are given in the table.

are determined from the W 4f signal (see table in figure 5). The absolute alloy amounts show
also a clear tendency with a stoichiometric ratio representing Be2 W at 970 K.
3.3. Discussion
The XPS analysis of thin Be films on W indicates the formation of a surface alloy even after
room temperature deposition. Both core levels show an additional signal intensity originating
from the Be–W alloy. Since the VB spectra are not affected by this compound, the formation of
a surface alloy is proved.
The survey scans after room temperature deposition are further analysed by comparing the
inelastic background region around the W 4d signal. Tougaard reported on the influence of the
surface morphology on the inelastic background in XPS spectra [27, 28]. An analysis of the background region around the W 4d signal in XPS spectra of Be films on W indicates a layer growth
mode. This result in combination with measurements given in [14] justifies the determination of
layer thicknesses with the assumption of layer-by-layer growth mode. The same procedure is used
for the analysis of the surface morphology of Be films on W after thermal treatment. From the
survey scans in both experimental procedures (temperature steps and long-term annealing) again
an island formation is excluded which permits the film thickness estimation as mentioned above.
The thermal behaviour of thin Be films on W depends on the initially deposited layer
thickness. In annealing experiments starting with different Be thicknesses, three coverage regions
New Journal of Physics 8 (2006) 181 (http://www.njp.org/)
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Figure 6. Comparison of the measured depth profiles of an untreated (a) and

an annealed Be film (b), respectively, with TRIDYN results. The deposited film
thickness is 1.9 nm (a), whereas the residual film after annealing at 970 K amounts
to 1.2 nm (b).
can be distinguished: (i) dBe < 1.4 nm, (ii) dBe = 1.4–3.0 nm and (iii) dBe > 3.0 nm. In region
(i), the film thickness is not affected by annealing up to 970 K. Above 670 K, alloying sets in. The
formed alloy is stable during further annealing and at 970 K, a Be2 W stoichiometry is measured.
In XPS measurements, an overestimation of the W substrate is observed making the evaluation of
the stoichiometric ratio within the alloy compound difficult. However, the absolute alloy amounts
indicate a ratio of Be : W of ∼2 : 1 at 970 K rather than Be12 W or Be22 W. In region (ii), the layer
thickness decreases very fast and already within the temperature ramp-up time at the long-term
annealing runs. The remaining layer thickness is 1.0 to 1.2 nm, both at elevated temperatures and
after cooling to 300 K. The final alloy thickness is therefore comparable to the alloy thickness
observed for region (i). Finally, region (iii) is characterized by a very slow decrease in Be
thickness, starting at 670 K. For initial Be thicknesses above 3 nm, a Be thickness of >1.4 nm
remains at 970 K. As in the two other regions, also a stable intermixing zone is observed.
In order to clarify whether Be diffusion or desorption leads to the observed decrease in
film thickness in region (ii), sputter depth profiles are measured after the annealing experiments
(3 keV Ar + , 45◦ incidence). They are compared to a depth profile of a deposited Be layer (1.9 nm)
without annealing. The ion–surface interactions are simulated using TRIDYN. This code accounts for kinematic collisional processes and adapts the sample composition dynamically [29].
Figure 6 compares the as-deposited case in (a) with an annealed film (thickness 1.2 nm after
970 K), shown in panel (b). The oxygen contamination is not considered here. The agreement
between measured depth profile and TRIDYN simulation in (a) is very good and justifies
again the assumption of a Be layer morphology. The apparent broadening of the film–substrate
interface is an artefact due to ion-beam induced mixing and is well reproduced by the simulation
[30]. In (b) a small deviation between the measured profile and the TRIDYN result is visible.
The alloy formation leads to an intermixing within a restricted range. However, if diffusion of
Be into the W substrate were the reason for the Be loss from the XPS analysis depth, Be intensity
was to be found in greater depths than actually measured. Since the Be 1s signal vanishes for
Ar + fluences above 6 × 1015 cm−2 , Be diffusion into the W bulk is excluded as reason for the
Be losses from the surface. The only possible loss channel therefore is Be desorption.
The results presented here demonstrate for the first time the formation of a Be–W surface
alloy during annealing of thin Be films on W. The alloy formation is verified in shifts both
New Journal of Physics 8 (2006) 181 (http://www.njp.org/)
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Table 1. BEs used and determined (Be2 W alloy) in this work.
Core level

Chemical state

EB (eV)

Be 1s

Metal
Alloy (Be2 W)
Oxide (BeO)

111.8
111.1
114.8

W 4f7/2

Metal
Alloy (Be2 W)

31.4
31.0

in the core level and the valence level BEs. The core level shifts are independent on the
stoichiometry and amount to −0.7 eV (Be 1s) and −0.4 eV (W 4f7/2 ), as compared to the
respective metal values (see table 1). This is a clear indication for the formation of an ordered
alloy with a fixed stoichiometry (Be2 W) as expected for the Be–W system. Random alloys or
different stoichiometries (Be12 W, Be22 W) would lead to a continuous peak shift or additional
signal intensities, respectively, in both core levels. Measurements of a W film (200 nm) on
polycrystalline Be prove this result. In these measurements, we observe a formation of Be12 W
using a combination of RBS (Rutherford backscattering spectroscopy) and XPS [31]. The BE
shift of that alloy compound within the Be 1s signal amounts to −0.5 eV, which is smaller than
the result given above. Since the BE shift for thin Be films on W is constant within the Be 1s
and W 4f signals after room temperature deposition and annealing experiments, respectively,
the formation of a surface alloy is proved. The structure of this surface alloy has to be analysed
with other techniques. The VB modifications are in accordance with calculations for other d
band metals [7]. In addition to the core level shifts, the formation of a Be–W surface alloy is
also detected by VB photoemission spectroscopy showing a reduced d band coupling due to
the alloying of tungsten with the s metal beryllium. This behaviour is a clear indicator for a
decreased d band coupling caused by the screening of the d orbitals by the Be s states [7]. Since
coupling of d orbitals is best between alike atoms, the reduction of the d band width concludes
the intermixing of Be and W atoms. This leads to a stronger localization of the W d states and to
narrowing of the d band. This effect should be even more pronounced when the foreign atomic
species is an s metal. The tendency to preserve the d band filling then leads to the shift which is
observed experimentally.

4. Summary

Small alloy intensities are detected already after Be deposition on W at 300 K and increase
significantly above 670 K. The onset of alloy formation is independent of the initial film thickness.
In long-term annealing experiments, the alloy amount and reaction rate, respectively, do not
further increase with annealing time. The alloy formation is limited to a thin layer of 1.0 to
1.2 nm. This observed intermixing layer thickness is comparable for all Be films described here.
Additional metallic Be not incorporated in the alloy is desorbed from the surface rather than
dissolved in the W substrate at elevated temperatures.
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