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ABSTRACT: Advances in nanoparticle synthesis, self-assembly, and surface coating or patterning have enabled a diverse
array of applications ranging from photonic and phononic
crystal fabrication to drug delivery vehicles. One of the key
obstacles restricting its potential is structural and thermal
stability. The presence of a glass transition can facilitate
deformation within nanoparticles, thus resulting in a
signiﬁcant alteration in structure and performance. Recently,
we detected a glassy-state transition within individual
polystyrene nanoparticles and related its origin to the
presence of a surface layer with enhanced dynamics compared
to the bulk. The presence of this mobile layer could have a
dramatic impact on the thermal stability of polymer nanoparticles. Here, we demonstrate how the addition of a shell layer, as
thin as a single polymer chain, atop the nanoparticles could completely eliminate any evidence of enhanced mobility at the
surface of polystyrene nanoparticles. The ultrathin polymer shell layers were placed atop the nanoparticles via two approaches:
(i) covalent bonding or (ii) electrostatic interactions. The temperature dependence of the particle vibrational spectrum, as
recorded by Brillouin light scattering, was used to probe the surface mobility of nanoparticles with and without a shell layer.
Beyond suppression of the surface mobility, the presence of the ultrathin polymer shell layers impacted the nanoparticle glass
transition temperature and shear modulus, albeit to a lesser extent. The implication of this work is that the core−shell
architecture allows for tailoring of the nanoparticle elasticity, surface softening, and glass transition temperature.

N

of mechanical properties of polymer NPs.13,14 In addition,
polymer dynamics of NPs is quite complex given nanoconﬁnement eﬀects and cohesive forces between adjacent polymer
NPs in colloidal ﬁlms.
We have recently reported that temperature-dependent
Brillouin light scattering (BLS) spectroscopy can be used to
estimate the shear modulus and characteristic softening
temperature (Ts) of polymer NPs via analysis of their
mechanical vibrational spectra.15 Particle vibrational frequencies revealed not only the thermomechanical properties of NPs
but also the adhesive forces between them. By systematically
scanning the eigenfrequencies, these experiments showed the
ﬁrst direct experimental observation of a thermal transition
well below the Tg of polystyrene (PS) NPs, which veriﬁed the

anomaterials made of polymer nanoparticles (NPs) have
been widely studied for their unique optical and
mechanical properties, which are made possible due to their
nanostructure. Emerging state-of-the-art techniques for selfassembling NPs have enabled more complex structures and
nucleated numerous applications including photonic1,2 and
phononic crystals,3−5 drug delivery,6,7 and sensing materials.8,9
Polymer NPs are, however, thermally unstable so their
performance can be easily disturbed by temperature variation
resulting in structural deformation above the glass transition
temperature (Tg). For instance, it has been reported that the
drug release of NPs is activated by increasing the temperature
near the Tg of the polymer NP carrier.10,11 In the case of
photonics applications, colloidal crystals should be treated
below the Tg to prevent NPs from fusing into a consolidated
ﬁlm.12 Nonetheless, mechanical properties of colloidal ﬁlms
composed of polymer NPs have received less attention in
comparison to polymer thin ﬁlms due to experimental
limitations in the ability to study the temperature dependence
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Table 1. Characteristics Dimensions for the Shell and the LbL Architecture Polymer Nanoparticles
system
sample
core chemical composition
sizea (nm)
shell thickness (nm)

LbL architecturec

shell architecture
PSA

PSA-PS

PSA-PMMA

PSB

poly(styrene-co-acrylic acid)
220 ± 7
256 ± 6
236 ± 7
core
18 ± 3
8±3

167 ± 4
core

PSB@ PDADMAC

PSB@ PDADMAC@PSS

poly(styrene-co-styrenesulfonate)
168 ± 4
169 ± 5
ultrathinb
ultrathinb

a

Particle size was measured from a SEM image. bPhysically adsorbed layer on PSB (LbL architecture) is ultrathin, and layer thickness is in error
range of SEM size measurement. Surface roughness shown by SEM images in Figure S1 conﬁrms adsorbed polyelectrolyte layers. cThe zetapotential of the three NP’s is plotted in Figure S2.
of supernatant. Particles were washed three times. For another layer of
anionic polyelectrolyte PSS (MW = 70000 g/mol) layer adsorption,
the same procedure was repeated. Particle diameters and shell
thicknesses are listed in Table 1, and a more detailed procedure is in
the Supporting Information.
Brillouin Light Scattering Spectroscopy. Brillouin light
scattering (BLS) spectroscopy is applied to see direct phonon
propagation in a medium. A high resolution six-pass tandem Fabry−
Perot interferometer27 provides a noncontact, nondestructive
technique to examine thermally excited acoustic waves (phonons)
in the gigahertz regime.28 The scattering wave vector q is deﬁned by
the equation q = ks − ki, where ks and ki refer to scattered and
incident wave vector, respectively.29 For transparent media, such as
the present annealed ﬁlms, a speciﬁc transmission geometry (θ = 2α)
was adopted, where θ is the angle between the incident and scattered
light from sample surface and α is the incident laser angle to the
surface normal of the sample. In transmission geometry, q lies in
sample plane, and the magnitude is expressed as q = (4π/λ) sin(θ/2),
where λ = 532 nm is the wavelength of the incident laser light in
vacuum.28,30
A description of fundamental modes of vibration of elastic spheres
was ﬁrst presented by Lamb.31 The vibrational modes are categorized
into torsional and spheroidal modes, which are obtained from the
stress-free boundary condition of a sphere surface.32 The spheroidal
mode accompanies shear and stretching motion of particle surface and
causes radial displacement, while torsional mode accompanies only
shear motion and no change in radial displacement. These modes are
expressed in angular momentum (l) (l = 0, 1, 2, ...) and radial
dependence of displacement (n) (n = 0, 1, 2, ...),33 and those have
speciﬁc frequencies inversely proportional to particle size.34 In our
study, polarized (vv) Brillouin spectra and constant wave vector q =
0.0167 nm−1 (at θ = 90°) are used to measure fundamental modes of
vibration. Temperature is varied with a home-built temperature
scanning apparatus.
Modulated Diﬀerential Scanning Calorimetry. Modulated
diﬀerential scanning calorimetry (TA Instruments Q2000) was
conducted to determine the glass transition temperature of the
core-shell nanoparticles. Nanoparticles were either suspended in water
or dried into a powder, or the dried powder was annealed overnight at
413 K to anneal the NPs into a ﬁlm. In all cases, the sample was
brieﬂy heated above Tg, cooled at 10 K/min, and then heated at a rate
of 20 K/min with a modulation of 0.2 K per 20 s. Table 2 reports the
midpoint Tg measured on heating.

activation and presence of a mobile surface layer within PS
NPs, as previously suggested.16
Based on the fundamental study of surface mobility
activation, it raises a question how one can control the
thermal response of polymer NPs by tuning the surface mobile
layer in terms of its glass transition dynamics. Because the
surface mobile layer causes enhanced polymer segmental
dynamics at the interface with the surrounding medium, the
resulting Tg of polymer NPs is typically reduced.16−22 To
improve the thermal stability of polymer NPs, it is crucial to
control the thermal and mechanical properties of individual
NPs, in addition to any adhesion between them. Here, we
modify the surface of NPs with the aim to tailor the polymer
surface mobility and therefore, the thermomechanical properties of individual NPs. Polystyrene core−shell structured NPs
that have thin shells with diﬀerent Tg values compared to the
core Tg were employed to study interfacial eﬀects on the
thermomechanical properties. The thin shells were synthesized
by seeded emulsion polymerization or by physical adsorption
based on electrostatic interactions between the core polymer
and oppositely charged polyelectrolytes in a manner similar to
layer-by-layer (LbL) adsorption.23,24 BLS was used to measure
the shear modulus and softening temperature Ts, deﬁned
subsequently, of NPs assembled atop a glass substrate while Tg
of the aqueous suspended NPs was measured by modulated
diﬀerential scanning calorimetry (MDSC). All annealed
contiguous ﬁlms were compared with the corresponding NPs
to understand how the structure of the shell inﬂuences (or
not) surface mobility of NPs. We demonstrate that by varying
the shell composition of core−shell polymer NPs that surface
mobility can be tuned, which subsequently impacted NP
interparticle interactions and thermal mechanical properties.

■

EXPERIMENTAL SECTION

Preparation of Core−Shell Nanoparticles. Two types of
diﬀerent polystyrene cores were used to create the shell architecture
system and LbL architecture NPs. For the shell architecture system
(PSA system), we adopted styrene as a monomer and acrylic acid as a
comonomer. PSA NPs were used as the core for shell architecture
NPs, PSA-PS, and PSA-poly(methyl methacrylate) (PMMA) core−
shell NPs. All polymer suspensions were treated with a water and
ethanol mixture to remove unreacted monomer and impurities before
use. For the LbL architecture system (PSB system), we used styrene as
a monomer and sodium 4-vinylbenzylsulfonate (NaVBS) as a
comonomer. 25 PS B @poly(diallyldimethylammonium chloride)
(PDADMAC) and PSB@PDADMAC@poly(sodium 4-styrenesulfonate) (PSS) polyelectrolyte adsorbed nanoparticles were prepared by
the layer-by-layer (LbL) polyelectrolyte adsorption method.23,26
Brieﬂy, 0.5 mL of PSB NPs (0.5 vol % suspended in water) was
mixed with 0.5 mL of PDADMAC (MW < 100000 g/mol) cationic
polyelectrolyte (20 mg/mL in 0.5 M NaCl aqueous solution), and the
mixture was vortexed for 30 min. Polyelectrolyte-coated NPs were
washed by centrifugation and replacing the medium with water
(Millipore Direct-Q, resistivity ρ > 18.2 MΩ·cm) followed by removal

■

RESULTS AND DISCUSSION
Elastic Modulus and Interactions. The characteristic
sizes of the shell architecture, PSA-PS and PSA-PMMA NPs
based on PSA core and the LbL architecture, PSB@
PDADMAC, and PSB@PDADMAC@PSS NPs using PSB as
the core NP template are listed in Table 1. For the PSA, acrylic
acid was used as a comonomer, whereas the PSB NPs were
synthesized with sodium 4-vinylbenzenesulfonate as the
comonomer. In the quasi-core−shell PSA-PS NP, the thin PS
shell was based on the same chemistry as the PSA core. Figure
1a shows the anti-Stokes side of BLS spectra for the three shell
architecture NPs (Table 1) at 294 K. To compare the (n, l)
8523

DOI: 10.1021/acs.macromol.8b01804
Macromolecules 2018, 51, 8522−8529

Article

Macromolecules

blue-shift and splitting of the particle (1, 2) mode (Figure 1a)
and appearance of the low frequency (1, 1) mode (Figure
1b).35−41 This new mode is absent in the vibration spectrum of
independent, individual NP’s due to its pure translational
nature. The interaction-induced changes in the BLS spectrum
of independent, individual NPs are schematically shown in the
Table of Contents graphic, and the close packing (fcc
structure) is clearly evident from the SEM images (Figure S3).
The low frequency peak of the split (1, 2) branch undergoes
a blue-shift in the PSA-PMMA NP compared to the precursor
PSA NP, as shown by the vertical dashed line in Figure 1a. To
estimate the strength of the interaction-induced eﬀect, the
eigenfrequency of the (1, 2) mode for the three PS NPs, which
are based on the same core, PSA, PSA-PS, and PSA-PMMA, are
computed using ﬁnite element method (FEM) in the absence
of interactions between the NP’s. In this ideal case, the (1, 2)
mode corresponds to a single peak at f(1,2) which is computed
using a core−shell structure and elastic parameters of the bulk
components. The reduced f(1,2)·d value for PSA-PMMA is the
same as that for PSA and the quasi-core−shell, PSA-PS, thus
implying a negligible inﬂuence of the 8 nm thick PMMA shell
layer on the surface mobility (see Figure S4). The eﬀective
transverse sound velocity, which can be expressed by ct=
G/ρ = f(1,2)·d/A with the eﬀective shear modulus (G), the
mass density (ρ) of the NP, and the constant (A = 0.84 for
PS), is directly computed from f(1,2)·d.31 According to the
FEM calculations, the PSA-PMMA NP should have the same
modulus, G = 1.5 GPa, as the precursor PS NP. However, for
the former NP, the (1, 2) mode appears at higher f(1,2)·d in
Figure 1a.
The splitting of the peak and concurrent blue-shift of f(1,2)
can be attributed to adhesive forces between neighboring
particles15 enabling vibrational modes of individual NPs to
resonate with each other. The (1, 1) mode is made more
distinct by plotting power spectra (I·f 2 against f, as shown in
Figure 1b). The interparticle adhesion is described by the
Johnson−Kendall−Roberts (JKR) model;42 the factor f 2 in the
power spectra accounts for the thermal population of phonons
at kBT ≫ 2πfℏ. The position of f(1,1) obtained at the cutoﬀ
frequency, where the intensity is 20% of the maximum peak
intensity, agrees well with the scaling law based on the JKR
model: f(1,1) ∝ d−7/6 (see Figure S5), reﬂecting a similar
adhesion energy for all PS-based NP’s and further justifying the
origin of the splitting of the (1, 2) mode.15 The latter renders
the calculation of the transverse sound velocity ct (or shear
modulus) from the (1, 2) mode less straightforward, but the
calculation should be able to proceed through the lower f1 and
higher f 2 frequencies of the (1, 2) doublet (see Figure 1a). We
have recently described the (1, 2) peak splitting and shifting
behavior under adhesion and presented a new method to
compute the shear modulus of NPs in colloidal clusters with

Table 2. Glass Transition Temperature (Tg) for the PS
Particles and PS Film with Thin Shell by BLS and MDSCa
bulk ﬁlm

particle
samples
PSA
PSA-PS
PSA-PMMA
PSB
PSB@PDADMAC
PSB@PDADMAC@
PSS

Tg,BLS (K)
366
366
371
361
361
366

±
±
±
±
±
±

2
2
2
2
2
2

Tg,MDSC
(K)
369
370
370
372
377
374

±
±
±
±
±
±

1
1
1
1
1
1

Tg,BLS (K)
368
368
368
368
368
368

±
±
±
±
±
±

5
5
5
5
5
5

Tg,MDSC
(K)
379
375
378
383
382
382

±
±
±
±
±
±

1
1
1
1
1
1

PS bulk ﬁlms for both BLS and MDSC were annealed for 14 h at 413
K.
a

Figure 1. Brillouin light scattering (BLS) spectra of PSA, PSA-PS, and
PSA-PMMA nanoparticles. (a) Intensity (I) vs reduced frequency f·d
(f is the frequency and d is the particle diameter) of the anti-Stokes
side of the spectrum. The two line shapes (solid gray lines) indicate
the representation of the (1, 2) mode by a double Lorentzian with
frequencies f1 and f 2. The vertical dotted line indicates f1 for the PSA
nanoparticles. (b) Power spectra (I·f 2) for the three nanoparticles
plotted by I·f 2 vs f at 294 K. The arrows indicate the interactioninduced (1, 1) mode.

bands of the spectra, the scattered light intensity (I) versus
frequencies (f) was normalized by particle diameter (d), where
n and l denote the radial and angular dependence of the
displacement of the spheroidal modes, respectively. The
Lorentzian shape representation of the f(1,2) peak reveals
split doublets shown by gray solid lines in Figure 1a.
The BLS spectra of Figure 1 reveal information about the
intrinsic elastic properties of the nanoparticles and the strength
of their interaction governed by the adhesion forces. The BLS
peaks correspond to a discrete set of Lamb spheroidal modes
which are further aﬀected by the interaction with the
neighboring particles. The particle−particle attractive interactions in a colloidal cluster result in a simultaneous frequency

Table 3. Characteristic Particle Vibration Frequencies, Transverse Sound Velocity, and Shear Modulus of Chemically Bonded
and Adsorbed Polymer Core−Shell Particles
sample

f1 (GHz)

f 2 (GHz)

f L(s,1,2) (GHz)

f L(s,1,2)·d (m s−1)

ct (m s−1)

G (GPa)

PSA
PSA-PS
PSA-PMMA
PSB
PSB@PDADMAC
PSB@PDADMAC@PSS

4.98
4.30
4.77
6.50
6.31
6.38

5.50
4.68
5.21
7.06
6.97
7.16

4.47
3.93
4.34
5.95
5.64
5.61

983
1006
1023
994
942
936

1170
1190
1210
1180
1120
1110

1.41
1.48
1.57
1.44
1.30
1.28
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the following relation: f L(1,2) = 2f1 − f 2, where f L refers to
f(1,2) of the individual NP in the case of no adhesion (see
Table 3 for computed values).15 The f L(1,2) estimated by this
relation provides quite comparable f (1,2)·d values to the
values calculated by FEM, whereas neither lower f1 nor higher
f 2 represents eigenfrequencies of free-standing NPs as shown
in Figure S4. Furthermore, the f L(1,2) reveals an ∼8% increase
in the shear modulus of PSA-PMMA in comparison to PSA and
PSA-PS core−shell NP, as indicated in Figure 2. In the context

Figure 3. BLS spectra of PSB, PSB@PDADMAC, and PSB@
PDADMAC@PSS. (a) Intensity (I) vs reduced frequency, f·d, of
the anti-Stoke side of the spectrum. The two line shapes (solid gray
lines) indicate the representation of the (1, 2) mode by a double
Lorentzian with frequencies f1 and f 2. The vertical dotted line
indicates f1 for the PSB nanoparticles. (b) Power spectra for the three
nanoparticles plotted by I·f 2 vs f at 294 K. The arrows indicate the
interaction-induced (1, 1) mode.

contrary, f(1,1) systematically increases from PSB to PSB@
PDADMAC to PSB@PDADMAC@PSS as better seen in
Figure S5. Because f(1,1) is the direct representation of
adhesive forces between neighboring NPs, the observed trend
corroborates the notion that the existence of a thin
polyelectrolyte shell promotes NPs attraction more than that
of bare uncoated NPs. It further shows the sensitivity of the
particle vibration spectrum to small changes in NP surface
modiﬁcation. However, this strong surface eﬀect does not
necessarily imply a change in the NP’s shear modulus.
The shear modulus for the PSB, PSB@PDADMAC, and
PSB@PDADMAC@PSS can be estimated as previously from
f L(1,2) = 2f1 − f 2. The computed shear moduli plotted in
Figure 2 reveal a profound eﬀect of the physical adsorption of
PDADMAC and PSS on the surface of the core PSB NP; G
decreases by about 10% from that of PSB NPs. It is a
remarkably strong eﬀect in view of the ultrathin adsorbed shell,
and it could be anticipated from the red-shift of f1 in Figure 3a.
We note that an increase of G is observed when a higher
modulus shell, i.e., PMMA, is chemically bound to the PSA
core (see Figure 2). We hypothesize that shell structure plays
an important role in interfacial mobility, and as a result the
mechanical properties of the core NPs are tunable by core−
shell geometries.
Temperature Dependence of Surface Mobility and
Mechanical Behavior. Temperature-dependent particle
vibration spectra allow us to understand not only the thermal
relaxation of polymer associated with the NP’s Tg but also the
surface mobility between Ts and Tg. By means of BLS, the Tg
of NPs is indicated by the point where eigenmodes disappear
due to the formation of a bulk polymer ﬁlm. Ts is a
characteristic temperature deﬁned from the change of slope
in the temperature dependence of both f(1,2) (Figure 4) and
f(1,1) (Figure S6). The anticipated red-shift of f(1,2)
(decrease of ct) with increasing temperature reverses into a
blue-shift at Ts (Figure 4), whereas f(1,1) abruptly increases
(Figure S6) due to a signiﬁcant enlargement of the contact
area, in spite of no other thermal transition below Tg. This
crossover Ts is assigned to the onset of surface mobility,15
while the bulk of the NP’s is still in the glassy state. Because all
examined NP’s and shells possess very similar Tg (Figure 5),

Figure 2. Shear modulus (G) of PSA, PSB, the shell (PSA-PS and PSAPMMA), and the LbL architecture (PSB@PDADMAC and PSB@
PDADMAC@PSS) nanoparticles. The dashed horizontal line
indicates the shear modulus of bulk polystyrene.

of the FEM calculations, this higher G value suggests that
either PS or PMMA in the core−shell NP should assume
slightly higher density and/or ct than in the core and shell.
Given the similar G of PSA-PS and PSA NPs, we argue it is the
thin layer of PMMA that impacts the elasticity of PSA-PMMA
NPs.
To examine the role of the shell structure in determining the
mechanical vibrational modes, LbL adsorption was applied to
coat one or two layers of polyelectrolyte atop PSB NPs.24 Two
diﬀerent core−shell NPs were formed using PSB as the core
NP template: (i) one layer of PDADMAC-coated atop PSB
(PSB@PDADMAC) and (ii) one more layer of PSS-coated
atop PSB@PDADMAC (PSB@PDADMAC@PSS). The adsorbed layers were ultrathin as indicated by SEM images (see
Figure S1 and Table 1). The Tg’s of the polyelectrolyte
homopolymers depend critically on humidity and storage
conditions. For PDADMAC and PSS, the reported Tg ranges
from 297 to 443 K and from 453 to 484 K, respectively. For
the PSS homopolymer’s, the Tg is mostly not detectable by
DSC and is estimated using the Fox equation.43−47 Figures 3a
and 3b show BLS spectra I ( f·d) and I·f 2 (f), respectively, for
the three NP’s. The change in the shape of the BLS spectra is
more pronounced than for the shell architecture core−shell
NPs, as shown in Figure 1, and the signiﬁcant split (f 2 − f1)
increases with the number of adsorbed layers through a redshift of f1 relative to the PSB NP. Given the negligible thickness
of each adsorbed polyelectrolyte layer (1−2 nm/layer) the
observed change in the (1, 2) mode is quite signiﬁcant, and it
might be attributed to an enhanced adhesion between NPs.24
Interparticle interactions are more pronounced in the
frequency of the interaction-induced (1, 1) mode indicated
by the arrows in Figure 3b.
Because of the negligible increase in the NP diameter
through the adsorption of one or two layers of polyelectrolytes,
f(1,1) should be virtually that of the PSB NP cluster. On the
8525
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eﬀect,49 but here it is achieved by a much thinner shell.
Moreover, higher Ts of PSA-PMMA than that of PSA and PSAPS is observed so it assures the fact that the surface mobility
can be signiﬁcantly reduced by PMMA shell with 8 nm
thickness. In contrast, when capping the NPs by the physical
adsorption of a polyelectrolyte shell layer, the surface mobility
is shown to be strongly aﬀected by the interactive oppositely
charged polyelectrolyte layer.
As discussed earlier (see Figure 3), a PDADMAC layer
capped on the PSB NP attenuates the surface mobility because
the anionic surface of the PSB NP (due to sulfonate groups
provided by potassium persulfate initiator) interacts electrostatically with the cationic PDADMAC polyelectrolyte.24,50,51
The surface adsorption of PDADMAC polymer plays a similar
role as a surfactant on a NP surface. A surfactant on the surface
of NPs suppresses surface mobility, and therefore no Tg
nanoconﬁnement eﬀect has been reported.17 Similarly, PSBPDADMAC interactions perturb the PSB−air interface and, as
a result, hinder the softening transition at the Ts of PSB. The
attenuated surface mobility of PSB@PDADMAC results in an
increase of Ts to 358 K. The detection of Ts relates to the
presence of adhesive forces in colloidal clusters, as surface
mobility activates adhesive forces between NPs, and the blueshift of f(1,2) with temperature above the Ts is present. Given
this, for PSB@PDADMAC NPs more thermal energy is
required to promote adhesion between NPs.
One additional layer adsorption of PSS atop PSB@
PDADMAC NPs (PSB@PDADMAC@PSS) leads to a further
decrease of the surface mobility. Because one or two layers of
polyelectrolytes are adsorbed in this study, we assumed that
the eﬀect of thermal shrinking or swelling depending on the
outermost layer is nearly negligible.47,52 PSS layer adsorption is
based on the interaction with the PDADMAC layer, and the
PSS-terminated shell is expected to form a harder shell on the
core particle surface than that of PDADMAC-terminated
shell.53 The f(1,2) of PSB@PDADMAC@PSS shown in Figure
4 conﬁrms this complete suppression of surface layer mobility.
Below the NP Tg, no Ts is observed, which veriﬁes the fact that
the polyelectrolyte layer attached on the core NPs could
eﬀectively prohibit the activation of a surface mobile layer even
in the presence of stronger adhesion (previous section and
Figure S5). The f(1,1) of PSB@PDADMAC@PSS (see Figure
S6) increases to T = 365 K which is higher than that of PSB@
PDADMAC (Ts = 358 K). Given the fact that PS NPs capped
by a hard silica shell showed no Ts, it is conﬁrmed that the
shell’s interaction with the surface of the core can play a similar
role as hard silica capping.54 Because typical elasticities of a
silica shell fabricated by the Stöber method and PDADMAC@
PSS multilayer are a few tens of GPa and a few hundreds of
MPa, respectively, it corroborates the notion that the
suppression of surface mobility is independent of the elasticity
of shell structure.55,56 In the case of the double layers of
PDADMAC and PSS polyelectrolyte shell, which is in terms of
the elasticity55 even softer than the PS core, complete
suppression of surface mobility is achieved by the electrostatically adsorbed soft shell. This independence of surface mobility
and elasticity conforms to that of the glass transition behavior
of polymer thin ﬁlms.57,58 Recalling the fact that the presence
of charge surfactants eliminates the Tg conﬁnement eﬀect in
NPs,17 which is consistent with this observation, both cases
can be attributed to the removal of the free surface.59 The
mechanism controlling how the charged polyelectrolytes and

Figure 4. Temperature dependence of the frequencies f1 and f 2 of the
(1, 2) mode (Figures 1a and 3a) of (a) shell and (b) LbL architecture
nanoparticles. The vertical hatched areas indicate the position of the
softening transition temperature (Ts). The vertical dashed line
displays the Tg of core PSA and PSB nanoparticles.

Figure 5. Eﬀect of a thin shell on the Ts and Tg of core−shell
nanoparticles. The Ts (open symbols) and Tg (closed symbols) of the
shell architecture (left panel) and LbL architecture (right panel)
nanoparticles are shown. Dashed line shows the trend of the Ts and Tg
among the NP’s. The open triangles in the two panels denote the Tg
values of all six nanoparticles obtained from modulated diﬀerential
scanning calorimetry in aqueous dispersions of all six nanoparticles.

the strong change of Ts is attributed to the surface modiﬁcation
via core−shell and LbL architectures. To exploit the relation of
Ts to Tg, the core−shell architecture should involve high Tg
contrast between core and shell.
Figure 4 shows f(1,2) of the shell and the LbL architecture
NPs, as well as their precursor core NPs (PSA and PSB), at
elevated temperatures. Both Ts and Tg of PSB NP at 338 and
361 K, respectively, are 5 K lower than PSA NPs because of a
diﬀerent comonomer used for the synthesis. In the case of the
quasi-core−shell PSA-PS geometry, the same chemistries of the
shell with the PSA core consistently provide comparable Ts,
implying that the polymerization process, necessary for the
formation of the shell, does not inﬂuence Ts. Moreover, Tg of
both PSA and PSA-PS NPs are experimentally the same, i.e.,
366 ± 2 K. The formation of an 8 nm thick PMMA shell atop
core PSA NPs leads to an increase of Tg for the PSA-PMMA
NPs to 371 K. In addition, Ts of the core−shell NPs increased
to 360 K, i.e., ∼10 K greater than PSA. The increase of Tg for
PSA-PMMA NPs could be attributed to either a higher Tg of
PMMA48 and the suppression of surface mobility by the
placement of the PMMA shell layer atop the NP. It eﬀectively
eliminates the free PS interface and hence the Tg conﬁnement
8526
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the surface mobile layer with a core−shell structure, regardless
of the thickness of the shell. We employed shell structures that
show similar thermal transition behaviors as the core PS NPs
in this article. A large mismatch of thermomechanical
properties between core and shell may provide more dramatic
changes in thermal transition and is of great interest to
investigate further.

charged surfactants impede mobility at the surface is not yet
fully understood.
The systematic tuning of surface mobility, and thus the Ts,
by both chemically and electrostatically fabricated core−shell
NPs is shown so far as inferred by BLS. Figure 5 shows the Ts
and Tg of the polymer NPs. In shell architecture core−shell
NPs, their Ts and Tg increase compared to PSA, and the
amount of change of these transition temperatures depends
more on the chemistries than the thickness of the shell. The
robustness of Ts on the addition of 18 nm PS shell atop of PSA
core of PSA-PS indicates that the observed strong Ts increase in
PSA-PMMA NPs is not due to chemistry eﬀects in the interface
core−shell; the quasi-core−shell PSA-PS NPs essentially
behave like a simply thicker PS NPs. The increase in Ts of
PS NPs with the addition of a PMMA shell layer agrees with
measurements of free-standing ﬁlms of PS and PMMA, in
which PS exhibits a greater Ts-conﬁnement eﬀect.60,61 Physical
adsorption of polyelectrolytes also aﬀects surface mobility of
the core NP as shown by the strong increase of Ts as more
polyelectrolytes are adsorbed (Figure 5, right panel). We note
that core−shell NPs based on electrostatic interactions have a
greater inﬂuence on Ts in comparison to those based on
covalent attachment, which is consistent with a greater
inﬂuence of a charged shell layer on surface mobility
reduction.17,59 These observations corroborate the notion
that the shell allows us to tailor the surface mobility of polymer
segmental dynamics.
The Tg values of NPs measured by BLS are compared with
those of MDSC using NPs suspended in water. Both NPs in air
used by BLS and in water phase by MDSC are under the soft
conﬁnement condition so the extent of Tg suppression is
expected to be independent for both cases.62 According to
MDSC results in Figure 5 (see Table 2 for all Tg values
measured by BLS and MDSC and Figure S7 for MDSC
thermograms), the Tg is varied slightly depending on the shell
structure. Approximately 5 K higher Tg values of MDSC than
those of BLS are consistently observed. This has been reported
previously, and it was attributed to diﬀerent physical
mechanisms that both techniques are based on; BLS relies
on the softening of the elasticity, whereas MDSC measures the
relaxation of polymer segments.15 The softening transition
induced by the mobile surface layer is removed by thermal
annealing of NPs above their Tg, shown in Figure S6. Forming
a contiguous polymer bulk ﬁlm by annealing above Tg leads to
the merging of NPs and removal of individual surface layers.
The absence of interfacial eﬀects leads to the same Tg in spite
of diﬀerent chemistries of shell structures.
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