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Ultrasonic-Assisted Synthesis of Highly Defined Silver Nanodimers
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Spectroscopy
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Abstract: Considerable research efforts have been devoted to surface-enhanced Raman spectroscopy (SERS), due
to its excellent performance in biosensing and imaging.
Here, a novel and facile strategy for the fabrication of
well-defined and uniform nanodimers as SERS substrates
is presented. By the assistance of ultrasound, the violent
polyol process for particle generation becomes controllable, enabling the self-assembly of nanostars to nanodimers. Moreover, the aggregation of nanodimers can be
easily tuned by post-ultrasonic treatment, which gives a
sensitive substrate for SERS.

Surface-enhanced Raman spectroscopy (SERS) has received
considerable attention as a powerful tool for bioanalysis.[1] This
technique enhances Raman signals from 4 to 11 orders of magnitude by electromagnetic and chemical enhancement by
using metal nanostructures.[2] In comparison to organic fluorophores, which are standard in sensing and microscope imaging,[3] SERS shows several advantages: 1) ultrahigh sensitivity,
even for single-molecules,[4] 2) 10–100 times narrower bandwidth of peaks,[5] 3) resistance to photobleaching, saturation,
and degradation, 4) capability to be driven by near-infrared
light.[6]
Nobel metal nanomaterials, such as gold, silver, or sometimes copper (Au, Ag, Cu), are most commonly used as SERS
substrates.[7] In particular, silver works well for the excitation
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with wavelengths > 400 nm, whereas for gold, excitation wavelengths > 600 nm are necessary.[2a] The plasmonic properties of
nanoparticles have been demonstrated to play the key role in
SERS.[8] Thus, the performance of SERS mainly depends on the
size, shape, and assembly of metal nanostructures.[9] Anisotropic nanostructures with peculiar morphology and high roughness exhibit stronger signals.[10] Yet, it is still challenging to achieve highly defined and flexible SERS substrates. Recently, starlike nanostructures have been reported to show a high Raman
enhancement factor,[11] but the fabrication of silver nanostars is
not well-reproducible and the aggregation states cannot be
flexibly tuned. Thus, the common methods cannot provide
well-defined and controllable anisotropic nanostructures.
In this work, we present a facile way to synthesize a new
silver nanostructure with the assistance of ultrasound. We hypothesize that through pre-ultrasonic treatment, the pre-produced nanoparticles serve as self-seeds during the conventional polyol process. This efficient nucleation step leads to the
self-assembly from single nanostars to uniform and stable
dimers in the presence of polyvinylpyrrolidone (PVP). The SERS
signal produced by these dimers is several times higher than
that from single particles. This phenomenon can be explained
by the “hot spot” effect,[12] according to which the localized
electric field is strongly enhanced by clusters,[13] narrow
gaps,[14] and edges[15] of metal nanomaterials. Moreover, the
aggregation of these dimers to larger assemblies can be well
controlled by post-ultrasonic treatment, which helps to finetune this approach for different applications. Finally, this offers
new nanostructures for SERS substrate and may also provide a
facile strategy for the fabrication of other metal nanomaterials.
A variety of different methods for the synthesis of silver
nanoparticles are known, including chemical reduction and
physical irradiation.[16] Chemical reduction is the main choice,
because it is more efficient to generate nanoparticles in different shapes and sizes.[17] One of the most widely used methods
in chemical reduction is the so-called “polyol process”, in
which ethylene glycol is used as both reducing reagent and organic solvent. This method has excellent performance for the
synthesis of simple nanostructures, such as nanospheres, nanotubes and nanowires.
We chose this polyol process for the synthesis of nanostars.
Scanning electron microscopy (SEM) is used to visualize the resulting particle morphology (Figure 1 A). These nanostars are
around 20 mm in size, which is rather large and not uniform,
therefore, not very suitable as SERS substrates. As a result, this
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Figure 1. (A) SEM images of silver nanostars obtained by standard polyol
process, (B) TEM image of nanospheres obtained from only 30 min sonication without the poly process.

method is less suitable, when it comes to more complex anisotropic structures, such as nanostars. Ethylene glycol in chemical
reduction is highly reactive under high temperature (160 8C).
The nanostars, which undergo this process, grow rapidly into
huge particles with a broad size distribution. It is difficult to
synthesize well-defined and homogeneous nanostars with this
polyol process, not to mention the fabrication of nanostars
with the ability of flexible aggregation states.
According to La Mer’s model,[18] which describes the formation of nanocrystals, “nucleation” and “growth” are the main
governing steps in the synthesis process of nanoparticles. Both
are highly dependent on the concentration of available atoms
(or atom clusters) in the solution. The process begins with the
nucleation step, in which, after an initial burst of nuclei generation, the concentration of available atoms decreases rapidly.
Beneath a certain concentration, the nucleation stops and is
succeeded by the much slower growth step, which is the ratedetermining step of the process. Hence, nucleation and
growth are separated in time. During the growth step, diffusion limits the synthesis process and also the particle size.
Therefore, if we can slow down the fast nucleation step by
using milder conditions instead of rapid chemical reactions, we

may further separate the nucleation and growth steps, to improve the control over the synthesis.
For this reason, it is necessary to find a mild pre-treatment,
which can slow down the synthesis of nanoparticles and make
the violent polyol process controllable. Ultrasound is a promising option. We therefore treated the initial silver solution with
ultrasound. As shown in Figure 1 B, only small nanospheres of
below 5 nm can be found by transmission electron microscopy
(TEM), which means that ultrasound can facilitate an efficient
nucleation process, but cannot provide enough energy for the
nanoparticles to grow further. Therefore, we combined the typical polyol process with ultrasound as a new strategy for the
fabrication of well-defined nanostars with flexible assembly
(Scheme 1).
First, the solution of silver salt in ethylene glycol is pre-treated with ultrasound for 30 min, before proceeding with a high
temperature (160 8C) to start the conventional polyol reaction.
As a result, new nanostructures, which are nanostars that selfassemble to dimers, can be observed by SEM (Figure 2 A,B and
Figure S1 in the Supporting Information for further purification
steps). The particles show a well-defined shape and uniform
size with a low polydispersity index (PdI) of 0.182 (Figure 2 E).
The nanodimers have an average of 319 nm in size, 100 times
smaller than the nanostars, obtained from the conventional
polyol process. This also explains the reason for self-assembly:
smaller nanostars have a comparatively larger surface area, so
that the minimization of interfacial tension can drive them to
form more stable dimers.
The classical Deryaguin–Landau–Verwey–Overbeek (DLVO)
theory, a dispersion-stabilizing theory for colloids,[19] can be
used to further explain the mechanism of self-assembly. The
stability of colloids is based on the equilibrium between the
van der Waals attraction and the electrostatic repulsion due to
the so-called “double layer” structure, naturally occurring on
suspended particles [Eq. (1)]:[20]

Scheme 1. Fabrication of different nanostructures and their application for surface-enhanced Raman spectroscopy (SERS). The nanostars, obtained from the
polyol process, are around 20 mm in size. When the silver salt solution is treated only with ultrasound, tiny nanospheres around 5 nm are formed. In contrast,
new nanostructures, which are dimers of nanostars, can be obtained when the initial silver solution is pre-treated with ultrasound for 30 min before proceeding with a high temperature (160 8C) to start the typical polyol reaction. This nanodimer structure is designed as a tunable substrate for SERS.
Chem. Eur. J. 2020, 26, 1243 – 1248
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Figure 2. (A),(B) SEM images of silver nanodimers obtained by polyol process
with pre-sonication for 30 min, (Yield: 80 %) (C),(D) nanospheres obtained by
polyol process with pre-sonication for 60 min. (E) Size distributions of silver
nanodimers by dynamic light scattering (DLS). (F) Size distributions of silver
nanospheres.

V ðH Þ ¼ V R ð H Þ þ V A ðH Þ

ð1Þ

in which V, VR, VA are the total, (repulsive) electrostatic, and (attractive) van der Waals interaction energies, respectively, and H
is the separation distance between two particles. At larger distances, long-range van der Waals attraction is the dominant interaction between particles. However, when they get close to
each other, a repulsive barrier occurs mainly because of the
short-range electrostatic repulsion.[21] If this repulsive barrier is
about one order of magnitude smaller than the thermal
energy kBT, Brownian motion can overcome this barrier.[22]
Here, kB is the Boltzmann constant and T is the temperature.
As a result, dimerization and even higher degrees of agglomeration can occur in the system.[23] For ideal interactions, the
electrostatic energy (VR) is expressed by Equation (2):[24]
V R ðHÞ ¼ 2pe0 er p y2p lnð1 þ e@kH Þ

ð2Þ

in which e0 is the dielectric permittivity of vacuum, e is the dielectric constant of the solvent, rp is the average radius of particles, yp is the surface potential of the particles, and k is the inverse Debye length. According to Equation 2, considering that
nanoparticles obtained by our ultrasonic-assisted polyol strategy are much smaller than the particles from the typical polyol
process, the repulsive barrier decreases. Therefore, dimerization
is more likely to occur in this system.
Chem. Eur. J. 2020, 26, 1243 – 1248
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Moreover, according to the DLVO theory, nanoparticles, especially around 100 nm,[25] have an optimum force-to-mass
ratio, leading to efficient dispersion in the solvent, due to
Brownian motion. Therefore, also the growth step, which is
driven by diffusion, is more defined. This results in more uniform nanodimers with our ultrasonic-assisted polyol process. In
contrast, the larger nanostars, obtained by the typical polyol
process, are governed by normal gravity, leading to inefficient
growth.
Another interesting result is that, when the solution is treated by ultrasound for a longer time (e.g., 1 h) and then heated
to 160 8C to start the conventional polyol process, nanospheres
of around 70 nm are generated (Figure 1 C,D). All following
measurements are based on these larger nanospheres. During
the nucleation step, the monodispersity of atom clusters directly influences the quality and quantity of nuclei. For these
longer sonication times, more nuclei are generated, which consumes more available atoms in solution. In this case, the nanocrystals cannot grow further, due to the low atom concentration, which can only support the formation of small nanospheres instead of larger nanodimers. Therefore, ultrasound
may also interfere with the growth step, if it is applied for too
long.
In addition, we performed X-ray diffraction (XRD) measurements to analyze the crystallinity of the silver nanoparticles.
The peaks recorded from 308 to 808 (Figure 3 A) are assigned
to the diffractions from (111), (200), (220), and (311) planes, respectively. Compared with the standard card (JCPDS, file No.
04-0783), these patterns can be indexed to face centered cubic
(FCC) silver. No other peaks are found in the XRD pattern,
which indicates high purity of the nanoparticles. This is the advantage of the self-seeding process. The silver nuclei generated in the first stage serve as seeds for the growth step. Thus,
we do not need to introduce exotic seeds, such as platinum
nanoparticles,[26] into the system. This self-seeding process provides the guarantee for the high purity of nanoparticles.[27] Figure S2 (Supporting Information) shows the TEM images of the
nanoparticles obtained after 10 min at 160 8C. Most of the
seeds grow into thermodynamically stable twinned particles
with multiply twinned decahedra (MTP) as the dominant
shape. The difference between the ultrasonic-assisted and the
normal polyol process is that, without ultrasound, the nuclei
are quickly formed within the first minute,[28] which makes the
nucleation step uncontrollable. UV/Vis spectra also provides
evidence for this. All three nanoparticle types show an absorption around 400 nm (Figure 3 B), which gives the silver nanoparticle solution during and after reaction a yellow color. We
can observe this color immediately, when heating the solution
to 160 8C (Figure S3, Supporting Information). However, the
XRD measurements for the different nanoparticles show different intensity ratios between the (111) and, for example, (200)
peak. This indicates that {100} facets are preferred by nanospheres, but not by nanodimers. The nanoparticles have different directions for growth and subsequently become different
shapes.
Next, we analyzed the performance of the nanodimers in
SERS by using rhodamine 6G (R6G) as a model molecule.[29]
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Figure 3. (A) XRD patterns of silver nanoparticles. All three patterns can be indexed to face centered cubic (FCC) silver. However, the intensity ratios between
(111), (200), (220), and (311) peaks differ for different nanoparticles. It indicates that they have different preferred facets and prefer in different growth directions. (B) UV/Vis absorption spectra of silver nanoparticles. Nanodimers show a broad absorption. All nanoparticles show absorption around 400 nm, which
gives the silver nanoparticles solution during and after reaction a yellow color. (C) SERS spectra of silver nanoparticles with 1 V 10@6 m rhodamine 6G (R6G) in
aqueous solution as a Raman probe molecule. Nanodimers show the strongest enhancement of the Raman signal.

Figure 3 C shows the Raman spectra of 1 V 10@6 m R6G on different substrates. When the spectrum of R6G is measured on a
bare Si wafer, almost no signal can be observed, due to the
low concentration. Weak signals can be found for the nanospheres, mixed with R6G, indicating the enhancing effect.
Nanostars are superior to nanospheres, because nanostars
have a larger surface roughness and the tips of the star structure lead to stronger localized electric fields (“hot spot” effect).
However, the enhancement of the Raman signal is still limited,
because of the low quality (size and uniformity) of nanostars.
Finally, our new nanodimer structures exhibit significantly
enhanced signals in comparison to the other two nanostructures. Thus, this new structure can be used as a powerful SERS
substrate. An excellent SERS substrate should not only enhance the Raman signal sensitively, but also be flexible for a
wide range of applications: besides shape and size, the aggregation state of nanoparticles also has a significant influence on
the intensity of a SERS signal.[4a, 30] As show in Figure 4 A, we
treated the nanodimer samples with a post-synthesis ultrasonic
step for different durations (2 or 5 h). Every hour, the distilled
deionized H2O (dd H2O) was exchanged by centrifugation
(470 rcf for 20 min) and then redispersed in fresh dd H2O. Figure 4 B–D show the SEM images of the nanodimer samples obtained by the above treatment. It is worth noting that these
samples exhibit quite different aggregation states. The longer
the washing time, the larger the particles become (Figures S4
and S5, Supporting Information) and the more aggregation
occurs. In Figure S6 (Supporting Information), the TEM image
shows the PVP coating on the nanodimers, which can be observed as the lower contrast areas on the edges of the structures. On the one hand, PVP selectively adsorbs to certain
facets to define the oriented growth of nanoparticles. On the
other hand, the PVP coating also prevents aggregation of
nanoparticles. Considering that the reaction solution is removed, the growth step is stopped before the post-ultrasonic
treatment. The energy provided by ultrasound can remove
PVP from the surface of the nanoparticles. As a result, longer
ultrasound treatment removes more PVP and causes more aggregation of nanoparticles. The results from energy-dispersive
Chem. Eur. J. 2020, 26, 1243 – 1248
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X-ray (EDX) spectra (Figure 4 E–G) corroborate this point: the
carbon and oxygen content (Table S1, Supporting Information)
decreased over time, which gives evidence for the loss of PVP.
The different aggregation states of nanodimer particles have
different SERS performance (Figure S7, Supporting Information).
In summary, highly sensitive and tunable SERS substrates are
important but difficult to fabricate. If we rely on the polyol
process alone, it is difficult to obtain well-defined nanostar
structures. Similarly, only with ultrasonic treatment, the energy
is just sufficient to create small nanospheres. However, when
the polyol process is preceded by a short ultrasonic treatment,
this strong chemical reaction becomes more controllable and
uniform nanodimers are obtained by the self-assembly of welldefined nanostar structures. Moreover, post-ultrasonic treatment can help to change the aggregation state of these nanodimers, which makes this substrate even more powerful for
various applications. This work not only provides a facile way
to synthesize novel nanostructures for SERS, but also gives
new insights into the fabrication of nanoparticles.

Experimental Section
Synthesis of nanoparticles: The nanostars were prepared by typical polyol process. Silver nitrate (99.999 %) and polyvinylpyrrolidone (PVP, av. Mw & 1 300 000) were acquired from Sigma Aldrich.
Anhydrous ethylene glycol (EG, 99.8 %) was acquired from Arcos
(please note: EG from Acros gave reproducible results with different EG batches; EG from Sigma Aldrich, purity 99.8 %, yielded nonreproducible results with different EG batches). In brief, 5 mL anhydrous ethylene glycol was heated to 160 8C for 1 h by using an oil
bath. As-prepared Ag seeds (200 mL; 1.6 mg mL@1 in ethylene
glycol) were introduced. After 2 min, 3 mL of a 0.085 m AgNO3 solution and 3 mL of a 0.128 m PVP solution in anhydrous ethylene
glycol were slowly added under vigorous stirring. The reaction was
kept for 1 h under reflux. Then, the solution was diluted in acetone, followed by a centrifugation step at 470 rcf for 30 min. The
precipitates were collected and washed twice with acetone and
dd H2O. The nanodimers are prepared with the assistance of ultrasound, which is from Bandelin electronic GmbH & Co. KG (RK100 H)
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Figure 4. (A) Synthesis of nanodimers with subsequent tuning of the aggregation state via ultrasonic washing. SEM images and energy-dispersive X-ray (EDX)
spectra of silver nanodimers treated with ultrasound for different times, (B, E) 0 h, (C, F) 2 h, (D, G) 5 h. Longer ultrasonic treatments reduce the oxygen signal
(i.e., removing the polymer) and increase the aggregation of nanoparticles (scale bars 200 nm).

with 35 KHz. Before the polyol reaction, 4 mL of 0.085 m AgNO3 solution is sonicated for 30 min. 1 mL of this AgNO3 solution is used
for the seed generation. Afterwards, it is added into heated ethylene glycol together with the PVP solution. The following operations are the same as polyol process.

Characterization: Samples were prepared on carbon-coated
copper grids on a Zeiss EM 912W instrument at 120 kV for transmission electron microscopy (TEM). Scanning electron microscopy
(SEM) images were obtained on glass by a Gemini SEM, LEO 1550
system with cold field emission gun operation at 3 kV. Absorption
spectra were collected with a SHIMADZU UV-vis spectrophotometer (UV-2600). For XRD measurements, a Bruker D8 Advanced X-ray
diffractometer with CuKa radiation was employed. Surface-enhanced Raman spectroscopy (SERS) was performed with a confocal
Raman microscope (CRM200, WITec). A diode-pumped near IR laser
(785 nm, Toptica Photonics AG) was focused on the sample
through a 100 V objective lens. The laser power on sample was set
to 3 mW. The spectra were acquired by using an air-cooled CCD
(DU401A-DR-DD, Andor) behind a 300 g mm@1 grating spectrograph (Acton, Princeton Instruments Inc.) with a spectral resolution
of 6 cm@1. 20 mL of 1 mg L@1 aqueous suspension of the silver nanoparticles was mixed with 20 mL of 10@6 m R6G, and sonicated for
5 min to reach the adsorption equilibrium. Then, 20 mL of the mixture were deposited onto a Si wafer and dried in air at room temperature for SERS detection.
Chem. Eur. J. 2020, 26, 1243 – 1248

www.chemeurj.org

Acknowledgements
This work was supported by the funding from the China Scholarship Council, the German Federal Ministry of Education and
Research [BMBF, grant number 13XP5050A], the MPG-FhG cooperation [Glyco3Display], and the Max Planck Society. The authors would like to thank H. Runge for technical assistance
with SEM measurements.

Conflict of interest
The authors declare no conflict of interest.
Keywords: aggregation · nanodimers · self-assembly · surfaceenhanced Raman spectroscopy · ultrasonic-assisted synthesis

1247

[1] a) Y. F. Jiang, D. W. Sun, H. B. Pu, Q. Y. Wei, Trends Food Sci. Technol.
2018, 75, 10 – 22; b) N. Adarsh, A. N. Ramya, K. K. Maiti, D. Ramaiah,
Chem. Eur. J. 2017, 23, 14286 – 14291.
[2] a) C. Zong, M. Xu, L. J. Xu, T. Wei, X. Ma, X. S. Zheng, R. Hu, B. Ren,
Chem. Rev. 2018, 118, 4946 – 4980; b) C. Hu, Y. Liu, J. Qin, G. Nie, B. Lei,
Y. Xiao, M. Zheng, J. Rong, ACS Appl. Mater. Interfaces 2013, 5, 4760 –
4768.
[3] E. S. Allgeyer, A. Pongan, M. Browne, M. D. Mason, Nano Lett. 2009, 9,
3816 – 3819.
T 2019 The Authors. Published by Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim

Communication
[4] a) A. B. Zrimsek, N. H. Chiang, M. Mattei, S. Zaleski, M. O. McAnally, C. T.
Chapman, A. I. Henry, G. C. Schatz, R. P. Van Duyne, Chem. Rev. 2017,
117, 7583 – 7613; b) T. Hartman, B. M. Weckhuysen, Chem. Eur. J. 2018,
24, 3733 – 3741.
[5] S. Schlecker, Angew. Chem. Int. Ed. 2014, 53, 4756 – 4795; Angew. Chem.
2014, 126, 4852 – 4894.
[6] X. L. Huang, J. B. Song, B. C. Yung, X. H. Huang, Y. H. Xiong, X. Y. Chen,
Chem. Soc. Rev. 2018, 47, 2873 – 2920.
[7] C. D’Andrea, J. Bochterle, A. Toma, C. Huck, F. Neubrech, E. Messina, B.
Fazio, O. M. Marago, E. Di Fabrizio, M. L. de la Chapelle, P. G. Gucciardi,
A. Pucci, ACS Nano 2013, 7, 3522 – 3531.
[8] a) M. Fan, G. F. Andrade, A. G. Brolo, Anal. Chim. Acta 2011, 693, 7 – 25;
b) P. Li, B. B. Zhou, X. M. Cao, X. H. Tang, L. B. Yang, L. Hu, J. H. Liu,
Chem. Eur. J. 2017, 23, 14278 – 14285.
[9] a) S. Y. Ding, J. Yi, J. F. Li, B. Ren, D. Y. Wu, R. Panneerselvam, Z. Q. Tian,
Nat. Rev. Mater. 2016, 1, 16021; b) B. R. Yu, P. Li, B. B. Zhou, X. H. Tang,
S. F. Li, L. B. Yang, Chem. Eur. J. 2018, 24, 4800 – 4804.
[10] a) J. Reguera, J. Langer, D. J. de Aberasturi, L. M. Liz-Marzan, Chem. Soc.
Rev. 2017, 46, 3866 – 3885; b) M. J. Mulvihill, X. Y. Ling, J. Henzie, P. Yang,
J. Am. Chem. Soc. 2010, 132, 268 – 274.
[11] a) G. Song, J. Li, Y. Yuan, L. Yao, J. Gu, Q. Liu, W. Zhang, Y. Su, D. Zhang,
Small 2019, 15, 1805308; b) W. Xi, A. J. Haes, J. Am. Chem. Soc. 2019,
141, 4034 – 4042; c) A. Li, L. Tang, D. Song, S. Song, W. Ma, L. Xu, H.
Kuang, X. Wu, L. Liu, X. Chen, C. Xu, Nanoscale 2016, 8, 1873 – 1878;
d) D. Joseph, Y. S. Huh, Y. K. Han, Sens. Actuators B 2019, 288, 120 – 126.
[12] Y. Fang, N. H. Seong, D. D. Dlott, Science 2008, 321, 388 – 392.
[13] J. A. Fan, C. H. Wu, K. Bao, J. M. Bao, R. Bardhan, N. J. Halas, V. N. Manoharan, P. Nordlander, G. Shvets, F. Capasso, Science 2010, 328, 1135 –
1138.
[14] W. Zhu, R. Esteban, A. G. Borisov, J. J. Baumberg, P. Nordlander, H. J.
Lezec, J. Aizpurua, K. B. Crozier, Nat. Commun. 2016, 7, 11495.
[15] Y. D. Sun, H. L. Liu, F. Zhou, L. B. Yang, S. N. He, B. Sun, J. H. Liu, Chem.
Eur. J. 2014, 20, 10414 – 10424.

Chem. Eur. J. 2020, 26, 1243 – 1248

www.chemeurj.org

[16] Y. N. Xia, Y. J. Xiong, B. Lim, S. E. Skrabalak, Angew. Chem. Int. Ed. 2009,
48, 60 – 103; Angew. Chem. 2009, 121, 62 – 108.
[17] T. S. Rodrigues, M. Zhao, T. H. Yang, K. D. Gilroy, A. G. M. da Silva, P. H. C.
Camargo, Y. N. Xia, Chem. Eur. J. 2018, 24, 16944 – 16963.
[18] D. Kashchiev, G. M. van Rosmalen, Cryst. Res. Technol. 2003, 38, 555 –
574.
[19] R. Bhardwaj, X. H. Fang, P. Somasundaran, D. Attinger, Langmuir 2010,
26, 7833 – 7842.
[20] Y. Chu, J. H. Chen, F. Haso, Y. Y. Gao, J. E. S. Szymanowski, P. C. Burns,
T. B. Liu, Chem. Eur. J. 2018, 24, 5479 – 5483.
[21] A. S. Dukhin, P. J. Goetz in Characterization of Liquids, Dispersions, Emulsions, and Porous Materials Using Ultrasound, 3rd ed. (Eds.: A. S. Dukhin,
P. J. Goetz), Elsevier, Amsterdam, 2017, pp. 19 – 83.
[22] W. Y. Li, P. H. C. Camargo, X. M. Lu, Y. N. Xia, Nano Lett. 2009, 9, 485 –
490.
[23] G. Trefalt, F. J. M. Ruiz-Cabello, M. Borkovec, J. Phys. Chem. B 2014, 118,
6346 – 6355.
[24] H. T. Wang, A. S. Adeleye, Y. X. Huang, F. T. Li, A. A. Keller, Adv. Colloid Interface Sci. 2015, 226, 24 – 36.
[25] G. T. Hermanson in Bioconjugate Techniques, 3rd ed. (Ed.: G. T. Hermanson), Academic Press, Boston, 2013, pp. 549 – 587.
[26] Y. G. Sun, Y. D. Yin, B. T. Mayers, T. Herricks, Y. N. Xia, Chem. Mater. 2002,
14, 4736 – 4745.
[27] Y. Sun, Y. Xia, Adv. Mater. 2002, 14, 833 – 837.
[28] B. Wiley, Y. Sun, Y. Xia, Acc. Chem. Res. 2007, 40, 1067 – 1076.
[29] L. Jensen, G. C. Schatz, J. Phys. Chem. A 2006, 110, 5973 – 5977.
[30] P. L. Stiles, J. A. Dieringer, N. C. Shah, R. P. Van Duyne, Annu. Rev. Anal.
Chem. 2008, 1, 601 – 626.
Manuscript received: October 1, 2019
Accepted manuscript online: December 13, 2019
Version of record online: January 21, 2020

1248

T 2019 The Authors. Published by Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim

