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Abstract: Unoriented and oriented membranes based on dendronized polymers and copolymers
obtained by chemical modification of poly[2-(aziridin-1-yl) ethanol] (PAZE) with the dendron
3,4,5-tris[4-(n-dodecan-1-yloxy)benzyloxy]benzoate were considered. DSC, XRD, CP-MAS NMR
and DETA, contribute to characterize the tendency to crystallize, the molecular mobility of the benzyloxy substituent, the dendritic liquid crystalline group and the clearing transition. The orientation of
the mesogenic chain somewhat hindered this molecular motion, especially in the full substituted
PAZE. The fragility, free volume and thermal expansion coefficients of these membranes near the
glass transition are related to the orientation and the addition of the dendritic groups. PAZE-based
membranes combine both order and mobility on a supramolecular and macroscopic level, controlled
by the dendritic group and the thermal orientation, and open the possibility of preparing membranes
with proper channel mobility that promotes selective ionic transport.
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1. Introduction
Liquid crystals (LCs) can be considered as prototypical self-organizing molecular
materials because their structural organization stands between the isotropic liquid and the
strongly organized crystalline state. Factors that control the arrangement of various LC
phases primarily are molecular shape, micro-segregation of incompatible parts, specific
molecular interaction, self-assembly, and self-organization. Hierarchical self-assembly in
LCs offers a strategy for obtaining nanostructured mesophases and, consequently, it has
potential interest for components in membranes where the supramolecular structure of the
polymer plays an important role in the selective transport processes of ions, liquid, gases
or charges [1–5].
The dendronized polymers and copolymers poly[2-(aziridin-1-yl) ethanol] (PAZE)
with the dendron 3,4,5-tris[4-(n-dodecan-1-yloxy)benzyloxy] benzoate exhibit a liquid
crystalline columnar structure [6–13], due to a self-assembly process driven by the exorecognition of the dendritic moieties [14]. As a result, their main chains form an arrangement of columnar channels and the presence of the basic nitrogen in the inner part facilitates
the interaction with protons and other cations. The presence of the oriented channels is
expected to enhance the selective transport processes of these membranes, without the
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need for water attendance. As a matter of fact, the preparation of oriented membranes
based on these polymers or copolymers was reported, which showed promising transport
properties and selectivity. Moreover, low water uptake was reported [6–8,10,11]. For
these reasons, these materials could be successfully applied in Direct Methanol Fuel Cells
(DMFCs) or artificial photosynthesis devices. On the other hand, the applicability of these
membranes depends on their ability of rapid and selective transfer of cations, as well
as on their mechanical properties; both aspects are mainly determined by the polymer
mobility and orientation. Therefore, it might be desirable to get further insight into the
dynamics of large supramolecular building blocks of these materials, in order to improve
their self-assembly and optimize their performances [14–16].
Differential Scanning Calorimetry (DSC), X-ray diffraction (XRD) and 13 C Cross Polarization Magic Angle Spinning (CP-MAS) NMR contribute to characterize these materials
as far as their structure and tendency to crystallize is concerned. Two factors must be taken
into account, in order to predict the final properties of these dendronized materials: the
chain flexibility, which leads to an easier arrangement into crystalline (but not necessarily stable) domains in the native polymers, and the region regularity which, as usual, is
decisive for the formation of a stable crystalline phase.
On the other hand, in order to get the proper channel orientation for ion transport,
the membranes based on these materials need to be thermally treated: this previous
thermal orientation during the preparation of the membrane could slightly modify the
columnar self-assembly, and consequently, the molecular mobility. In this sense, dielectric
spectroscopy is also a very useful technique to assess the structure and in particular
the dynamics of these large supramolecular systems, by considering the response to an
electrical perturbation field over a wide frequency range at different temperatures [17–20].
Thus, the aim of the current work was to study the effect of the partial and full
modification with lateral dendritic groups and their orientation on molecular dynamics
of polymers and copolymers of poly[2-(aziridin-1-yl) ethanol] (PAZE) dendronized with
3,4,5-tris[4-(n-dodecan-1-yloxy)benzyloxy] benzoate. A deep characterization of the dielectric relaxation spectrum could contribute to clarify the mobility and the dynamic fragility
of these polymers and copolymers. The balance between chain flexibility and structural
regularity is key to define the dynamics of these supramolecular systems, which could
control the selective transport processes.
2. Materials and Methods
2.1. Materials
The starting material which was subsequently dendronized was poly[2-(aziridin-1yl)ethanol] (PAZE), of our synthesis (polymerization degree 44 repeating units, as determined by SEC-MALLS) [21]. The polymers were obtained by grafting PAZE with the
dendron 3,4,5-tris[4-(n-dodecan-1-yloxy)benzyloxy]benzoic acid as previously described6 .
In this paper, we investigated the behaviour of the partially dendronized PAZE40 (degree
of modification of PAZE equal to 40%) and the fully modified PAZE100, which structures
are schematized in Figure 1.
Membranes were prepared out of these polymers by means of phase inversion precipitation onto a Teflon® (Dupont, Wilmington, Delaware, USA) substrate. In this process,
a homogeneous polymer solution in THF (30% w/w) was cast on a Teflon sheet support
and immersed in a coagulation bath of Milli-Q water. The solvent diffused into the coagulation bath, while water (non-solvent) diffused into the cast film. After de-mixing of
the polymer solution, a solid polymer membrane was finally obtained which was dried
overnight at around 293 K room temperature. Oriented membranes were obtained by
means of a proper thermal treatment, named baking. This treatment consists of heating the
obtained membranes, above the polymer clearing temperature, on a Teflon® support with
a Linkam (Linkam Scientific Instruments, Tadworth, UK) TP92 hot stage and maintaining
them at this temperature for ten minutes. Subsequently, the membranes were slowly cooled
(0.5 K·min−1 ) to an annealing temperature lower than, but close to, the polymer clearing
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dielectric intensity or relaxation strength ∆ε, and aHN , bHN Havriliak–Negami parameters,
which determine the symmetric and asymmetric broadening of the relaxation peak, were
also calculated.
The thermal activation of the relaxation times τ was characterized in terms of intramolecular or intermolecular segmental motions, by means of Arrhenius or Vogel–
Fulcher–Tamman–Hesse functions, respectively [29,30].
Arrhenius equation:


− Ea
(1)
f max = f 0 exp
RT
where fmax is the maximum frequency; f 0 the Pre-exponential term and Ea the Apparent
activation energy.
Vogel–Fulcher–Tamman–Hesse equation:


B
τ ( T ) = τ0 exp
, TK < Tg
(2)
T − TK
where B = D·TK ; D is related to the topology of the theoretical potential energy surface
of the system, where fragile systems (D ≤ 6) present high density of minimum energy,
contrarily to strong systems (D ≥ 15) which present lower density.
The intermolecular relaxations were characterized in terms of dynamic fragility, freevolume and thermal expansion coefficients [31,32], as has been carried out elsewhere [19,33–35].
Fragility index:
B TK
m=
(3)
ln(10) ( TG − TK )2
3. Results
3.1. Calorimetric, X-ray and NMR Analyses
Figure 2 displays the calorimetric thermograms corresponding to the DSC first heating
scan of PAZE40 and PAZE100. In the case of the partially modified PAZE40 it is possible to
distinguish two endotherms, the first one around 320 K and the other at 340 K. The former
Polymers 2021, 13, x FOR PEER REVIEW
22
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the
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However, the thermogram of fully modified PAZE100 shows only a single endotherm at 336 K, which is related to the clearing transition, alike the partially modified
membrane. It is noteworthy to highlight that the glass transition could not be visualized
in either of the PAZE membranes.
Figure 3 puts into evidence the different behaviour of both membranes PAZE100 and
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The thermograms obtained during the second heating scan for PAZE40, show only a
single endothermic peak at 316 K, with an enthalpy of 31 kJ/g. The position of this peak,
having the results of the first heating scan in mind, may suggest the assignment to the
melting of a crystalline portion. However, the observation by Optical Microscopy between
Crossed Polars (POM) indicates the breakdown of the mesogenic order and thus attributes
this transition to a clearing phenomenon, which has displaced to lower temperature. To
verify the origin of these peaks, XRD measurements need to be performed.
X-ray diffraction (XRD) measurements were carried out at room temperature (293K)
and the results are plotted in Figures 4 and 5. The native PAZE40 exhibits many reflections
indicating crystalline contribution, which remained unaltered on cooling to 223 K. On
heating to 353 K, all reflection signals disappeared. On cooling back to 233 K, the initial
crystallinity was not restored; instead, three very broad reflections at 2θ = 2.0◦ , 20.7◦ , 23.4◦
are observed, corresponding to d = 44 Å, 4.3 Å and 3.8 Å, respectively. They disappeared
on heating to 343 K and were attributed to a liquid crystalline columnar phase. These
observations suggested that in native PAZE40 a small crystalline portion coexists with a
mesophase order. However, when a PAZE40 membrane was heated and subsequently
cooled, only the clearing phenomenon associated with the liquid crystalline side chains is
restored. These results also confirmed that clearing is the origin of the endothermic peak
observed at 316 K in the second heating scan for the PAZE40 membrane.
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on heating to 343 K and were attributed to a liquid crystalline columnar phase. These
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cooled, only the clearing phenomenon associated with the liquid crystalline side chains is
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XRD analyses of PAZE100 performed at different temperatures are shown in Figure
5. The native membrane clearly shows a crystalline structure at 296 K. The analysis performed after heating 1 K/min to 353 K showed just a broad halo around 20°, indicating
that the membrane is isotropic at this temperature. Afterwards, it was cooled back 1 K/min
to 272 K; nevertheless, the crystalline structure could not be restored by this treatment. On
the other hand, a reflection at 2θ = 2° was evident and was attributed to the inter-columnar
distance of columnar LC phase 6. However, the asymmetry of the halo located around 20°
may suggest a coexistence of the mesophase with crystallinity to a very low extent. Afterwards, XRD was recorded at 318 K, after 2 h annealing at this temperature. In this case,
differently from calorimetric analysis, crystallinity could be only guessed as small peaks
corresponding to 2θ = 11–12° and 19–20°. After further heating to 353 K, the XRD pattern
evidenced that the treatment drove the membrane to the isotropic state again.
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could be calculated [13]. In the case of both PAZE40 and PAZE100, the dimension of the
hexagonal unit cell was around 45 Å. Nevertheless, the number of repetitive units in the
case of PAZE40 is 10.5, while it was found 4.6 units in the case of PAZE100.
On the other hand, the presence of crystallinity in native PAZE100 could be confirmed
by solid-state NMR, which is reported in Figure 6. The presence of much higher conformational order in native PAZE100 membrane is evident from the narrow, well defined
13 C CP-MAS NMR signals in the low-temperature range (Figure 6b), especially in the
chemical shift region 100–170 ppm (characteristic of carbonyl and aromatic groups of the
side moiety) and 20–34 ppm (alkyl chains of side groups) [13]. At temperatures above
T = 290 K (corrected T value = 302 K) these signals broaden and vanish, confirming that
melting occurs below this temperature and that crystallinity involves mainly the mesogenic
side groups. In addition, the vanishing of all signals in 13 C CP-MAS spectrum and the
Polymers 2021, 13, x FOR PEER REVIEW
8 of 22 the
simultaneous line narrowing in 1 H MAS spectra above 333 K (Figure 6a) confirms
occurrence of clearing transition below this temperature.
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In the thermally treated PAZE100 sample (Figure 6c,d), the sharp features in the
chemical shift range from 100–170 ppm, are only a minor contribution and the broader
signals indicate the less defined molecular packing the mesogenic side groups.
In solid-state NMR spectra of PAZE40 (Figure 7), only a well-defined transition from
a partially ordered mesophase to the isotropic state is observed between T = 318 K and T
= 333 K. In the isotropic state, narrow, well-resolved 1H MAS signals are observed, and
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In the thermally treated PAZE100 sample (Figure 6c,d), the sharp features in the
chemical shift range from 100–170 ppm, are only a minor contribution and the broader
signals indicate the less defined molecular packing the mesogenic side groups.
In solid-state NMR spectra of PAZE40 (Figure 7), only a well-defined transition from
a partially ordered mesophase to the isotropic state is observed between T = 318 K and
T = 333 K. In the isotropic state, narrow, well-resolved 1 H MAS signals are observed, and
the polarization transfer of the CP-MAS experiment fails, as seen by the vanishing of all
13 C CP-MAS signals at the same temperature (besides a tiny signal of some main chain
methylene units). The transition temperature matches well, the temperature observed in
the second heating run of the DSC measurements. In the 1 H MAS NMR spectra of the
Polymers 2021, 13, x FOR PEER REVIEW
9 of 22
partially ordered phase of PAZE40, a gradual signal narrowing with increasing temperature
is observed.
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that the and
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3.2. Dielectric
Response
PAZE Polymer
Copolymers
of the oriented membranes, could slightly modify the columnar self-assembly and conseThe above results indicate that the thermal treatment, applied during the preparation
quently, the molecular mobility. Therefore, deep characterization of the dielectric relaxation
of the oriented membranes, could slightly modify the columnar self-assembly and consespectrum could contribute to clarify the relevance of the two factors that may define the fiquently, the molecular mobility. Therefore, deep characterization of the dielectric relaxanal properties of these materials: the chain flexibility, which leads to an easier arrangement,
tion spectrum could contribute to clarify the relevance of the two factors that may define
and the structure regularity, necessary for the formation of a stable crystalline phase.
the final properties of these materials: the chain flexibility, which leads to an easier arDielectric measurements were performed on unoriented and oriented PAZE40 and
rangement, and the structure regularity, necessary for the formation of a stable crystalline
PAZE100 membranes. The dielectric relaxation spectra of polymer and copolymer based
phase.
on poly[2-(aziridin-1-yl)ethanol] (PAZE) were measured in terms of the real ε0 and imagimeasurements
were performed
on unoriented
and oriented
and
naryDielectric
ε” components
of the complex
dielectric permittivity
ε* respectively,
in PAZE40
a wide range
PAZE100
membranes.
The dielectricThe
relaxation
spectra
of polymer
and copolymer
of frequencies
and temperatures.
differences
in dielectric
behaviour
of the based
unorion poly[2-(aziridin-1-yl)ethanol] (PAZE) were measured in terms of the real ɛ′ and imaginary ɛ″ components of the complex dielectric permittivity ɛ* respectively, in a wide range
of frequencies and temperatures. The differences in dielectric behaviour of the unoriented
(PAZE100 and PAZE40) and oriented, (PAZE100-O and PAZE40-O) membranes, were analyzed.
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ented (PAZE100 and PAZE40) and oriented, (PAZE100-O and PAZE40-O) membranes,
were analyzed.
Figures 8 and 9 show the imaginary part ε” of the complex dielectric permittivity ε”
and the isothermal curves of the real ε0 and respectively, in a broad range of frequencies
of unoriented and oriented membranes. The dielectric relaxation spectrum does not
Polymers 2021, 13, x FOR PEER REVIEW
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show large differences between the oriented and unoriented membranes as can be seen
in
Figure 8. In general terms, all these figures exhibit a complex spectrum with broad dielectric
relaxation zones. These dielectric relaxations may be related to different molecular motions
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Table
Table1.1.Detail
Detailof
of∆ε
Δεobtained
obtainedfrom
fromthe
thefitting
fittingofofthe
theHavriliak–Negami
Havriliak–Negamiequation.
equation.

αClear
αClear-O

173
173
0.002
0.002
0.002
0.002
273
273
0.087
0.041
0.087
313
0.041
0.211
313
0.098
0.211
0.098

∆ε

Δε

Δε

∆ε

T (K)
(K)
T
γγ
γ-O
γ-O
T (K)
TαTg
(K)
αTg
-O
αTg
T
(K)
αTg-O
αClear
T (K)
αClear
-O

PAZE40
PAZE40
153
163
153
163
0.001
0.001 0.001
0.001
0.005
0.003
0.005 0.003
253
263
253 0.051
263
0.049
0.017
0.049 0.022
0.051
293
0.017 303
0.022
0.080
0.176
293
303
0.083
0.083
0.080 0.176
0.083 0.083

(K)
TT (K)
γγ
γ-O
γ-O
T (K)
TαTg
(K)
αTg
-O
αTg
T
(K)
αTg -O
αClear
T (K)
αClear
-O

αClear
αClear-O

PAZE100
PAZE100
153
163
153
163
0.001
0.001 0.001
0.001
0.016
0.019
0.016 0.019
293
303
293 0.004
303
0.003
0.007
0.003 0.007
0.004
313
0.007 323
0.007
0.242
0.252
313
323
1.197
1.409
0.242 0.252
1.197 1.409

173
173
0.001
0.001
0.018
0.018
313
313
0.006
0.020
0.006
333
0.020
0.312
333
1.926
0.312
1.926

Table 1 shows the dielectric strength below and above the glass transition. As it was
expected, the values increased with the temperature. The orientation, due to the crystalline organization of chains, promotes a rather narrow distribution of relaxation times.
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However, the dielectric strength slightly increased for the α-relaxation zone, especially in
the oriented fully modified PAZE100. The melting of the crystalline organization, the glass
transition and clearing transition appeared very close. Actually, each process could12have
of 20
a certain influence on the other, and it could shift its position on the temperature axis.
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explained by an intramolecular origin, and its thermal activation can be modelled by an
Arrhenius-like
function.
On the other
theActivation
non-linearofdependence
between (log f vs.
3.3. Macromolecular
Cooperativeness
andhand,
Thermal
Dielectric Relaxations
T−1) is representative of VFTH-like thermal activations, inherent in intermolecular segmenThe dielectric behaviour of the copolymers was analyzed by means of the Arrhenius
tal motions. Figures 12 and 13 show the Arrhenius map for the γ and α relaxation zones,
plots, which consider the temperature-frequency interdependence for the maxima of loss
respectively.
factor isochrones. The relationship between the relaxation time and the inverse of the
temperature (log f vs. T−1 plot) shows a linear behaviour. Thus, the dielectric relaxation
can be explained by an intramolecular origin, and its thermal activation can be modelled
by an Arrhenius-like function. On the other hand, the non-linear dependence between
(log f vs. T−1 ) is representative of VFTH-like thermal activations, inherent in intermolecular
segmental motions. Figures 12 and 13 show the Arrhenius map for the γ and α relaxation
zones, respectively.
In the complex α dielectric relaxation zone, only two close relaxations can be found,
according to other reported works [6–13,37,38], at a lower temperature, as the Arrhenius
map indicates, the relaxation could be associated with cooperative motions typical of the
glass transition and was labelled as αTg relaxation. It is interesting to mention that the
glass transition cannot be observed on the DSC thermograms.
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Figure 12. Detail of the Arrhenius maps of the γ relaxation of PAZE100 and PAZE40 for unoriented (full symbol) and oriented (hollow symbol) copolymers.

In the complex α dielectric relaxation zone, only two close relaxations can be found,
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map indicates, the relaxation could be associated with cooperative motions typical of the
glass transition and was labelled as αTg relaxation. It is interesting to mention that the glass
transition cannot be observed on the DSC thermograms.
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At higher temperatures, the relaxation was ascribed to the clearing transition and
labelled as αClear .
According to the above results, the molecular origin of the different relaxations is
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At higher temperatures, the relaxation was ascribed to the clearing transition and
labelled as αClear.
14 of 20
According to the above results, the molecular origin of the different relaxations is
schematized in Figure 14 and the following observations can be raised:
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Figure 14. Molecular origin of the different relaxations in PAZE polymer or copolymer.
Figure 14. Molecular origin of the different relaxations in PAZE polymer or copolymer.
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of PAZE100
between 240 and 340 K. Figure 15 shows the temperature dependence of some
protonated phenyl sites at the inner and outer phenyl rings as well as the main chain region
of [13] 13 C CP-MAS NMR spectra of PAZE100.
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As for the main chain region of the variable temperature 13C CP-MAS NMR spectra
(see Figure 15), two NMR signals at 53 ppm and at 51.5 ppm are observed. Upon heating, the
51.5 ppm signal slowly merges with the 53 ppm signal, resulting in a broad featureless NMR
signal of the polymer main chain, originating from conformational exchange of the main
chain N-CH2 units at a 100 µs time scale. At temperatures above the clearing transition,
all CP-MAS signals vanish, because the hetero-nuclear dipolar couplings, needed for
the 1 H-13 C polarization transfer, are averaged to zero by fast isotropic molecular motions.
Considering the behaviour of the dendritic side groups (see Figure 15), the signals of the CH
sites (ortho position) of the inner phenyl ring are observed as a single peak at 106 ppm, with
a broader component towards lower ppm values and a narrow component at 106.3 ppm,
which may arise from better-ordered regions of the sample. With increasing temperature,
the signals show a weak tendency to shift towards higher ppm values, suggesting a
weakening of the π-stacking of the mesogenic core. Moreover, the narrow signal broadens
close to the clearing transition indicating substantial pre-transitional fluctuations of the
inner phenyl ring on the sub-millisecond time scale.
The 13 C NMR signals of the meta-CH sites of the outer phenyl rings of the dendritic
side groups indicate that there are phenyl rings in two different packing arrangements
seen as peaks at 110 and 118 ppm. In addition to these rigid or slowly moving sites, there
are outer phenyl rings (signal at 114 ppm), which rapidly exchange between those two
possible packing arrangements with rates above 100 kHz event at the lowest temperature
experimentally accessible. With increasing temperature, the signals at 110 and 118 ppm
start to broaden and decrease in intensity, while the signal of the exchanging phenyl
sites increases.
A closer look to the 1 H MAS spectrum of the thermally treated PAZE100 recorded at
318 K (see Figure 6c), shows narrow peaks of mobile sites on top of the almost unchanged
broad and featureless 1 H spectrum of the rigid material, indicating the heterogeneous
on-set of the transition assigned to αTg relaxation peak of the DETA analysis. In contrast to
the 13 C CP-MAS spectra, where the signals vanish at the isotropization due to the motional
cancellation of hetero nuclear dipolar couplings, 1 H signals become very sharp and intense
with the isotropization transition suggesting a liquid-like behaviour of PAZE100 in this state.
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3.3.1. Molecular Origin of the γ Relaxation Zone
The γ relaxation was located at low temperatures 128 K at 1 kHz for both unoriented
PAZEs and around 145 K for the oriented samples. The thermal activation was governed
by an Arrhenian-like function as shown in Figure 12, with apparent an activation energy
Ea around 24 kJ·mol−1 for unoriented PAZEs. The orientation process increases the Ea
values, especially for PAZE100 that achieves a value of 79 kJ·mol−1 , as shown in Table 2.
Nevertheless, these values are low enough to be characteristic of molecular small-angle
reorientations. Therefore, this relaxation process was ascribed to intramolecular mobility
of the local secondary phenyl-aliphatic chain (R- in Figure 1) of the dendritic liquid crystal.
The orientation process provides a more ordered arrangement of polymer structure, where
local π-stacking arrangements between neighboring outer phenyl rings are optimized
so that the apparent activation energy to induce this motion is substantially increased,
especially in fully modified PAZE100 with the highest density of dendritic side groups.
Table 2. Apparent activation energies and Tmax of the γ relaxations of oriented and unoriented
PAZE100 and PAZE40, as obtained by the fitting of the Arrhenius equation. Margins within 3% of
standard deviation.
Material

logf0
(Hz)

Ea
(kJ·mol−1 )

Tmax 1 kHz
(K)

R2

PAZE100
PAZE100-O
PAZE40
PAZE40-O

12.5
30.9
13.1
15.4

23.5
78.9
24.6
33.9

128.6
147.5
127.6
143.5

0.99
0.99
0.99
0.97

3.3.2. Macromolecular Origin of the α Relaxation Zone
At higher temperatures, a high intensity and complex dielectric relaxation zone is
observed, which could be related to three almost overlapping processes:
1.
2.
3.

Molecular precursor motions of the melting of a certain crystalline portion of the
lateral dendritic chains;
The associated motion to the glass transition;
Molecular precursor motions of the clearing transition. However, only two dielectric
relaxations can be clearly distinguished: one with lower intensity ascribed to the glass
transition, i.e., αTg , because the percentage of crystallinity is indeed very small, as
shown by DSC and XRD results, and should be overlapped by the glass transition
processes; the other one much more prominent related to clearing transition, i.e., αClear.

The αTg dielectric relaxation was explained in terms of VFTH-like function as it was
can be ascribed to intermolecular motions related to the glass transition, as Figure 13 shows
for unoriented and oriented systems.
Table 3 shows the values of the dynamic fragility parameter D, which physical interpretation is a measure of deviation from the Arrhenius temperature dependence of
relaxation times. On the other hand, D also could quantify the steepness of the dielectric
jump of the dielectric permittivity near the glass transition [39] and it depends on the
cooperativity of the dynamic processes [39–41]. Although, from the Angell classification,
the obtained D values are low enough to correspond to a fragile system, the dynamic
fragility parameter D has a higher value for PAZE100 than for PAZE40.
The differences found between both polymers as a consequence of the substitution of
the side chain (PAZE100 or PAZE40) or those due to orientation, are not evident or easy
to interpret since, as indicated by the NMR results, different molecular reorganizations
in the range of temperatures between 290 and 333 when the clearing transition occurs is
very complex.
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Table 3. VFTH parameters of αTg relaxation for un-oriented and oriented PAZE100 and PAZE40.
αTg

τ0
(s)

D

TVFTH
(K)

φTg

αTg × 104
(K−1 )

R2

PAZE100
PAZE100-O
PAZE40
PAZE40-O

11.8 ± 0.4
8.6 ± 0.7
8.1 ± 0.4
6.1 ± 0.5

8.5±1.4
3.9 ± 0.5
5.0 ± 0.8
5.7 ± 0.5

180 ± 6
180 ± 6
183 ± 4
184 ± 4

0.033
0.072
0.055
0.048

6.5
14.3
11.0
9.5

0.99
0.94
0.99
0.94

The values of D seem to indicate that the PAZE40 copolymer maintains better the
locally ordered structure near the glass transition than the PAZE100 polymer; this, in turn,
may be due to the number of polymer repetitive units included in the helical structure
that is 10.5 in PAZE40, versus the 4.6 ones that take part to the helices in the case of
PAZE100. Thus, the structures of PAZE100 could change rapidly when the temperature
approaches the glass transition and quickly leave the ordered glass structure. Nevertheless,
the orientation produces a different effect on PAZE100 and PAZE40. For one thing, the
temperature of the αTg dielectric relaxation peak at 1 kHz increases from 268 K to 320 K for
PAZE 40 while the dynamic fragility parameter D almost stays constant. Unfortunately,
these changes cannot be verified in the calorimetric thermogram since the glass transition
is not perceptible. For another thing, the temperature of the αTg dielectric relaxation peak
at 1 kHz for the oriented PAZE100 hardly changes (from 263 to 270 K), whereas the value of
D decreases, even below the values obtained for the PAZE40. The results that the NMR of
thermally treated PAZE100 can provide indicate that two distinct back-conformations start
to exchange at temperatures just below the clearing transition. At the same temperature,
the 1 H MAS NMR spectrum of the thermally treated PAZE100 shows a heterogeneous
behavior below the clearing transition, meaning some side chains are already quite mobile,
whereas others are still very rigid. This heterogeneity of the side chain dynamics is needed
for the conformational exchange, as in the fully substituted PAZE100 the main chain cannot
change conformations without side chain reorganization. These results may be in line
with the values obtained for the free-volume coefficients ΦB and the thermal expansion
coefficients αf near the glass transition for the oriented PAZE100 that are much higher.
However, these values slightly change with the orientation in PAZE40. Thus, the previous
thermal treatment would provide a possibility to change the mobility of these materials,
especially when approaching the glass transition.
The αClear relaxation is related to a precursor motion of a supramolecular phenomenon,
typical of thermotropic liquid crystals, based on the predominance of thermal motions
over the weak interactions between the dipole-type molecules or dispersion forces that
determine the arrangement into a liquid crystalline phase. These interactions are strong
enough to maintain associations between molecules in a preferred orientation, though they
keep their freedom to move, since they are not covalently bound. This supramolecular
phenomenon corresponds to the disassembling of the polymeric columns and provokes
the disappearance of the liquid crystalline order.
The αClear relaxation was also explained by a VFTH-like function, which means
that it is an intermolecular motion. Table 4 gathers the results of fitting the thermal
activation of the relaxation times for oriented and unoriented copolymers. As it is expected,
both oriented and unoriented PAZE40 have a TVFTH temperature related to the clearing
relaxation lower than PAZE100. In both cases, the grafted tapered moieties form layers with
their neighbors that are arranged at different angles, giving a liquid crystal with a helical
arrangement. Thus, these moieties are placed parallel, but at the same time, they can move
one each other along their axes. When the temperature is raised above the clearing point,
thermal motions prevail over dispersion forces, and the polymeric material undergoes
a first-order transition and turns isotropic. For the αClearing relaxation, the parameter D
exhibits a very low value and the orientation does not have any effect on both materials. In
general, it is possible to suppose that orientation during the preparation of the membranes
did not have any effect on this relaxation process.
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Table 4. VFTH parameters of αClear relaxation for unoriented and oriented PAZE100 and PAZE40.
αClear

τ0
(s)

D

TVFTH
(K)

φTg

αTg × 104
(K−1 )

R2

PAZE100
PAZE100-O
PAZE40
PAZE40-O

4.9 ± 0.8
7.1 ± 0.2
7.2 ± 0.5
7.6 ± 1.0

1.4 ± 0.2
2.1 ± 0.1
2.5 ± 0.2
2.5 ± 0.4

278
278
268
268

—
0.086
0.075
0.075

—
17.2
15.1
15.0

0.92
0.99
0.98
0.93

4. Conclusions
DSC, XRD and NMR studies show that all the studied native unoriented membranes based on dendronized polymers and copolymers obtained by chemical modification of poly[2-(aziridin-1-yl) ethanol] (PAZE) with the dendron 3,4,5-tris[4-(n-dodecan1-yloxy)benzyloxy]benzoate show a liquid crystal mesophase. When the available free
volume is sufficient, these polymers partially organize into crystalline phases. In the case
of fully modified PAZE100, high regularity of the structure could favor organization of the
polymer into crystalline domains; nevertheless, the rigidity of the structure and the dense
packing of the dendritic side-chains prevents the occurring of crystalline structures directly
on cooling from the molten state. The thermal treatment enhances nano-crystallinity with
significant dynamic heterogeneities. In the case of samples with partial modification degrees such as PAZE40, annealing seems to favor the organization into a more stable LC
phase, while crystalline portions tend to disappear.
The dielectric broadband spectroscopy spectrum of the dendronized PAZE100 and
PAZE40 membranes are composed of two dielectric relaxation zones: (i) an intramolecular
γ relaxation that was associated with the orientation of the benzyloxy substituent of the
dendritic group; (ii) a complex intermolecular and cooperative α relaxation zone, related to,
at least two distinct relaxation processes, the glass (αTg ) transition (main chain relaxation)
and the clearing (αClear ) processes.
The complexity of the observed relaxation processes in DETA could be also guessed by
solid-state NMR, which results indicate that larger molecular reorientations at the polymer
backbone as well as the inner phenyl ring of the dendron are initiated within a very close
temperature range. The dynamic processes of the polymer backbone are activated for
PAZE100 in a narrower temperature window close to the clearing transition as compared to
PAZE40, where the motional reduction of the broad polymer backbone signals is a gradual
process starting already at a lower temperature. When the temperature increases, the
narrow signals of the inner phenyl ring broaden close to the clearing transition indicating
pre-transitional fluctuations of the inner phenyl ring on the sub-millisecond time scale.
The NMR signals of the meta-CH sites of the outer phenyl rings of the dendritic side
groups indicate that there are phenyl rings in two different packing arrangements (signals
at 110 and 118 ppm) as well as phenyl rings (signal at 114 ppm), which exchange between
those two possible packing arrangements.
The orientation procedure during the preparation of the membranes does not affect the
clearing process. However, it increases the apparent activation energy of the γ relaxation
and, consequently, changes the molecular mobility of the dendritic side groups, especially
in PAZE100. In the less substituted copolymer, PAZE40, this behavior is significantly
weaker. This aspect would be relevant in terms of the stability of the nano-channels, which
are necessary for ion transport.
Grafting with dendritic groups to the backbone structure increases the dynamic
fragility parameter near the glass transition of PAZE100. Therefore, PAZE100 can change
the organization of the polymer backbone in a narrow temperature window close to the
glass transition temperature. The orientation procedure for the membranes did not change
the fragility of PAZE40 but shifted the temperature of the αTg relaxation peak towards
higher temperatures, confirming the stabilization of the dendritic structure.
The addition of dendritic groups and the previous orientation by thermal treatment
offers the possibility of designing PAZE-based polymers with the desired fragility and

Polymers 2021, 13, 1060

19 of 20

sufficient stabilization of the dendritic chains, which can turn these polymers into efficient
membranes for ionic transport applications.
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