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Abstract: We report on a diode pumped tunable Yb:glass femtosecond laser oscillator with electro-optical
cavity dumping. Pulses with energies exceeding 400 nJ and peak powers of above 1MW were generated at
repetition frequencies as high as 200kHz. This laser forms a compact light source for various scientific and
industrial applications like micromachining.
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Femtosecond laser systems have proven their
potential in research laboratories in a variety of
applications that were previously unthinkable, in
fields as diverse as material processing, photonic
device production, microscopy and biomedicine. The
application of these lasers outside research laboratory
environments has been, up to now, very limited
because of their complexity and difficulty of
operation and because of the high prices of
commercially available laser systems. Cavity
dumping is a possible way to generate pulses with
energies sufficient for many applications like
nonlinear frequency conversion [1], ultra-fast
spectroscopy, and micro-machining [2,3] without
using complex and expensive amplifier schemes.
Stable pulses with various pulse lengths and energies
have been obtained from cavity-dumped TEM00pumped Ti:sapphire laser oscillators [4-7]. However,
since Ti:sapphire based laser systems are not directly
diode pumped and need complicated and expensive
pump lasers, it is highly desirable to employ
materials which are pumped directly by relatively
inexpensive laser diodes. A very successful approach
has been the use of Ytterbium doped materials in
combination with semiconductor saturable absorber
mirrors (SESAM) [8] to get high reliability and easy
handling. Mode-locked pulses in the sub 100fs
regime have been reported from these oscillators [911].
We report on what is to our knowledge the first
directly diode pumped cavity dumped laser oscillator
emitting femtosecond pulses. Energies beyond 400 nJ

resulting in peak powers well beyond 1 MW have
been achieved. The laser is mode-locked in the
solitary regime [12, 13] employing dispersive mirrors
and a SESAM. Furthermore, from the scientific point
of view, this laser system allows a deep insight into
femtosecond solitary pulse shaping in the transient
regime, and pulsing dynamics such as temporal and
spectral breathing of the intracavity pulses have been
directly observed.

Fig. 1. Schematic of the diode pumped cavity dumped
Yb:glass laser oscillator; PD, pump-diode; L1, L2,
achromatic lenses; Yb, anti reflection coated Yb:glass
laser medium; BIFI birefringent filter; SESAM,
semiconductor saturable absorber mirror; OC, 0.3 %
output coupling mirror; M15, dichroic mirror; the other
mirrors dispersive high reflectors; TFP, thin film
polarizer; BBO Pockels cell; HV-Switch, high voltage
switch; TG, trigger generator; PD, fast photo diode.

The laser cavity, shown in Fig.1, was a standard zfold setup. The focus in the active laser medium was
generated by two curved mirrors with a focal length
of 75mm (M14, M16). The focal radius was
estimated to be about 40µm. The cavity was stretched
by use of four curved mirrors with 500mm focal
length (M2, M4, M10, M12) and two curved mirrors
with a focal length of 250mm (M6, M9), which lead
to a repetition frequency as low as 21MHz. The gain
medium was a 3.5mm thick anti-reflection coated
Ytterbium doped LG760 phosphate glass pumped by
a 976nm laser diode which was focused down to a
radius of 65µm. At the pump input face of the
Yb:LG760 a maximum pump power of 3.2W was
achieved of which 1.2W is transmitted under nonlasing conditions. A SESAM provided for the
saturable absorption necessary to mode-lock the
laser. Focusing down to a 150µm spot size on the
SESAM was done by a curved mirror with 150mm
focal length. In this setup no damage on the
SESAM’s surface was observed even when operating
the system for hours in dumped operation. In contrast
to previous approaches using prisms for dispersion
compensation [4-7], specially designed dispersive
mirrors were used to generate a sufficient amount of
negative dispersion for soliton mode-locking. Each
mirror reflection provided a group delay dispersion
(GDD) of about -250fs2 to -300fs2 and 52 mirror
bounces per round trip were employed to get stable
solitary operation. The estimated net GDD of the
laser cavity was D = −8100 fs 2 . Because of the high
number of reflections needed to generate the GDD, a
very high reflectivity of the used mirrors was
essential. A birefringent filter [14, 15] was placed in
the long laser arm to increase the laser’s stability and
to allow for wavelength tuning. To avoid excess selfphase modulation (SPM), typically accrued in
acousto-optic modulators with a tightly focused fsbeam which is necessary to provide for a dumping
duration shorter then the pulse repetition time, we
used a BBO electro-optical dumper (Lightgate 03
from Cleveland Crystals Inc.) in the short arm of the
cavity. As focusing is not necessary, the electrooptical dumper’s SPM does not play an important
role. By applying a voltage to the BBO crystal it gets
birefringent. Consequently the polarization of the
laser beam gets elliptical and a significant amount of
the pulse energy is dumped out of the cavity at the
thin film polarizer (TFP) [16, 17]. The dumper was
controlled by a trigger generator (TG) and a high
voltage switch with a maximum output up to 3.6kV
at 206 kHz. A voltage of about 2kV was sufficient to
dump more than half of the intra cavity energy. A
fast photo diode provided the signal necessary for the
synchronization of the trigger generator.

Fig. 2. Intracavity pulse energy between two cavity
dumping events. Left and right hand sides show the
relaxation at dumping rates of 15kHz and 173kHz
respectively, note the different time scales.

Behind the TFP, the contrast ratio between the
dumped pulses and the weak background was better
than 1:500. Fig. 2 shows typical relaxation transients.
In the left figure the dumping rate was low enough to
let the system reach steady state after each dumping
event. The intra cavity dynamics showed a strong
damping of the relaxation oscillations in comparison
to CW operation of the laser system. This was due to
a strong spectral filtering effect while operating the
laser at the stability edge, close to CW breakthrough
or close to multiple pulse break-up respectively [18].
In the configuration from the right figure the
dumping rate was much higher and the dumping
occurs in the transient regime. In both cases it was
possible to dump more than 50 percent of the intra
cavity energy without losing the stability of
operation. The dumped pulse energies per pulse were
determined to be more than 400nJ even at repetition
frequencies as high as 173MHz.
The full width of the optical spectrum of the
dumped pulses were 4 nm, the center wavelength was
tunable between 1030nm and 1045nm without
degrading the dumping performance of the system.
The duration of the dumped pulses, obtained by
background-free autocorrelation was 300 fs,
assuming a sech 2 pulse shape, resulting in a time
bandwidth product of 0.33, which is close to the
Fourier limit. The SPM-parameter γ for two passes
through both, the 3.5mm laser glass and the 36mm
long BBO pockels cell with spotsizes of 60µm and
400µm radius respectively, was estimated as
γ = 1.3 × 10−7 / W , which leads to the corresponding
solitary pulse width of τ = 3.53 D /(γw) [18], with
the intra-cavity pulse energy of w = 700 nJ . The
excellent agreement of τ = 314 fs to the measured

value proves the clean solitary pulse shaping in the
laser system.
Cavity dumping is a periodic disturbance of the
system and in certain parameter ranges unstable
states exist, where spiking occurs or Q-switched
mode-locking is initiated. Due to the long upper state
life time of Yb:glass in the millisecond region [10],
Q-switch instabilities are a problem to be considered.
In the solitary parameter regime, spectral filtering
acts contrary to the saturable absorber and thus can
suppress Q-switching instabilities and strong
relaxation oscillations. Therefore, it was crucial to
operate the laser at high power close to CW- or
multiple pulse break-up [19]. Due to the periodic
disturbance, the pulse shaping dynamics can be
directly observed. Between two regions of stable
operation namely on one end at low dumping
frequency, where the system is allowed to reach
steady state, and on the other end at high frequencies,
where dumping happens in the transient regime, a
region of dynamical instability was identified, where
effects such as period doubling sequences in pulse
energies have been observed.
In conclusion we have performed what is to our
knowledge the first diode pumped cavity-dumped
laser oscillator in the femtosecond regime. Pulse
durations of 300fs and pulse energies as high as
400nJ have been achieved at relatively high
repetition rates of 173kHz. This yields peak powers
exceeding 1MW. The laser preserved tunability and
short-pulse operation, while increasing the obtained
pulse energy at variable repetition frequencies in
comparison to a standard oscillator. The prismless
design made the system compact. Along with the
very cost efficient diode pumping scheme and its
high reliability, we believe that a similar system can
be a light source for various scientific, industrial and
biomedical applications such as material processing,
nonlinear spectroscopy etc. In the reported
experiments the limitation in pulse energy has been
due to the limited gain of the Yb:glass laser material,
and the pulse width was limited by the absorber
strength. With continued optimization pulse energies
in the µJ regime can be anticipated in the near future.
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